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Project: Blue Heaven 

P.O. No.: 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

CERTIFICATE VA06069134 

This report is for 130 Rock samples submitted to our lab in Vancouver, BC, Canada on 
12-JUL-2006. 

The following have access to data associated with this certificate: 
AL ARCHER DOUG EATON JOAN MARIACHER 

VANCOUVER OFFICE BILL WENGZYNOWSKI 

To: ARCHER, CATHRO AND ASSOCIATES (1981) LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1 L8 

\RCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Page: 1 
Finalized L ... ~2-AUG-2006 

Account: F 

J SAMPLE PREPARATION 
ALSCODE DESCRIPTION 

WEI-21 Received Sample Weight 

CRU-QC Crushing QC Test 
PUL-QC Pulverizing QC Test 

LOG-22 Sample login - Rcd w/o BarCode 
CRU-31 Fine crushing - 70% <2mm 
SPL-21 Split sample - riffle splitter 
PUL-31 Pulverize split to 85% <75 um 

ANALYTICAL PROCEDURES 
ALSCODE DESCRIPTION INSTRUMENT 

ME-ICP41 34 Element Aqua Regia ICP-AES ICP-AES 
Ag-AA46 Ore grade Ag - aqua regia/AA AAS 

This Is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as submitted. All 
pages of this report have been checked and approved for release. Signature: 

Keith Rogers, Executive Manager Vancouver Laboratory 



Method 
Anelyle 

Units 
Sample Descrtptlon LOR 

M010705 
MOl 0706 
MOl0707 
MOl 0708 
MOl 0709 

MOl0710 
MOl0711 
MOl0738 
M010739 
MOl 0740 

MOl0741 
MOl0742 
MOl0743 
MOl0744 
MOl0745 

MOl 0746 
MOl0747 
MOl 0748 
MOl 0749 
MOl 0750 

MOl0751 
MOl 0752 
MOl 0753 
MOl 0754 
M010755 

MOl0756 
MOl 0757 
MOl 0758 
MOl 0759 
MOl0760 

MOl0761 
MOl 0762 
MOl 0763 
MOl 0764 
MOl 0765 

MOl 0766 
MOl0767 
M010768 
M010769 
MOl0nO 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
ALS Canada Lid. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

WEI-21 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 

RecvdWI. Ag AI As B 

kg ppm % ppm ppm 

0.02 0.2 0.01 2 10 

0.30 <0.2 2.93 3 <10 
0.24 0.3 1.09 12 <10 
0.36 0.3 1.11 14 <10 
0.38 0.3 1.30 16 <10 
0.50 0.3 1.18 8 <10 

0.42 0.8 1.50 15 <10 
0.20 1.2 1.56 35 <10 
0.38 0.2 1.28 12 <10 
0.24 0.2 0.97 3 <10 
0.22 0.4 1.12 51 <10 

0.28 0.6 1.19 38 <10 
0.36 0.5 1.39 29 <10 
0.52 0.8 1.04 36 <10 
0.74 1.1 0.71 21 <10 
0.30 1.1 0.97 29 <10 

0.26 0.2 0.81 4 <10 
0.38 0.2 0.89 27 <10 
0.34 1.5 1.04 38 <10 
0.24 0.4 0.95 108 <10 
0.22 2.4 0.87 115 <10 

0.34 0.9 0.63 27 <10 
0.28 0.3 1.05 15 <10 
0.36 0.6 0.78 27 <10 
0.28 <0.2 1.05 20 <10 
0.24 0.7 1.26 42 <10 

0.38 0.4 1.15 51 <10 
0.36 1.0 1.18 82 <10 
0.50 0.6 0.96 67 <10 
0.38 1.3 1.64 58 <10 
0.44 0.6 1.07 24 <10 

0.68 1.4 0.57 54 <10 
0.28 7.4 0.94 222 <10 
0.30 4.7 0.99 43 <10 
0.24 0.4 0.93 19 <10 
0.48 0.4 1.16 28 <10 

0.40 <0.2 1.55 <2 <10 
0.30 0.6 1.02 21 <10 
0.28 0.3 1.06 8 <10 
0.42 0.4 1.33 29 <10 
0.52 0.4 1.33 13 <10 

ME-ICP41 

Ba 
ppm 

10 

90 
60 
60 
60 
60 

50 
60 
60 
40 
40 

60 
60 
50 
40 
60 

60 
40 
60 
50 
50 

40 
50 
70 
50 
70 

50 
40 
40 
60 
50 

70 
90 
40 
30 
50 

70 
50 
40 
60 
50 

6.RCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

I CERTIFICATE OF ANALYSIS 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 

Be BI Ca Cd Co Cr 

ppm ppm % ppm ppm ppm 

0.5 2 0.01 0.5 1 1 

1.4 <2 0.08 <0.5 9 64 
0.7 <2 0.17 0.5 6 19 
0.9 <2 0.21 <0.5 6 19 
0.7 <2 0.15 <0.5 6 25 
0.9 <2 0.20 <0.5 6 23 

1.6 <2 0.13 1.8 26 28 
0.9 <2 0.11 <0.5 8 25 
0.5 2 0.21 <0.5 5 15 
0.7 2 0.13 <0.5 5 13 
0.6 <2 0.26 <0.5 4 13 

0.8 2 0.33 . 0.6 7 15 
0.8 3 0.24 <0.5 6 27 
1.0 4 0.55 <0.5 6 18 

<0.5 2 0.29 <0.5 4 17 
0.5 <2 0.25 <0.5 4 18 

<0.5 <2 0.25 <0.5 4 13 
0.6 2 0.21 <0.5 5 13 
0.8 <2 0.14 0.7 6 20 
0.8 <2 0.24 0.7 4 13 
1.2 <2 0.13 2.1 6 12 

0.7 2 0.13 0.9 5 10 
0.9 <2 0.12 0.7 4 11 
0.7 <2 0.11 <0.5 3 9 
0.8 <2 0.27 0.5 4 15 
0.9 <2 0.14 0.5 3 9 

0.9 <2 0.20 0.5 9 15 
1.1 <2 0.18 <0.5 4 11 
0.9 <2 0.22 0.5 5 13 
0.9 <2 0.26 0.5 7 26 
0.6 <2 0.15 <0.5 4 11 

0.5 <2 0.04 <0.5 <1 9 
0.7 2 0.16 <0.5 2 10 
0.6 <2 0.11 <0.5 3 6 
0.9 <2 0.14 <0.5 4 9 
0.7 <2 0.24 <0.5 3 13 

0.8 <2 0.22 <0.5 4 8 
0.6 <2 0.08 <0.5 2 13 
0.8 <2 0.10 <0.5 4 15 
0.8 <2 0.12 <0.5 4 18 
0.9 <2 0.14 <0.5 5 18 

Page: 2-A 
Total tr '~Gyes: 5 (A - C) 

Finalized Date: 22-AUG-2006 
Account: F 

VA06069134 

ME-ICP41 ME-ICP41 ME-ICP41 

Cu Fe Ga 
ppm % ppm 

1 0.Q1 10 

28 4.31 10 
22 2.27 <10 
23 2.20 <10 
17 2.53 <10 
23 2.31 <10 

46 2.72 <10 
37 3.04 10 
15 2.16 10 
34 1.85 <10 
15 2.31 <10 

28 2.31 <10 
25 2.63 10 
45 2.22 <10 
11 1.47 <10 
14 2.05 <10 

9 1.43 <10 
28 1.97 <10 
53 2.16 <10 
31 1.89 <10 
94 2.14 <10 

44 1.29 <10 
30 2.00 <10 
29 1.91 <10 
12 1.99 <10 
35 2.27 <10 

68 2.18 <10 
77 1.96 <10 
44 1.90 <10 
74 2.78 10 
52 1.88 <10 

53 1.81 <10 
87 3.81 <10 
26 1.76 <10 
24 1.95 <10 
11 1.96 <10 

4 2.03 10 
29 1.82 <10 
45 1.98 <10 
32 2.37 <10 
20 2.10 <10 



Method 

Anel~ 

Un'" 
Sample Description LOR 

MOl 0705 
MOl 0706 
MOl0707 
MOl 0708 
MOl 0709 

M010710 
MOl0711 
MOl 0738 
MOl 0739 
MOl 0740 

MOl0741 
MOl0742 
MOl0743 
MOl 0744 
MOl 0745 

MOl0746 
MOl0747 
MOl 0748 
MOl0749 
MOl0750 

M010751 
MOl 0752 
MOl 0753 
MOl0754 
MOl0755 

M010756 
M010757 
M010758 
MOl 0759 
MOl 0760 

M010761 
MOl 0762 
MOl 0763 
MOl0764 
MOl 0765 

M010766 
MOl0767 
MOl 0768 
MOl 0769 
M010nO 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada Ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 

Hg K La Mg Mn 

ppm % ppm % ppm 

1 0.Q1 10 0.01 5 

<1 1.12 50 1.10 260 

<1 0.21 30 0.33 401 

<1 0.22 30 0.35 472 

<1 0.24 30 0.41 391 
<1 0.23 30 0.36 431 

<1 0.22 30 0.44 1200 
1 0.26 30 0.40 394 

<1 0.15 30 0.25 380 
<1 0.19 30 0.28 304 
<1 0.21 30 0.23 481 

<1 0.19 30 0.30 535 
<1 0.23 30 0.38 424 
<1 0.21 30 0.31 677 
<1 0.13 20 0.23 452 
<1 0.15 20 0.31 395 

<1 0.13 20 0.24 281 
<1 0.15 20 0.17 868 
<1 0.19 20 0.19 936 
<1 0.17 30 0.17 968 
<1 0.22 30 0.12 1765 

<1 0.21 30 0.09 704 
<1 0.17 40 0.23 744 
<1 0.21 30 0.09 500 
<1 0.17 30 0.18 921 
<1 0.18 30 0.26 481 

<1 0.17 30 0.22 1290 
<1 0.17 30 0.21 608 
<1 0.19 30 0.16 888 
<1 0.23 30 0.47 709 
<1 0.19 30 0.21 446 

<1 0.27 30 0.05 127 
<1 0.26 20 0.13 369 
<1 0.18 40 0.20 767 
<1 0.21 50 0.15 533 
<1 0.17 30 0.24 494 

<1 0.18 40 0.34 473 
<1 0.16 20 0.15 458 
<1 0.17 30 0.19 531 
<1 0.21 30 0.26 347 
<1 0.14 20 0.26 400 

ME-/CP41 

1.10 
ppm 

1 

1 
2 
2 
1 
1 

3 
12 
2 
7 
2 

5 
3 
2 
1 
2 

<1 
4 
13 
4 
8 

6 
2 
3 
1 
2 

22 
11 
5 
25 
32 

23 
34 
1 
1 
1 

<1 
7 
4 
9 
3 
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CERTIFICATE OF ANALYSIS VA06069134 

ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 

Na Ni P Pb S Sb Sc Sf Ti 

% ppm ppm ppm % ppm ppm ppm % 

0.01 I 10 2 0.01 2 1 1 0.01 

0,01 27 280 10 0.Q1 <2 8 8 0.20 

0.02 11 350 14 0.02 <2 1 8 0.03 

0.02 20 420 19 0.02 <2 2 10 0.04 

0.02 14 550 21 0.03 <2 2 9 0.04 

0.02 23 480 14 0.02 <2 2 8 0.04 

0.01 35 600 79 0.03 <2 2 8 0.03 
0.01 15 510 108 0.05 <2 2 12 0.02 
0.02 7 460 20 0.02 <2 2 12 0.05 
0,01 4 500 11 0.02 <2 1 7 0.01 
0.02 4 480 55 0.03 2 2 13 0.02 

0.02 8 460 55 0.03 <2 2 24 0.03 
0.02 9 330 57 0.03 <2 2 19 0.04 
0.03 9 590 308 0.02 <2 2 29 0.04 
0.04 8 540 423 0.01 2 1 17 0.05 
0.02 10 340 249 0.01 <2 2 22 0.05 

0.03 8 400 35 0.01 <2 2 18 0.06 
0.01 5 580 70 0.02 <2 1 8 0.02 
0.Q1 6 820 142 0.07 <2 <1 23 0.02 
0.Q1 6 600 76 0.04 <2 1 11 0.02 
0.01 3 730 438 0.05 2 1 15 0.01 

<0.01 3 350 53 0.04 <2 1 9 <0.01 
<0.01 3 560 36 0.02 <2 1 6 0.01 
0.Q1 4 540 118 0.13 <2 1 13 0.Q1 
0,01 4 650 43 0.02 <2 1 8 0.01 
0.Q1 4 900 51 0.03 2 1 9 0.02 

0.02 5 750 57 0.03 <2 1 13 0.02 
0.01 5 520 79 0.02 <2 1 11 0.01 
0.01 4 570 58 0.02 2 1 11 0.01 
0,03 17 970 104 0.02 <2 2 18 0.04 
0.02 3 560 34 0.03 <2 1 12 0.02 

0.01 2 460 75 0.18 3 1 45 <0.01 
0.03 2 1460 978 0.24 12 1 41 0.02 
0.01 2 710 373 0.02 2 1 8 <0.01 
0,01 3 800 46 0.Q1 2 1 6 <0.01 
0.02 6 620 45 0.02 <2 1 11 0.03 

0.02 3 570 20 0.01 <2 2 16 0.02 
0.01 5 760 54 0.04 <2 <1 10 0.01 
0.Q1 4 750 46 0.02 <2 1 7 0.01 
0.02 9 620 39 0.04 2 1 12 0.02 
0.01 8 740 33 0.04 <2 <1 23 0.02 



Mathod 
Analyte 

Units 
SlImp .. Description LOR 

MOl0705 
MOl 0706 
MOl0707 
MOl0708 
MOl 0709 

MOl0710 
MOl0711 
MOl0738 
M010739 
MOl 0740 

MOl0741 
M010742 
MOl 0743 
MOl 0744 
M010745 

MOl 0746 
MOl 0747 
MOl0748 
MOl0749 
M010750 

M010751 
MOl 0752 
M010753 
MOl 0754 
MOl 0755 

MOl 0756 
MOl0757 
M010758 
MOl 0759 
MOl 0760 

M010761 
M010762 
M010763 
M010764 
M010765 

M010766 
MOl 0767 
MOl 0768 
M010769 
MOl0nO 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada Ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 

TI U V W Zn 

ppm ppm ppm ppm ppm 

10 10 1 10 2 

<10 <10 60 <10 162 
<10 <10 24 10 127 
<10 <10 22 10 226 
<10 <10 27 10 159 
<10 <10 24 10 437 

<10 <10 26 10 562 
<10 <10 26 10 202 
<10 <10 29 20 80 
<10 <10 16 10 46 
<10 <10 20 10 200 

<10 <10 23 10 244 
<10 <10 29 30 190 
<10 <10 22 60 268 
<10 <10 20 10 337 
<10 <10 24 40 175 

<10 <10 23 <10 82 
<10 <10 15 10 203 
<10 <10 19 <10 340 
<10 <10 15 10 323 
<10 <10 14 <10 577 

<10 <10 7 10 241 
<10 <10 16 <10 349 
<10 <10 11 <10 258 
<10 <10 16 10 283 
<10 <10 23 20 174 

<10 <10 20 10 202 
<10 <10 14 10 273 
<10 <10 12 10 362 
<10 <10 27 20 349 
<10 <10 15 10 168 

<10 <10 6 <10 70 
<10 <10 17 10 148 
<10 <10 13 <10 180 
<10 <10 12 10 188 
<10 <10 20 10 196 

<10 <10 24 10 238 
<10 <10 18 <10 112 
<10 <10 17 <10 102 
<10 <10 21 10 120 
<10 <10 21 <10 99 

Ag-AA46 
Ag 

ppm 

1 

~RCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

Page: 2· C 
Total,. • ages: 5 (A· C) 

Finalized Date: 22-AUG·2006 
Account: F 

CERTIFICATE OF ANALYSIS VA06069134 



M .... od 
Analyte 

Un'" Sample Description LOR 

M010771 
M010772 
M010773 
MOl 0774 
M010775 

M010776 
MOl 0777 
M010778 
M010779 
M010780 

M010781 
M010794 
M010795 
MOl0796 
M010797 

M010798 
MOl 0799 
MOl0800 
M010801 
M010802 

MOl 0803 
MOl0804 
MOl0805 
MOl0806 
M010807 

M010808 
M010809 
M010810 
M010811 
M010812 

M010813 
MOl0814 
M010815 
MOl0816 
M010817 

MOl0818 
M010819 
M010820 
MOl0821 
M010822 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada Ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.a/schemex.com 

WE'·21 ME·'CP41 ME·'CP41 ME·'CP41 ME·'CP41 

RecvdWI. Ag AJ As B 

kg ppm % ppm ppm 

0.02 0.2 0.01 2 10 

0.36 0.4 0.69 34 <10 

0.48 0.3 1.15 30 <10 

0.38 0.2 1.00 22 <10 

0.52 0.2 1.07 11 <10 

0.72 0.3 1.13 9 <10 

0.62 0.6 1.13 10 <10 
0.46 0.5 1.02 7 <10 

0.18 0.2 0.83 8 <10 
0.36 0.4 1.10 8 <10 

0.40 0.3 0.93 10 <10 

0.32 0.6 0.81 6 <10 
0.30 1.9 1.88 28 <10 
a.52 1.9 2.11 40 <10 
0.98 1.4 1.85 30 <10 
1.42 0.8 1.13 29 <10 

1.52 0.9 0.93 15 <10 
0.66 1.1 1.00 44 <10 
0.22 0.5 0.91 10 <10 
0.62 1.2 1.11 16 <10 
0.76 0.6 1.11 15 <10 

0.20 0.6 0.85 11 <10 
0.40 0.2 0.88 9 <10 
0.34 0.6 0.76 17 <10 
0.88 0.4 1.14 2 <10 
0.44 0.2 0.93 7 <10 

1.24 0.2 1.31 <2 <10 
0.58 0.5 0.74 25 <10 
0.48 3.8 1.17 24 <10 
0.72 0.3 0.90 12 <10 
0.70 0.3 1.16 5 <10 

1.28 0.2 1.00 10 <10 
0.76 0.3 1.18 11 <10 
0.70 0.4 1.10 17 <10 
0.68 0.3 0.73 19 <10 
0.72 <0.2 1.27 6 <10 

0.40 <0.2 0.97 6 <10 
0.36 0.6 0.96 37 <10 
0.36 0.3 1.08 14 <10 
0.64 0.7 0.78 129 <10 
0.36 0.7 0.89 11 <10 

ME·'CP41 
Ba 

ppm 
10 

60 
70 
40 
50 
60 

50 
60 
50 
50 
50 

40 
120 
150 
100 
50 

50 
50 
50 
50 
50 

30 
40 
40 
50 
40 

70 
60 
40 
40 
50 

40 
40 
40 
30 
40 

40 
50 
50 
40 
40 
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Page: 3-A 
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CERTIFICATE OF ANALYSIS VA06069134 

ME·'CP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 

Be Bi Ca Cd Co Cr Cu Fe Ga 

ppm ppm % ppm ppm ppm ppm % ppm 

0.5 2 0.01 0.5 1 1 1 0.01 10 

0.6 <2 0.03 <0.5 1 11 35 1.88 <10 

0.6 <2 0.08 <0.5 3 17 16 2.23 <10 

0.8 <2 0.09 <0.5 1 10 49 1.75 <10 

0.9 <2 0.13 <0.5 3 12 22 1.83 <10 

1.2 <2 0.16 <0.5 3 12 27 1.78 <10 

1.1 <2 0.14 <0.5 3 15 40 1.88 <10 
0.9 <2 0.13 <0.5 2 16 46 1.71 <10 
0.6 <2 0.14 <0.5 3 11 16 1.55 <10 
0.9 <2 0.14 <0.5 3 13 19 1.80 <10 
0.7 <2 0.09 <0.5 3 12 16 1.68 <10 

1.1 <2 0.10 <0.5 3 8 25 1.38 <10 
1.3 <2 0.14 0.9 10 16 36 2.51 10 
1.4 <2 0.09 1.0 17 13 50 2.78 10 
1.2 <2 0.14 0.7 10 12 43 2.28 <10 
0.6 2 0.11 <0.5 3 10 17 1.67 <10 

0.7 <2 0.14 <0.5 2 9 22 1.47 <10 
0.9 <2 0.11 0.5 5 12 51 1.77 <10 
0.9 <2 0.16 <0.5 5 7 46 1.77 <10 
1.0 <2 0.11 0.6 8 11 91 1.76 <10 
1.2 <2 0.13 6.4 81 19 209 1.60 <10 

0.5 <2 0.09 <0.5 6 7 42 1.58 <10 
0.6 <2 0.07 <0.5 6 12 46 1.48 <10 
0.8 <2 0.12 <0.5 2 19 46 1.29 <10 
0.8 <2 0.18 <0.5 2 16 53 1.61 <10 
0.6 <2 0.07 <0.5 2 5 19 1.31 <10 

1.3 <2 0.36 <0.5 10 12 78 1.76 <10 
0.6 <2 0.09 <0.5 3 7 34 1.55 <10 
0.9 <2 0.14 0.9 6 12 52 1.87 <10 
0.9 <2 0.15 <0.5 4 17 17 1.47 <10 
1.1 <2 0.49 <0.5 4 11 29 1.85 <10 

1.1 <2 0.36 <0.5 4 13 59 1.85 <10 
1.3 <2 0.19 <0.5 5 11 23 2.08 <10 
1.1 <2 0.18 <0.5 4 15 31 1.95 <10 
0.8 <2 0.34 <0.5 2 17 9 1.02 <10 
0.9 <2 0.39 <0.5 3 14 13 1.79 10 

0.9 <2 0.13 <0.5 4 11 9 1.56 <10 
1.1 <2 0.34 <0.5 5 12 36 1.47 <10 
0.8 <2 0.15 <0.5 3 12 11 1.61 <10 
1.3 <2 1.19 <0.5 2 6 5 2.10 <10 
0.8 <2 0.11 <0.5 3 19 9 1.77 <10 



Method 
Analyte 

Unlta 
Sample Description LOR 

M010771 
M010772 
M010773 
M010774 
M010775 

M010776 
M010m 
M010778 
M010779 
M010780 

M010781 
M010794 
M010795 
M010796 
M010797 

M010798 
M010799 
M010800 
M010801 
M010802 

M010803 
M010804 
M010805 
M010806 
M010807 

M010808 
M010809 
M010810 
M010811 
M010812 

M010813 
M010814 
M010815 
M010816 
M010817 

M010818 
M010819 
M010820 
M010821 
M010822 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada Ltd. 

212 Brooksbank Avenue 
North Vancouver Be V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·/CP41 ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 

Hg K La Mg Mn 

ppm % ppm % ppm 

1 0.01 10 0.01 5 

<1 0.25 30 0.09 106 

<1 0.24 30 0.23 199 

<1 0.24 40 0.15 154 

<1 0.17 30 0.19 780 

<1 0.18 30 0.21 612 

<1 0.15 30 022 422 

<1 0.16 30 0.22 364 

<1 0.15 30 0.15 515 

<1 0.14 20 0.21 613 

<1 0.15 20 0.16 548 

<1 0.09 20 0.15 929 

1 0.19 20 0.25 3920 

<1 0.20 20 0.22 6620 

<1 0.18 30 0.26 2410 

<1 0.14 20 0.22 330 

<1 0.14 30 0.19 399 
<1 0.15 30 0.17 686 
<1 0.13 20 0.23 823 
<1 0.16 30 0.21 964 
<1 0.16 30 0.18 4370 

<1 0.11 20 0.20 358 
<1 0.12 30 0.18 527 
<1 0.11 30 0.12 197 
<1 0.14 30 0.22 183 
<1 0.12 30 0.22 185 

<1 0.19 40 0.38 924 
<1 0.16 30 0.15 308 
<1 0.13 30 0.22 1060 
<1 0.14 30 0.18 381 
<1 0.17 40 0.25 591 

<1 0.17 40 0.23 414 
<1 0.18 40 0.30 836 
<1 0.14 30 0.21 496 
<1 0.18 30 0.14 99 
<1 0.12 30 0.32 131 

<1 0.12 30 0.21 618 
<1 0.17 30 0.23 493 
<1 0.13 30 0.24 445 
<1 0.16 20 0.15 673 
<1 0.12 30 0.17 436 

ME-/CP41 
Mo 

ppm 
1 

44 
4 
16 
22 
22 

21 
10 
8 
12 
4 

12 
64 
98 
56 
14 

21 
27 
7 
9 

24 

3 
6 
5 
6 
2 

1 
3 

11 
4 
3 

3 
3 
3 
2 
1 

1 
1 
1 
3 
1 

ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

I CERTIFICATE OF ANALYSIS 

ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 ME-/CP41 

Na Ni P Pb S Sb 

% ppm ppm ppm % ppm 

0.01 1 10 2 0.01 2 

0.D1 3 510 38 0.12 2 

0.02 8 500 26 0.09 <2 

0.01 3 590 23 0.01 <2 

0.02 4 730 33 0.02 <2 

0.02 4 690 31 0.01 2 

0.02 6 650 34 0.02 <2 

0.02 6 640 33 0.02 2 

0.03 3 710 29 0.02 <2 

0.02 5 750 32 0.03 <2 

0.02 3 710 37 0.03 <2 

0.D1 3 850 54 0.03 <2 

0.01 6 1380 115 0.09 <2 

0.01 5 1390 153 0.08 <2 

0.01 6 1020 114 0.03 <2 

0.01 4 630 76 0.02 <2 

0.02 3 640 67 0.02 <2 
0.01 3 690 82 0.02 2 
0.01 4 1030 45 0.03 <2 
0.01 4 750 68 0.03 2 

<0.01 5 600 73 <0.01 <2 

0.D1 3 690 46 0.01 <2 
<0.01 1 540 33 0.01 2 
<0.01 1 600 34 0.01 <2 
0.01 2 540 40 0.04 <2 

<0.01 1 390 20 <0.01 <2 

<0.01 2 710 14 <0.01 <2 
<0.01 2 620 44 0.05 <2 
<0.01 3 890 309 0.02 3 
<0.01 2 680 28 <0.01 <2 
<0.01 2 710 34 <0.01 <2 

0.01 2 710 34 0.D1 <2 
<0.01 2 800 43 0.01 <2 
0.01 2 740 30 0.01 <2 
<0.01 1 780 20 0.02 <2 
<0.01 1 660 9 <0.01 <2 

<0.01 2 700 22 <0.01 <2 
<0.01 2 640 27 <0.01 <2 
<0.01 2 760 33 <0.01 <2 
<0.01 1 1020 78 0.29 <2 
<0.01 3 670 30 <0.01 <2 

Page: 3 - B 
Total. ages: 5 (A - C) 

Finalized Date: 22-AUG-2006 
Account: F 

VA06069134 

ME-ICP41 ME·ICP41 ME·ICP41 
Sc Sr Ti 

ppm ppm % 

1 1 0.01 

1 13 0.01 
2 14 0.02 
1 5 <0.01 

1 12 0.02 
1 14 0.01 

1 14 0.03 
1 13 0.03 
1 12 0.02 

<1 13 0.02 
<1 9 0.01 

<1 8 0.01 

1 18 0.02 
1 14 0.02 
2 11 0.02 
1 8 0.03 

1 12 0.02 
1 10 0.02 
1 9 0.02 
1 9 0.02 
2 9 0.01 

1 6 0.01 
1 6 0.01 
1 18 0.01 
1 25 0.01 
1 7 0.02 

2 20 0.03 
1 9 0.02 
1 11 0.02 
1 9 0.01 
1 32 <0.01 

1 25 0.01 
1 18 <0.01 
1 11 0.01 
1 32 <0.01 
2 30 0.01 

1 8 0.01 
2 19 0.02 
1 8 0.02 
2 51 0.01 
1 7 0.03 



Method 
Anelyte 

Units 
Sample Description LOR 

1.4010771 
1.4010772 
1.4010773 
1.4010774 
1.4010775 

1.4010776 
1.4010777 
1.4010778 
1.4010779 
1.4010780 

1.4010781 
1.4010794 
1.4010795 
1.4010796 
1.4010797 

1.4010798 
1.4010799 
1.4010800 
1.4010801 
1.4010802 

1.4010803 
1.4010804 
1.4010805 
1.4010806 
1.4010807 

1.4010808 
1.4010809 
1.4010810 
1.4010811 
1.4010812 

1.4010813 
1.4010814 
1.4010815 
1.4010816 
1.4010817 

1.4010818 
1.4010819 
1.4010820 
1.4010821 
1.4010822 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada LId. 

212 Brooksbank Avenue 
North Vancouver BC V7J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 

Tt U V W Zn 

ppm ppm ppm ppm ppm 

10 10 1 10 2 

<10 <10 10 <10 40 
<10 <10 20 <10 87 
<10 <10 10 <10 55 
<10 <10 17 <10 115 
<10 <10 15 <10 198 

<10 <10 20 <10 200 
<10 <10 20 <10 126 
<10 <10 15 <10 91 
<10 <10 21 <10 109 
<10 <10 16 <10 112 

<10 20 13 10 150 
<10 10 25 10 390 
<10 10 27 <10 434 
<10 10 24 <10 483 
<10 <10 21 <10 151 

<10 <10 16 <10 199 
<10 10 17 <10 239 
<10 <10 15 10 237 
<10 <10 18 <10 188 
<10 <10 12 <10 471 

<10 <10 16 10 109 
<10 <10 14 <10 81 
<10 <10 8 10 109 
<10 <10 14 <10 134 
<10 <10 15 <10 74 

<10 <10 26 <10 140 
<10 <10 14 <10 128 
<10 <10 19 <10 295 
<10 <10 11 <10 70 
<10 <10 13 <10 100 

<10 <10 12 <10 104 
<10 <10 16 <10 201 
<10 <10 15 <10 237 
<10 <10 10 <10 103 
<10 <10 24 <10 47 

<10 <10 16 <10 71 
<10 <10 17 <10 64 
<10 <10 17 <10 125 
<10 <10 7 <10 144 
<10 <10 19 <10 129 

Ag.AA46 

Ag 

ppm 

1 

ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

Page: 3 - C 
Total.. ..lges: 5 (A - C) 

Finalized Date: 22-AUG-2006 
Account: F 

CERTIFICATE OF ANALYSIS VA06069134 



Method 
Analyte 
UnIt. 

Sample Description LOR 

MOl0823 
MOl 0824 
MOl 0825 
MOl 0826 
MOl0827 

MOl 0828 
MOl 0829 
MOl 0830 
MOl 0831 
MOl 0832 

MOl0833 
MOl0834 
MOl 0835 
MOl 0836 
MOl 0837 

MOl0838 
MOl 0839 
MOl 0840 
MOl 0841 
MOl 0842 

MOl0843 
MOl0844 
MOl 0845 
MOl 0846 
MOl 0847 

MOl0848 
MOl0849 
MOl0850 
M010851 
M010852 

M010853 
MOl0854 
MOl0855 
MOl 0856 
MOl 0857 

MOl0858 
MOl 0859 
MOl0860 
MOl 0861 
M010862 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

WEf·21 ME·fCP41 ME·fCP41 ME·fCP41 ME·fCP41 

RecvdWI. Ag AI As B 

kg ppm % ppm ppm 

0.02 0.2 0.01 2 10 

0.90 6.4 0.48 13 <10 
0.62 0.2 0.59 10 <10 

1.34 >100 0.20 2060 <10 

0.60 1.2 1.13 13 <10 

0.50 3.6 1.07 22 <10 

0.24 0.6 1.00 12 <10 
0.54 0.3 1.15 8 <10 
0.44 0.2 1.07 15 <10 
0.50 0.2 1.03 9 <10 
0.62 0.2 1.12 9 <10 

0.44 1.2 1.10 106 <10 
1.08 0.5 1.05 33 <10 
0.76 1.7 1.14 54 <10 
0.42 0.8 1.20 16 <10 
0.40 0.5 1.04 9 <10 

0.46 0.4 0.67 11 <10 
0.58 0.2 1.35 5 <10 
0.76 0.2 1.70 5 <10 
0.50 2.8 1.39 22 <10 
0.52 0.2 1.33 20 <10 

0.32 0.5 1.26 3 <10 
0.58 0.6 1.42 3 <10 
0.68 <0.2 1.14 9 <10 
0.38 0.2 1.24 6 <10 
0.52 0.2 1.46 <2 <10 

0.38 0.4 1.16 10 <10 
0.48 0.2 1.39 10 <10 
0.82 0.4 1.28 16 <10 
0.44 0.3 1.22 20 <10 
0.68 0.3 1.07 17 <10 

0.46 <0.2 0.91 18 <10 
0.46 <0.2 1.02 5 <10 
0.40 0.2 0.95 <2 <10 
0.76 0.3 1.09 3 <10 
1.18 0.4 1.13 <2 <10 

0.84 0.4 1.47 6 <10 
0.48 0.2 1.33 4 <10 
0.80 <0.2 1.56 <2 <10 
0.64 <0.2 1.08 7 <10 
0.70 0.3 1.09 9 <10 

ME·fCP41 
Sa 

ppm 

10 

20 
20 
10 
50 
80 

40 
50 
50 
50 
40 

60 
50 
70 
60 
60 

30 
50 
110 
100 
70 

50 
80 
60 
90 
70 

60 
80 
70 
60 
50 

30 
40 
40 
50 
50 

60 
60 
70 
50 
50 

'ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

Page: 4·A 
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Finalized Date: 22-AUG·2006 
Account: F 

CERTIFICATE OF ANALYSIS VA06069134 

ME·fCP41 ME·fCP41 ME·ICP41 ME·fCP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
Be Bi Ca Cd Co Cr Cu Fe Ga 

ppm ppm % ppm ppm ppm ppm % ppm 

0.5 2 0.01 0.5 1 1 1 0.D1 10 

1.0 21 0.16 <0.5 4 11 5 0.98 <10 
1.1 <2 0.12 <0.5 3 8 8 1.27 <10 

<0.5 <2 <0.01 0.9 1 8 98 1.52 <10 
0.9 <2 0.22 <0.5 4 10 41 1.71 <10 
0.6 <2 0.12 <0.5 2 19 33 1.83 <10 

0.8 <2 0.09 <0.5 4 9 26 1.68 <10 
0.8 <2 0.17 <0.5 4 10 28 1.84 <10 
0.8 <2 0.19 <0.5 3 9 13 1.67 <10 
0.9 <2 0.16 <0.5 5 16 17 1.55 <10 
1.6 <2 0.16 1.6 9 13 87 2.34 <10 

0.6 <2 0.13 <0.5 4 25 22 1.77 <10 
0.5 <2 0.11 <0.5 3 14 17 1.72 <10 
0.6 <2 0.04 <0.5 2 12 19 1.39 <10 
1.0 <2 0.07 <0.5 2 16 53 2.12 10 
0.8 2 0.07 <0.5 2 14 39 1.72 <10 

0.9 <2 0.02 <0.5 1 10 13 1.15 <10 
1.3 <2 0.13 <0.5 4 12 16 1.64 10 
1.4 <2 0.21 0.6 5 18 24 2.30 10 
1.3 <2 0.10 0.8 4 15 37 2.58 <10 
1.9 <2 0.21 <0.5 5 47 43 4.42 <10 

1.5 <2 0.31 0.7 6 74 63 2.32 <10 
1.1 <2 0.27 1.1 4 18 44 2.02 10 
0.8 <2 0.18 <0.5 5 18 10 1.80 <10 
0.9 <2 0.23 <0.5 5 50 10 1.89 10 
1.1 <2 0.27 <0.5 5 35 13 2.26 10 

0.8 2 0.15 <0.5 4 36 16 1.92 <10 
0.8 <2 0.20 <0.5 5 38 22 2.35 10 
0.7 <2 0.19 <0.5 5 23 32 1.99 <10 
0.8 <2 0.15 <0.5 5 148 39 2.16 <10 
0.8 <2 0.14 <0.5 4 22 42 2.06 <10 

0.9 <2 0.07 0.6 4 16 12 1.39 <10 
0.7 <2 0.13 0.5 5 18 13 1.56 <10 

. 1.0 <2 0.14 0.6 5 43 66 1.49 <10 
0.9 <2 0.15 0.6 5 26 29 1.58 <10 
0.9 <2 0.15 0.9 6 24 22 1.60 <10 

1.2 2 0.20 1.7 6 32 41 2.02 10 
0.8 <2 0.13 0.8 5 12 51 1.89 10 
1.1 <2 0.17 0.5 5 40 58 1.89 10 
0.7 2 0.11 0.8 5 79 20 1.63 <10 
0.6 <2 0.14 0.5 5 25 25 1.68 <10 



Mathod 
Analyla 
Unit. 

Sample Description LOR 

M010823 
MOl 0824 
MOl 0825 
MOl 0826 
MOl 0827 

MOl 0828 
MOl 0829 
MOl 0830 
MOl0831 
MOl 0832 

MOl 0833 
MOl 0834 
MOl0835 
MOl 0836 
MOl 0837 

MOl0838 
MOl0839 
MOl0840 
MOl0841 
M010842 

MOl0843 
MOl0844 
MOl 0845 
MOl 0846 
MOl 0847 

MOl 0848 
MOl 0849 
M010850 
MOl0851 
MOl 0852 

MOl 0853 
M010854 
MOl0855 
MOl 0856 
MOl0857 

MOl0858 
MOl 0859 
M010860 
MOl 0861 
MOl 0862 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada lid. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·/CP41 ME·/CP41 ME·/CP41 ME·/CP41 ME·/CP41 

Hg K la Mg Mn 

ppm % ppm % ppm 

1 0.01 10 0.01 5 

<1 0.17 40 0.04 309 
<1 0.16 40 0.08 438 
<1 0.10 10 0.01 31 
<1 0.19 40 0.27 372 
<1 0.24 30 0.21 318 

<1 0.14 30 0.20 372 
<1 0.20 40 0.24 366 
<1 0.18 30 0.19 342 
<1 0.19 40 0.20 452 
<1 0.20 40 0.25 1145 

<1 0.19 30 0.19 464 
<1 0.16 30 0.19 353 
<1 0.23 30 0.18 188 
<1 0.19 30 0.19 187 
<1 0.20 30 0.16 171 

<1 0.19 30 0.03 40 
<1 0.21 50 0.23 300 
<1 0.24 40 0.36 1040 
<1 0.24 40 0.20 544 
<1 0.22 40 0.27 427 

<1 0.23 40 0.24 528 
<1 0.23 50 0.34 529 
<1 0.23 40 0.24 538 
<1 0.24 40 0.27 433 
<1 0.23 40 0.32 559 

<1 0.19 30 0.20 282 
<1 0.22 30 0.30 496 
<1 0.23 40 0.26 368 
<1 0.20 30 0.23 433 
<1 0.19 30 0.18 447 

1 0.18 30 0.11 187 
1 0.17 30 0.22 459 
2 0.16 30 0.16 246 
2 0.17 30 0.20 308 

<1 0.16 30 0.22 320 

1 0.23 40 0.31 308 
1 0.20 30 0.27 311 

<1 0.21 40 0.37 727 
1 0.15 30 0.19 329 
1 0.18 30 0.21 302 

ME·/CP41 

Mo 

ppm 

1 

2 
1 

54 
6 
4 

5 
2 
6 
6 
7 

12 
10 
38 
21 
5 

4 
3 
2 
25 
78 

8 
4 
2 
2 
2 

2 
5 
6 
8 
16 

2 
1 
2 
2 
2 

10 
2 
2 
3 
1 

ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

Page: 4 - B 
Total. .tges: 5 (A - C) 

Finalized Date: 22-AUG-2006 
Account: F 

CERTIFICATE OF ANALYSIS VA06069134 

ME·/CP41 ME·/CP41 ME·/CP41 ME·/CP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·JCP41 ME-ICP41 

Na Ni P Pb S Sb Sc Sf Ti 

% ppm ppm ppm % ppm ppm ppm % 

0.01 1 10 2 0.01 2 1 1 0.01 

<0.01 <1 680 55 <0.01 <2 1 8 <0.01 
<0.01 1 640 29 <0.01 2 1 6 <0.01 

<0.01 1 240 9500 0.44 42 1 4 <0.01 
0.01 2 740 65 <0.01 <2 2 13 0.01 
0.01 2 650 443 0.09 2 2 14 0.03 

<0.01 3 600 33 <0.01 <2 1 6 0.01 
<0.01 2 790 33 <0.01 <2 1 9 0.01 
0.01 2 950 44 <0.01 <2 1 7 0.01 
<0.01 2 640 22 <0.01 2 1 8 0.01 
<0.01 2 810 31 <0.01 <2 1 8 <0.01 

0.02 5 600 126 0.01 <2 1 10 0.03 
0.01 6 600 57 0.01 <2 1 9 0.02 

<0.01 3 420 107 0.04 <2 1 12 0.02 
<0.01 5 690 44 0.03 <2 1 11 O.ot 
0.01 3 480 28 0.04 <2 1 18 0.02 

<0.01 2 290 18 0.04 <2 <1 5 <0.01 
0.01 3 610 21 0.02 <2 1 9 <0.01 
0.02 5 790 29 0.02 <2 2 18 0.03 
0.03 4 710 174 0.10 <2 2 22 0.02 
0.01 10 680 39 0.04 2 2 24 0.02 

0.01 20 670 56 0.03 <2 2 10 0.01 
0.02 7 700 25 0.01 <2 2 16 0.02 
0.02 6 520 20 0.02 <2 1 8 0.01 
0.01 13 650 16 0.02 <2 1 10 O.ot 
0.02 11 710 28 0.03 <2 2 12 0.03 

0.01 11 520 26 0.02 <2 1 10 0.02 
0.02 10 740 28 0.04 <2 1 12 0.03 
0.03 8 670 40 0.03 <2 2 12 0.03 
0.02 37 730 34 0.03 <2 1 11 0.02 
0.02 7 710 36 0.03 <2 1 10 O.ot 
<0.01 7 340 38 <0.01 <2 1 5 <0.01 
0.02 6 430 17 <0.01 <2 1 9 0.02 
0.01 10 490 19 0.01 <2 1 11 0.01 
0.02 5 570 19 0.01 <2 1 10 O.ot 
0.02 9 640 25 O.ot <2 1 10 0.02 

0.01 10 640 100 0.01 <2 2 14 0.02 
0.02 4 470 31 0.01 <2 2 11 0.02 
0.02 11 430 13 0.01 <2 2 11 0.03 
0.02 25 620 20 0.02 <2 <1 9 0.02 
0.02 7 660 18 0.01 <2 1 8 0.02 



Method 
Anelyle 

Unite 
Sample Description LOR 

M010823 
M010824 
M010825 
M010826 
M010827 

M010828 
M010829 
M010830 
M010831 
M010832 

M010833 
M010834 
M010835 
M010836 
M010837 

M010838 
M010839 
M010840 
M010841 
M010842 

M010843 
M010844 
M010845 
M010846 
M010847 

M010848 
M010849 
M010850 
M010851 
M010852 

M010853 
M010854 
M010855 
M010856 
M010857 

M010858 
M010859 
M010860 
M010861 
M010862 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada lid. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 

n U V W Zn 

ppm ppm ppm ppm ppm 

10 10 1 10 2 

<10 <10 4 <10 168 
<10 <10 7 <10 100 
<10 <10 1 <10 398 
<10 <10 16 <10 196 
<10 <10 16 <10 211 

<10 <10 16 <10 97 
<10 <10 17 <10 72 
<10 <10 13 <10 111 
<10 <10 15 <10 101 
<10 <10 15 <10 428 

<10 <10 18 <10 163 
<10 <10 18 <10 115 
<10 <10 13 <10 61 
<10 <10 19 20 136 
<10 <10 17 10 70 

<10 <10 6 <10 24 
<10 <10 17 <10 73 
<10 <10 30 <10 346 
<10 <10 18 <10 369 
<10 10 23 10 491 

<10 10 20 10 419 
<10 <10 22 <10 476 
<10 <10 17 <10 74 
<10 <10 21 <10 71 
<10 <10 26 10 128 

<10 <10 20 <10 71 
<10 <10 29 10 98 
<10 <10 23 <10 126 
<10 <10 21 <10 127 
<10 <10 15 <10 146 

<10 <10 7 <10 166 
<10 <10 16 <10 59 
<10 <10 13 <10 45 
<10 <10 17 <10 66 
<10 <10 19 <10 94 

<10 <10 24 <10 393 
<10 <10 16 <10 102 
<10 <10 20 <10 37 
<10 <10 19 <10 69 
<10 <10 18 <10 62 

Ag-AA46 

Ag 

ppm 

1 

256 

~RCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1 L8 

Project: Blue Heaven 

Page: 4· C 
Total.. dges: 5 (A - C) 

Finalized Date: 22·AUG·2006 
Account: F 

CERTIFICATE OF ANALYSIS VA06069134 



Method 
Anelyte 
Units 

Sample Description LOR 

M010863 
M010864 
M010865 
M010866 
M010867 

M010868 
M010869 
M010870 
M010871 
M010872 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

WEI-21 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 

RecvdWI. Ag I<J As B 
kg ppm % ppm ppm 

0.02 0.2 0.01 2 10 

0.72 0.2 1.06 5 <10 
0.50 0.5 1.25 6 <10 
0.82 0.3 1.45 4 <10 
1.22 0.4 1.28 2 <10 
0.54 0.4 1.86 8 <10 

0.48 0.7 1.59 5 <10 
1.42 0.5 1.63 8 <10 
0.44 0.5 1.77 8 <10 
0.22 0.6 1.88 14 <10 
0.32 0.3 1.76 7 <10 

ME-ICP41 
Ba 

ppm 

10 

50 
70 
70 
80 
100 

90 
90 
90 
90 
80 

ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

I CERTIFICATE OF ANALYSIS 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 
Be Bi Ca Cd Co Cr 

ppm ppm % ppm ppm ppm 

0.5 2 0.01 0.5 1 1 

1.2 <2 0.16 <0.5 5 54 
0.8 2 0.42 1.0 7 129 
1.0 <2 0.25 0.9 7 31 
0.7 <2 0.34 1.0 7 31 
1.0 <2 0.21 0.6 7 51 

0.9 <2 0.21 <0.5 6 51 
0.9 2 0.31 <0.5 7 31 
1.1 <2 0.29 <0.5 6 56 
0.9 9 0.22 <0.5 6 57 
1.0 <2 0.13 <0.5 5 54 

Page: 5·A 
Total", • ages: 5 (A· C) 

Finalized Date: 22·AUG·2006 
Account: F 

VA06069134 

ME-ICP41 ME-ICP41 ME-ICP41 
Cu Fe Ga 

ppm % ppm 

1 0.01 10 

31 1.61 <10 
14 2.03 <10 
11 2.19 10 
10 2.15 10 
9 2.39 10 

10 2.08 10 
11 2.30 10 
8 2.23 10 
11 2.37 10 
13 2.44 10 



Method 
""elyle 

Units 
Sample Description LOR 

MOl 0863 
MOl0864 
MOl0865 
MOl0866 
MOl 0867 

MOl0868 
MOl 0869 
MOl0870 
MOl0871 
MOl0872 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada LId. 

212 Brooksbank Avenue 
North Vancouver BC V7J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·'CP41 ME·'CP41 ME·'CP41 ME·'CP41 ME·'CP41 
Hg K La Mg Mn 

ppm % ppm % ppm 

1 0.01 10 0.01 5 

1 0.17 40 0.18 252 
1 0.16 30 0.33 525 
1 0.18 40 0.37 453 
1 0.18 40 0.37 635 

<1 0.18 30 0.39 683 

<1 0.16 40 0.35 428 
<1 0.20 40 0.40 656 
<1 0.18 40 0.41 664 
<1 0.17 30 0.42 791 
<1 0.22 40 0.30 402 

ME·'CP41 
Mo 

ppm 

1 

4 
8 
6 
8 
6 

3 
3 
5 
7 
3 

ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

I CERTIFICATE OF ANALYSIS 

ME·'CP41 ME·'CP41 ME·'CP41 ME·ICP41 ME·'CP41 ME·ICP41 
Na Ni P Pb S Sb 
% ppm ppm ppm % ppm 

0.01 1 10 2 0.01 2 

0.01 14 560 45 0.01 <2 
0.03 40 640 35 0.03 <2 
0.03 15 370 37 0.01 <2 
0.03 11 690 40 0.02 <2 
0.03 17 560 49 0.03 <2 

0.04 18 480 47 0.02 <2 
0.04 14 590 58 0.02 <2 
0.02 18 650 40 0.03 <2 
0.02 18 610 49 0.04 <2 
0.02 16 650 37 0.02 <2 

Page: 5 - B 
Total ... ages: 5 (A - C) 

Finalized Date: 22-AUG-2006 
Account: F 

VA06069134 

ME·ICP41 ME·ICP41 ME·ICP41 
Sc Sr Ti 

ppm ppm % 

1 1 0.01 

1 9 0.01 
2 43 0.05 
3 28 0.06 
2 32 0.06 
2 21 0.06 

2 22 0.07 
3 28 0.08 
2 29 0.04 
2 20 0.04 
1 11 0.03 



Method 
Anelyle 

Units 
Samp.e Deacrlptlon LOR 

MOl 0863 
MOl0864 
M010865 
MOl0866 
MOl 0867 

MOl0868 
MOl 0869 
MOl 0870 
MOl0871 
MOl 0872 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada Lid. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 

TI U V W Zn 
ppm ppm ppm ppm ppm 

10 10 1 10 2 

<10 <10 15 <10 101 
<10 30 24 <10 224 
<10 <10 28 10 139 
<10 20 28 <10 135 
<10 <10 32 10 265 

<10 <10 29 10 215 
<10 <10 31 <10 192 
<10 <10 27 <10 181 
<10 <10 29 <10 166 
<10 <10 27 <10 107 

Ag·AA46 
Ag 

ppm 
1 

ARCHER, CATHRO AND ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Blue Heaven 

Page: 5· C 
Total 'Ii- ... ges: 5 (A - C) 

Finalized Date: 22-AUG-2006 
Account: F 

CERTIFICATE OF ANALYSIS VA06069134 



ALS Chemex ):STRATEGIC METALS LTD. Page: 1 
Finalized L ~: 26-SEP-2006 

Account: MIT EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

CERTIFICATE VA06091904 

Project: Rancheria Silver (DDH-BH-01) 

P.O. No.: 
This report is for 19 Drill Core samples submitted to our lab in Vancouver. BC. Canada on 
28-AUG-200B. 

The following have access to data associated with this certificate: 
ALARCHER DOUG EATON JOAN MARIACHER 

VANCOUVER OFFICE BILL WENGZYNOWSKI 

To: STRATEGIC METALS LTD. 
C/O ARCHER, CATHRO & ASSOCIATES (1981) LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

C/O ARCHER, CATHRO & ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

SAMPLE PREPARATION 
ALS CODE DESCRIPTION 

WEI-21 Received Sample Weight 

LOG-22 Sample login - Rcd w/o BarCode 

CRU-QC Crushing QC Test 

CRU-31 Fine crushing - 70% <2mm 

SPL-21 Split sample - riffle splitter 

PUL-31 Pulverize split to 85% <75 um 

ANALYTICAL PROCEDURES 
ALS CODE DESCRIPTION 

ME-ICP41 34 Element Aqua Regia ICP-AES 

Zn-AA46 Ore grade Zn - aqua regia/AA 

Signature: 

INSTRUMENT 

ICP-AES 

AAS 

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as SUbmitted. All 
pages of this report have been checked and approved for release. 

Keith Rogers. Executive Manager Vancouver Laboratory 



Method 
Anelyte 

Units 
Sample Description LOR 

C104446 
C104447 
C104448 
C104449 
C104450 

C104591 
C104592 
C104593· 
C104594 ' 
C104595· 

C104596 . 
C104597, 
C104598-
C104599 , 
C104600 . 

C104601. 
C104602· 
C104603 
C104604 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada Ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

WEI·21 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
RecvdWI. Ag AI As B 

kg ppm % ppm ppm 

0,02 0,2 0.01 2 10 

2.92 2.7 0.36 236 <10 
6.86 0.6 0.82 152 <10 
3.94 2.4 0.46 876 <10 
1.86 1.0 0.34 164 <10 
3.06 0.8 0.49 152 <10 

3.12 1.4 0.41 440 <10 
6.40 0.6 1.29 110 <10 
6.86 1.0 0.99 79 <10 
7.36 0.7 1.52 38 10 
1.80 2.2 0.38 185 <10 

7.30 0.8 0.61 131 <10 
5.62 1.1 1.10 67 <10 
5.56 16.5 0.41 2280 <10 
8.16 0.3 0.46 43 <10 
6.74 1.4 1.21 64 <10 

6.84 0.2 0.85 20 <10 
4.86 0.3 0.91 5 <10 
4.82 <0.2 0.86 7 <10 
4.80 0.7 0.64 29 <10 

ME·ICP41 
Ba 

ppm 

10 

40 
50 
40 
40 
50 

40 
60 
50 
70 
20 

60 
70 
40 
20 
50 

30 
40 
70 
50 

-'): STRATEGIC METALS LTD. 
c/o ARCHER, CATHRO & ASSOCIATES (1981) 
LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Rancheria Silver (DDH-BH-01) 

I CERTIFICATE OF ANALYSIS 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
Be Bi Ca Cd Co Cr 

ppm ppm % ppm ppm ppm 

0.5 2 0.G1 0.5 1 1 

0.8 2 0.78 30.9 8 4 
1.5 <2 0.38 0.6 16 12 
1.0 <2 0.11 1.0 19 5 
0.6 <2 0.29 <0.5 16 10 
0.9 <2 1.08 <0.5 17 5 

1.0 <2 0.39 3.8 9 5 
1.4 <2 0.40 <0.5 15 20 
1.5 <2 0.53 0.5 13 12 
2.0 <2 0.60 <0.5 14 18 
0.7 <2 0.07 4.5 6 5 

1.5 <2 0.37 5.1 14 6 
1.7 <2 0.35 1.2 15 16 
0.7 5 0.16 187.0 10 4 
0.6 <2 1.17 0.5 4 13 
1.4 <2 0.48 0.6 15 16 

1.0 <2 0.73 <0.5 5 7 
1.1 <2 0.49 <0.5 5 5 
0.9 <2 0.74 <0.5 3 5 
0.7 <2 0.82 <0.5 13 9 

Page: 2·A 
Total t. ,ges: 2 (A. C) 

Finalized Date: 26-SEP·2006 
Account: MIT 

VA06091904 

ME·ICP41 ME·ICP41 ME·ICP41 
Cu Fe Ga 

ppm % ppm 

1 0,01 10 

72 3.33 <10 
36 3.95 <10 
70 4,25 <10 
75 2.47 <10 
59 3.32 <10 

21 3.90 <10 
43 4.17 <10 
48 3.70 <10 
52 4.02 <10 
80 4.55 <10 

38 4.50 <10 
39 4.75 <10 

372 6,50 <10 
7 1,68 <10 

70 3.83 <10 

76 1.53 <10 
68 1.84 <10 
26 1.55 <10 
126 1.75 <10 



Method 
Anelyte 

Unl" 
Sample DeSCription LOR 

Cl04446 
Cl04447 
Cl04448 
Cl04449 
Cl04450 

C104591 
C104592 
C104593 
C104594 
C104595 

C104596 
C104597 
C104598 
C104599 
C104600 

C104601 
C104602 
C104603 
C104604 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada LId. 

212 Brooksbank Avenue 
North Vancouver BC V7J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
Hg K La Mg Mn 

ppm % ppm % ppm 

1 0.01 10 0.01 5 

<1 0.22 20 0.48 1405 
<1 0.29 30 0.55 2320 
1 0.29 20 0.19 3480 

<1 0.22 20 0.10 311 
<1 0.30 20 0.38 1035 

1 0.25 20 0.22 6280 
1 0.34 20 0.58 1020 
1 0.31 20 0.47 1610 
1 0.40 20 0.64 1300 

<1 0.17 10 0.07 2290 

1 0.36 20 0.34 7350 
<1 0.36 10 0.52 2750 
2 0.26 10 0.22 23000 

<1 0.21 20 0.38 .896 
<1 0.25 20 0.51 1640 

<1 0.17 20 0.33 217 
<1 0.16 20 0.29 211 
<1 0.25 20 0.33 269 
<1 0.21 20 0.27 255 

ME·ICP41 
Mo 

ppm 

1 

3 
<1 
47 
<1 
3 

<1 
3 
1 

<1 
2 

<1 
<1 
<1 
<1 
79 

15 
11 
4 

62 

):STRATEGIC METALS LTD. 
C/O ARCHER, CATHRO & ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Rancheria Silver (DDH-BH-01) 

I CERTIFICATE OF ANALYSIS 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
Na Ni P Pb S Sb 
% ppm ppm ppm % ppm 

0.01 1 10 2 0.01 2 

<0.01 28 600 568 0.65 3 
<0.01 53 380 59 0.90 4 
0.01 51 290 158 2.60 12 
0.Q1 42 50 35 2.19 4 
0.01 42 300 35 2.08 4 

0.Q1 28 400 504 2.31 6 
0.Q1 51 490 16 1.47 5 
0.01 47 490 64 1.31 6 
0.Q1 50 630 29 0.87 4 
0.01 21 140 202 4.06 10 

0.01 42 710 187 1.40 3 
0.01 44 340 119 1.72 7 
0.Q1 26 360 461 3.42 10 
0.01 12 140 23 0.43 2 
0.01 42 610 54 1.38 3 

0.Q1 2 660 16 0.57 <2 
0.Q1 3 670 15 0.96 3 
0.Q1 2 620 12 0.43 <2 
0.03 3 470 12 0.65 <2 

Page: 2 - B 
Total. .ges: 2 (A - C) 

Finalized Date: 26-SEP-2006 
Account: MIT 

VA06091904 

ME·ICP41 ME·ICP41 ME·ICP41 
Sc Sr Ti 

ppm ppm % 
1 1 0.01 

2 37 <0.01 
2 21 0.01 
2 8 <0.01 
1 18 <0.01 
2 58 <0.01 

2 20 <0.01 
2 25 0.01 
2 27 <0.01 
3 30 0.01 
1 6 <0.01 

2 18 <0.01 
3 19 <0.01 
2 8 <0.01 
2 31 <0.01 
2 30 0.01 

2 48 <0.01 
2 32 0.01 
2 50 0.02 
2 56 0.02 



Method 

An.'yle 
Units 

Sample Description LOR 

C104446 
C104447 
C104448 
C104449 
C104450 

C104591 
C104592 
C104593 
C104594 
C104595 

C104596 
C104597 
C104598 
C104599 
C104600 

C104601 
C104602 
C104603 
C104604 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
ALS Canada Ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7 J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 

TI U V W Zn 

ppm ppm ppm ppm ppm 

10 10 1 10 2 

<10 <10 4 ·80 5030 
<10 <10 9 <10 300 
<10 <10 4 <10 602 
<10 <10 3 <10 64 
<10 <10 4 <10 101 

<10 <10 3 <10 2030 
<10 <10 13 <10 83 
<10 <10 9 <10 310 
<10 <10 14 <10 76 
<10 <10 3 <10 2040 

<10 <10 5 <10 2440 
<10 <10 12 <10 604 
10 <10 3 <10 >10000 

<10 <10 4 <10 318 
<10 <10 11 <10 249 

<10 <10 9 <10 52 
<10 <10 13 <10 46 
<10 <10 15 <10 38 
<10 10 10 <10 39 

Zn·AA46 
Zn 

% 

0.01 

8.52 

): STRATEGIC METALS LTD. 
C/O ARCHER, CATHRO & ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

Project: Rancheria Silver (DDH-BH-01) 

I CERTIFICATE OF ANALYSIS 

Page: 2 - C 
Total!. . -,ges: 2 (A - C) 

Finalized Date: 26-5EP-2006 
Account: MIT 

VA06091904 



ALS Chemex ): STRATEGIC METALS LTD. Page: 1 
Finalized 1J .... c: 23-8EP-2006 

Account: MIT EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada ltd. 

212 Brooksbank Avenue 
North Vancouver BC V7J 2C1 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

CERTIFICATE VA06091905 

Project: Rancheria Silver (DDH-BH-01) 

P.C.No.: 
This report is for 24 Drill Core samples submitted to our lab in Vancouver, BC, Canada on 
28-AUG-2006. 

The following have access to data associated with this certificate: 
AL ARCHER DOUG EATON JOAN MARIACHER 

VANCOUVER OFFICE BILL WENGZYNOWSKI 

To: STRATEGIC METALS LTD. 
C/O ARCHER, CATHRO & ASSOCIATES (1981) LIMITED 
1016·510 W HASTINGS ST 
VANCOUVER BC V6B 1 L8 

C/O ARCHER, CATHRO & ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER BC V6B 1L8 

SAMPLE PREPARATION 
ALS CODE DESCRIPTION 

WEI-21 Received Sample Weight 

LOG-22 Sample login - Rcd wlo BarCode 

CRU-QC Crushing QC Test 

CRU-31 Fine crushing - 70% <2mm 

SPL-21 Split sample - riffle splitter 

PUL-31 Pulverize split to 85% <75 um 

ANALYTICAL PROCEDURES 
ALSCODE DESCRIPTION 

ME-ICP41 34 Element Aqua Regia ICP-AES 

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as submitted. All 
pages of this report have been checked and approved for release. Signature: 

INSTRUMENT 

ICp·AES 

Keith Rogers, Executive Manager Vancouver Laboratory 



Method 
Anel~ 

UnIts 
Sample Description LOR 

C104422 
Cl04423 
C104424 
C104425 
C104426 

Cl04427 
Cl04428 
C104429 
Cl04430 
Cl04431 

C104432 
C104433 
Cl04434 
Cl04435 
Cl04436 

Cl04437 
Cl04438 
Cl04439 
Cl04440 
C104441 

C104442 
Cl04443 
C104444 
Cl04445 

ALS Chemex 
EXCELLENCE IN ANAL YTICAL CHEMISTRY 
AlS Canada LId. 

212 Brooksbank Avenue 
North Vancouver BC V7J 2Cl 
Phone: 604 984 0221 Fax: 604 984 0218 www.alschemex.com 

WEI·21 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
RecvdWI. Ag AI Nt. B 

kg ppm % ppm ppm 

0.02 0.2 0.01 2 10 

7.38 0.8 1.37 33 <10 
2.54 0.2 1.08 23 <10 
3.18 0.7 2.51 44 <10 
7.66 0.8 0.44 1110 <10 
5.16 6.0 0.43 543 <10 

3.46 0.4 0.87 123 <10 
6.32 0.5 1.40 36 <10 
3.36 0.9 0.70 71 <10 
2.70 2.2 0.28 1530 <10 
2.48 2.3 0.35 5350 <10 

5.52 0.7 2.71 68 <10 
6.70 0.5 1.91 38 <10 
8.56 0.6 0.73 24 <10 
5.58 0.4 1.76 32 <10 
3.64 1.3 0.34 55 <10 

8.48 0.5 1.83 159 10 
6.36 2.8 1.19 137 <10 
5.72 1.2 1.08 82 <10 
2.56 0.9 0.40 113 <10 
3.96 1.0 0.58 185 <10 

6.00 0.6 0.73 60 <10 
4.04 0.4 0.72 17 <10 
8.52 0.8 0.59 43 <10 
9.62 1.0 0.77 40 <10 

ME·ICP41 
Ba 

ppm 

10 

30 
10 
40 
20 
20 

20 
20 
30 
20 
30 

60 
40 
20 
40 
30 

50 
30 
30 
20 
20 

20 
30 
20 
30 

):STRATEGIC METALS LTD. 
C/O ARCHER, CATHRO & ASSOCIATES (1981) 
LIMITED 
1016-510 W HASTINGS ST 
VANCOUVER Be V6B 1L8 

Project: Rancheria Silver (DDH-BH-O 1 ) J 

I CERTIFICATE OF ANALYSIS 

ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 ME·ICP41 
Be Bi Ca Cd Co Cr 

ppm ppm % ppm ppm ppm 

0.5 2 0.01 0.5 1 1 

1.4 <2 0.78 0.5 15 25 
0.7 <2 0.59 <0.5 7 20 
1.6 <2 0.80 <0.5 21 35 
0.5 <2 0.17 1.2 8 12 
0.6 <2 0.09 1.8 9 8 

0.8 <2 0.07 <0.5 9 22 
1.1 <2 0.12 0.7 16 38 
0.8 <2 0.07 2.3 16 17 
0.6 2 0.04 6.8 7 6 
0.7 3 0.08 2.7 16 9 

1.9 <2 0.10 <0.5 18 58 
1.4 <2 0.28 <0.5 15 47 
0.9 2 0.80 <0.5 9 18 
1.7 <2 0.49 <0.5 12 41 
0.5 4 1.86 <0.5 4 15 

1.4 <2 0.52 <0.5 24 19 
0.8 <2 0.69 3.9 15 19 
0.8 <2 0.58 <0.5 12 26 
0.7 <2 0.70 <0.5 3 4 
0.7 <2 0.29 <0.5 5 6 

1.1 <2 0.24 <0.5 5 5 
1.0 <2 0.85 <0.5 18 5 
1.0 <2 0.31 <0.5 5 6 
1.0 <2 0.64 <0.5 5 6 

Page: 2-A 
Total ... -ages: 2 (A - C) 

Finalized Date: 23-5EP-2006 
Account: MIT 

VA06091905 

ME·ICP41 ME·ICP41 ME·ICP41 
Cu Fe Ga 

ppm % ppm 

1 0.01 10 

43 4.34 <10 
17 2.51 <10 
47 6.10 10 
28 1.94 <10 
66 2.44 <10 

12 2.23 <10 
25 3.81 10 
23 3.88 <10 
29 5.10 <10 
19 4.50 <10 

41 5.48 10 
37 4.08 10 
37 2.56 <10 
29 4.01 10 
36 4.22 <10 

28 5.69 <10 
87 4.12 <10 
19 5.75 <10 
47 3.04 <10 
103 2.03 <10 

133 1.79 <10 
122 2.06 <10 
135 1.65 <10 
192 2.16 <10 
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