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L398801 0.345 5 <2 0.98 19 0.5 0.19 683 <5 1

L398802 0.028 <5 <2 1.80 53 0.7 0.05 533 <5 1

L398803 0.305 <5 <2 1.11 20 0.8 0.03 122 <5 <1

L398804 0.325 8 <2 2.34 27 1.0 0.35 492 <5 1

L398805 0.360 13 <2 2.43 7 1.5 0.09 149 <5 <1

L398806 0.270 8 <2 2.04 50 0.6 0.22 477 <5 1

L398807 0.285 <5 <2 1.37 <3 1.0 0.13 205 <5 1

L398808 0.320 <5 <2 1.42 26 0.7 0.13 277 <5 <1

L398809 0.300 5 <2 2.05 12 1.5 0.12 293 <5 <1

L398810 0.275 8 <2 2.35 11 0.9 0.24 269 <5 <1

L398811 0.330 <5 <2 2.51 4 0.9 0.04 218 <5 <1

L398812 0.320 6 <2 2.39 10 1.4 0.12 400 <5 <1

L398813 0.325 <5 <2 1.92 6 1.3 0.15 1250 <5 <1

L398814 0.355 <5 <2 2.53 15 1.1 0.21 808 <5 1

L398815 0.400 7 <2 0.97 79 0.8 0.04 768 <5 1

L398816 0.350 <5 <2 2.14 17 0.9 0.35 538 <5 <1

L398817 0.310 <5 <2 1.00 34 0.6 0.09 555 <5 <1

L398818 0.345 <5 <2 2.39 19 0.9 0.35 410 <5 <1

L398819 0.305 8 <2 1.98 27 0.8 0.18 377 <5 1

L398820 0.275 7 <2 2.89 23 0.8 0.22 328 <5 <1

L398821 0.330 <5 <2 1.79 5 0.8 0.09 792 <5 <1

L398822 0.320 <5 <2 2.44 <3 0.6 0.43 620 <5 <1

L398823 0.300 8 <2 0.87 49 0.5 0.09 269 <5 <1

L398824 0.315 10 <2 0.63 21 <0.5 0.07 248 <5 <1

L398825 0.370 6 <2 1.95 5 0.8 0.13 176 <5 1

L398826 0.305 <5 <2 2.49 <3 1.3 0.12 475 <5 <1

L398827 0.305 <5 <2 1.53 8 0.8 0.08 179 <5 <1

L398828 0.345 <5 <2 1.91 6 0.9 0.09 171 <5 <1

L398829 0.255 5 <2 1.87 11 0.7 0.18 192 <5 <1

L398830 0.255 <5 <2 2.06 11 0.8 0.15 215 <5 <1

L398831 0.390 <5 <2 1.76 7 0.7 0.11 194 <5 1

L398832 0.310 <5 <2 1.17 26 0.5 0.10 119 <5 <1

L398833 0.280 <5 <2 2.10 8 0.7 0.11 190 <5 <1

L398834 0.400 9 <2 1.54 9 0.8 0.11 183 <5 <1

L398835 0.390 <5 <2 1.94 8 0.7 0.17 135 <5 <1

L398836 0.190 7 <2 1.62 6 0.5 0.16 134 <5 <1

L398837 0.320 <5 <2 1.87 9 0.8 0.08 127 <5 <1

L398838 0.340 5 <2 2.52 7 0.9 0.16 179 <5 <1

L398839 0.039 <5 <2 2.19 <3 1.0 0.07 246 <5 <1

L398840 0.400 <5 <2 2.49 10 1.8 0.07 142 <5 1

L398841 0.390 <5 <2 1.49 <3 0.7 0.03 181 <5 <1

L398842 0.465 5 <2 0.36 17 <0.5 0.04 103 <5 <1

L398843 0.355 <5 <2 0.50 24 0.5 0.04 213 <5 <1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398844 0.345 <5 <2 1.51 33 0.6 0.12 473 <5 <1

L398845 0.320 7 <2 1.24 28 <0.5 0.13 278 <5 <1

L398846 0.330 10 <2 1.82 7 0.8 0.32 399 <5 <1

L398847 0.310 5 <2 2.01 5 0.8 0.25 333 <5 <1

L398848 0.340 5 <2 1.40 <3 0.7 0.07 264 <5 <1

L398849 0.335 <5 <2 2.31 <3 0.7 0.07 249 <5 <1

L398850 0.375 <5 <2 2.17 <3 0.7 0.07 233 <5 <1

L398851 0.305 <5 <2 2.17 9 0.6 0.12 126 <5 <1

L398852 0.400 <5 <2 2.76 4 1.0 0.07 229 <5 <1

L398853 0.390 <5 <2 1.95 28 0.9 0.31 307 <5 <1

L398854 0.410 <5 <2 2.36 17 0.8 0.43 310 <5 <1

L398855 0.225 15 <2 2.05 58 0.7 0.15 396 <5 <1

L398856 0.450 10 <2 0.97 76 <0.5 0.15 292 <5 <1

L398857 0.375 26 <2 2.56 5 1.1 0.14 312 <5 <1

L398858 0.415 5 <2 2.93 4 1.1 0.05 169 <5 <1

L398859 0.330 9 <2 2.24 23 0.7 0.30 257 <5 <1

L398860 0.370 7 <2 2.61 25 1.4 0.10 101 <5 1

L398861 0.345 9 <2 2.86 20 0.7 0.20 261 <5 <1

L398862 0.440 6 <2 2.49 7 0.8 0.21 182 <5 <1

L398863 0.345 9 <2 1.79 30 1.0 0.22 882 <5 <1

L398864 0.360 13 <2 1.42 <3 0.5 0.19 1860 <5 1

L398865 0.330 25 <2 2.08 5 0.8 0.24 304 <5 <1

L398866 0.320 10 <2 2.07 15 0.8 0.43 626 <5 <1

L398867 0.470 6 <2 2.57 11 0.8 0.31 497 <5 <1

L398868 0.335 <5 <2 2.09 18 0.7 0.13 471 <5 <1

L398869 0.320 6 <2 1.93 20 0.6 0.21 270 <5 <1

L398870 0.320 13 <2 2.74 16 0.7 0.25 333 <5 <1

L398871 0.325 12 <2 2.50 40 0.7 0.18 360 <5 1

L398872 0.355 5 <2 0.15 24 <0.5 0.02 230 <5 <1

Element

Method

Det.Lim.

Units
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WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398801 11 13 89.6 1.50 <1 0.02 12.2 1 0.05 408

L398802 22 31 136 3.68 <1 0.35 26.2 16 0.73 2050

L398803 5 32 59.4 3.14 <1 0.14 37.1 7 0.29 80

L398804 12 63 80.9 4.33 <1 0.08 24.9 12 0.72 489

L398805 30 40 78.4 5.01 <1 0.99 59.7 19 1.09 2280

L398806 12 47 43.1 3.92 1 0.07 21.6 16 0.50 642

L398807 12 44 77.1 5.34 1 0.64 40.0 6 0.68 209

L398808 10 49 49.5 3.76 <1 0.06 40.9 6 0.36 276

L398809 12 38 88.2 3.84 <1 0.75 74.8 9 0.79 457

L398810 12 46 48.2 3.59 <1 0.09 26.8 15 0.69 350

L398811 20 47 35.8 4.67 <1 1.23 44.3 26 1.12 489

L398812 12 44 70.3 3.74 <1 1.11 47.2 16 1.01 552

L398813 7 68 80.4 4.14 <1 0.78 29.7 8 1.04 422

L398814 9 80 62.7 4.12 <1 0.25 23.7 9 0.77 253

L398815 5 33 68.0 3.80 <1 0.07 31.7 4 0.19 78

L398816 12 46 48.9 3.53 <1 0.06 23.2 12 0.60 401

L398817 6 26 63.5 2.38 <1 0.05 30.2 5 0.22 163

L398818 10 48 40.0 3.53 <1 0.04 21.5 13 0.66 304

L398819 11 61 90.5 3.96 <1 0.05 19.5 12 0.68 616

L398820 11 47 27.1 3.71 <1 0.04 12.4 13 0.57 307

L398821 4 64 78.4 4.19 1 0.51 28.5 11 0.83 172

L398822 18 158 47.0 3.04 1 0.43 13.0 21 1.56 366

L398823 6 25 45.6 2.68 <1 0.07 40.1 5 0.22 171

L398824 3 17 33.3 1.63 <1 0.06 28.5 3 0.10 78

L398825 5 47 90.8 4.52 <1 0.76 42.4 17 1.04 140

L398826 16 40 128 4.68 <1 0.59 58.1 16 1.11 979

L398827 15 41 57.5 3.31 <1 0.41 33.0 15 0.71 361

L398828 11 37 18.3 3.45 <1 0.28 19.2 21 0.75 375

L398829 10 37 40.2 3.79 <1 0.09 16.6 12 0.46 217

L398830 10 47 46.9 4.21 <1 0.36 24.1 16 0.73 256

L398831 9 47 51.5 4.48 <1 0.49 30.5 19 0.79 259

L398832 7 28 32.9 3.08 <1 0.19 31.0 14 0.46 189

L398833 9 52 27.4 4.20 <1 0.33 24.1 23 0.84 206

L398834 6 44 44.6 4.04 <1 0.24 25.4 13 0.52 186

L398835 10 46 44.2 4.05 <1 0.29 29.7 22 0.81 217

L398836 5 34 34.0 2.82 <1 0.17 21.0 13 0.50 142

L398837 11 52 46.6 4.37 <1 0.71 40.6 19 0.94 242

L398838 8 79 64.0 5.12 <1 1.21 42.3 36 1.48 161

L398839 7 57 56.4 3.70 <1 0.86 36.2 16 0.97 213

L398840 8 42 44.9 3.87 <1 0.70 13.9 30 1.00 353

L398841 4 46 51.5 3.27 <1 0.46 36.3 7 0.53 66

L398842 2 13 30.6 1.71 <1 0.08 33.4 2 0.07 35

L398843 5 14 45.0 1.60 <1 0.13 49.7 2 0.10 111

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398844 9 39 52.6 3.27 <1 0.25 26.8 10 0.55 296

L398845 9 31 38.2 2.72 <1 0.05 19.9 8 0.33 279

L398846 15 42 64.2 3.96 <1 0.13 25.1 15 0.65 414

L398847 12 47 57.1 3.83 <1 0.19 28.1 15 0.68 283

L398848 9 39 43.7 3.52 <1 0.37 26.9 12 0.59 145

L398849 25 71 96.5 4.58 <1 1.03 13.8 13 1.13 333

L398850 22 67 95.6 4.47 <1 0.96 13.4 12 1.05 320

L398851 14 36 30.4 4.14 <1 0.26 17.7 22 0.73 515

L398852 20 38 79.9 3.99 <1 0.73 28.9 22 1.02 756

L398853 12 41 55.1 3.70 <1 0.13 27.6 13 0.61 562

L398854 13 52 56.6 4.01 1 0.05 19.2 14 0.76 488

L398855 14 33 53.3 3.07 <1 0.04 13.9 10 0.42 257

L398856 8 31 69.7 2.51 <1 0.06 25.1 6 0.28 216

L398857 9 88 42.6 4.29 <1 0.78 45.5 17 1.34 327

L398858 23 48 64.8 5.15 <1 1.39 37.0 28 1.53 648

L398859 11 46 41.3 3.67 <1 0.05 19.5 14 0.68 390

L398860 30 35 72.1 7.38 <1 0.81 67.5 17 1.37 1090

L398861 18 44 29.6 3.72 <1 0.05 13.2 17 0.56 377

L398862 17 43 51.4 4.32 <1 0.24 28.6 18 0.79 404

L398863 10 46 65.1 3.77 <1 0.05 22.6 11 0.47 368

L398864 <1 47 56.0 3.59 <1 0.62 46.1 6 0.83 194

L398865 22 36 62.5 4.69 <1 0.76 40.1 13 1.01 513

L398866 11 45 64.3 3.72 <1 0.09 20.5 13 0.64 420

L398867 10 48 47.2 3.80 <1 0.14 18.9 14 0.81 320

L398868 8 32 36.9 3.64 <1 0.03 14.3 12 0.31 194

L398869 8 30 26.9 3.31 <1 0.07 16.8 14 0.45 591

L398870 10 47 49.7 3.85 <1 0.04 20.7 14 0.59 262

L398871 11 40 43.2 3.93 <1 0.05 15.3 15 0.48 357

L398872 <1 7 6.3 0.58 <1 0.05 21.8 <1 0.02 15

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398801 <1 0.01 29 0.11 4 0.10 <5 2.4 <10 20.9

L398802 4 <0.01 96 0.09 14 <0.01 <5 6.6 <10 26.3

L398803 2 <0.01 29 0.04 10 <0.01 <5 4.4 <10 14.7

L398804 1 0.01 47 0.04 7 <0.01 <5 12.2 <10 39.1

L398805 <1 <0.01 83 0.03 40 <0.01 <5 10.1 <10 10.1

L398806 3 0.01 31 0.07 12 <0.01 <5 6.0 <10 25.4

L398807 1 0.02 44 0.06 8 0.33 <5 5.9 <10 18.5

L398808 3 <0.01 42 0.04 12 0.02 <5 9.3 <10 20.5

L398809 1 <0.01 34 0.08 19 0.01 <5 8.2 <10 41.0

L398810 <1 0.01 39 0.02 6 <0.01 <5 8.4 <10 23.8

L398811 <1 <0.01 42 0.01 2 <0.01 <5 6.3 <10 6.4

L398812 <1 <0.01 41 0.03 10 <0.01 <5 8.4 <10 24.1

L398813 3 <0.01 38 0.11 11 <0.01 <5 7.5 <10 13.7

L398814 2 <0.01 60 0.06 3 <0.01 <5 6.9 <10 26.2

L398815 5 <0.01 39 0.10 9 <0.01 <5 6.5 <10 111

L398816 2 0.01 32 0.03 7 <0.01 <5 9.9 <10 35.6

L398817 3 <0.01 22 0.04 14 0.02 <5 4.0 <10 46.5

L398818 1 0.01 27 0.02 5 <0.01 <5 8.5 <10 36.7

L398819 2 <0.01 65 0.04 10 <0.01 <5 5.8 <10 36.5

L398820 <1 0.01 29 0.02 7 <0.01 <5 5.4 <10 26.5

L398821 4 <0.01 25 0.08 9 0.02 <5 5.2 <10 29.0

L398822 <1 0.01 91 0.06 <2 <0.01 <5 4.0 <10 21.3

L398823 3 <0.01 25 0.04 12 0.02 <5 3.9 <10 38.0

L398824 7 <0.01 12 0.03 18 <0.01 <5 1.8 <10 36.0

L398825 <1 0.01 18 0.05 3 0.55 <5 3.8 <10 38.2

L398826 5 <0.01 40 0.07 22 <0.01 <5 9.6 <10 32.1

L398827 1 <0.01 59 0.04 7 <0.01 <5 4.5 <10 9.9

L398828 1 <0.01 31 0.06 13 <0.01 <5 2.7 <10 8.9

L398829 1 <0.01 35 0.06 5 0.05 <5 4.2 <10 23.1

L398830 <1 0.02 34 0.05 10 0.18 <5 4.1 <10 22.8

L398831 <1 0.03 31 0.06 6 0.31 <5 4.0 <10 20.0

L398832 <1 <0.01 20 0.06 7 0.09 <5 2.2 <10 16.0

L398833 <1 <0.01 29 0.05 4 0.06 <5 4.0 <10 12.6

L398834 2 0.02 18 0.08 11 0.26 <5 3.2 <10 26.7

L398835 <1 0.02 30 0.06 7 0.13 <5 4.2 <10 20.5

L398836 <1 0.02 19 0.06 8 0.05 <5 2.4 <10 19.8

L398837 <1 0.02 35 0.07 11 0.14 <5 4.3 <10 12.8

L398838 <1 0.03 29 0.07 7 0.26 <5 6.7 <10 20.4

L398839 1 0.02 25 0.05 14 0.19 <5 4.0 <10 20.9

L398840 <1 0.01 79 0.05 11 <0.01 <5 4.0 <10 8.2

L398841 <1 0.01 19 0.04 10 0.08 <5 5.5 <10 12.4

L398842 1 <0.01 12 0.03 9 <0.01 <5 2.5 <10 8.8

L398843 3 <0.01 13 0.04 22 <0.01 <5 5.4 <10 25.4

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 
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Mo

ICP14B

1

ppm

Na

ICP14B

0.01

%

Ni

ICP14B

1

ppm

P

ICP14B

0.01

%

Pb

ICP14B

2

ppm

S

ICP14B

0.01

%

Sb

ICP14B

5

ppm

Sc

ICP14B

0.5

ppm

Sn

ICP14B

10

ppm

Sr

ICP14B

0.5

ppm

L398844 3 0.01 33 0.07 9 0.03 <5 4.4 <10 27.8

L398845 2 0.01 16 0.04 9 <0.01 <5 4.5 <10 21.7

L398846 <1 0.02 38 0.04 7 <0.01 <5 8.6 <10 31.9

L398847 <1 0.02 48 0.02 7 <0.01 <5 10.4 <10 26.0

L398848 <1 0.01 54 0.03 9 <0.01 <5 5.5 <10 12.6

L398849 2 0.02 55 0.06 6 0.02 <5 7.6 <10 8.0

L398850 1 0.02 52 0.06 6 0.02 <5 7.3 <10 7.6

L398851 1 0.02 31 0.03 9 <0.01 <5 4.0 <10 13.6

L398852 <1 0.01 51 0.04 10 <0.01 <5 6.1 <10 20.7

L398853 1 0.02 31 0.03 10 <0.01 <5 9.1 <10 34.4

L398854 <1 0.03 29 0.03 11 <0.01 <5 11.4 <10 42.0

L398855 2 0.02 24 0.05 16 <0.01 <5 4.7 <10 56.8

L398856 3 0.01 22 0.05 20 <0.01 <5 6.9 <10 35.4

L398857 1 0.02 39 0.08 11 0.16 <5 5.7 <10 27.3

L398858 <1 0.02 55 0.02 10 0.03 <5 6.4 <10 7.2

L398859 1 0.02 26 0.02 10 <0.01 <5 7.1 <10 36.5

L398860 4 0.01 61 0.03 9 <0.01 <5 8.2 <10 10.1

L398861 1 0.02 31 0.03 10 <0.01 <5 5.1 <10 23.3

L398862 1 0.02 39 0.04 10 <0.01 <5 5.8 <10 25.5

L398863 2 0.02 38 0.06 11 <0.01 <5 11.8 <10 39.3

L398864 10 0.02 7 0.14 7 0.39 <5 3.9 <10 35.7

L398865 <1 0.01 62 0.11 8 0.02 <5 5.6 <10 16.1

L398866 2 0.03 35 0.06 8 0.01 <5 8.8 <10 44.0

L398867 1 0.02 31 0.03 8 <0.01 <5 7.4 <10 32.3

L398868 3 0.02 25 0.05 8 <0.01 <5 4.0 <10 28.4

L398869 2 0.01 18 0.14 12 0.01 <5 4.2 <10 23.6

L398870 2 0.02 29 0.02 11 <0.01 <5 8.3 <10 30.1

L398871 3 0.02 29 0.03 12 <0.01 <5 5.7 <10 26.3

L398872 2 <0.01 3 0.02 21 0.05 <5 1.2 <10 41.5

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L398801 0.02 18 <10 57.8 26 <0.5

L398802 0.06 90 <10 14.4 153 2.6

L398803 0.03 48 <10 13.1 69 1.8

L398804 0.13 98 <10 23.4 85 10.9

L398805 0.15 52 <10 18.3 130 3.7

L398806 0.10 106 <10 12.3 77 1.4

L398807 0.08 46 <10 13.3 157 5.6

L398808 0.07 74 <10 18.0 78 6.9

L398809 0.12 47 <10 27.2 129 2.8

L398810 0.14 76 <10 8.5 58 16.4

L398811 0.21 49 <10 8.4 93 4.6

L398812 0.17 47 <10 15.9 147 3.9

L398813 0.10 148 <10 19.4 205 3.6

L398814 0.11 135 <10 11.3 163 5.6

L398815 0.03 85 <10 11.8 113 2.6

L398816 0.12 84 <10 15.1 65 14.2

L398817 0.04 60 <10 10.1 43 1.1

L398818 0.14 85 <10 7.6 53 21.1

L398819 0.08 79 <10 9.6 97 2.7

L398820 0.12 86 <10 3.8 59 22.4

L398821 0.12 119 <10 11.7 117 2.8

L398822 0.14 73 <10 6.7 60 3.3

L398823 0.04 49 <10 8.1 75 3.8

L398824 0.03 41 <10 9.2 27 <0.5

L398825 0.08 49 <10 14.6 108 4.1

L398826 0.11 131 <10 38.0 141 7.3

L398827 0.07 50 <10 10.5 89 3.2

L398828 0.09 53 <10 5.7 134 1.1

L398829 0.07 61 <10 7.7 82 1.1

L398830 0.12 72 <10 6.1 111 2.5

L398831 0.11 61 <10 8.0 118 1.9

L398832 0.06 41 <10 6.3 91 0.7

L398833 0.13 75 <10 6.3 102 1.7

L398834 0.07 51 <10 6.2 69 1.1

L398835 0.11 64 <10 9.4 83 2.1

L398836 0.10 60 <10 9.6 54 1.2

L398837 0.13 65 <10 10.2 129 1.6

L398838 0.17 86 <10 14.9 140 5.7

L398839 0.14 62 <10 12.5 88 4.5

L398840 0.08 64 <10 8.2 495 3.2

L398841 0.08 56 <10 5.0 122 2.9

L398842 0.01 26 <10 9.3 55 <0.5

L398843 0.01 31 <10 11.2 72 <0.5

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L398844 0.08 88 <10 9.0 120 0.9

L398845 0.07 76 <10 7.7 58 1.1

L398846 0.12 75 <10 18.4 128 8.2

L398847 0.13 74 <10 23.5 139 13.9

L398848 0.08 49 <10 14.2 143 3.6

L398849 0.14 124 <10 22.3 142 3.3

L398850 0.13 120 <10 21.6 133 3.2

L398851 0.17 74 <10 4.2 70 2.8

L398852 0.16 56 <10 9.2 99 4.7

L398853 0.11 71 <10 18.5 68 11.2

L398854 0.15 96 <10 20.3 56 10.6

L398855 0.09 68 <10 6.8 46 3.0

L398856 0.06 62 <10 14.4 63 0.9

L398857 0.10 84 <10 17.0 85 2.2

L398858 0.27 64 <10 8.1 117 5.4

L398859 0.12 85 <10 8.8 53 10.6

L398860 0.17 82 <10 11.5 162 10.0

L398861 0.12 82 <10 3.6 48 8.2

L398862 0.14 76 <10 8.6 99 2.8

L398863 0.09 94 <10 21.3 84 2.8

L398864 0.10 117 <10 18.1 55 2.9

L398865 0.12 57 <10 13.1 98 2.5

L398866 0.13 88 <10 15.3 79 11.4

L398867 0.15 92 <10 8.9 77 16.6

L398868 0.12 93 <10 5.8 58 4.5

L398869 0.11 78 <10 4.8 66 3.6

L398870 0.13 88 <10 10.6 46 20.8

L398871 0.11 92 <10 6.8 69 9.5

L398872 <0.01 21 <10 3.7 11 2.1

Element

Method

Det.Lim.

Units
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