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L398077 0.410 <5 <2 2.75 32 0.5 0.25 476 <5 <1

L398078 0.275 <5 <2 3.18 23 <0.5 0.25 408 <5 <1

L398079 0.295 <5 <2 2.19 23 <0.5 0.33 384 <5 <1

L398080 0.220 <5 <2 1.83 25 <0.5 0.15 345 <5 <1

L398081 0.220 <5 <2 2.91 23 <0.5 0.19 365 <5 <1

L398082 0.205 <5 <2 2.83 19 <0.5 0.16 253 <5 <1

L398083 0.190 <5 <2 2.66 20 <0.5 0.16 229 <5 <1

L398084 0.220 <5 <2 1.81 19 <0.5 0.15 145 <5 <1

L398085 0.280 <5 <2 2.39 27 <0.5 0.22 257 <5 <1

L398086 0.235 7 <2 1.61 25 <0.5 0.18 377 <5 <1

L398087 0.395 <5 <2 2.73 39 <0.5 0.25 734 <5 <1

L398088 0.240 <5 <2 2.18 18 <0.5 0.22 781 <5 <1

L398089 0.330 <5 <2 1.91 26 <0.5 0.23 521 <5 <1

L398090 0.310 <5 <2 2.70 11 0.5 0.13 212 <5 <1

L398091 0.285 <5 <2 2.93 12 0.7 0.24 834 <5 <1

L398092 0.345 <5 <2 2.53 13 0.6 0.21 405 <5 <1

L398093 0.370 <5 <2 2.41 14 0.5 0.28 431 <5 <1

L398094 0.255 <5 <2 2.33 31 0.6 0.21 460 <5 <1

L398095 0.310 <5 <2 2.74 9 0.7 0.21 820 <5 <1

L398096 0.325 <5 <2 2.59 51 0.5 0.15 460 <5 <1

L398097 0.455 <5 <2 1.59 34 <0.5 0.23 455 <5 <1

L398098 0.490 <5 <2 2.11 12 <0.5 0.41 652 <5 <1

L398099 0.385 <5 <2 2.04 13 <0.5 0.40 389 <5 <1

L398100 0.295 <5 <2 0.09 <3 <0.5 >15.0 23 <5 <1

L398140 0.445 10 <2 2.26 114 0.6 0.20 272 <5 <1

L398141 0.385 10 <2 2.32 20 0.5 0.35 295 <5 <1

L398142 0.520 8 <2 2.64 39 0.6 0.38 503 <5 <1

L398143 0.355 18 <2 2.71 146 0.7 0.31 623 <5 <1

L398144 0.315 8 <2 1.66 15 0.5 0.11 659 <5 <1

L398146 0.370 8 <2 2.27 6 0.7 0.41 901 <5 <1

L398147 0.280 11 <2 1.73 5 <0.5 0.21 838 <5 <1

L398148 0.415 9 <2 1.34 82 0.7 0.16 284 <5 <1

L398149 0.340 12 <2 2.75 25 0.7 0.22 328 <5 <1

L398150 0.320 11 <2 2.59 23 0.6 0.23 324 <5 <1

L398188 0.325 10 <2 2.41 9 <0.5 0.44 239 <5 <1

L398189 0.280 11 <2 2.01 7 <0.5 0.79 210 <5 <1

L398190 0.325 9 <2 2.34 10 0.6 0.97 226 <5 <1

L398191 0.260 10 <2 2.33 7 <0.5 0.42 223 <5 <1

L398192 0.250 11 <2 2.60 13 0.6 0.32 346 <5 <1

L398193 0.290 12 <2 2.41 12 0.6 0.24 552 <5 <1

L398194 0.300 11 <2 2.42 13 <0.5 0.12 838 <5 <1

L398195 0.220 9 <2 1.71 7 0.5 0.21 311 <5 <1

L398196 0.280 8 <2 2.68 10 0.7 0.22 431 <5 <1

Element
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Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398197 0.310 10 <2 2.89 17 1.1 0.41 471 <5 <1

L398198 0.280 13 <2 2.61 12 0.5 0.30 285 <5 <1

L398199 0.305 16 <2 2.29 13 <0.5 0.23 315 <5 <1

L398200 0.280 13 <2 0.09 <3 <0.5 >15.0 25 <5 <1

L398451 0.315 10 <2 3.15 20 1.0 0.26 1460 <5 <1

L398452 0.290 <5 <2 2.34 33 <0.5 0.27 431 <5 <1

L398453 0.330 <5 <2 2.51 20 0.5 0.29 428 <5 <1

L398454 0.315 <5 <2 2.92 39 0.6 0.30 1480 <5 <1
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Method

Det.Lim.

Units
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L398077 20 65 58.3 4.35 <1 0.15 19.5 17 0.77 659

L398078 12 54 33.8 4.59 <1 0.07 16.0 20 0.65 351

L398079 9 46 35.6 3.27 <1 0.06 14.9 13 0.59 264

L398080 8 39 21.3 4.19 <1 0.05 14.2 12 0.39 255

L398081 11 50 32.8 4.60 <1 0.07 13.4 19 0.53 612

L398082 14 51 25.9 4.76 <1 0.06 14.6 22 0.49 517

L398083 9 46 26.7 4.51 <1 0.06 12.8 17 0.46 323

L398084 45 48 31.7 4.57 <1 0.08 12.9 10 0.49 2380

L398085 14 47 43.2 3.85 <1 0.08 19.6 15 0.66 425

L398086 11 33 38.7 3.02 <1 0.08 16.0 8 0.40 436

L398087 13 57 55.3 4.48 <1 0.09 19.8 13 0.60 492

L398088 10 59 49.8 3.94 <1 0.27 21.0 10 0.70 372

L398089 16 43 52.8 3.77 <1 0.07 23.8 12 0.46 660

L398090 16 51 36.9 4.79 <1 0.53 26.4 20 0.91 493

L398091 18 99 50.6 4.84 <1 1.18 50.6 24 1.33 1070

L398092 11 72 52.4 4.64 <1 0.59 28.3 20 1.05 615

L398093 20 56 58.6 4.36 <1 0.26 25.8 19 0.75 805

L398094 12 61 57.4 3.92 <1 0.33 32.1 15 0.73 373

L398095 19 93 66.6 4.96 <1 1.07 37.6 29 1.36 542

L398096 21 57 63.2 4.49 <1 0.19 24.5 15 0.69 931

L398097 9 41 56.9 3.10 <1 0.09 22.5 10 0.48 352

L398098 11 66 42.5 3.88 <1 0.19 19.6 11 0.70 262

L398099 9 44 44.7 3.16 <1 0.06 22.1 13 0.55 409

L398100 <1 3 0.6 0.47 <1 0.05 1.5 <1 12.4 209

L398140 12 44 49.8 3.47 <1 0.11 26.5 11 0.49 197

L398141 12 50 32.7 3.61 <1 0.08 19.9 14 0.66 373

L398142 14 58 45.0 4.00 <1 0.08 24.0 14 0.71 466

L398143 11 62 57.4 4.03 <1 0.29 23.2 18 0.87 408

L398144 4 55 41.0 3.59 <1 0.34 24.6 5 0.60 282

L398146 11 75 71.9 4.35 <1 0.76 42.7 13 1.12 505

L398147 9 165 37.3 3.15 <1 0.52 17.0 14 1.09 334

L398148 9 43 48.3 3.90 <1 0.30 35.8 9 0.52 198

L398149 15 61 44.0 4.16 <1 0.18 23.9 13 0.80 411

L398150 13 58 42.0 4.11 <1 0.19 25.4 13 0.79 390

L398188 16 56 30.0 4.35 <1 0.29 38.1 25 0.97 351

L398189 14 40 25.3 3.32 <1 0.06 25.6 16 0.64 450

L398190 16 55 31.6 4.16 <1 0.13 33.3 20 0.95 555

L398191 16 60 35.9 3.93 <1 0.44 40.2 20 1.02 382

L398192 16 61 41.5 4.27 <1 0.22 27.3 17 0.80 439

L398193 10 79 64.1 4.58 <1 0.25 25.1 14 0.79 263

L398194 4 69 89.2 5.43 <1 0.71 45.8 17 1.04 359

L398195 8 48 33.9 2.64 <1 0.18 35.1 13 0.53 232

L398196 10 109 44.3 4.30 <1 0.42 21.3 21 1.14 340

Element

Method

Det.Lim.

Units
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or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398197 21 62 67.3 4.64 <1 0.69 46.8 24 1.05 644

L398198 11 49 32.6 3.35 <1 0.10 18.7 16 0.60 211

L398199 10 52 27.2 3.88 <1 0.11 25.4 15 0.54 269

L398200 <1 2 0.7 0.48 <1 0.05 1.7 <1 12.8 214

L398451 17 89 83.2 4.23 <1 0.78 31.5 13 1.30 463

L398452 11 62 30.7 4.14 <1 0.14 16.8 18 0.70 308

L398453 13 59 52.6 3.96 <1 0.15 20.1 14 0.81 502

L398454 10 112 137 5.90 <1 0.67 21.6 8 1.15 320
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L398077 2 0.02 32 0.08 13 <0.01 <5 6.1 <10 29.2

L398078 3 0.02 28 0.05 13 <0.01 <5 5.4 <10 28.6

L398079 1 0.02 26 0.04 10 <0.01 <5 6.1 <10 32.6

L398080 2 0.02 16 0.07 13 <0.01 <5 3.7 <10 21.4

L398081 2 0.02 26 0.07 12 <0.01 <5 4.6 <10 24.8

L398082 2 0.02 26 0.05 11 <0.01 <5 4.3 <10 18.8

L398083 2 0.02 21 0.06 12 <0.01 <5 4.4 <10 19.3

L398084 3 0.02 22 0.08 11 <0.01 <5 3.8 <10 18.0

L398085 2 0.02 29 0.04 11 <0.01 <5 5.1 <10 25.5

L398086 2 0.02 22 0.05 12 <0.01 <5 3.7 <10 22.7

L398087 3 0.02 39 0.07 18 <0.01 <5 5.4 <10 31.3

L398088 2 0.02 27 0.07 11 0.10 <5 5.2 <10 26.8

L398089 2 0.02 33 0.07 10 <0.01 <5 5.8 <10 36.4

L398090 1 0.02 32 0.04 10 0.02 <5 4.8 <10 16.0

L398091 2 0.02 41 0.11 11 0.08 <5 5.2 <10 26.7

L398092 2 0.02 35 0.10 15 0.02 <5 4.3 <10 26.2

L398093 2 0.02 37 0.08 12 <0.01 <5 6.7 <10 33.0

L398094 1 0.02 38 0.06 11 <0.01 <5 6.1 <10 30.5

L398095 1 0.02 62 0.07 10 <0.01 <5 7.3 <10 21.3

L398096 2 0.02 35 0.06 11 <0.01 <5 5.2 <10 25.7

L398097 2 0.02 33 0.06 9 <0.01 <5 6.1 <10 31.7

L398098 <1 0.02 47 0.06 6 <0.01 <5 7.8 <10 25.9

L398099 <1 0.03 26 0.06 8 <0.01 <5 7.1 <10 34.6

L398100 <1 0.01 2 0.04 8 <0.01 <5 <0.5 <10 47.9

L398140 1 0.02 32 0.07 32 <0.01 <5 5.4 <10 43.1

L398141 1 0.03 27 0.05 9 <0.01 <5 5.9 <10 33.9

L398142 1 0.03 30 0.04 10 <0.01 <5 9.6 <10 37.0

L398143 2 0.02 38 0.09 11 0.10 <5 6.0 <10 31.8

L398144 5 0.02 26 0.12 13 0.11 <5 2.3 <10 21.0

L398146 3 0.02 57 0.18 13 <0.01 <5 5.2 <10 23.8

L398147 4 0.03 19 0.10 7 0.21 <5 2.5 <10 26.3

L398148 3 0.02 41 0.10 9 0.04 <5 4.6 <10 32.0

L398149 1 0.02 30 0.05 10 <0.01 <5 6.3 <10 27.1

L398150 1 0.02 28 0.05 11 0.01 <5 6.0 <10 27.5

L398188 1 0.03 35 0.06 11 <0.01 <5 4.5 <10 27.9

L398189 <1 0.03 26 0.06 12 <0.01 <5 5.0 <10 49.0

L398190 <1 0.04 36 0.06 11 <0.01 <5 6.9 <10 63.3

L398191 <1 0.03 39 0.07 10 <0.01 <5 6.0 <10 34.2

L398192 2 0.02 44 0.09 19 <0.01 <5 5.3 <10 27.0

L398193 3 0.03 41 0.08 10 0.21 <5 6.1 <10 35.4

L398194 4 0.03 14 0.12 16 0.60 <5 4.6 <10 39.2

L398195 <1 0.03 28 0.06 10 <0.01 <5 1.9 <10 21.0

L398196 1 0.02 55 0.05 13 <0.01 <5 6.4 <10 19.7

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398197 2 0.01 63 0.15 20 <0.01 <5 5.3 <10 24.6

L398198 1 0.02 28 0.06 12 <0.01 <5 4.7 <10 23.8

L398199 2 0.02 23 0.05 13 <0.01 <5 5.3 <10 23.0

L398200 <1 0.01 2 0.04 <2 <0.01 <5 <0.5 <10 48.3

L398451 3 0.02 89 0.08 11 <0.01 <5 9.9 <10 48.1

L398452 2 0.02 31 0.06 17 <0.01 <5 4.6 <10 23.3

L398453 2 0.02 35 0.05 13 <0.01 <5 6.1 <10 27.0

L398454 2 0.03 75 0.13 24 0.54 12 11.1 <10 77.9

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 
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purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L398077 0.17 102 <10 8.5 112 2.2

L398078 0.17 117 <10 5.5 70 7.5

L398079 0.16 85 <10 9.5 63 7.0

L398080 0.15 122 <10 4.5 63 2.6

L398081 0.17 119 <10 6.8 95 1.6

L398082 0.16 119 <10 4.1 90 5.3

L398083 0.16 119 <10 4.9 75 7.6

L398084 0.16 120 <10 4.5 76 1.4

L398085 0.14 87 <10 6.5 75 5.8

L398086 0.10 72 <10 8.1 74 0.7

L398087 0.15 113 <10 9.6 136 1.0

L398088 0.15 94 <10 9.2 109 1.5

L398089 0.12 80 <10 12.1 118 1.6

L398090 0.19 77 <10 6.7 86 5.8

L398091 0.21 89 <10 16.7 146 1.4

L398092 0.18 98 <10 9.9 118 1.3

L398093 0.14 90 <10 17.0 97 1.5

L398094 0.11 82 <10 26.0 88 0.9

L398095 0.20 92 <10 24.6 113 2.1

L398096 0.15 85 <10 8.5 121 3.5

L398097 0.12 65 <10 11.1 105 4.3

L398098 0.20 101 <10 12.5 118 7.2

L398099 0.16 76 <10 14.4 79 10.5

L398100 <0.01 3 <10 1.1 12 <0.5

L398140 0.10 81 <10 11.9 132 0.9

L398141 0.15 88 <10 10.3 78 1.6

L398142 0.17 96 <10 15.3 115 6.6

L398143 0.16 124 <10 11.1 111 2.4

L398144 0.13 125 <10 9.2 110 0.6

L398146 0.15 124 <10 18.1 192 2.5

L398147 0.16 95 <10 6.0 96 0.8

L398148 0.07 70 <10 12.9 143 0.8

L398149 0.17 92 <10 8.8 153 7.3

L398150 0.17 87 <10 8.7 147 5.9

L398188 0.18 79 <10 9.9 86 2.8

L398189 0.15 80 <10 10.5 61 2.6

L398190 0.17 83 <10 17.9 72 4.7

L398191 0.20 83 <10 10.5 69 3.2

L398192 0.15 98 <10 9.3 76 1.6

L398193 0.16 113 <10 8.2 125 4.4

L398194 0.14 143 <10 5.6 140 0.8

L398195 0.10 63 <10 6.8 51 0.8

L398196 0.19 130 <10 11.9 92 1.4

Element

Method

Det.Lim.

Units
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liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L398197 0.13 89 <10 15.6 150 2.5

L398198 0.16 84 <10 5.8 63 6.8

L398199 0.17 107 <10 8.9 63 9.5

L398200 <0.01 3 <10 1.1 12 <0.5

L398451 0.20 172 <10 25.9 443 1.8

L398452 0.17 112 <10 6.1 77 2.0

L398453 0.17 96 <10 7.4 82 7.5

L398454 0.45 153 <10 15.5 561 4.3

Element

Method

Det.Lim.

Units
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