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M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

= Composition of this sample makes detection impossible by this method
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= No result
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= Not applicable
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 
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L398351 0.375 <5 <2 2.01 <3 0.6 0.25 1350 <5 <1

L398352 0.245 <5 <2 2.44 7 0.8 0.51 498 <5 <1

L398353 0.350 <5 <2 2.06 <3 <0.5 1.04 1240 <5 <1

L398354 0.260 <5 <2 3.60 <3 0.9 0.63 979 <5 1

L398355 0.385 7 <2 2.37 <3 0.6 0.44 869 <5 <1

L398356 0.390 <5 <2 1.88 6 0.6 0.18 189 <5 <1

L398357 0.330 7 <2 1.78 22 0.8 0.14 569 <5 <1

L398358 0.345 8 <2 2.18 <3 1.0 0.33 1090 <5 1

L398359 0.335 6 <2 2.45 3 1.1 0.53 1100 <5 <1

L398360 0.340 9 <2 1.11 13 0.6 0.12 425 <5 <1

L398361 0.275 13 <2 1.55 11 0.6 0.16 407 <5 <1

L398362 0.305 10 <2 2.72 9 1.0 0.69 798 <5 1

L398363 0.330 <5 <2 2.60 <3 2.0 0.84 444 <5 <1

L398364 0.335 <5 <2 3.67 3 1.1 0.12 358 <5 1

L398365 0.315 <5 <2 3.60 6 1.5 0.16 413 <5 1

L398366 0.305 <5 <2 2.16 <3 1.2 0.03 114 <5 1

L398367 0.290 <5 <2 2.43 <3 0.7 0.10 253 <5 <1

L398368 0.265 <5 <2 1.73 4 0.5 0.30 203 <5 <1

L398369 0.315 <5 <2 0.93 <3 <0.5 0.02 107 <5 <1

L398370 0.455 <5 <2 2.07 <3 0.8 0.09 285 <5 1

L398371 0.370 7 <2 1.86 10 0.7 0.38 408 <5 <1

L398372 0.355 <5 <2 2.36 <3 1.5 0.63 450 <5 1

L398373 0.335 7 <2 0.59 32 0.9 0.50 288 <5 2

L398374 0.240 8 <2 1.36 21 1.1 0.48 308 <5 2

L398375 0.325 8 <2 2.14 10 0.5 0.14 549 <5 <1

L398376 0.285 7 <2 2.11 6 0.8 0.27 330 <5 <1

L398377 0.290 7 <2 1.13 60 <0.5 0.16 683 <5 1

Element

Method

Det.Lim.

Units
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L398351 9 58 68.1 3.01 <1 0.58 17.4 13 1.19 422

L398352 11 54 53.7 3.82 <1 0.06 20.2 14 0.73 382

L398353 21 16 61.3 3.74 <1 0.59 15.9 23 1.55 328

L398354 25 77 78.4 6.30 <1 1.41 30.3 30 2.09 636

L398355 18 67 59.6 4.43 <1 0.56 21.8 27 1.29 430

L398356 15 34 40.3 3.49 <1 0.21 22.2 17 0.63 655

L398357 10 85 53.6 4.06 1 0.68 23.0 10 0.96 543

L398358 7 94 100 4.23 1 1.08 35.3 11 1.35 398

L398359 6 66 53.5 4.05 <1 1.11 29.2 15 1.72 583

L398360 10 42 71.9 2.47 <1 0.22 19.1 6 0.51 329

L398361 8 38 57.1 2.76 <1 0.09 22.5 13 0.48 210

L398362 17 103 61.0 4.34 <1 0.92 17.6 25 1.72 531

L398363 21 127 39.2 3.84 <1 0.55 16.3 18 1.79 657

L398364 17 129 61.5 5.21 <1 1.19 22.2 54 1.74 143

L398365 11 126 93.9 6.66 <1 1.45 35.1 47 1.73 137

L398366 9 58 71.0 5.51 1 0.38 32.9 21 0.90 80

L398367 9 81 51.2 3.39 <1 1.00 32.8 42 1.34 89

L398368 11 38 19.0 3.00 <1 0.15 13.7 15 0.55 456

L398369 5 40 27.8 1.52 <1 0.35 14.3 12 0.42 82

L398370 5 47 51.1 4.25 1 0.87 47.3 24 1.04 102

L398371 7 68 56.5 3.10 <1 0.75 20.8 16 1.22 440

L398372 12 48 50.3 5.36 <1 0.75 78.3 17 0.93 969

L398373 14 35 91.1 3.81 <1 0.19 27.6 5 0.28 814

L398374 16 57 83.9 5.04 1 0.25 35.9 7 0.51 653

L398375 3 100 95.4 3.00 <1 0.74 18.0 16 1.42 653

L398376 11 46 45.0 3.12 <1 0.07 17.9 14 0.53 323

L398377 4 42 66.4 3.95 <1 0.38 24.9 7 0.54 237
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Units
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L398351 <1 0.02 39 0.05 <2 <0.01 <5 6.6 <10 15.0

L398352 <1 0.03 30 0.03 6 <0.01 <5 11.2 <10 46.2

L398353 <1 0.05 38 0.34 <2 0.02 <5 4.7 <10 29.2

L398354 <1 0.03 55 0.25 <2 0.10 <5 12.6 <10 29.5

L398355 <1 0.03 44 0.15 3 0.11 <5 6.0 <10 26.8

L398356 1 0.02 25 0.06 11 0.01 <5 3.8 <10 18.4

L398357 1 0.02 48 0.09 9 0.06 <5 5.3 <10 25.0

L398358 5 0.02 25 0.19 6 0.21 <5 5.9 <10 36.6

L398359 4 0.02 37 0.20 <2 0.06 <5 4.3 <10 34.7

L398360 1 0.01 42 0.05 7 0.02 <5 5.0 <10 44.7

L398361 2 0.02 36 0.04 8 <0.01 <5 4.6 <10 23.4

L398362 <1 0.02 66 0.19 3 <0.01 <5 6.1 <10 29.2

L398363 <1 0.02 44 0.08 3 <0.01 <5 8.7 <10 27.2

L398364 <1 0.05 47 0.05 11 0.23 <5 11.5 <10 21.6

L398365 <1 0.05 46 0.07 11 0.48 <5 12.5 <10 26.5

L398366 <1 0.02 47 0.06 7 0.04 <5 4.7 <10 8.8

L398367 <1 0.03 32 0.03 4 0.09 <5 5.2 <10 11.7

L398368 <1 0.02 23 0.04 7 <0.01 <5 3.1 <10 24.3

L398369 <1 0.01 30 0.02 7 <0.01 <5 2.0 <10 3.5

L398370 1 0.02 25 0.06 2 0.21 <5 4.6 <10 15.9

L398371 3 0.01 44 0.13 11 <0.01 <5 2.7 <10 14.6

L398372 1 0.02 30 0.12 6 <0.01 <5 13.9 <10 17.5

L398373 4 0.01 66 0.21 6 <0.01 5 6.8 <10 56.4

L398374 5 0.01 102 0.18 9 <0.01 <5 7.9 <10 23.3

L398375 4 0.02 11 0.05 4 0.16 <5 6.4 <10 20.4

L398376 <1 0.02 34 0.04 4 0.02 <5 7.5 <10 25.8

L398377 9 0.02 31 0.13 13 0.41 <5 4.7 <10 45.7
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L398351 0.14 81 <10 7.3 99 2.3

L398352 0.17 95 <10 19.9 54 20.1

L398353 0.19 77 <10 10.4 39 2.7

L398354 0.34 124 <10 11.9 109 2.5

L398355 0.21 96 <10 7.4 66 2.6

L398356 0.13 64 <10 8.7 86 1.3

L398357 0.12 93 <10 7.1 131 1.2

L398358 0.12 170 <10 14.1 146 2.3

L398359 0.15 130 <10 11.5 134 3.8

L398360 0.05 65 <10 9.8 95 1.9

L398361 0.06 63 <10 9.1 75 5.6

L398362 0.20 113 <10 8.3 96 5.7

L398363 0.16 77 <10 6.7 48 5.2

L398364 0.28 154 <10 4.9 117 5.7

L398365 0.29 172 <10 11.0 111 8.6

L398366 0.10 67 <10 6.5 124 7.0

L398367 0.17 78 <10 13.1 101 4.3

L398368 0.10 69 <10 3.2 79 3.6

L398369 0.06 41 <10 4.8 80 2.7

L398370 0.14 70 <10 9.2 129 5.0

L398371 0.09 103 <10 8.6 155 2.4

L398372 0.13 60 <10 32.8 148 13.4

L398373 0.02 67 <10 19.8 136 4.0

L398374 0.05 84 <10 17.4 229 4.7

L398375 0.11 164 <10 4.5 79 2.3

L398376 0.10 76 <10 10.5 47 8.9

L398377 0.05 82 <10 8.9 97 3.1
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