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M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion
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This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400688 0.470 11 <2 2.84 40 <0.5 0.43 353 <5 <1

L400689 0.410 8 <2 2.99 38 <0.5 0.36 275 <5 <1

L400690 0.405 23 <2 2.75 98 <0.5 0.38 268 <5 <1

L400691 0.355 21 <2 3.20 71 <0.5 0.32 234 <5 <1

L400692 0.280 9 <2 2.58 49 <0.5 0.27 194 <5 <1

L400693 0.350 20 <2 2.67 46 <0.5 0.34 273 <5 <1

L400694 0.295 18 <2 3.03 30 <0.5 0.23 168 <5 <1

L400695 0.400 81 <2 3.19 118 <0.5 0.32 330 <5 <1

L400696 0.410 138 <2 3.22 265 <0.5 0.45 709 <5 <1

L400697 0.370 317 <2 2.24 762 <0.5 0.20 352 <5 <1

L400698 0.320 <5 <2 2.24 30 <0.5 0.19 170 <5 <1

L400699 0.355 <5 <2 3.29 36 <0.5 0.32 506 <5 <1

L400700 0.240 <5 <2 0.07 7 <0.5 >15.0 29 <5 <1

L400701 0.255 <5 <2 1.97 18 <0.5 0.50 138 <5 <1

L400702 0.155 6 <2 0.81 7 <0.5 0.16 110 <5 <1

L400703 0.185 <5 <2 1.77 37 <0.5 0.25 100 <5 <1

L400704 0.270 6 <2 1.70 34 <0.5 0.17 73 <5 <1

L400705 0.300 6 <2 2.75 24 <0.5 0.35 129 <5 <1

Element

Method

Det.Lim.

Units
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L400688 11 62 39.9 4.03 <1 0.13 30.5 18 0.85 435

L400689 11 61 33.7 4.07 2 0.12 24.5 18 0.85 401

L400690 13 61 45.4 4.29 <1 0.23 38.1 23 0.87 678

L400691 14 64 38.5 4.54 2 0.34 24.9 24 0.97 525

L400692 16 56 28.2 4.56 2 0.30 18.5 23 0.82 675

L400693 9 49 36.0 4.07 3 0.10 28.7 19 0.68 401

L400694 10 50 21.7 4.23 2 0.07 14.6 20 0.65 353

L400695 13 57 48.9 4.56 2 0.09 31.3 17 0.76 621

L400696 14 110 64.4 4.75 <1 0.43 27.3 24 1.32 534

L400697 13 49 38.6 4.49 1 0.63 31.6 21 0.71 486

L400698 11 41 23.8 4.07 1 0.33 16.9 23 0.66 355

L400699 14 61 41.2 4.65 1 0.47 24.1 31 1.10 568

L400700 <1 4 <0.5 0.43 <1 0.05 3.4 <1 11.1 189

L400701 15 55 21.1 3.92 2 0.23 23.0 20 0.89 510

L400702 4 18 18.0 1.64 1 0.07 14.4 4 0.22 161

L400703 11 44 31.2 3.46 1 0.15 15.2 14 0.59 434

L400704 6 34 17.9 4.23 <1 0.07 11.3 12 0.38 438

L400705 12 46 31.1 4.03 3 0.10 18.2 23 0.65 420
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Det.Lim.
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L400688 <1 0.03 35 0.04 6 <0.01 6 10.5 <10 34.5

L400689 1 0.03 34 0.04 7 <0.01 <5 7.9 <10 29.3

L400690 3 0.03 37 0.06 6 <0.01 <5 8.3 <10 27.9

L400691 <1 0.02 38 0.06 4 <0.01 <5 6.5 <10 21.9

L400692 2 0.02 34 0.06 7 <0.01 <5 5.2 <10 21.7

L400693 1 0.03 31 0.05 9 <0.01 <5 7.5 <10 27.4

L400694 1 0.02 27 0.04 8 <0.01 <5 4.9 <10 19.2

L400695 2 0.03 48 0.11 9 <0.01 <5 8.6 <10 25.8

L400696 2 0.02 73 0.08 7 0.01 <5 8.3 <10 32.5

L400697 2 0.02 37 0.06 6 0.04 14 5.7 <10 23.4

L400698 <1 0.02 26 0.04 11 <0.01 <5 4.1 <10 17.7

L400699 2 0.02 39 0.04 17 0.02 <5 5.7 <10 43.4

L400700 2 0.01 3 0.03 <2 <0.01 5 <0.5 <10 43.0

L400701 <1 0.03 37 0.08 9 0.02 <5 4.1 <10 28.4

L400702 1 0.03 12 0.05 7 0.05 <5 1.4 <10 13.9

L400703 3 0.03 31 0.06 28 0.03 <5 4.1 <10 20.2

L400704 1 0.02 16 0.04 24 <0.01 <5 3.3 <10 16.2

L400705 1 0.03 33 0.07 15 <0.01 <5 4.8 <10 22.8
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L400688 0.17 100 <10 17.0 70 6.2

L400689 0.18 101 <10 10.5 69 5.3

L400690 0.18 108 <10 16.8 88 5.4

L400691 0.21 103 <10 12.2 92 7.3

L400692 0.20 106 <10 8.1 89 2.8

L400693 0.15 96 <10 21.8 67 2.3

L400694 0.15 89 <10 5.5 66 9.6

L400695 0.13 97 <10 14.7 95 5.2

L400696 0.19 150 <10 11.3 158 3.6

L400697 0.15 70 <10 10.4 130 2.3

L400698 0.17 77 <10 6.8 81 3.1

L400699 0.19 90 <10 10.6 137 5.0

L400700 <0.01 3 <10 1.2 13 <0.5

L400701 0.18 88 <10 11.2 94 2.4

L400702 0.06 44 <10 8.7 35 1.0

L400703 0.13 94 <10 9.6 119 2.4

L400704 0.17 124 <10 3.5 76 3.0

L400705 0.16 102 <10 9.9 95 5.9
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