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L400707 0.355 <5 <2 2.15 11 <0.5 0.74 134 <5 <1

L400708 0.220 <5 <2 1.63 13 <0.5 0.30 135 <5 <1

L400709 0.240 <5 <2 1.16 10 <0.5 0.36 90 <5 <1

L400710 0.310 5 <2 1.97 18 <0.5 0.27 95 <5 <1

L400711 0.240 <5 <2 1.02 6 <0.5 0.08 57 6 <1

L400712 0.250 <5 <2 1.87 30 <0.5 0.16 70 5 <1

L400713 0.445 <5 <2 2.13 133 <0.5 0.16 106 13 <1

L400714 0.260 <5 <2 2.12 17 <0.5 0.13 82 <5 <1

L400715 0.320 <5 <2 2.35 23 <0.5 0.17 126 <5 <1

L400716 0.265 <5 <2 1.77 14 <0.5 0.14 102 <5 <1

L400717 0.335 <5 <2 1.86 32 <0.5 0.23 124 <5 <1

L400718 0.315 5 <2 1.66 10 <0.5 0.55 127 8 <1

L400719 0.340 <5 <2 2.22 133 1.7 0.68 220 <5 <1

L400720 0.355 <5 <2 2.25 28 <0.5 0.23 118 <5 <1

L400721 0.230 7 <2 2.04 20 <0.5 0.28 135 <5 <1

L400722 0.250 <5 <2 1.83 13 <0.5 0.20 132 <5 <1

L400723 0.400 <5 <2 2.84 17 <0.5 0.16 182 6 <1

L400724 0.305 <5 <2 2.39 11 <0.5 0.17 157 <5 <1

L400725 0.350 <5 <2 2.56 24 <0.5 0.14 92 <5 <1

L400726 0.435 <5 <2 1.37 64 1.1 1.21 176 <5 1

L400727 0.385 <5 <2 2.45 9 <0.5 0.21 254 5 <1

L400728 0.355 <5 <2 2.42 12 <0.5 0.20 364 <5 <1

L400729 0.410 7 <2 2.66 18 <0.5 0.16 303 <5 <1

L400730 0.395 318 <2 2.42 560 <0.5 0.28 539 5 <1

L400731 0.340 <5 <2 2.79 37 <0.5 0.20 370 <5 <1

L400732 0.305 <5 <2 2.30 25 <0.5 0.18 154 6 <1

L400733 0.350 5 <2 2.48 20 <0.5 0.30 301 6 <1

L400734 0.260 <5 <2 1.28 25 <0.5 0.12 86 <5 <1

L400735 0.285 <5 <2 2.78 27 <0.5 0.17 105 <5 <1

L400736 0.355 <5 <2 2.35 52 <0.5 0.24 179 <5 <1

L400737 0.345 <5 <2 1.56 29 <0.5 0.13 140 8 <1

L400738 0.245 5 <2 1.99 54 <0.5 0.18 202 8 <1

L400739 0.400 <5 <2 1.56 13 <0.5 0.13 124 8 <1

L400740 0.330 6 <2 2.88 28 <0.5 0.28 138 6 <1

L400741 0.405 7 <2 2.91 45 <0.5 0.40 229 <5 <1

L400742 0.405 142 <2 2.95 44 <0.5 0.19 330 <5 <1

L400743 0.330 6 <2 2.65 36 <0.5 0.14 243 <5 <1

L400744 0.445 <5 <2 2.90 20 <0.5 0.19 321 <5 <1

L400745 0.345 <5 <2 3.71 16 <0.5 0.20 269 <5 1

L400746 0.310 <5 <2 2.10 23 <0.5 0.16 240 <5 <1

L400747 0.305 <5 <2 1.81 14 <0.5 0.16 127 <5 <1

L400748 0.310 <5 <2 2.89 17 <0.5 0.24 152 <5 <1

L400749 0.295 7 <2 2.66 14 <0.5 0.37 116 <5 <1

Element

Method

Det.Lim.

Units
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 
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L400750 0.320 <5 <2 2.87 17 <0.5 0.44 135 7 <1

L400751 0.240 <5 <2 3.41 29 <0.5 0.38 243 <5 <1

L400752 0.305 <5 <2 2.93 17 <0.5 0.35 215 7 <1

L400753 0.250 23 <2 2.50 15 <0.5 0.36 223 <5 <1

L400754 0.310 17 <2 2.70 25 <0.5 0.26 145 <5 <1

L400755 0.260 6 <2 2.74 21 <0.5 0.26 173 <5 <1

L400756 0.200 <5 <2 1.98 17 <0.5 0.17 136 <5 <1

L400757 0.290 6 <2 3.65 63 <0.5 0.27 191 <5 <1

L400758 0.290 7 <2 3.08 51 <0.5 0.32 205 <5 <1

L400759 0.240 6 <2 2.70 68 <0.5 0.38 391 <5 <1

L400760 0.180 10 <2 2.11 35 <0.5 0.20 186 9 <1

L400761 0.265 16 <2 3.02 51 <0.5 0.34 207 5 <1

L400762 0.220 17 <2 2.82 59 <0.5 0.33 212 5 <1

L400763 0.270 29 <2 2.81 56 <0.5 0.37 289 6 <1

L400764 0.335 60 <2 3.17 132 <0.5 0.51 615 <5 <1

L400765 0.310 72 <2 2.97 323 <0.5 0.35 448 <5 <1

L400766 0.260 <5 <2 3.13 33 <0.5 0.46 340 <5 <1

L400767 0.230 <5 <2 3.46 11 <0.5 0.20 242 <5 <1

L400768 0.235 <5 <2 2.68 8 <0.5 0.21 245 7 <1

L400769 0.220 <5 <2 2.32 15 <0.5 0.21 141 10 <1

L400770 0.160 <5 <2 2.71 12 <0.5 0.20 141 <5 <1

L400771 0.225 32 <2 1.28 38 <0.5 0.13 146 <5 <1

L400772 0.290 <5 <2 2.19 29 <0.5 0.31 167 <5 <1

L400773 0.205 <5 <2 0.77 11 <0.5 0.10 70 <5 <1

L400774 0.220 5 <2 2.80 59 <0.5 0.56 351 <5 3

L400775 0.250 <5 <2 1.73 37 <0.5 0.35 167 <5 1

L400776 0.300 <5 <2 2.99 18 <0.5 0.81 282 <5 <1

L400777 0.280 <5 <2 1.61 14 <0.5 0.24 153 <5 <1

L400778 0.305 10 <2 2.88 24 <0.5 0.30 268 5 <1

L400779 0.250 5 <2 3.25 19 <0.5 0.26 246 <5 <1

L400780 0.265 <5 <2 2.30 13 <0.5 0.30 299 5 <1

Element

Method

Det.Lim.

Units
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L400707 19 61 22.8 4.36 1 0.38 15.6 33 1.54 753

L400708 12 35 11.9 3.11 2 0.08 14.3 16 0.61 792

L400709 8 30 15.7 2.85 2 0.09 9.0 17 0.55 374

L400710 17 39 18.3 4.29 <1 0.07 9.4 22 0.65 915

L400711 4 17 13.8 2.29 <1 0.02 4.7 5 0.17 143

L400712 6 45 24.6 4.53 1 0.09 8.9 16 0.66 336

L400713 10 72 50.7 5.23 <1 0.19 13.6 17 0.85 735

L400714 7 36 25.8 4.08 1 0.08 9.4 17 0.61 317

L400715 11 38 22.8 4.04 <1 0.06 7.9 19 0.52 445

L400716 6 27 19.0 3.71 <1 0.03 8.0 11 0.35 253

L400717 9 44 30.5 3.56 <1 0.20 15.3 16 0.74 402

L400718 13 38 28.5 3.64 <1 0.16 14.5 20 0.88 520

L400719 31 88 31.3 4.58 <1 0.52 23.9 31 1.47 1010

L400720 12 38 23.6 4.11 <1 0.17 19.4 20 0.75 499

L400721 12 46 35.9 3.27 <1 0.13 17.8 15 0.76 433

L400722 6 26 18.4 3.34 <1 0.03 8.7 9 0.34 262

L400723 12 37 22.5 3.94 <1 0.05 8.6 15 0.60 376

L400724 11 36 25.2 3.42 <1 0.06 9.9 14 0.63 341

L400725 8 47 40.9 3.89 <1 0.17 10.2 29 1.13 221

L400726 14 61 150 4.79 <1 0.07 37.5 7 0.46 879

L400727 14 36 32.2 3.98 2 0.42 24.5 19 0.83 415

L400728 10 47 30.4 3.43 2 0.14 12.9 16 0.78 307

L400729 10 41 26.5 3.85 <1 0.15 14.6 17 0.71 362

L400730 12 62 48.0 4.55 <1 0.68 37.6 22 1.11 524

L400731 15 83 47.1 4.19 1 0.26 14.8 20 1.13 481

L400732 14 40 24.0 3.90 <1 0.09 12.6 16 0.65 596

L400733 11 43 30.0 4.21 <1 0.13 25.5 21 0.79 458

L400734 6 33 16.3 2.88 <1 0.11 8.3 8 0.53 274

L400735 12 45 24.6 4.33 <1 0.13 9.9 22 0.74 500

L400736 11 46 27.2 3.78 <1 0.20 20.1 19 0.77 500

L400737 6 29 18.0 3.07 <1 0.06 12.1 10 0.51 243

L400738 19 41 29.8 3.44 <1 0.11 14.9 11 0.56 1210

L400739 6 28 16.5 2.62 1 0.08 13.1 12 0.44 190

L400740 19 92 32.4 4.89 <1 0.67 12.7 44 1.72 872

L400741 21 56 43.0 5.11 2 0.69 20.6 41 1.25 1080

L400742 12 86 51.1 4.82 <1 0.28 16.7 25 1.19 426

L400743 13 70 54.4 5.68 1 0.38 18.4 28 0.96 559

L400744 10 60 35.2 4.22 1 0.23 13.9 22 0.92 363

L400745 16 58 57.6 5.22 <1 0.30 23.3 28 1.05 553

L400746 9 43 31.2 4.78 <1 0.25 12.8 21 0.75 401

L400747 5 29 24.2 3.29 <1 0.06 11.7 9 0.37 155

L400748 12 38 47.6 4.55 1 0.07 12.2 20 0.68 370

L400749 11 42 51.9 4.33 <1 0.07 12.0 18 0.67 409

Element

Method

Det.Lim.

Units
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L400750 13 45 61.5 4.16 <1 0.07 14.2 18 0.71 488

L400751 20 128 35.4 4.54 <1 0.78 17.4 36 1.80 620

L400752 16 55 33.7 4.86 <1 0.36 19.9 25 0.97 648

L400753 14 64 28.9 4.15 <1 0.30 22.3 27 1.03 603

L400754 10 46 24.6 4.12 2 0.10 15.7 20 0.79 407

L400755 13 49 25.5 4.04 <1 0.15 20.5 20 0.83 505

L400756 9 37 24.0 3.63 <1 0.08 12.5 12 0.55 438

L400757 13 60 36.5 4.14 1 0.21 19.8 20 0.97 479

L400758 11 55 35.8 4.04 <1 0.12 19.9 19 0.85 392

L400759 11 53 39.1 3.79 <1 0.13 22.0 23 0.84 425

L400760 8 35 29.7 3.20 1 0.12 28.1 14 0.51 316

L400761 13 56 36.2 4.03 <1 0.13 24.5 21 0.92 500

L400762 12 58 34.3 4.00 2 0.18 20.8 23 0.96 454

L400763 11 56 42.7 4.04 <1 0.24 25.1 26 0.99 547

L400764 15 94 86.2 4.59 <1 0.57 35.0 22 1.47 618

L400765 14 80 74.5 4.34 <1 0.48 39.4 24 1.11 576

L400766 15 68 52.8 4.70 <1 0.58 43.4 42 1.15 624

L400767 17 61 43.2 5.08 <1 0.73 21.8 35 1.26 787

L400768 15 46 44.6 3.86 <1 0.61 21.8 27 1.02 664

L400769 9 38 28.0 3.35 1 0.07 13.5 13 0.59 324

L400770 8 37 19.4 4.26 2 0.05 12.2 16 0.50 326

L400771 2 24 37.5 3.40 <1 0.14 15.1 6 0.40 192

L400772 8 35 52.9 3.47 <1 0.08 15.2 15 0.67 345

L400773 3 17 27.3 1.98 <1 0.05 7.5 2 0.12 173

L400774 17 67 143 5.24 2 0.18 26.7 21 0.94 1050

L400775 12 34 62.6 3.35 <1 0.12 20.3 13 0.57 705

L400776 22 151 45.9 3.93 <1 0.62 45.4 47 2.07 954

L400777 7 34 22.7 3.16 1 0.11 16.6 11 0.52 372

L400778 13 67 39.6 3.98 1 0.23 15.6 22 0.99 373

L400779 15 61 47.3 4.28 <1 0.27 20.3 23 0.98 487

L400780 13 51 33.3 3.66 <1 0.47 22.6 22 0.91 451

Element

Method

Det.Lim.

Units
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L400707 <1 0.03 38 0.12 10 <0.01 <5 3.8 <10 31.7

L400708 4 0.02 21 0.06 12 0.03 <5 2.7 <10 19.1

L400709 2 0.02 18 0.06 10 0.03 6 2.2 <10 19.3

L400710 3 0.02 37 0.07 21 <0.01 <5 3.3 <10 16.5

L400711 <1 0.02 8 0.03 11 0.02 <5 1.1 <10 8.3

L400712 3 0.02 22 0.04 13 0.01 6 3.4 <10 12.6

L400713 4 0.02 51 0.07 105 0.05 <5 5.9 <10 13.0

L400714 2 0.02 20 0.04 18 0.04 <5 3.4 <10 13.1

L400715 1 0.02 25 0.04 12 0.01 <5 3.5 <10 13.9

L400716 1 0.02 15 0.04 17 0.02 <5 2.0 <10 13.0

L400717 2 0.02 27 0.05 9 0.01 <5 3.6 <10 15.6

L400718 1 0.03 28 0.10 6 <0.01 <5 4.8 <10 25.1

L400719 2 0.03 71 0.11 20 <0.01 <5 8.5 <10 28.5

L400720 2 0.02 27 0.05 9 <0.01 <5 4.0 <10 15.7

L400721 <1 0.02 35 0.06 10 <0.01 <5 4.2 <10 17.0

L400722 3 0.02 15 0.03 14 0.01 <5 2.5 <10 21.3

L400723 <1 0.02 30 0.03 27 <0.01 <5 4.2 <10 14.1

L400724 <1 0.02 27 0.03 9 <0.01 <5 3.8 <10 15.5

L400725 2 0.02 29 0.03 6 0.03 <5 3.0 <10 17.8

L400726 11 0.02 130 0.58 21 0.02 <5 10.6 <10 32.4

L400727 <1 0.02 35 0.05 8 <0.01 <5 4.5 <10 14.5

L400728 <1 0.02 28 0.05 10 0.03 <5 4.4 <10 18.3

L400729 <1 0.02 25 0.04 12 <0.01 <5 4.8 <10 15.8

L400730 2 0.02 35 0.08 13 0.11 <5 5.7 <10 25.1

L400731 2 0.02 47 0.07 9 0.05 <5 4.5 <10 16.6

L400732 2 0.02 23 0.07 6 <0.01 <5 3.8 <10 14.5

L400733 1 0.02 26 0.07 10 <0.01 <5 5.1 <10 22.6

L400734 2 0.02 19 0.03 6 <0.01 <5 2.0 <10 11.1

L400735 1 0.02 26 0.05 9 <0.01 <5 3.8 <10 12.2

L400736 <1 0.02 30 0.06 9 <0.01 <5 4.7 <10 16.1

L400737 2 0.02 16 0.03 10 <0.01 <5 2.9 <10 13.4

L400738 1 0.02 26 0.05 14 0.01 <5 3.8 <10 16.3

L400739 1 0.02 15 0.04 8 <0.01 <5 2.2 <10 12.9

L400740 2 0.02 58 0.07 11 <0.01 9 5.5 <10 15.6

L400741 2 0.02 45 0.13 19 <0.01 <5 5.0 <10 22.1

L400742 3 0.02 59 0.04 6 0.01 <5 5.1 <10 17.3

L400743 5 0.02 55 0.04 16 0.01 <5 5.2 <10 16.5

L400744 2 0.02 33 0.03 20 0.03 <5 4.2 <10 20.6

L400745 2 0.02 47 0.06 43 0.02 <5 5.3 <10 19.4

L400746 2 0.02 28 0.06 13 0.04 <5 3.3 <10 15.5

L400747 2 0.02 13 0.04 12 0.04 <5 2.9 <10 21.3

L400748 1 0.03 29 0.06 8 0.06 <5 4.2 <10 27.7

L400749 4 0.02 35 0.09 7 0.01 <5 4.3 <10 28.0

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Mo

ICP14B

1

ppm

Na

ICP14B

0.01

%

Ni

ICP14B

1

ppm

P

ICP14B

0.01

%

Pb

ICP14B

2

ppm

S

ICP14B

0.01

%

Sb

ICP14B

5

ppm

Sc

ICP14B

0.5

ppm

Sn

ICP14B

10

ppm

Sr

ICP14B

0.5

ppm

L400750 4 0.02 39 0.11 10 0.01 <5 4.8 <10 31.7

L400751 <1 0.02 77 0.09 6 <0.01 <5 5.4 <10 17.2

L400752 2 0.03 33 0.05 12 <0.01 <5 8.2 <10 21.2

L400753 <1 0.03 35 0.07 17 <0.01 <5 5.0 <10 24.4

L400754 1 0.03 26 0.04 10 <0.01 <5 4.7 <10 20.5

L400755 1 0.02 28 0.05 18 <0.01 <5 5.8 <10 18.6

L400756 2 0.03 20 0.05 13 <0.01 <5 3.4 <10 16.3

L400757 1 0.02 36 0.05 8 <0.01 <5 6.7 <10 18.8

L400758 <1 0.02 36 0.05 9 <0.01 <5 6.5 <10 23.0

L400759 1 0.03 41 0.06 10 <0.01 <5 6.3 <10 25.4

L400760 1 0.03 21 0.06 9 0.01 <5 4.0 <10 18.3

L400761 1 0.03 34 0.06 10 <0.01 <5 6.9 <10 24.0

L400762 2 0.03 33 0.06 9 <0.01 <5 5.8 <10 22.8

L400763 2 0.03 37 0.06 6 <0.01 <5 6.5 <10 25.5

L400764 4 0.03 61 0.10 7 0.03 6 9.9 <10 35.9

L400765 3 0.03 62 0.11 10 0.09 5 6.8 <10 32.5

L400766 2 0.03 47 0.07 22 0.02 <5 9.1 <10 31.0

L400767 2 0.02 44 0.06 43 0.02 <5 5.4 <10 17.1

L400768 <1 0.02 36 0.07 9 0.03 <5 3.8 <10 15.7

L400769 2 0.03 20 0.06 10 0.04 <5 3.6 <10 23.0

L400770 2 0.02 19 0.05 10 <0.01 7 3.9 <10 20.0

L400771 4 0.03 14 0.06 16 0.17 <5 2.2 <10 30.2

L400772 3 0.02 27 0.10 10 0.03 <5 3.6 <10 24.7

L400773 3 0.02 9 0.05 7 0.03 <5 1.4 <10 14.1

L400774 16 0.03 64 0.28 19 0.09 <5 4.8 <10 52.1

L400775 6 0.03 39 0.14 11 0.06 <5 3.0 <10 30.1

L400776 <1 0.05 97 0.10 6 <0.01 <5 7.9 <10 35.2

L400777 1 0.03 19 0.07 8 <0.01 <5 2.3 <10 19.9

L400778 2 0.03 48 0.06 8 <0.01 6 5.2 <10 19.9

L400779 2 0.02 45 0.05 10 <0.01 <5 5.6 <10 21.4

L400780 2 0.03 32 0.05 16 0.01 <5 4.4 <10 26.1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L400707 0.20 102 <10 9.4 103 3.4

L400708 0.11 80 <10 6.0 73 2.2

L400709 0.12 75 <10 4.7 67 2.7

L400710 0.16 99 <10 4.5 82 4.1

L400711 0.08 65 <10 1.5 29 1.3

L400712 0.19 144 <10 5.5 77 4.2

L400713 0.14 150 <10 11.5 316 2.4

L400714 0.14 102 <10 3.2 64 3.4

L400715 0.12 98 <10 3.4 69 5.4

L400716 0.10 96 <10 2.5 59 2.2

L400717 0.14 94 <10 11.0 82 2.4

L400718 0.13 85 <10 8.9 78 5.9

L400719 0.09 99 <10 14.1 117 5.6

L400720 0.15 90 <10 9.1 77 4.2

L400721 0.13 87 <10 11.4 106 6.0

L400722 0.09 88 <10 3.0 52 4.3

L400723 0.11 91 <10 4.2 65 7.2

L400724 0.10 78 <10 3.5 55 8.0

L400725 0.12 92 <10 3.6 73 3.7

L400726 0.03 298 <10 36.8 377 2.9

L400727 0.16 55 <10 9.6 78 5.7

L400728 0.12 89 <10 4.9 75 8.5

L400729 0.13 78 <10 5.3 71 6.8

L400730 0.16 91 <10 12.9 128 3.8

L400731 0.15 128 <10 6.0 123 2.9

L400732 0.11 86 <10 5.6 74 2.5

L400733 0.14 94 <10 17.5 70 1.9

L400734 0.14 92 <10 3.5 58 1.4

L400735 0.14 86 <10 4.2 71 4.0

L400736 0.14 86 <10 10.5 86 4.1

L400737 0.13 85 <10 4.8 58 2.2

L400738 0.11 86 <10 7.8 77 2.3

L400739 0.10 64 <10 5.0 46 1.6

L400740 0.21 101 <10 7.2 141 4.1

L400741 0.20 110 <10 9.1 155 3.8

L400742 0.19 142 <10 8.0 144 4.4

L400743 0.16 107 <10 7.8 177 4.7

L400744 0.18 98 <10 6.8 109 4.7

L400745 0.17 107 <10 8.0 164 5.4

L400746 0.16 110 <10 4.8 80 4.0

L400747 0.13 99 <10 3.5 45 1.7

L400748 0.15 89 <10 4.8 68 5.7

L400749 0.17 106 <10 6.2 91 8.0

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B
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ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L400750 0.17 105 <10 7.9 94 7.5

L400751 0.25 109 <10 6.5 125 2.5

L400752 0.20 102 <10 12.7 102 3.5

L400753 0.17 96 <10 10.5 88 2.0

L400754 0.17 98 <10 6.0 69 2.9

L400755 0.17 95 <10 8.9 70 3.3

L400756 0.14 97 <10 5.1 63 2.1

L400757 0.18 107 <10 9.3 84 10.5

L400758 0.17 105 <10 9.9 83 4.4

L400759 0.15 100 <10 12.1 80 2.2

L400760 0.11 74 <10 16.8 57 1.6

L400761 0.17 99 <10 11.6 82 7.8

L400762 0.18 100 <10 8.7 81 2.8

L400763 0.19 101 <10 9.9 92 5.2

L400764 0.20 141 <10 13.5 150 5.7

L400765 0.14 125 <10 12.5 172 3.6

L400766 0.20 92 <10 19.6 144 5.3

L400767 0.23 97 <10 7.2 183 4.0

L400768 0.19 76 <10 7.1 77 2.9

L400769 0.12 84 <10 4.7 50 2.3

L400770 0.15 102 <10 4.0 55 7.4

L400771 0.16 114 <10 3.5 50 2.0

L400772 0.11 86 <10 9.4 81 1.6

L400773 0.09 76 <10 2.6 39 1.2

L400774 0.15 220 <10 15.3 381 1.9

L400775 0.10 108 <10 9.2 232 1.3

L400776 0.21 81 <10 12.7 127 3.9

L400777 0.12 87 <10 7.7 66 1.4

L400778 0.18 111 <10 7.7 110 3.6

L400779 0.17 113 <10 7.6 109 7.1

L400780 0.19 71 <10 8.4 104 3.1

Element

Method

Det.Lim.

Units
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