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L400292 0.280 7 <2 2.45 34 1.2 0.43 221 <5 1

L400293 0.046 10 <2 2.39 4 <0.5 0.59 280 <5 <1

L400294 0.440 <5 <2 2.53 5 0.5 0.50 189 <5 <1

L400295 0.560 <5 <2 2.12 <3 <0.5 0.62 261 <5 <1

L400296 0.430 <5 <2 3.27 7 <0.5 0.52 384 <5 1

L400297 0.355 7 <2 2.63 7 <0.5 0.58 301 <5 1

L400298 0.400 <5 <2 2.36 4 <0.5 0.77 296 <5 <1

L400299 0.415 <5 <2 2.65 4 <0.5 0.61 309 <5 <1

L400300 0.215 8 <2 0.08 <3 <0.5 >15.0 20 <5 <1

L400301 0.350 9 <2 3.16 51 <0.5 0.27 153 <5 1

L400302 0.450 12 <2 3.55 49 0.5 0.26 177 <5 1

L400303 0.490 14 <2 3.43 50 0.6 0.28 235 <5 1

L400304 0.380 11 <2 3.05 46 0.5 0.27 233 <5 1

L400305 0.360 <5 <2 4.31 31 0.7 0.29 377 <5 2

L400306 0.360 13 <2 3.34 36 0.6 0.31 236 <5 1

L400307 0.420 7 <2 2.52 52 0.6 0.28 254 <5 1

L400308 0.440 15 <2 2.37 63 0.5 0.24 151 <5 <1

L400309 0.325 5 <2 2.69 9 <0.5 0.38 216 <5 1

L400310 0.425 6 <2 3.11 7 <0.5 0.36 200 <5 <1

L400311 0.425 <5 <2 3.00 <3 <0.5 0.50 304 <5 1

L400312 0.415 <5 <2 3.01 10 <0.5 0.27 182 <5 1

L400313 0.655 162 <2 2.67 405 <0.5 0.41 260 <5 <1

L400314 0.320 7 <2 1.53 118 <0.5 0.21 143 <5 <1

L400315 0.420 14 <2 3.21 65 0.7 0.36 372 <5 1

L400316 0.570 7 <2 2.68 37 0.5 0.29 256 <5 1

L400317 0.410 6 <2 2.52 63 <0.5 0.35 209 <5 1

L400318 0.510 7 <2 2.44 49 0.6 0.47 328 <5 <1

L400319 0.590 87 <2 2.71 278 0.5 0.52 325 <5 1

L400320 0.755 94 <2 2.92 165 0.6 0.38 244 <5 1

L400321 0.580 69 <2 2.53 184 0.6 0.47 208 <5 1

L400322 0.545 28 <2 2.04 63 <0.5 0.41 185 <5 <1

L400323 0.670 7 <2 2.57 13 0.5 0.40 190 <5 <1

L400324 0.685 7 <2 2.41 19 <0.5 0.42 163 <5 <1

L400325 0.605 32 <2 2.81 74 <0.5 0.29 173 <5 1

L400326 0.230 9 <2 2.12 28 <0.5 0.17 152 <5 <1

L400327 0.460 14 <2 2.66 58 <0.5 0.28 148 <5 1

L400328 0.655 31 <2 2.31 110 0.5 0.44 249 <5 <1

L400329 0.290 15 <2 1.73 54 <0.5 0.16 129 <5 <1

L400330 0.435 41 <2 2.80 82 <0.5 0.24 179 <5 1

L400331 0.380 17 <2 2.65 112 0.6 0.30 186 <5 1

L400332 0.630 54 <2 2.52 412 0.6 0.36 221 <5 <1

L400333 0.755 22 <2 2.83 140 0.7 0.36 227 <5 1

L400334 0.310 8 <2 2.68 37 0.6 0.24 203 <5 1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400335 0.415 17 <2 3.36 148 1.1 0.30 283 <5 1

L400336 0.410 15 <2 3.84 151 1.0 0.30 352 <5 1

L400337 0.280 9 <2 1.53 68 <0.5 0.16 147 <5 <1

L400338 0.515 6 <2 2.68 35 0.7 0.28 147 <5 1

L400339 0.360 11 <2 2.87 5 <0.5 0.46 214 <5 <1

L400340 0.755 6 <2 2.66 8 0.5 0.73 213 <5 1

L400341 0.480 8 <2 2.29 6 <0.5 0.57 275 <5 <1

L400342 0.495 <5 <2 3.32 8 <0.5 0.45 348 <5 1

L400343 0.640 5 <2 2.38 4 <0.5 0.63 319 <5 <1

L400344 0.450 <5 <2 2.09 3 <0.5 0.59 335 <5 <1

L400345 0.550 6 <2 2.63 5 <0.5 0.44 239 <5 <1

L400346 0.660 7 <2 2.24 7 <0.5 0.43 236 <5 <1

L400347 0.525 9 <2 2.52 9 <0.5 0.32 199 <5 <1

L400348 0.640 6 <2 2.37 8 0.5 0.42 176 <5 <1

L400349 0.425 6 <2 2.32 12 0.5 0.44 173 <5 1

L400350 0.490 7 <2 2.28 11 0.5 0.46 182 <5 1

L400351 0.430 10 <2 4.22 51 0.7 0.49 493 <5 2

L400352 0.495 38 <2 3.91 144 0.7 0.25 230 <5 2

L400353 0.440 73 <2 3.05 315 0.7 0.39 240 <5 1

L400354 0.515 31 <2 2.84 143 0.7 0.45 209 <5 1

L400355 0.385 8 <2 3.02 18 0.7 0.33 199 <5 1

L400356 0.480 10 <2 2.82 23 0.9 0.33 209 <5 <1

L400357 0.320 10 <2 2.50 98 <0.5 0.24 142 <5 1

L400358 0.600 26 <2 2.88 167 0.7 0.27 170 <5 1

L400359 0.400 9 <2 2.76 52 1.0 0.45 313 <5 1

L400360 0.460 7 <2 2.78 16 0.7 0.30 218 <5 <1

L400361 0.475 10 <2 2.70 28 0.9 0.43 243 <5 1

L400362 0.490 21 <2 2.49 43 1.3 0.51 323 <5 1

L400363 0.360 6 <2 2.65 4 0.5 0.62 248 <5 <1

L400364 0.360 <5 <2 3.26 7 0.6 0.47 208 <5 1

L400365 0.415 7 <2 2.80 4 <0.5 0.63 390 <5 <1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400292 21 78 34.4 4.19 <1 0.53 18.5 32 1.37 735

L400293 17 38 41.7 3.75 <1 0.24 13.3 24 1.38 439

L400294 14 43 41.0 3.54 <1 0.06 15.1 22 1.16 315

L400295 19 40 52.3 3.48 <1 0.38 11.8 21 1.51 427

L400296 21 45 54.5 4.64 <1 0.30 9.1 25 1.38 505

L400297 19 41 50.5 3.99 <1 0.39 11.8 25 1.54 425

L400298 25 56 53.0 3.61 <1 0.60 9.5 25 1.84 474

L400299 23 57 42.0 3.68 <1 0.43 7.9 17 1.66 417

L400300 <1 2 <0.5 0.46 <1 0.05 <0.5 2 13.6 202

L400301 17 75 56.1 3.96 <1 0.18 10.6 22 1.16 347

L400302 19 84 77.1 4.13 <1 0.17 11.0 20 1.11 402

L400303 17 71 56.0 4.10 <1 0.18 13.8 18 1.01 418

L400304 15 73 41.7 4.21 <1 0.27 18.5 20 1.04 358

L400305 24 107 49.1 6.52 <1 1.77 68.3 21 1.86 731

L400306 16 74 40.8 4.23 <1 0.26 12.8 18 1.11 373

L400307 12 61 40.8 3.84 <1 0.18 21.2 17 0.80 353

L400308 10 50 27.2 3.56 <1 0.08 14.9 15 0.73 306

L400309 17 40 34.1 3.77 <1 0.08 12.1 20 0.90 453

L400310 18 38 32.1 3.95 <1 0.21 8.6 22 1.20 413

L400311 23 34 32.6 4.15 <1 0.69 6.5 23 1.89 492

L400312 15 45 46.9 4.21 <1 0.17 8.7 23 1.05 298

L400313 20 36 32.0 3.93 <1 0.34 7.2 19 1.41 448

L400314 11 38 21.8 3.06 <1 0.12 5.7 9 0.67 378

L400315 16 55 56.1 4.34 <1 0.17 21.8 24 1.09 439

L400316 12 42 31.4 3.89 <1 0.10 11.3 20 0.78 324

L400317 19 36 28.0 3.90 <1 0.22 4.4 22 1.33 426

L400318 16 50 43.7 3.66 <1 0.16 11.7 18 1.14 416

L400319 18 43 39.7 4.03 <1 0.25 9.3 19 1.31 400

L400320 14 52 66.0 3.82 <1 0.10 11.4 18 0.88 307

L400321 15 52 44.4 3.57 <1 0.09 13.2 18 0.88 436

L400322 12 53 66.3 2.92 <1 0.06 11.2 17 0.76 288

L400323 14 56 60.2 3.28 <1 0.09 13.3 19 0.91 327

L400324 14 69 87.4 3.09 <1 0.05 10.4 19 0.90 362

L400325 18 81 65.4 3.88 <1 0.17 9.7 20 1.08 443

L400326 15 54 39.0 2.91 <1 0.08 8.3 14 0.56 513

L400327 16 79 39.4 3.73 <1 0.29 12.1 23 1.19 361

L400328 13 70 115 3.41 <1 0.16 22.5 21 1.03 346

L400329 8 30 24.3 2.14 <1 0.06 9.3 7 0.28 332

L400330 12 59 35.3 4.07 <1 0.12 11.0 18 0.74 309

L400331 14 64 44.0 3.64 <1 0.15 20.1 15 0.84 351

L400332 14 62 37.1 3.55 <1 0.15 19.7 17 0.86 365

L400333 13 63 63.9 3.80 <1 0.17 19.3 18 0.96 384

L400334 14 50 30.1 3.95 <1 0.11 13.1 15 0.77 380

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400335 17 63 45.9 4.35 <1 0.13 20.2 21 0.85 509

L400336 15 74 55.5 5.27 <1 0.16 23.4 27 0.95 509

L400337 7 40 29.9 2.99 <1 0.12 10.7 8 0.44 263

L400338 15 55 29.1 4.34 <1 0.09 14.3 21 0.81 481

L400339 14 39 32.5 3.57 <1 0.10 12.1 24 1.14 261

L400340 18 52 58.5 3.98 <1 0.21 11.9 26 1.24 413

L400341 16 39 48.5 3.59 <1 0.32 18.7 20 1.32 366

L400342 17 43 50.7 4.18 <1 0.20 10.9 22 1.13 313

L400343 19 38 48.2 3.70 <1 0.40 11.0 22 1.49 445

L400344 18 43 42.1 3.28 <1 0.36 8.3 22 1.38 376

L400345 17 42 37.8 3.40 <1 0.31 5.3 15 1.37 312

L400346 17 48 50.2 3.07 <1 0.15 8.1 15 1.08 355

L400347 18 89 70.9 3.12 <1 0.09 8.9 17 1.32 288

L400348 17 66 86.9 3.30 <1 0.09 14.1 17 0.93 346

L400349 18 54 76.6 3.29 <1 0.07 10.7 19 0.82 396

L400350 17 54 75.8 3.32 <1 0.07 11.3 18 0.82 400

L400351 47 158 70.8 5.89 <1 1.48 57.9 27 2.33 842

L400352 22 99 48.3 4.87 <1 0.30 16.9 23 1.21 406

L400353 18 71 40.8 4.04 <1 0.12 16.3 20 1.00 465

L400354 19 92 109 3.94 <1 0.33 19.3 24 1.25 541

L400355 13 50 28.6 3.91 <1 0.12 16.8 21 0.78 339

L400356 12 57 41.1 3.50 <1 0.13 31.8 20 0.86 326

L400357 10 42 32.4 4.22 <1 0.06 9.5 19 0.61 256

L400358 12 58 40.4 3.79 <1 0.11 12.7 18 0.75 327

L400359 15 81 206 4.01 <1 0.25 35.2 26 0.99 405

L400360 14 47 34.7 3.84 <1 0.19 29.9 18 0.75 300

L400361 15 56 34.6 3.90 <1 0.15 24.7 19 0.90 477

L400362 23 75 39.2 4.74 <1 0.65 34.8 27 1.29 740

L400363 19 35 34.5 3.79 <1 0.16 13.9 22 1.46 483

L400364 18 42 35.3 4.49 <1 0.16 10.5 28 1.31 378

L400365 22 36 39.2 3.99 <1 0.45 8.9 23 1.80 429

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400292 <1 0.03 48 0.08 6 <0.01 <5 5.5 <10 20.5

L400293 <1 0.04 20 0.06 3 <0.01 <5 5.7 <10 39.3

L400294 <1 0.03 20 0.04 3 <0.01 <5 6.7 <10 35.7

L400295 <1 0.04 17 0.07 <2 <0.01 <5 5.0 <10 38.4

L400296 <1 0.03 23 0.06 2 <0.01 <5 6.2 <10 32.5

L400297 <1 0.04 19 0.06 2 <0.01 <5 6.2 <10 37.2

L400298 <1 0.06 27 0.10 <2 <0.01 <5 5.4 <10 41.5

L400299 <1 0.05 23 0.09 <2 <0.01 <5 4.9 <10 32.4

L400300 <1 0.01 2 0.04 <2 <0.01 <5 <0.5 <10 48.1

L400301 <1 0.02 56 0.03 7 <0.01 <5 5.4 <10 19.3

L400302 <1 0.02 67 0.04 8 <0.01 <5 5.5 <10 19.5

L400303 <1 0.02 50 0.05 7 <0.01 <5 6.2 <10 21.0

L400304 <1 0.02 42 0.04 11 <0.01 <5 5.7 <10 23.5

L400305 <1 0.02 57 0.07 3 <0.01 <5 10.1 <10 23.7

L400306 <1 0.02 46 0.06 7 <0.01 <5 5.5 <10 21.5

L400307 1 0.02 34 0.06 9 <0.01 <5 5.0 <10 24.4

L400308 1 0.02 23 0.04 8 <0.01 <5 4.8 <10 18.5

L400309 <1 0.03 22 0.05 4 0.01 <5 4.8 <10 28.6

L400310 <1 0.03 23 0.05 3 <0.01 <5 4.6 <10 24.9

L400311 <1 0.04 18 0.09 <2 <0.01 <5 3.6 <10 28.5

L400312 <1 0.02 22 0.04 5 <0.01 <5 4.8 <10 20.3

L400313 <1 0.03 17 0.06 3 <0.01 <5 5.0 <10 24.4

L400314 1 0.03 14 0.05 7 0.02 <5 2.5 <10 16.6

L400315 <1 0.03 25 0.03 5 <0.01 <5 11.2 <10 33.0

L400316 <1 0.02 23 0.03 7 <0.01 <5 5.1 <10 22.3

L400317 <1 0.03 15 0.06 3 <0.01 <5 3.6 <10 19.0

L400318 <1 0.03 22 0.04 3 <0.01 <5 6.5 <10 33.8

L400319 <1 0.03 18 0.06 3 <0.01 <5 6.5 <10 33.2

L400320 <1 0.03 28 0.05 17 <0.01 <5 6.3 <10 24.6

L400321 <1 0.03 27 0.07 15 <0.01 <5 6.5 <10 27.1

L400322 <1 0.03 28 0.05 17 <0.01 <5 5.1 <10 22.6

L400323 <1 0.03 35 0.06 8 <0.01 <5 5.3 <10 23.6

L400324 <1 0.03 49 0.04 17 <0.01 <5 5.4 <10 26.0

L400325 1 0.02 63 0.04 9 <0.01 <5 4.7 <10 19.5

L400326 2 0.03 45 0.04 13 0.01 <5 3.2 <10 15.9

L400327 <1 0.02 50 0.05 6 0.01 <5 4.8 <10 17.3

L400328 <1 0.03 57 0.04 26 <0.01 <5 7.3 <10 31.8

L400329 1 0.03 16 0.04 11 0.02 <5 2.6 <10 17.5

L400330 2 0.02 33 0.04 12 <0.01 <5 4.8 <10 20.7

L400331 1 0.02 36 0.05 9 <0.01 <5 5.7 <10 23.2

L400332 <1 0.03 38 0.06 28 0.02 <5 6.1 <10 25.3

L400333 <1 0.02 37 0.05 17 <0.01 <5 6.1 <10 24.8

L400334 2 0.02 29 0.06 10 0.01 <5 4.5 <10 19.2

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 
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Mo
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1

ppm

Na
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0.01

%

Ni

ICP14B

1

ppm

P

ICP14B

0.01

%

Pb

ICP14B

2

ppm

S

ICP14B

0.01

%

Sb

ICP14B

5

ppm

Sc

ICP14B

0.5

ppm

Sn

ICP14B

10

ppm

Sr

ICP14B

0.5

ppm

L400335 2 0.02 41 0.06 11 <0.01 <5 6.9 <10 23.3

L400336 2 0.02 48 0.05 12 0.01 <5 7.5 <10 26.4

L400337 2 0.02 18 0.06 10 0.03 <5 2.7 <10 16.1

L400338 <1 0.02 33 0.05 10 <0.01 <5 4.8 <10 18.5

L400339 <1 0.03 21 0.06 4 <0.01 <5 5.2 <10 29.2

L400340 <1 0.04 24 0.06 3 <0.01 <5 8.3 <10 41.2

L400341 <1 0.04 19 0.07 3 <0.01 <5 5.1 <10 35.3

L400342 <1 0.03 23 0.06 4 <0.01 <5 6.3 <10 29.1

L400343 <1 0.05 17 0.06 <2 <0.01 <5 5.4 <10 34.4

L400344 <1 0.04 19 0.08 <2 <0.01 <5 4.0 <10 32.3

L400345 <1 0.04 19 0.07 <2 <0.01 <5 3.9 <10 22.1

L400346 <1 0.04 24 0.06 5 <0.01 <5 4.6 <10 25.7

L400347 <1 0.03 53 0.04 6 <0.01 <5 4.7 <10 17.3

L400348 <1 0.03 31 0.04 13 <0.01 <5 6.0 <10 22.5

L400349 <1 0.04 31 0.03 33 <0.01 <5 5.4 <10 24.6

L400350 <1 0.04 30 0.03 35 <0.01 <5 5.6 <10 25.8

L400351 <1 0.03 100 0.05 6 <0.01 <5 15.7 <10 33.5

L400352 <1 0.02 61 0.04 19 0.01 <5 7.2 <10 18.4

L400353 <1 0.03 46 0.04 13 <0.01 <5 7.1 <10 27.7

L400354 <1 0.03 49 0.06 26 <0.01 <5 6.3 <10 29.7

L400355 <1 0.03 31 0.06 7 <0.01 <5 5.0 <10 25.3

L400356 <1 0.03 32 0.04 8 <0.01 <5 6.5 <10 22.5

L400357 1 0.02 25 0.04 18 0.01 <5 3.8 <10 20.4

L400358 2 0.03 27 0.06 37 0.02 <5 5.3 <10 21.3

L400359 <1 0.03 55 0.05 65 <0.01 <5 8.9 <10 31.1

L400360 1 0.03 31 0.04 8 <0.01 <5 7.2 <10 23.7

L400361 <1 0.03 37 0.06 7 <0.01 <5 7.3 <10 28.1

L400362 2 0.03 40 0.09 5 0.02 <5 8.1 <10 23.9

L400363 <1 0.04 18 0.05 <2 <0.01 <5 5.0 <10 40.3

L400364 <1 0.03 21 0.07 3 <0.01 <5 5.1 <10 30.8

L400365 <1 0.05 18 0.07 <2 <0.01 <5 4.8 <10 44.0

Element

Method

Det.Lim.

Units
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L400292 0.20 77 <10 9.2 91 4.0

L400293 0.23 91 <10 6.4 67 7.4

L400294 0.21 83 <10 6.5 54 7.5

L400295 0.23 88 <10 4.8 62 8.5

L400296 0.20 109 <10 4.2 69 2.6

L400297 0.24 98 <10 5.4 65 4.8

L400298 0.24 91 <10 3.7 59 6.1

L400299 0.23 94 <10 2.9 54 2.6

L400300 <0.01 2 <10 1.0 10 <0.5

L400301 0.18 76 <10 3.9 56 7.8

L400302 0.17 83 <10 4.3 58 6.9

L400303 0.17 90 <10 5.5 64 7.8

L400304 0.19 89 <10 6.6 62 3.9

L400305 0.36 89 <10 19.9 90 3.2

L400306 0.17 83 <10 5.1 64 3.0

L400307 0.15 97 <10 8.4 74 1.9

L400308 0.17 95 <10 6.1 65 4.5

L400309 0.18 92 <10 4.6 61 3.1

L400310 0.20 94 <10 3.5 60 5.0

L400311 0.28 104 <10 2.1 77 4.1

L400312 0.20 108 <10 3.2 63 4.1

L400313 0.19 94 <10 3.2 59 3.6

L400314 0.15 86 <10 2.1 46 3.3

L400315 0.18 100 <10 10.0 58 8.8

L400316 0.14 90 <10 4.4 55 3.7

L400317 0.19 97 <10 1.8 58 2.2

L400318 0.18 88 <10 6.9 52 4.8

L400319 0.17 97 <10 5.7 60 3.6

L400320 0.16 86 <10 6.1 83 4.5

L400321 0.14 80 <10 7.4 65 2.7

L400322 0.15 73 <10 6.3 52 2.9

L400323 0.16 76 <10 7.6 49 3.3

L400324 0.13 72 <10 7.3 45 2.6

L400325 0.15 78 <10 4.2 67 2.6

L400326 0.11 65 <10 3.9 47 2.3

L400327 0.18 68 <10 4.4 58 3.1

L400328 0.17 75 <10 14.2 63 4.3

L400329 0.08 41 <10 3.9 37 1.2

L400330 0.17 103 <10 4.0 75 2.7

L400331 0.15 78 <10 6.8 65 2.5

L400332 0.14 77 <10 8.1 71 3.7

L400333 0.18 88 <10 8.5 79 5.4

L400334 0.16 91 <10 5.3 73 3.7

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L400335 0.15 100 <10 10.3 98 5.0

L400336 0.15 121 <10 10.3 107 6.5

L400337 0.12 85 <10 5.0 59 1.7

L400338 0.17 90 <10 7.3 63 2.7

L400339 0.21 83 <10 6.1 61 4.3

L400340 0.22 99 <10 8.8 64 12.3

L400341 0.24 92 <10 4.9 63 7.3

L400342 0.19 101 <10 6.5 56 2.7

L400343 0.22 91 <10 5.2 58 4.3

L400344 0.21 81 <10 3.5 53 4.0

L400345 0.20 84 <10 2.7 50 3.0

L400346 0.17 80 <10 5.0 46 2.8

L400347 0.17 82 <10 4.4 43 2.9

L400348 0.19 81 <10 9.0 50 4.0

L400349 0.19 78 <10 6.8 51 4.1

L400350 0.20 79 <10 7.3 52 4.4

L400351 0.23 93 <10 25.3 76 7.5

L400352 0.19 103 <10 6.5 88 5.8

L400353 0.19 92 <10 8.4 71 5.2

L400354 0.20 93 <10 9.1 82 3.2

L400355 0.18 92 <10 7.3 65 4.5

L400356 0.19 91 <10 11.7 66 5.9

L400357 0.16 103 <10 3.5 52 3.4

L400358 0.15 103 <10 5.9 80 4.2

L400359 0.19 92 <10 18.5 93 9.0

L400360 0.17 76 <10 12.9 57 6.0

L400361 0.20 84 <10 12.2 64 7.8

L400362 0.24 114 <10 14.3 106 4.0

L400363 0.26 93 <10 5.1 62 5.0

L400364 0.24 107 <10 4.5 64 3.4

L400365 0.26 106 <10 3.5 64 4.2

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 
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