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M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

= Composition of this sample makes detection impossible by this method

= Insufficient Sample

= No result
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= Not applicable
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Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests
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liability, indemnification and jurisdiction issues defined therein.
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 
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L400440 0.410 6 <2 2.19 6 <0.5 0.58 233 <5 <1

L400441 0.325 7 <2 2.55 7 <0.5 0.55 274 <5 <1

L400442 0.385 7 <2 2.18 8 <0.5 0.42 170 <5 <1

L400443 0.250 <5 <2 2.32 23 <0.5 0.18 218 <5 <1

L400444 0.460 <5 <2 1.90 314 0.6 0.44 458 <5 <1

L400445 0.405 11 <2 2.14 41 <0.5 0.37 307 <5 <1

L400446 0.340 9 <2 2.17 54 <0.5 0.40 211 <5 <1

L400447 0.460 14 <2 2.24 31 <0.5 0.33 229 <5 <1

L400448 0.440 5 <2 2.33 48 <0.5 0.36 271 <5 <1

L400449 0.385 12 <2 2.23 37 <0.5 0.36 273 <5 <1

L400450 0.350 9 <2 2.24 32 <0.5 0.36 290 <5 <1

L400451 0.375 <5 <2 1.93 15 <0.5 0.37 138 <5 <1

L400452 0.330 6 <2 2.18 22 <0.5 0.32 135 <5 <1

L400453 0.165 <5 <2 1.32 6 <0.5 0.19 115 <5 1

L400454 0.385 7 <2 3.49 32 <0.5 0.61 259 <5 <1

L400455 0.355 19 <2 2.73 112 <0.5 0.36 215 <5 <1

L400456 0.485 22 <2 2.27 22 <0.5 0.38 111 <5 <1

L400457 0.470 11 <2 2.98 21 <0.5 0.29 164 <5 <1

L400458 0.435 10 <2 2.52 11 <0.5 0.39 213 <5 <1

L400459 0.445 10 <2 3.05 213 <0.5 0.43 246 <5 <1

L400460 0.420 5 <2 2.32 17 <0.5 0.49 272 <5 <1

L400461 0.370 <5 <2 2.42 13 <0.5 0.34 188 <5 <1

L400462 0.295 11 <2 1.98 14 <0.5 0.34 192 <5 <1

L400463 0.345 14 <2 2.21 17 <0.5 0.45 244 <5 <1

L400464 0.380 13 <2 2.57 89 <0.5 0.42 431 <5 <1

L400465 0.160 <5 <2 2.71 19 <0.5 0.18 114 <5 <1

Element

Method

Det.Lim.

Units
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L400440 15 37 37.7 3.87 <1 0.17 11.2 21 1.13 590

L400441 18 58 47.1 4.20 <1 0.22 8.4 26 1.13 730

L400442 18 43 26.6 3.86 <1 0.17 6.5 27 1.08 555

L400443 19 126 49.0 4.55 <1 0.39 20.7 36 1.15 924

L400444 14 44 88.5 4.51 <1 0.28 57.4 18 0.74 710

L400445 13 42 50.2 3.08 <1 0.09 24.5 17 0.71 278

L400446 12 54 47.6 3.42 <1 0.14 22.3 19 0.88 376

L400447 11 41 45.6 3.45 <1 0.11 20.2 18 0.72 336

L400448 13 47 54.6 3.85 <1 0.14 26.7 18 0.77 531

L400449 9 38 48.3 3.30 <1 0.09 17.7 14 0.67 337

L400450 10 39 53.4 3.29 <1 0.08 18.9 14 0.67 345

L400451 13 52 58.5 3.04 <1 0.05 9.6 15 0.68 343

L400452 15 55 54.6 3.59 <1 0.09 9.8 17 0.81 455

L400453 5 24 98.7 1.73 <1 0.04 7.0 5 0.20 83

L400454 32 169 140 3.72 <1 0.26 10.5 49 3.14 471

L400455 13 67 55.0 3.57 <1 0.07 22.2 19 0.90 413

L400456 14 109 65.8 2.63 <1 0.07 9.1 29 1.30 256

L400457 22 128 149 3.67 <1 0.08 9.9 24 1.18 401

L400458 18 106 58.3 3.75 <1 0.51 20.1 22 1.37 436

L400459 17 84 57.3 4.95 <1 0.19 29.7 17 0.93 647

L400460 15 90 54.8 3.72 <1 0.45 25.2 17 1.10 496

L400461 14 52 33.2 3.50 <1 0.18 23.3 18 0.78 440

L400462 8 47 24.2 3.14 <1 0.18 19.0 16 0.78 380

L400463 9 44 31.4 3.46 <1 0.08 36.6 17 0.76 380

L400464 10 99 98.1 4.90 <1 0.63 28.9 16 1.24 493

L400465 11 41 21.3 4.43 <1 0.05 12.1 17 0.53 348
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Det.Lim.

Units
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L400440 2 0.03 19 0.07 <2 <0.01 <5 5.7 <10 32.3

L400441 3 0.03 23 0.08 3 <0.01 <5 5.5 <10 32.7

L400442 2 0.03 21 0.06 3 <0.01 <5 4.0 <10 25.9

L400443 2 0.03 39 0.04 14 0.03 <5 4.6 <10 16.6

L400444 4 0.03 58 0.12 20 0.03 <5 8.0 <10 42.2

L400445 2 0.03 37 0.07 12 <0.01 <5 6.7 <10 26.1

L400446 2 0.03 43 0.08 12 <0.01 <5 5.2 <10 27.8

L400447 2 0.02 36 0.06 10 <0.01 <5 5.8 <10 24.5

L400448 3 0.02 36 0.07 9 <0.01 <5 6.6 <10 27.7

L400449 2 0.03 33 0.07 10 <0.01 <5 6.0 <10 27.6

L400450 2 0.02 32 0.07 9 <0.01 <5 6.0 <10 27.6

L400451 <1 0.03 32 0.03 9 <0.01 <5 5.3 <10 24.7

L400452 <1 0.03 32 0.03 7 <0.01 <5 4.8 <10 18.5

L400453 <1 0.03 13 0.06 14 0.04 <5 1.4 <10 15.0

L400454 <1 0.03 202 0.03 13 <0.01 <5 4.6 <10 34.9

L400455 1 0.03 55 0.05 10 <0.01 <5 7.0 <10 26.7

L400456 2 0.03 92 0.03 89 <0.01 <5 4.7 <10 20.2

L400457 2 0.03 129 0.03 13 <0.01 <5 5.4 <10 20.1

L400458 1 0.03 63 0.04 9 <0.01 <5 6.1 <10 24.4

L400459 6 0.02 50 0.04 44 <0.01 <5 9.4 <10 37.4

L400460 2 0.03 52 0.06 8 <0.01 <5 7.9 <10 34.4

L400461 2 0.02 34 0.06 21 <0.01 <5 5.1 <10 22.0

L400462 2 0.03 27 0.06 10 <0.01 <5 4.1 <10 21.9

L400463 <1 0.03 28 0.05 12 <0.01 <5 7.2 <10 32.9

L400464 5 0.03 41 0.10 19 0.16 <5 7.7 <10 36.9

L400465 2 0.02 27 0.03 13 <0.01 <5 4.2 <10 17.4

Element

Method

Det.Lim.
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L400440 0.15 94 <10 5.6 68 2.6

L400441 0.15 101 <10 3.8 85 2.0

L400442 0.19 100 <10 2.9 71 4.2

L400443 0.18 77 <10 6.6 106 2.6

L400444 0.13 81 <10 25.8 314 2.2

L400445 0.15 83 <10 16.3 105 2.4

L400446 0.15 84 <10 10.7 116 2.5

L400447 0.14 79 <10 12.5 99 2.2

L400448 0.15 91 <10 13.0 118 2.6

L400449 0.13 78 <10 11.7 91 2.3

L400450 0.13 78 <10 12.7 89 2.0

L400451 0.15 82 <10 7.2 49 4.2

L400452 0.17 88 <10 4.8 60 4.7

L400453 0.05 36 <10 5.0 32 <0.5

L400454 0.10 72 <10 5.0 67 1.2

L400455 0.13 80 <10 12.5 56 3.6

L400456 0.12 61 <10 5.3 69 1.7

L400457 0.11 75 <10 3.9 56 1.6

L400458 0.21 77 <10 8.1 78 3.0

L400459 0.13 101 <10 14.6 95 1.6

L400460 0.19 95 <10 13.1 90 7.0

L400461 0.16 85 <10 8.5 74 3.2

L400462 0.17 79 <10 7.9 76 3.2

L400463 0.16 82 <10 21.1 71 4.9

L400464 0.18 150 <10 14.6 160 2.3

L400465 0.14 98 <10 4.6 61 6.4
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