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L400366 0.465 8 <2 2.24 10 <0.5 0.56 243 <5 <1

L400367 0.480 <5 <2 2.23 7 <0.5 0.67 220 8 <1

L400368 0.400 <5 <2 2.45 12 <0.5 0.66 378 <5 <1

L400369 0.325 18 <2 2.91 30 <0.5 0.36 253 <5 <1

L400370 0.390 10 <2 2.86 49 <0.5 0.60 925 <5 <1

L400371 0.305 9 <2 2.13 11 <0.5 0.44 192 <5 <1

L400372 0.325 12 <2 2.13 6 <0.5 0.46 193 <5 <1

L400373 0.145 7 <2 0.42 5 <0.5 0.06 35 <5 <1

L400374 0.295 27 <2 2.14 18 <0.5 0.41 144 <5 <1

L400375 0.310 11 <2 2.56 38 <0.5 0.58 167 <5 <1

L400376 0.455 11 <2 3.31 24 <0.5 0.35 129 <5 <1

L400377 0.340 <5 <2 3.18 24 <0.5 0.21 42 <5 <1

L400378 0.460 11 <2 2.89 25 <0.5 0.45 449 6 <1

L400379 0.245 8 <2 3.23 50 <0.5 0.43 283 <5 <1

L400380 0.315 4530 <2 2.48 2360 1.0 0.51 320 <5 <1

L400381 0.370 27 <2 3.64 67 <0.5 0.35 278 <5 <1

L400382 0.305 14 <2 2.46 18 <0.5 0.45 248 <5 <1

L400383 0.280 18 <2 2.85 32 <0.5 0.38 311 <5 <1

L400384 0.350 12 <2 2.45 30 <0.5 0.49 288 5 <1

L400385 0.390 13 <2 2.72 20 <0.5 0.29 173 <5 <1

L400386 0.235 16 <2 1.13 13 <0.5 0.17 91 <5 <1

L400387 0.290 18 <2 2.14 64 <0.5 0.34 199 6 <1

L400388 0.225 87 <2 2.93 484 <0.5 0.31 189 <5 <1

L400389 0.440 11 <2 2.71 54 <0.5 0.61 319 6 <1

L400390 0.325 9 <2 2.04 49 2.4 0.53 1540 <5 <1

L400391 0.455 25 <2 2.42 116 <0.5 0.61 243 <5 <1

L400392 0.285 29 <2 2.41 43 <0.5 0.37 368 <5 <1

L400393 0.255 12 <2 2.73 43 <0.5 0.38 132 <5 <1

L400394 0.350 6 <2 1.91 10 <0.5 0.65 198 <5 <1

L400395 0.270 8 <2 3.14 12 <0.5 0.36 163 <5 <1

L400396 0.405 11 <2 2.32 10 <0.5 0.44 193 6 <1

L400397 0.270 13 <2 2.46 10 <0.5 0.47 206 <5 <1

L400398 0.400 9 <2 2.10 9 <0.5 0.74 198 <5 <1

L400399 0.525 12 <2 2.40 7 <0.5 0.67 221 <5 <1

L400400 0.260 25 <2 0.09 4 <0.5 >15.0 26 <5 <1

L400401 0.570 15 <2 2.75 21 <0.5 0.49 267 <5 <1

L400402 0.580 15 <2 2.78 22 <0.5 0.46 573 <5 <1

L400403 0.490 6 <2 2.20 11 <0.5 0.44 202 7 <1

L400404 0.525 10 <2 1.95 10 <0.5 0.45 207 <5 <1

L400405 0.545 15 <2 2.71 19 <0.5 0.48 172 <5 <1

L400406 0.455 18 <2 2.42 30 <0.5 0.66 191 5 2

L400407 0.415 9 <2 2.65 18 <0.5 0.41 135 5 <1

L400408 0.525 15 <2 2.32 35 <0.5 0.36 120 <5 <1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400409 0.450 7 <2 2.52 12 <0.5 0.34 171 <5 <1

L400410 0.440 9 <2 2.96 25 <0.5 0.49 305 <5 <1

L400411 0.395 15 <2 2.61 45 <0.5 0.40 186 <5 <1

L400412 0.460 11 <2 2.55 22 <0.5 0.38 229 <5 <1

L400413 0.420 9 <2 2.68 18 <0.5 0.37 256 <5 <1

L400414 0.360 9 <2 2.25 16 <0.5 0.39 255 <5 <1

L400415 0.525 17 <2 2.85 33 <0.5 0.36 222 <5 <1

L400416 0.310 16 <2 3.09 27 <0.5 0.34 228 <5 <1

L400417 0.340 14 <2 2.51 60 <0.5 0.35 176 <5 <1

L400418 0.335 11 <2 2.74 35 <0.5 0.37 200 <5 <1

L400419 0.325 12 <2 2.53 23 <0.5 0.33 176 <5 <1

L400420 0.300 1570 <2 0.84 6730 2.4 0.27 1310 <5 3

L400421 0.450 25 <2 2.60 129 <0.5 0.63 437 <5 <1

L400422 0.480 40 <2 2.58 118 <0.5 0.41 203 <5 <1

L400423 0.370 45 <2 2.58 289 <0.5 0.59 959 <5 1

L400424 0.535 11 <2 2.41 8 <0.5 0.65 303 6 <1

L400425 0.430 11 <2 2.27 7 <0.5 0.58 207 6 <1

L400426 0.515 7 <2 2.60 9 <0.5 0.63 252 6 <1

L400427 0.435 14 <2 2.64 8 <0.5 0.70 247 <5 <1

L400428 0.550 12 <2 2.77 8 <0.5 0.65 315 <5 <1

L400429 0.385 16 <2 2.37 11 <0.5 0.65 282 <5 <1

L400430 0.365 12 <2 2.83 12 <0.5 0.71 329 <5 <1

L400431 0.330 13 <2 2.77 13 <0.5 0.62 315 <5 <1

L400432 0.195 16 <2 3.19 9 <0.5 0.60 306 <5 <1

L400433 0.390 34 <2 3.15 10 <0.5 0.70 328 5 <1

L400434 0.375 9 <2 2.90 10 <0.5 0.60 262 <5 <1

L400435 0.310 15 <2 2.78 13 <0.5 0.68 269 <5 <1

L400436 0.380 15 <2 2.73 8 <0.5 0.61 233 <5 <1

L400437 0.465 10 <2 3.02 13 <0.5 0.56 228 <5 <1

L400438 0.345 7 <2 2.34 10 <0.5 0.64 187 <5 <1

L400439 0.325 5 <2 2.93 11 <0.5 0.61 260 <5 <1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400366 14 29 31.8 3.54 <1 0.41 12.0 21 1.23 391

L400367 16 37 31.0 3.38 <1 0.55 9.8 15 1.27 442

L400368 18 33 34.6 3.69 <1 0.54 8.1 12 1.44 458

L400369 14 39 44.5 3.92 <1 0.25 10.3 16 0.95 314

L400370 18 44 38.5 4.25 <1 0.29 9.1 18 1.26 489

L400371 12 54 57.0 2.98 <1 0.10 13.1 16 0.85 320

L400372 13 62 74.1 3.03 <1 0.12 13.8 17 0.92 333

L400373 2 6 6.3 0.74 <1 0.02 2.4 2 0.06 48

L400374 13 64 60.7 3.20 <1 0.07 13.7 19 0.75 444

L400375 16 51 58.0 4.07 <1 0.08 12.5 20 0.88 423

L400376 17 132 78.2 3.16 <1 0.05 10.1 23 1.40 293

L400377 39 154 207 3.54 <1 0.02 3.5 30 2.69 309

L400378 21 79 86.3 4.90 <1 0.32 11.4 16 1.19 595

L400379 18 83 47.6 4.96 <1 1.05 21.6 37 1.54 738

L400380 20 74 51.4 5.68 <1 0.34 55.2 12 0.75 1320

L400381 28 89 62.8 5.38 <1 0.52 27.6 19 1.18 975

L400382 20 98 38.7 3.65 <1 0.48 34.6 16 1.27 462

L400383 12 53 45.0 4.01 <1 0.14 26.5 18 0.73 420

L400384 14 69 37.3 3.75 <1 0.46 28.8 23 1.08 568

L400385 11 41 28.9 3.73 <1 0.12 21.4 18 0.61 388

L400386 3 19 18.2 2.01 <1 0.05 9.4 6 0.25 116

L400387 12 48 35.9 3.55 <1 0.16 20.4 17 0.66 429

L400388 12 46 40.2 4.01 <1 0.11 16.4 19 0.67 400

L400389 12 63 38.9 3.93 <1 0.09 25.2 22 0.78 379

L400390 10 46 18.0 2.75 <1 0.36 76.7 10 0.54 559

L400391 17 105 28.1 3.85 <1 0.44 14.9 36 1.33 588

L400392 14 68 33.1 4.13 <1 0.36 23.3 30 1.02 480

L400393 16 53 71.2 3.83 <1 0.13 14.1 18 0.85 343

L400394 14 76 101 3.29 <1 0.19 11.7 19 1.05 376

L400395 16 80 31.2 3.49 <1 0.09 10.1 32 1.17 311

L400396 13 37 48.7 3.36 <1 0.09 11.4 20 0.80 281

L400397 14 44 52.0 3.52 <1 0.16 11.7 21 1.02 361

L400398 17 42 47.1 3.40 <1 0.30 10.7 22 1.23 473

L400399 20 470 57.2 3.60 <1 0.34 9.6 28 2.01 377

L400400 3 3 <0.5 0.45 <1 0.05 2.6 <1 11.0 195

L400401 15 47 47.2 3.97 <1 0.21 10.1 16 1.11 365

L400402 16 66 92.9 3.67 <1 0.10 13.2 21 0.96 391

L400403 14 67 63.3 3.33 <1 0.21 11.5 17 1.00 361

L400404 14 54 55.0 3.39 <1 0.08 16.8 18 0.73 435

L400405 13 77 40.8 4.01 1 0.10 32.0 25 1.02 526

L400406 11 53 90.8 3.48 <1 0.07 20.3 18 0.74 405

L400407 18 102 55.6 3.00 <1 0.06 12.1 25 1.21 336

L400408 24 119 119 2.89 <1 0.04 8.0 22 1.31 297

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400409 20 111 108 3.01 <1 0.09 12.0 23 1.24 272

L400410 22 97 52.6 4.71 <1 0.83 23.6 28 1.47 663

L400411 12 56 34.3 3.62 <1 0.10 21.1 16 0.76 343

L400412 13 71 34.5 3.78 <1 0.29 37.1 20 0.99 391

L400413 14 61 38.2 3.71 <1 0.24 17.9 17 0.84 393

L400414 12 64 37.8 3.31 <1 0.29 20.5 15 0.82 382

L400415 12 52 44.3 3.84 <1 0.16 22.9 20 0.80 418

L400416 13 53 48.3 4.04 <1 0.15 34.1 21 0.77 440

L400417 12 46 33.9 3.72 <1 0.16 17.4 18 0.69 426

L400418 12 56 40.0 3.92 <1 0.24 28.1 21 0.79 479

L400419 10 52 46.9 3.63 <1 0.22 47.9 22 0.71 403

L400420 6 25 20.3 6.57 <1 0.43 109 5 0.19 303

L400421 18 103 42.4 4.69 <1 0.42 45.2 31 1.25 837

L400422 12 61 31.9 3.94 <1 0.25 14.1 26 0.86 499

L400423 19 145 84.3 4.86 <1 0.92 24.4 22 1.50 779

L400424 17 41 48.0 3.66 <1 0.40 10.2 25 1.37 405

L400425 14 33 39.7 3.44 <1 0.31 11.3 20 1.12 359

L400426 17 41 47.0 4.00 2 0.26 14.9 31 1.35 486

L400427 14 39 40.2 4.11 <1 0.20 13.7 29 1.28 476

L400428 15 38 73.3 4.39 <1 0.38 15.9 21 1.24 483

L400429 14 38 43.2 3.70 <1 0.38 14.1 19 1.18 432

L400430 17 37 42.0 4.26 <1 0.40 14.7 22 1.40 502

L400431 14 39 55.2 4.14 <1 0.39 16.6 21 1.19 457

L400432 12 37 47.0 4.02 <1 0.32 13.0 20 1.08 294

L400433 17 45 49.1 4.47 <1 0.29 15.3 29 1.39 492

L400434 14 37 42.3 4.19 <1 0.28 14.7 26 1.27 371

L400435 16 39 71.4 4.04 <1 0.23 12.7 29 1.34 468

L400436 16 37 34.0 3.99 <1 0.16 11.6 28 1.24 513

L400437 18 42 61.4 4.48 <1 0.26 17.8 29 1.21 504

L400438 15 39 49.8 4.03 <1 0.21 17.5 23 0.99 441

L400439 17 45 40.8 4.56 <1 0.19 11.5 30 1.04 860

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L400366 <1 0.05 14 0.06 4 <0.01 7 4.2 <10 38.1

L400367 <1 0.06 13 0.06 2 <0.01 6 4.9 <10 38.0

L400368 <1 0.05 14 0.07 <2 <0.01 7 5.0 <10 36.7

L400369 <1 0.03 20 0.05 5 <0.01 <5 5.0 <10 24.6

L400370 <1 0.04 21 0.05 <2 <0.01 <5 6.9 <10 41.3

L400371 1 0.03 28 0.03 3 <0.01 <5 6.0 <10 27.4

L400372 <1 0.04 30 0.03 13 <0.01 <5 6.2 <10 26.9

L400373 <1 0.03 3 0.02 <2 0.01 <5 0.8 <10 7.3

L400374 <1 0.03 28 0.03 42 <0.01 <5 5.4 <10 23.8

L400375 2 0.05 28 0.04 12 <0.01 5 7.9 <10 30.3

L400376 <1 0.03 111 0.02 <2 <0.01 <5 4.8 <10 21.2

L400377 <1 0.02 244 0.01 <2 <0.01 <5 4.3 <10 11.6

L400378 <1 0.03 122 0.05 <2 <0.01 7 10.5 <10 24.0

L400379 2 0.02 50 0.03 4 <0.01 12 7.5 <10 32.8

L400380 1 0.02 54 0.08 34 <0.01 7 13.1 <10 39.2

L400381 15 0.02 60 0.06 12 <0.01 <5 9.5 <10 24.1

L400382 2 0.03 53 0.05 4 <0.01 <5 7.3 <10 33.4

L400383 1 0.03 34 0.04 10 <0.01 7 8.2 <10 35.1

L400384 1 0.03 39 0.05 7 <0.01 8 6.8 <10 34.9

L400385 2 0.02 25 0.05 12 <0.01 <5 4.7 <10 25.0

L400386 1 0.02 10 0.03 9 0.02 9 1.3 <10 18.5

L400387 1 0.03 29 0.06 6 0.01 10 5.2 <10 26.4

L400388 2 0.03 35 0.06 14 0.01 7 5.9 <10 27.4

L400389 <1 0.03 41 0.05 10 <0.01 <5 10.4 <10 42.2

L400390 1 0.02 42 0.09 8 <0.01 <5 11.2 <10 37.2

L400391 <1 0.05 54 0.08 11 <0.01 11 5.9 <10 26.3

L400392 2 0.02 36 0.07 10 <0.01 <5 5.1 <10 22.5

L400393 <1 0.03 28 0.03 8 <0.01 <5 5.9 <10 20.9

L400394 <1 0.05 36 0.06 8 <0.01 11 6.0 <10 38.5

L400395 <1 0.03 59 0.04 5 <0.01 <5 4.9 <10 21.7

L400396 1 0.03 22 0.05 7 <0.01 <5 5.2 <10 31.3

L400397 1 0.04 21 0.04 2 <0.01 8 5.5 <10 32.8

L400398 <1 0.05 18 0.09 <2 <0.01 7 5.7 <10 43.3

L400399 2 0.05 86 0.06 <2 <0.01 6 5.6 <10 35.5

L400400 1 0.01 2 0.03 5 <0.01 <5 <0.5 <10 47.0

L400401 <1 0.04 23 0.05 5 <0.01 <5 5.4 <10 32.0

L400402 <1 0.04 33 0.03 20 <0.01 7 6.9 <10 30.2

L400403 <1 0.04 27 0.04 11 <0.01 6 5.5 <10 25.0

L400404 <1 0.03 28 0.02 5 <0.01 8 6.4 <10 29.0

L400405 <1 0.03 36 0.04 11 <0.01 <5 7.7 <10 33.8

L400406 <1 0.05 31 0.04 106 <0.01 7 10.0 <10 38.1

L400407 <1 0.04 77 0.02 46 <0.01 5 5.3 <10 25.9

L400408 <1 0.03 105 0.02 3 <0.01 <5 5.9 <10 21.1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 
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ppm

Sn
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ppm

Sr

ICP14B

0.5

ppm

L400409 1 0.04 90 0.03 4 <0.01 <5 4.4 <10 18.7

L400410 2 0.04 50 0.06 7 <0.01 6 7.7 <10 30.9

L400411 <1 0.03 33 0.03 18 <0.01 <5 7.1 <10 33.1

L400412 1 0.03 40 0.03 10 <0.01 <5 7.5 <10 29.6

L400413 <1 0.03 35 0.05 7 <0.01 7 5.5 <10 30.8

L400414 1 0.03 32 0.06 13 <0.01 <5 4.8 <10 30.8

L400415 <1 0.03 34 0.05 10 <0.01 <5 5.5 <10 27.4

L400416 1 0.03 35 0.05 10 <0.01 6 8.8 <10 27.9

L400417 1 0.03 28 0.05 8 0.01 10 5.6 <10 27.9

L400418 1 0.03 34 0.06 9 <0.01 <5 6.8 <10 25.7

L400419 1 0.03 30 0.04 13 <0.01 <5 7.2 <10 25.6

L400420 <1 0.04 13 0.06 88 0.72 42 11.7 <10 79.1

L400421 <1 0.04 53 0.06 9 <0.01 5 11.8 <10 37.8

L400422 <1 0.03 28 0.06 11 <0.01 5 7.0 <10 23.6

L400423 6 0.02 65 0.18 7 <0.01 <5 7.7 <10 27.8

L400424 1 0.05 19 0.09 <2 <0.01 <5 4.8 <10 35.8

L400425 3 0.05 14 0.06 3 <0.01 <5 5.6 <10 35.6

L400426 <1 0.04 18 0.06 4 <0.01 8 6.0 <10 39.6

L400427 <1 0.04 18 0.05 4 <0.01 8 6.7 <10 45.8

L400428 <1 0.05 19 0.07 8 <0.01 <5 6.7 <10 49.6

L400429 2 0.05 17 0.07 4 <0.01 8 6.2 <10 47.7

L400430 2 0.05 18 0.07 <2 <0.01 <5 6.8 <10 52.0

L400431 2 0.04 20 0.06 3 <0.01 <5 7.7 <10 44.1

L400432 3 0.04 18 0.07 5 0.02 7 6.7 <10 43.0

L400433 2 0.04 21 0.07 5 <0.01 5 7.8 <10 45.4

L400434 2 0.04 18 0.06 5 <0.01 <5 6.1 <10 38.8

L400435 2 0.04 20 0.06 6 <0.01 <5 6.6 <10 44.2

L400436 1 0.04 18 0.06 4 <0.01 5 5.6 <10 40.6

L400437 1 0.03 21 0.06 4 <0.01 <5 9.5 <10 35.1

L400438 2 0.04 16 0.07 4 <0.01 <5 10.3 <10 34.9

L400439 3 0.03 21 0.07 5 <0.01 <5 7.0 <10 39.2

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 
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ppm
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0.5

ppm

L400366 0.23 93 <10 4.3 59 6.3

L400367 0.23 93 <10 4.7 51 6.9

L400368 0.21 97 <10 3.5 62 3.9

L400369 0.17 94 <10 4.4 54 3.3

L400370 0.17 101 <10 5.6 59 3.1

L400371 0.18 79 <10 8.3 45 3.2

L400372 0.19 84 <10 8.5 45 5.2

L400373 0.05 19 <10 1.0 8 0.6

L400374 0.16 84 <10 7.9 58 2.8

L400375 0.18 101 <10 9.1 52 2.8

L400376 0.09 65 <10 4.0 41 1.4

L400377 0.06 47 <10 1.4 33 1.5

L400378 0.15 113 <10 8.3 56 3.7

L400379 0.28 86 <10 9.5 67 7.1

L400380 0.08 78 <10 28.9 108 4.5

L400381 0.12 94 <10 12.1 96 3.1

L400382 0.19 89 <10 11.4 76 5.5

L400383 0.16 99 <10 13.9 71 4.4

L400384 0.21 95 <10 13.6 94 6.2

L400385 0.15 91 <10 9.0 60 2.4

L400386 0.09 55 <10 3.4 28 1.0

L400387 0.15 102 <10 9.6 70 3.0

L400388 0.13 99 <10 9.5 74 3.6

L400389 0.18 99 <10 17.9 66 7.4

L400390 0.02 63 <10 23.6 55 6.2

L400391 0.20 78 <10 8.8 70 1.5

L400392 0.20 108 <10 9.7 94 1.5

L400393 0.19 92 <10 7.2 58 9.0

L400394 0.17 90 <10 9.0 58 5.3

L400395 0.16 90 <10 5.1 49 4.2

L400396 0.15 89 <10 7.1 46 2.7

L400397 0.17 87 <10 6.0 51 3.8

L400398 0.20 89 <10 5.6 53 5.3

L400399 0.20 94 <10 3.8 52 5.3

L400400 <0.01 3 <10 1.2 12 0.7

L400401 0.19 105 <10 5.0 54 2.8

L400402 0.17 94 <10 8.1 65 4.0

L400403 0.20 95 <10 7.6 50 2.8

L400404 0.19 86 <10 8.8 47 6.4

L400405 0.18 93 <10 13.0 56 5.5

L400406 0.18 94 <10 14.8 104 5.3

L400407 0.14 68 <10 6.2 51 3.0

L400408 0.09 60 <10 5.3 34 2.8

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 
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Ti
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0.01
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ppm

L400409 0.12 63 <10 5.2 37 1.1

L400410 0.28 92 <10 9.8 70 5.3

L400411 0.15 81 <10 11.2 62 3.0

L400412 0.18 84 <10 13.3 71 5.9

L400413 0.19 97 <10 8.2 69 3.1

L400414 0.17 92 <10 9.2 74 1.8

L400415 0.18 98 <10 11.4 87 2.5

L400416 0.17 103 <10 19.0 78 6.6

L400417 0.16 102 <10 8.6 66 4.6

L400418 0.19 110 <10 16.1 79 3.4

L400419 0.17 92 <10 31.7 75 3.3

L400420 <0.01 41 <10 51.6 189 6.4

L400421 0.19 104 <10 27.6 105 7.9

L400422 0.18 84 <10 7.7 76 2.2

L400423 0.15 177 <10 13.0 218 2.0

L400424 0.22 95 <10 4.3 61 2.9

L400425 0.21 92 10 6.1 58 4.8

L400426 0.22 101 <10 5.8 66 5.0

L400427 0.22 103 <10 6.7 66 6.3

L400428 0.24 109 <10 7.9 76 8.6

L400429 0.23 97 <10 8.1 61 9.1

L400430 0.23 108 <10 7.9 71 6.7

L400431 0.22 104 <10 9.5 72 7.6

L400432 0.19 96 <10 5.3 75 4.7

L400433 0.23 113 <10 8.7 78 5.9

L400434 0.22 104 <10 5.9 70 5.2

L400435 0.22 102 <10 6.9 70 4.4

L400436 0.21 101 <10 5.4 72 3.7

L400437 0.17 108 <10 5.8 71 3.2

L400438 0.15 92 <10 13.7 67 5.0

L400439 0.15 107 <10 6.1 91 2.3

Element

Method

Det.Lim.

Units
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