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FND-02 Find Sample for Addn Analysis

ALS CODE DESCRIPTION

ANALYTICAL PROCEDURES

Zn-VOL50 Zn by titration

CERTIFICATE   WH11214181

This report is for 1 Drill Core sample submitted to our lab in Whitehorse, YT, Canada 
on 18-OCT-2011.

Project: Plata
P.O. No.: PLA- 2011- JC- 1544

The following have access to data associated with this certificate:
FARRELL ANDERSEN MIKE BURKE JACK COTE

KARIN FECOVA MIKE MASLOWSKI

SILVER PREDATOR CANADA CORP.
ATTN: JACK COTE
888 DUNSMUIR STREET
11TH FLOOR
VANCOUVER BC V6C 3K4 
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To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
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This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager
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CERTIFICATE OF ANALYSIS    WH11214181 

Sample Description

Method
Analyte
Units
LOR 

Zn-VOL50
Zn
%

0.01

K965815 39.77
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