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L838703 0.290 <5 <2 2.24 5 0.5 0.23 264 <5 <1

L838704 0.305 7 <2 2.45 6 0.9 0.16 254 <5 <1

L838705 0.275 <5 <2 2.32 8 <0.5 0.16 299 <5 <1

L838706 0.250 <5 <2 2.56 8 <0.5 0.20 352 <5 <1

L838707 0.270 <5 <2 2.11 10 0.6 0.39 367 <5 <1

L838708 0.220 <5 <2 2.23 <3 0.6 0.41 387 <5 <1

L838709 0.280 <5 <2 2.18 4 0.7 0.47 418 <5 <1

L838710 0.255 <5 <2 1.93 8 0.7 0.22 231 <5 <1

L838711 0.295 <5 <2 2.59 <3 0.7 0.16 195 <5 1

L838712 0.310 <5 <2 1.96 4 <0.5 0.28 218 <5 <1

L838713 0.315 <5 <2 2.06 6 <0.5 0.30 281 <5 <1

L838714 0.245 <5 <2 2.06 5 <0.5 0.30 248 <5 <1

L838715 0.260 <5 <2 2.54 6 0.7 0.21 330 <5 <1

L838716 0.255 <5 <2 2.32 7 0.8 0.38 411 <5 <1

L838717 0.370 <5 <2 2.55 6 0.8 0.21 273 <5 <1

L838718 0.290 <5 <2 1.74 <3 <0.5 0.33 345 <5 <1

L838751 0.440 <5 <2 2.22 <3 0.6 0.71 303 <5 <1

L838752 0.445 15 <2 1.61 3 0.6 0.82 326 <5 <1

L838753 0.340 6 <2 1.91 6 0.5 0.23 239 <5 <1

L838754 0.390 <5 <2 2.16 6 <0.5 0.31 233 <5 <1

L838755 0.380 <5 <2 2.43 3 0.6 0.38 225 <5 <1

L838756 0.270 <5 <2 2.63 8 0.6 0.16 322 <5 <1

L838757 0.395 <5 <2 2.47 <3 0.7 0.69 477 <5 1

L838758 0.320 <5 <2 1.89 7 0.6 0.38 406 <5 <1

L838759 0.280 <5 <2 2.19 8 0.5 0.22 250 <5 <1

L838760 0.240 <5 <2 1.46 <3 <0.5 0.28 340 <5 <1

L838761 0.255 <5 <2 2.33 10 <0.5 0.20 211 <5 <1

L838762 0.300 <5 <2 2.65 10 0.7 0.15 287 <5 <1

L838763 0.285 <5 <2 2.53 5 <0.5 0.15 213 <5 <1

L838764 0.315 <5 <2 2.43 9 <0.5 0.20 264 <5 <1

L838765 0.335 6 <2 1.78 5 0.7 0.32 356 <5 <1

L838766 0.385 <5 <2 1.75 7 0.8 0.42 304 <5 <1

L838767 0.365 <5 <2 2.05 4 <0.5 0.35 159 <5 <1

L838768 0.265 <5 <2 2.21 7 0.7 0.21 354 <5 <1

L838801 0.445 <5 <2 2.17 <3 0.5 0.59 321 <5 <1

L838802 0.300 <5 <2 1.67 3 <0.5 0.18 278 <5 <1

L838803 0.420 <5 <2 2.01 <3 0.7 0.59 307 <5 <1

L838804 0.360 <5 <2 2.08 5 <0.5 0.31 244 <5 <1

L838805 0.465 <5 <2 2.08 <3 <0.5 0.38 221 <5 <1

L838806 0.475 <5 <2 1.99 7 0.5 0.39 440 <5 <1

L838807 0.355 <5 <2 1.52 3 <0.5 0.24 312 <5 <1

L838808 0.365 <5 <2 2.21 7 0.6 0.21 341 <5 <1

L838809 0.480 <5 <2 3.01 7 0.7 0.34 171 <5 <1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L838810 0.410 <5 <2 2.08 <3 <0.5 0.26 165 <5 <1

L838811 0.595 5 <2 2.18 4 0.7 0.24 253 <5 <1

L838812 0.445 <5 <2 1.19 <3 <0.5 0.17 219 <5 <1

L838813 0.335 <5 <2 2.31 7 0.6 0.16 376 <5 <1

L838814 0.360 <5 <2 2.01 5 0.5 0.23 346 <5 <1

L838815 0.360 <5 <2 2.29 4 0.6 0.33 334 <5 <1

L838816 0.445 <5 <2 1.71 6 <0.5 0.24 414 <5 <1

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 
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L838703 9 34 12.2 3.32 <1 0.06 11.5 16 0.55 318

L838704 10 43 25.2 3.35 <1 0.05 21.8 16 0.54 387

L838705 10 34 13.6 3.06 <1 0.05 12.1 15 0.53 325

L838706 7 29 12.5 3.57 <1 0.11 9.4 17 0.55 308

L838707 9 34 13.3 3.34 <1 0.21 9.7 13 0.60 356

L838708 11 37 15.8 3.22 <1 0.08 12.0 14 0.67 469

L838709 9 23 7.2 3.60 <1 0.33 14.2 13 0.67 679

L838710 8 37 26.0 2.97 <1 0.06 17.4 13 0.54 252

L838711 10 21 22.0 4.22 <1 0.39 5.9 13 0.74 380

L838712 7 29 17.0 2.74 <1 0.05 15.2 14 0.55 280

L838713 7 30 14.1 3.01 <1 0.05 11.3 17 0.53 281

L838714 7 29 14.9 3.10 <1 0.07 14.0 13 0.56 235

L838715 10 38 19.3 3.19 <1 0.04 17.2 15 0.54 232

L838716 10 26 8.7 3.70 <1 0.24 20.8 12 0.54 543

L838717 9 44 27.9 3.23 <1 0.04 21.7 14 0.52 323

L838718 8 23 10.4 2.62 <1 0.05 11.7 11 0.44 283

L838751 10 17 3.9 3.38 <1 0.46 10.9 23 0.90 506

L838752 11 30 7.4 3.48 <1 0.12 14.5 15 0.77 890

L838753 7 31 15.8 2.79 <1 0.04 15.9 13 0.52 283

L838754 9 23 9.7 3.12 <1 0.10 12.1 15 0.60 330

L838755 8 23 9.2 3.29 <1 0.13 10.6 18 0.64 388

L838756 11 36 11.4 3.32 <1 0.07 10.4 15 0.58 349

L838757 13 18 3.8 4.35 <1 0.81 8.3 20 1.05 1040

L838758 10 32 11.8 3.08 <1 0.17 10.2 11 0.54 514

L838759 15 29 12.0 3.36 <1 0.08 11.1 14 0.47 582

L838760 6 21 10.6 2.79 <1 0.16 11.8 9 0.48 376

L838761 8 34 11.0 3.46 <1 0.12 10.4 16 0.56 330

L838762 12 46 24.4 3.21 <1 0.05 14.2 14 0.55 372

L838763 9 35 17.7 3.18 <1 0.05 9.6 16 0.57 226

L838764 8 35 13.0 3.15 <1 0.04 13.5 15 0.53 241

L838765 7 32 24.1 2.68 <1 0.05 20.6 12 0.50 289

L838766 8 17 6.3 3.66 <1 0.25 26.3 9 0.53 665

L838767 7 15 8.2 3.10 <1 0.12 10.0 10 0.57 332

L838768 7 37 14.1 3.11 <1 0.06 21.3 12 0.44 225

L838801 10 17 5.4 3.76 <1 0.28 5.6 20 0.86 612

L838802 12 25 10.0 2.62 <1 0.04 11.2 10 0.35 512

L838803 10 20 7.8 3.37 <1 0.34 12.6 22 0.87 489

L838804 9 35 12.2 3.24 <1 0.10 9.5 14 0.61 650

L838805 8 20 6.1 3.14 <1 0.29 7.1 16 0.64 405

L838806 11 28 9.3 3.08 <1 0.14 8.8 12 0.59 899

L838807 7 18 5.2 2.48 <1 0.10 7.6 8 0.37 610

L838808 9 34 14.8 3.21 <1 0.05 10.8 12 0.52 698

L838809 10 19 8.3 3.95 <1 0.19 14.4 14 0.70 416

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L838810 6 25 11.9 2.60 <1 0.05 12.6 12 0.48 194

L838811 9 30 14.0 3.00 <1 0.06 13.8 13 0.52 364

L838812 4 18 6.7 2.05 <1 0.06 9.6 6 0.31 217

L838813 8 36 16.2 2.88 <1 0.04 11.8 14 0.48 267

L838814 11 30 10.3 2.97 <1 0.07 9.9 11 0.48 650

L838815 10 23 9.9 3.64 <1 0.29 8.2 16 0.75 450

L838816 7 26 8.6 2.67 <1 0.05 10.6 10 0.45 334

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L838703 <1 0.02 16 0.04 7 <0.01 <5 4.4 <10 20.8

L838704 <1 0.02 19 0.02 9 <0.01 <5 7.6 <10 19.2

L838705 <1 0.02 18 0.02 5 <0.01 <5 3.9 <10 18.1

L838706 <1 0.02 15 0.04 7 <0.01 <5 5.0 <10 17.9

L838707 <1 0.02 22 0.09 8 <0.01 <5 5.0 <10 31.4

L838708 <1 0.02 22 0.03 6 <0.01 <5 5.7 <10 31.3

L838709 <1 0.03 14 0.09 4 <0.01 <5 6.6 <10 31.4

L838710 <1 0.02 22 0.03 9 <0.01 <5 4.7 <10 21.4

L838711 <1 0.03 11 0.04 6 <0.01 <5 6.1 <10 9.7

L838712 <1 0.02 15 0.04 7 <0.01 <5 5.1 <10 25.2

L838713 <1 0.02 15 0.03 9 <0.01 <5 3.6 <10 30.2

L838714 <1 0.03 15 0.04 6 <0.01 <5 4.6 <10 24.2

L838715 <1 0.02 23 0.02 10 <0.01 <5 4.7 <10 24.3

L838716 <1 0.02 16 0.06 5 <0.01 <5 9.4 <10 31.8

L838717 <1 0.02 21 0.02 9 <0.01 <5 9.0 <10 22.5

L838718 <1 0.02 11 0.02 5 <0.01 <5 4.2 <10 28.3

L838751 <1 0.05 10 0.19 <2 <0.01 <5 6.1 <10 32.3

L838752 <1 0.05 22 0.22 5 <0.01 <5 7.1 <10 45.4

L838753 <1 0.02 15 0.02 9 <0.01 <5 6.0 <10 23.1

L838754 <1 0.03 11 0.07 7 <0.01 <5 5.3 <10 20.7

L838755 <1 0.03 14 0.08 5 <0.01 <5 4.4 <10 26.7

L838756 <1 0.02 19 0.03 9 <0.01 <5 4.3 <10 22.5

L838757 <1 0.04 9 0.18 3 <0.01 <5 9.1 <10 32.3

L838758 <1 0.02 18 0.04 8 <0.01 <5 5.7 <10 28.3

L838759 <1 0.02 17 0.07 8 <0.01 <5 4.3 <10 18.9

L838760 <1 0.02 11 0.03 5 <0.01 <5 3.6 <10 22.7

L838761 <1 0.02 17 0.07 9 <0.01 <5 3.5 <10 18.4

L838762 <1 0.02 25 0.02 10 <0.01 <5 6.9 <10 19.4

L838763 <1 0.02 20 0.02 11 <0.01 <5 3.6 <10 17.1

L838764 <1 0.02 18 0.02 8 <0.01 <5 4.6 <10 22.7

L838765 <1 0.02 18 0.02 7 <0.01 <5 8.2 <10 27.4

L838766 <1 0.02 10 0.09 9 <0.01 <5 8.5 <10 26.4

L838767 <1 0.04 8 0.06 4 <0.01 <5 4.9 <10 16.2

L838768 <1 0.02 28 0.02 7 <0.01 <5 5.7 <10 23.0

L838801 <1 0.04 11 0.21 4 <0.01 <5 4.5 <10 36.5

L838802 <1 0.02 12 0.04 11 <0.01 <5 3.1 <10 16.2

L838803 <1 0.05 12 0.13 6 <0.01 <5 6.1 <10 31.2

L838804 <1 0.03 21 0.09 6 <0.01 <5 4.2 <10 25.7

L838805 <1 0.03 10 0.11 6 <0.01 <5 4.3 <10 20.1

L838806 <1 0.02 18 0.06 7 <0.01 <5 4.4 <10 30.8

L838807 <1 0.02 11 0.06 10 <0.01 <5 2.6 <10 20.2

L838808 <1 0.02 20 0.06 7 <0.01 <5 3.6 <10 21.3

L838809 <1 0.04 12 0.08 4 <0.01 <5 6.1 <10 20.4

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L838810 <1 0.03 13 0.05 9 <0.01 <5 4.2 <10 21.2

L838811 <1 0.02 16 0.05 7 <0.01 <5 4.5 <10 23.3

L838812 <1 0.02 8 0.02 6 <0.01 <5 3.0 <10 15.1

L838813 <1 0.02 19 0.02 8 <0.01 <5 3.3 <10 17.2

L838814 <1 0.02 20 0.05 8 <0.01 <5 3.4 <10 22.1

L838815 <1 0.02 16 0.10 4 <0.01 <5 4.0 <10 21.8

L838816 <1 0.02 16 0.03 6 <0.01 <5 3.3 <10 16.6

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L838703 0.10 75 <10 3.7 52 7.7

L838704 0.11 78 <10 7.5 44 17.9

L838705 0.10 71 <10 2.9 43 8.2

L838706 0.10 83 <10 3.3 56 7.3

L838707 0.09 75 <10 3.5 55 4.0

L838708 0.11 78 <10 5.8 55 7.9

L838709 0.11 75 <10 6.5 82 3.1

L838710 0.10 65 <10 4.4 44 12.0

L838711 0.12 97 <10 5.1 84 4.1

L838712 0.11 63 <10 6.1 45 9.6

L838713 0.09 71 <10 3.3 46 5.6

L838714 0.10 64 <10 5.7 48 9.0

L838715 0.10 70 <10 5.1 44 8.6

L838716 0.09 80 <10 12.0 79 5.3

L838717 0.11 75 <10 10.6 44 19.0

L838718 0.10 72 <10 5.1 44 3.8

L838751 0.17 85 <10 9.4 81 5.3

L838752 0.09 87 <10 12.6 67 3.2

L838753 0.09 63 <10 7.9 43 9.3

L838754 0.11 76 <10 7.0 54 1.7

L838755 0.09 72 <10 6.2 56 1.5

L838756 0.11 78 <10 2.9 51 7.9

L838757 0.21 112 <10 10.8 106 4.7

L838758 0.11 73 <10 3.2 51 6.2

L838759 0.10 82 <10 2.9 54 6.1

L838760 0.11 63 <10 5.2 35 3.8

L838761 0.10 76 <10 2.2 66 6.9

L838762 0.11 68 <10 4.3 47 20.1

L838763 0.10 66 <10 2.4 45 9.7

L838764 0.09 68 <10 4.3 44 10.4

L838765 0.09 58 <10 11.7 38 13.9

L838766 0.08 71 <10 17.2 75 3.0

L838767 0.13 74 <10 5.4 55 6.2

L838768 0.06 69 <10 6.3 40 8.7

L838801 0.15 88 <10 4.9 69 1.7

L838802 0.09 71 <10 2.6 38 5.8

L838803 0.16 88 <10 8.3 77 5.2

L838804 0.10 74 <10 3.0 51 4.7

L838805 0.12 75 <10 4.6 53 4.7

L838806 0.10 76 <10 2.9 55 2.0

L838807 0.05 54 <10 4.3 47 0.8

L838808 0.09 74 <10 2.4 63 4.5

L838809 0.12 83 <10 6.4 77 2.3

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Member of the SGS Group (Société Générale de Surveillance)
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Ti

ICP14B

0.01

%

V

ICP14B

1

ppm

W

ICP14B

10

ppm

Y

ICP14B

0.5

ppm

Zn

ICP14B

1

ppm

Zr

ICP14B

0.5

ppm

L838810 0.11 61 <10 4.6 41 3.4

L838811 0.09 68 <10 5.9 52 2.3

L838812 0.09 61 <10 2.7 30 3.8

L838813 0.08 69 <10 2.5 39 9.8

L838814 0.08 74 <10 2.5 56 2.5

L838815 0.15 80 <10 3.2 68 1.9

L838816 0.08 61 <10 2.8 43 3.8

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Member of the SGS Group (Société Générale de Surveillance)
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