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L838526 0.290 10 <2 1.77 10 <0.5 0.46 313 <5 <1

L838527 0.225 13 <2 2.49 10 <0.5 0.42 457 <5 <1

L838528 0.285 9 <2 2.03 5 <0.5 0.53 293 6 <1

L838529 0.230 8 <2 1.77 5 <0.5 0.48 349 <5 <1

L838530 0.295 6 <2 1.71 4 <0.5 0.53 811 <5 <1

L838531 0.285 8 <2 1.65 9 <0.5 0.55 691 9 <1

L838532 0.170 6 <2 1.95 8 <0.5 0.59 326 7 <1

L838533 0.315 <5 <2 2.11 4 <0.5 1.11 365 <5 <1

L838534 0.225 7 <2 1.57 9 <0.5 0.38 614 <5 <1

L838535 0.230 7 <2 1.90 7 <0.5 0.31 665 7 <1

L838536 0.265 11 <2 1.84 11 <0.5 0.63 420 <5 <1

L838537 0.290 8 <2 1.71 8 <0.5 0.44 352 <5 <1

L838538 0.275 8 <2 2.00 5 <0.5 0.35 444 <5 <1

L838539 0.300 26 <2 2.05 11 <0.5 0.30 343 <5 <1

L838540 0.245 7 <2 1.63 8 <0.5 0.30 293 <5 <1

L838541 0.295 9 <2 1.69 9 <0.5 0.60 230 <5 <1

L838542 0.245 11 <2 1.85 8 <0.5 0.29 255 <5 <1

L838543 0.280 11 <2 1.76 8 <0.5 0.24 223 5 <1

L838544 0.255 7 <2 1.87 8 <0.5 0.36 268 <5 <1

L838545 0.315 7 <2 1.75 7 <0.5 0.33 290 7 <1

L838546 0.410 8 <2 1.93 9 <0.5 0.80 304 6 <1

L838547 0.235 7 <2 1.85 7 <0.5 0.29 318 <5 <1

L838548 0.275 7 <2 2.70 15 <0.5 0.15 263 6 <1

L838549 0.370 13 <2 2.05 10 <0.5 0.21 177 <5 <1

L838550 0.420 7 <2 1.90 6 <0.5 0.53 297 7 <1

L838551 0.295 6 <2 1.97 7 <0.5 0.36 267 7 <1

L838552 0.320 7 <2 1.92 9 <0.5 0.35 350 <5 <1

L838553 0.370 9 <2 2.10 12 <0.5 0.27 314 <5 <1

L838554 0.375 <5 <2 2.24 6 <0.5 0.52 350 6 <1

L838555 0.285 6 <2 2.05 7 <0.5 0.32 328 <5 <1

L838556 0.310 12 <2 1.89 9 <0.5 0.29 285 5 <1

L838557 0.315 8 <2 1.79 5 <0.5 0.38 206 <5 <1

L838558 0.380 9 <2 2.10 11 <0.5 0.20 252 <5 <1

L838559 0.420 8 <2 1.60 11 <0.5 0.72 280 <5 <1

L838560 0.510 16 <2 1.74 8 <0.5 0.76 253 <5 <1

L838561 0.290 8 <2 1.22 12 <0.5 0.78 181 <5 <1

L838562 0.385 11 <2 1.54 11 <0.5 0.84 248 <5 <1

L838563 0.345 10 <2 1.44 10 <0.5 1.05 276 <5 <1

L838564 0.270 8 <2 2.06 8 <0.5 0.89 591 <5 <1

L838565 0.335 11 <2 1.93 8 <0.5 0.43 276 5 <1

L838566 0.330 6 <2 1.78 8 <0.5 0.44 449 <5 <1

L838567 0.365 12 <2 2.38 <3 <0.5 0.53 697 8 <1

L838568 0.225 13 <2 1.40 6 <0.5 0.99 556 7 <1

Element

Method

Det.Lim.

Units
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L838569 0.130 16 <2 0.61 3 <0.5 3.97 1690 <5 <1

L838570 0.435 8 <2 2.09 8 <0.5 0.62 265 9 <1

L838571 0.270 7 <2 1.50 11 <0.5 1.35 361 <5 <1

L838572 0.335 11 <2 1.69 4 <0.5 1.48 198 <5 <1

L838573 0.370 9 <2 1.62 8 <0.5 1.08 366 <5 <1

L838574 0.345 11 <2 1.55 10 <0.5 0.96 280 <5 <1

L838575 0.540 8 <2 1.35 7 <0.5 0.52 195 9 <1

L838576 0.385 12 <2 1.70 11 <0.5 0.36 206 <5 <1

L838577 0.430 8 <2 2.13 10 <0.5 0.26 246 <5 <1

L838578 0.320 8 <2 1.82 4 <0.5 0.40 382 <5 <1

L838579 0.390 6 <2 2.14 7 <0.5 0.29 302 <5 <1

L838580 0.285 9 <2 1.62 9 <0.5 1.17 322 <5 <1

L838581 0.275 8 <2 2.14 6 <0.5 0.44 394 7 <1

L838582 0.330 6 <2 2.08 8 <0.5 0.59 265 <5 <1

L838583 0.255 5 <2 1.45 7 <0.5 2.39 810 <5 <1

L838584 0.345 8 <2 1.53 8 <0.5 0.50 565 <5 <1

L838585 0.400 7 <2 2.87 5 <0.5 0.51 865 <5 <1

L838586 0.285 9 <2 1.95 9 <0.5 0.69 601 <5 <1

L838587 0.370 9 <2 1.66 6 <0.5 0.42 472 <5 <1

L838588 0.310 11 <2 2.02 7 <0.5 0.65 392 <5 <1

L838589 0.375 10 <2 2.14 7 <0.5 0.33 413 <5 <1

L838590 0.305 9 <2 1.88 7 <0.5 0.18 342 6 <1

L838591 0.325 6 <2 1.93 9 <0.5 0.21 327 <5 <1

L838592 0.300 8 <2 1.72 7 <0.5 0.48 289 <5 <1

L838593 0.400 9 <2 1.82 13 <0.5 0.27 321 10 <1

L838594 0.395 9 <2 1.40 10 <0.5 0.47 220 <5 <1

L838595 0.395 8 <2 2.76 6 <0.5 0.91 584 9 <1

L838596 0.315 10 <2 1.63 8 <0.5 0.17 437 7 <1

L838597 0.410 8 <2 1.48 10 <0.5 0.21 284 <5 <1

L838598 0.405 7 <2 2.07 11 <0.5 0.30 305 <5 <1

L838599 0.355 7 <2 1.47 6 <0.5 0.18 268 6 <1

Element

Method

Det.Lim.

Units
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direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 
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L838526 9 27 17.2 3.25 <1 0.13 13.4 10 0.59 540

L838527 10 30 9.3 3.60 <1 0.09 15.0 10 0.62 761

L838528 8 23 7.1 3.19 1 0.09 12.0 9 0.58 890

L838529 8 24 8.9 2.91 <1 0.16 11.5 8 0.47 857

L838530 8 22 7.9 2.95 1 0.19 10.2 6 0.48 879

L838531 9 28 15.9 3.02 <1 0.31 13.5 8 0.71 1110

L838532 8 28 12.8 2.95 <1 0.12 13.2 9 0.76 639

L838533 12 34 5.5 4.01 1 0.15 6.5 9 1.16 849

L838534 8 24 11.5 2.83 <1 0.14 9.6 8 0.47 1070

L838535 10 28 33.2 3.27 <1 0.17 11.4 9 0.58 675

L838536 8 28 10.0 3.23 <1 0.17 11.9 8 0.55 712

L838537 7 24 8.0 2.82 <1 0.13 11.6 10 0.48 863

L838538 8 28 8.0 3.01 <1 0.09 12.3 9 0.50 1110

L838539 7 28 10.2 3.19 2 0.10 11.7 11 0.54 250

L838540 7 26 7.2 2.84 <1 0.14 11.2 9 0.48 287

L838541 6 26 22.2 2.90 <1 0.08 21.4 10 0.62 248

L838542 6 26 14.7 2.79 <1 0.06 11.1 10 0.47 232

L838543 6 25 10.0 2.71 <1 0.05 11.1 11 0.45 253

L838544 9 24 9.9 2.86 1 0.05 12.3 9 0.44 516

L838545 7 21 8.8 3.08 <1 0.15 11.7 9 0.58 374

L838546 10 28 25.3 3.13 <1 0.18 17.1 13 0.87 390

L838547 8 22 7.5 3.52 1 0.07 8.5 13 0.48 595

L838548 12 35 16.6 3.72 1 0.06 12.8 20 0.57 324

L838549 7 25 10.0 3.12 1 0.05 12.2 16 0.60 295

L838550 9 16 5.9 3.68 <1 0.21 7.2 15 0.75 711

L838551 7 26 8.1 2.83 <1 0.09 11.4 10 0.50 431

L838552 11 30 9.4 2.78 <1 0.08 11.8 9 0.47 926

L838553 11 33 10.4 3.07 <1 0.09 15.6 11 0.51 369

L838554 11 22 5.2 3.34 1 0.18 10.1 11 0.65 1100

L838555 8 27 13.9 2.97 <1 0.06 13.5 9 0.48 643

L838556 9 29 10.9 3.02 <1 0.14 13.3 10 0.50 762

L838557 6 23 10.5 2.58 1 0.06 11.8 10 0.50 261

L838558 10 33 15.3 3.22 2 0.08 16.1 11 0.51 310

L838559 8 25 23.7 2.87 <1 0.06 16.0 11 0.61 359

L838560 9 26 30.3 3.05 1 0.12 17.8 11 0.66 401

L838561 7 19 15.5 2.62 <1 0.07 12.9 8 0.61 258

L838562 8 25 20.4 3.01 2 0.08 16.4 10 0.71 322

L838563 8 22 20.3 2.69 <1 0.08 15.8 8 0.65 541

L838564 7 22 14.1 3.51 <1 0.08 15.4 9 0.67 537

L838565 8 26 7.4 3.04 <1 0.08 14.5 11 0.57 339

L838566 9 24 7.5 3.13 1 0.12 11.6 8 0.58 972

L838567 11 18 8.3 4.27 2 0.76 9.5 10 1.11 838

L838568 7 19 23.2 2.58 <1 0.22 12.9 7 0.64 434

Element

Method

Det.Lim.

Units
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L838569 2 7 8.2 0.98 <1 0.13 7.0 2 0.47 306

L838570 8 17 7.7 3.62 <1 0.15 10.4 8 0.66 433

L838571 7 20 24.2 2.86 1 0.11 15.8 9 0.64 312

L838572 6 19 27.2 2.98 <1 0.06 17.6 7 0.62 217

L838573 7 22 22.7 2.73 2 0.06 14.3 8 0.53 342

L838574 9 20 25.1 3.01 <1 0.11 15.9 7 0.52 484

L838575 7 21 19.4 2.51 <1 0.08 13.2 9 0.60 314

L838576 7 28 18.1 2.75 <1 0.07 14.5 10 0.55 253

L838577 8 27 11.9 3.09 <1 0.06 12.5 12 0.55 297

L838578 7 24 7.5 2.86 <1 0.11 10.1 8 0.51 654

L838579 8 25 10.0 3.23 <1 0.11 10.5 10 0.60 317

L838580 8 24 23.5 2.93 <1 0.07 14.0 10 0.64 466

L838581 10 23 11.2 3.45 <1 0.10 10.2 8 0.57 582

L838582 8 22 8.6 3.08 2 0.08 9.6 7 0.54 442

L838583 8 26 26.3 2.86 <1 0.35 11.0 6 0.55 1190

L838584 8 25 14.6 3.17 <1 0.36 11.2 7 0.53 624

L838585 13 50 18.7 4.54 <1 0.60 8.9 13 1.71 921

L838586 8 26 12.4 3.22 <1 0.14 14.4 8 0.52 805

L838587 7 21 6.3 2.87 <1 0.26 12.2 8 0.48 574

L838588 9 17 9.0 3.33 <1 0.18 12.7 8 0.64 832

L838589 9 22 7.8 3.46 <1 0.13 11.0 10 0.66 439

L838590 10 30 15.2 3.18 <1 0.12 11.6 10 0.49 571

L838591 7 25 7.8 3.04 <1 0.06 10.6 10 0.50 261

L838592 7 19 10.6 2.72 <1 0.06 9.7 8 0.48 490

L838593 9 29 16.1 3.24 <1 0.08 14.0 9 0.57 296

L838594 7 23 19.5 2.81 1 0.11 15.8 8 0.60 311

L838595 10 13 2.7 4.49 <1 0.65 12.6 9 1.25 805

L838596 8 26 10.4 2.90 <1 0.06 10.0 9 0.47 382

L838597 6 26 12.1 2.65 2 0.09 10.1 8 0.47 250

L838598 7 26 9.3 3.12 <1 0.09 10.9 11 0.58 313

L838599 6 21 6.6 2.48 1 0.06 9.9 9 0.41 237

Element

Method

Det.Lim.

Units
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L838526 <1 0.02 21 0.05 6 <0.01 <5 5.3 <10 37.2

L838527 2 0.02 18 0.06 10 <0.01 <5 4.7 <10 43.3

L838528 <1 0.02 13 0.07 7 <0.01 <5 3.9 <10 43.5

L838529 <1 0.02 14 0.04 9 <0.01 <5 5.0 <10 31.8

L838530 <1 0.02 13 0.05 8 <0.01 <5 4.8 <10 27.5

L838531 <1 0.03 20 0.06 6 <0.01 <5 5.8 <10 25.4

L838532 1 0.02 16 0.05 11 <0.01 <5 5.1 <10 25.0

L838533 <1 0.05 19 0.24 7 <0.01 <5 6.6 <10 63.7

L838534 1 0.02 14 0.04 5 <0.01 <5 3.0 <10 29.6

L838535 1 0.02 16 0.06 8 <0.01 <5 4.3 <10 26.4

L838536 <1 0.02 15 0.04 8 <0.01 <5 5.0 <10 30.9

L838537 <1 0.02 14 0.05 8 <0.01 <5 3.0 <10 44.1

L838538 1 0.02 15 0.06 7 <0.01 <5 4.3 <10 30.9

L838539 1 0.02 17 0.07 7 <0.01 <5 3.5 <10 31.2

L838540 <1 0.02 14 0.06 8 <0.01 <5 3.2 <10 23.7

L838541 <1 0.03 16 0.08 6 <0.01 <5 5.8 <10 40.9

L838542 <1 0.02 16 0.05 10 <0.01 6 3.7 <10 28.2

L838543 1 0.02 14 0.03 9 <0.01 <5 3.0 <10 22.0

L838544 2 0.02 13 0.05 8 <0.01 <5 3.7 <10 41.2

L838545 1 0.02 12 0.07 10 <0.01 <5 3.3 <10 21.9

L838546 <1 0.05 21 0.11 7 <0.01 <5 5.9 <10 40.8

L838547 <1 0.02 12 0.12 7 <0.01 <5 3.7 <10 22.6

L838548 2 0.02 20 0.03 10 <0.01 <5 4.3 <10 16.3

L838549 <1 0.03 13 0.02 10 <0.01 5 4.0 <10 18.5

L838550 <1 0.03 9 0.18 11 <0.01 <5 4.0 <10 31.9

L838551 <1 0.02 14 0.05 6 <0.01 <5 4.1 <10 31.3

L838552 1 0.02 17 0.04 8 <0.01 <5 4.5 <10 29.1

L838553 <1 0.02 19 0.03 9 <0.01 <5 5.4 <10 26.3

L838554 1 0.03 13 0.15 7 <0.01 <5 3.6 <10 39.8

L838555 <1 0.03 17 0.04 8 <0.01 <5 4.2 <10 29.8

L838556 1 0.02 16 0.05 11 <0.01 <5 4.1 <10 33.1

L838557 2 0.02 14 0.04 8 <0.01 <5 3.1 <10 38.2

L838558 <1 0.02 20 0.02 10 <0.01 <5 6.1 <10 27.6

L838559 <1 0.03 20 0.09 6 <0.01 <5 4.9 <10 46.7

L838560 <1 0.04 23 0.09 8 <0.01 <5 5.5 <10 49.3

L838561 <1 0.04 14 0.08 6 <0.01 7 4.2 <10 55.5

L838562 <1 0.04 17 0.10 7 0.02 6 5.3 <10 48.8

L838563 <1 0.05 14 0.10 6 0.02 <5 5.0 <10 56.1

L838564 <1 0.03 15 0.04 5 <0.01 <5 6.2 <10 44.4

L838565 <1 0.03 14 0.09 12 <0.01 <5 4.0 <10 28.1

L838566 <1 0.04 13 0.08 7 <0.01 <5 4.5 <10 32.9

L838567 <1 0.04 10 0.14 6 <0.01 <5 4.9 <10 50.7

L838568 <1 0.05 13 0.08 9 0.04 <5 4.0 <10 61.2

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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ppm

Sr
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0.5

ppm

L838569 1 0.04 5 0.08 4 0.30 <5 0.7 <10 583

L838570 1 0.04 10 0.05 7 <0.01 <5 5.5 <10 59.5

L838571 <1 0.04 18 0.10 8 0.03 <5 5.0 <10 79.2

L838572 <1 0.03 13 0.10 7 0.04 <5 5.7 <10 88.4

L838573 <1 0.03 18 0.08 6 0.01 <5 5.6 <10 58.4

L838574 <1 0.03 18 0.10 6 0.03 <5 4.8 <10 60.4

L838575 <1 0.03 16 0.09 4 <0.01 <5 4.5 <10 35.9

L838576 <1 0.03 17 0.04 11 <0.01 <5 5.2 <10 32.4

L838577 <1 0.02 17 0.03 10 <0.01 <5 3.6 <10 37.0

L838578 1 0.02 15 0.05 6 <0.01 <5 3.9 <10 41.2

L838579 1 0.02 16 0.04 10 <0.01 <5 3.1 <10 27.8

L838580 1 0.04 16 0.08 7 0.02 <5 4.8 <10 68.2

L838581 2 0.03 13 0.08 9 <0.01 <5 4.2 <10 33.7

L838582 <1 0.02 14 0.04 9 <0.01 <5 5.4 <10 50.2

L838583 <1 0.03 19 0.07 9 0.03 <5 5.4 <10 88.8

L838584 <1 0.03 15 0.07 9 <0.01 <5 6.9 <10 24.4

L838585 <1 0.02 28 0.10 6 <0.01 10 6.8 <10 33.4

L838586 <1 0.03 18 0.07 8 <0.01 <5 5.9 <10 33.2

L838587 <1 0.02 12 0.05 7 <0.01 <5 4.4 <10 36.5

L838588 2 0.03 11 0.07 7 <0.01 <5 4.3 <10 67.3

L838589 <1 0.02 13 0.06 10 <0.01 <5 3.4 <10 76.7

L838590 1 0.02 17 0.06 11 <0.01 <5 4.7 <10 19.5

L838591 <1 0.02 13 0.04 8 <0.01 <5 2.5 <10 23.8

L838592 1 0.03 12 0.07 6 <0.01 <5 3.7 <10 44.1

L838593 <1 0.02 19 0.03 8 <0.01 <5 5.0 <10 24.6

L838594 <1 0.03 16 0.10 9 <0.01 <5 5.4 <10 29.0

L838595 <1 0.04 7 0.22 3 <0.01 6 3.9 <10 51.3

L838596 <1 0.02 15 0.02 10 <0.01 <5 2.9 <10 18.9

L838597 1 0.02 15 0.03 6 <0.01 <5 3.5 <10 19.1

L838598 2 0.02 15 0.03 8 <0.01 <5 2.9 <10 25.5

L838599 1 0.02 11 0.03 9 <0.01 <5 2.4 <10 16.5

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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L838526 0.11 72 <10 4.9 61 5.7

L838527 0.12 84 <10 3.6 82 1.7

L838528 0.11 75 <10 3.3 79 1.2

L838529 0.10 66 <10 4.0 61 3.6

L838530 0.08 69 <10 3.2 55 1.5

L838531 0.11 68 <10 7.4 56 4.2

L838532 0.07 66 <10 5.2 69 2.0

L838533 0.18 83 <10 4.0 125 1.6

L838534 0.08 65 <10 2.2 69 1.4

L838535 0.12 82 <10 2.7 68 3.3

L838536 0.08 70 <10 3.7 60 2.7

L838537 0.10 66 <10 3.0 62 2.8

L838538 0.09 73 <10 3.2 72 2.0

L838539 0.09 74 <10 2.7 66 1.9

L838540 0.09 67 <10 2.8 70 2.9

L838541 0.11 66 <10 11.5 51 8.4

L838542 0.09 68 <10 3.7 48 4.0

L838543 0.09 66 <10 2.8 46 2.9

L838544 0.08 73 <10 3.6 60 1.2

L838545 0.12 75 <10 3.4 54 2.3

L838546 0.13 80 <10 11.3 85 3.4

L838547 0.09 82 <10 2.6 84 1.4

L838548 0.10 82 <10 3.6 64 2.9

L838549 0.12 76 <10 4.3 55 4.8

L838550 0.14 86 <10 4.9 68 1.0

L838551 0.08 65 <10 2.9 68 1.7

L838552 0.08 70 <10 3.6 71 4.5

L838553 0.09 75 <10 5.0 66 2.2

L838554 0.14 76 <10 3.9 162 2.0

L838555 0.09 70 <10 4.5 51 1.3

L838556 0.09 67 <10 3.4 67 1.6

L838557 0.10 64 <10 3.6 52 1.0

L838558 0.10 78 <10 5.2 61 4.8

L838559 0.10 65 <10 9.5 56 3.4

L838560 0.12 67 <10 10.8 70 8.6

L838561 0.10 62 <10 7.2 57 4.3

L838562 0.12 71 <10 9.3 62 3.1

L838563 0.11 63 <10 9.4 58 3.7

L838564 0.11 86 <10 7.6 56 3.1

L838565 0.11 80 <10 4.6 72 1.1

L838566 0.09 69 <10 3.4 67 2.3

L838567 0.24 113 <10 3.9 126 2.7

L838568 0.09 59 <10 8.1 69 2.2

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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0.5
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L838569 0.03 24 <10 2.8 16 2.3

L838570 0.16 94 <10 5.3 62 2.5

L838571 0.09 64 <10 9.5 57 4.2

L838572 0.11 69 <10 11.9 57 7.9

L838573 0.09 65 <10 11.3 53 7.2

L838574 0.11 66 <10 9.6 55 7.2

L838575 0.10 60 <10 8.2 55 3.4

L838576 0.09 62 <10 7.1 46 5.5

L838577 0.09 70 <10 3.3 56 2.6

L838578 0.07 65 <10 3.0 76 1.8

L838579 0.10 73 <10 2.4 74 2.3

L838580 0.09 67 <10 8.2 63 6.1

L838581 0.11 81 <10 3.1 61 2.0

L838582 0.09 74 <10 4.7 59 3.6

L838583 0.08 61 <10 5.3 65 3.9

L838584 0.10 65 <10 5.0 61 3.5

L838585 0.32 111 <10 4.2 150 3.2

L838586 0.06 64 <10 5.3 77 5.3

L838587 0.08 62 <10 4.3 54 2.2

L838588 0.12 74 <10 5.6 71 3.5

L838589 0.14 85 <10 3.1 75 1.8

L838590 0.08 69 <10 3.3 56 2.2

L838591 0.09 71 <10 2.1 60 0.7

L838592 0.09 66 <10 4.5 57 3.7

L838593 0.11 73 <10 4.1 53 7.1

L838594 0.10 66 <10 8.4 54 5.6

L838595 0.28 110 <10 4.6 137 2.3

L838596 0.08 66 <10 2.2 50 2.8

L838597 0.07 58 <10 2.8 45 5.9

L838598 0.10 76 <10 2.4 72 3.3

L838599 0.08 64 <10 2.3 48 2.4

Element

Method

Det.Lim.

Units

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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