
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight
LOG-21 Sample logging - ClientBarCode
CRU-QC Crushing QC Test
PUL-QC Pulverizing QC Test
CRU-31 Fine crushing  - 70% <2mm
SPL-21 Split sample - riffle splitter
PUL-31 Pulverize split to 85% <75 um

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

PGM-ICP23 ICP-AESPt, Pd,  Au 30g FA ICP
ME-ICP41 ICP-AES35 Element Aqua Regia ICP-AES
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CERTIFICATE OF ANALYSIS    WH12195696 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Recvd Wt. Ag Al As B Ba Be Bi Ca Cd Co Cr Cu Fe Ga

kg ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm % ppm
0.02 0.2 0.01 2 10 10 0.5 2 0.01 0.5 1 1 1 0.01 10

K931801 1.68 <0.2 0.24 <2 <10 <10 <0.5 <2 0.10 <0.5 110 147 2 4.93 <10
K931802 1.24 <0.2 0.03 <2 <10 <10 <0.5 <2 0.02 <0.5 128 69 1 5.47 <10
K931803 1.37 <0.2 0.25 <2 <10 <10 <0.5 <2 0.06 <0.5 109 378 5 5.49 <10
K931804 1.02 <0.2 0.16 <2 10 <10 <0.5 <2 0.01 <0.5 85 350 1 4.53 <10
K931805 1.13 <0.2 5.87 <2 <10 20 <0.5 <2 2.86 <0.5 4 5 2 0.38 <10

K931806 1.43 <0.2 0.10 31 <10 10 <0.5 <2 0.51 <0.5 64 194 4 3.91 <10
K931807 1.42 <0.2 0.16 <2 10 <10 <0.5 <2 0.03 <0.5 111 389 7 5.54 <10
K931808 1.47 <0.2 0.33 4 10 20 <0.5 <2 0.03 <0.5 96 480 45 4.14 <10
K931809 1.51 <0.2 0.25 <2 50 10 <0.5 <2 0.03 <0.5 82 728 7 4.64 <10
K931810 1.57 <0.2 0.05 <2 10 <10 <0.5 <2 0.02 <0.5 125 61 <1 5.38 <10

K931811 1.54 <0.2 0.26 <2 10 <10 <0.5 <2 0.04 <0.5 110 556 10 5.53 <10
K931812 1.51 <0.2 0.41 2 10 10 <0.5 <2 0.05 <0.5 96 1140 21 4.93 <10
K931813 1.46 <0.2 0.13 3 50 <10 <0.5 <2 0.02 <0.5 114 401 2 4.81 <10
K931814 1.45 <0.2 0.27 2 20 <10 <0.5 <2 0.07 <0.5 108 656 15 5.46 <10
K931815 1.62 <0.2 0.14 <2 <10 <10 <0.5 <2 0.04 <0.5 111 430 20 5.65 <10
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Hg K La Mg Mn Mo Na Ni P Pb S Sb Sc Sr Th

ppm % ppm % ppm ppm % ppm ppm ppm % ppm ppm ppm ppm
1 0.01 10 0.01 5 1 0.01 1 10 2 0.01 2 1 1 20

K931801 <1 <0.01 <10 24.5 675 <1 0.01 2310 10 <2 0.01 <2 4 3 <20
K931802 <1 <0.01 <10 >25.0 768 <1 0.01 2640 20 <2 0.01 <2 3 2 <20
K931803 <1 <0.01 <10 22.1 846 <1 0.01 2100 10 <2 0.01 <2 6 2 <20
K931804 <1 <0.01 <10 18.40 639 <1 0.01 1940 10 <2 0.01 <2 8 2 <20
K931805 <1 0.02 <10 0.66 52 <1 1.72 47 <10 <2 0.01 <2 <1 73 <20

K931806 <1 0.01 <10 17.40 653 <1 0.01 1515 10 <2 0.01 <2 6 17 <20
K931807 <1 <0.01 <10 22.8 864 <1 0.01 2210 10 <2 <0.01 <2 6 2 <20
K931808 <1 0.01 <10 20.1 483 <1 0.02 2050 20 <2 0.04 <2 8 3 <20
K931809 <1 <0.01 <10 15.70 635 <1 0.01 1880 10 <2 0.01 <2 7 3 <20
K931810 <1 <0.01 <10 >25.0 761 <1 0.01 2610 20 <2 0.01 <2 3 2 <20

K931811 <1 <0.01 <10 22.7 846 <1 0.02 2180 10 <2 0.01 <2 5 2 <20
K931812 <1 0.01 <10 19.50 833 <1 0.01 1870 20 <2 0.01 <2 8 2 <20
K931813 <1 <0.01 <10 22.8 800 <1 0.02 2420 10 <2 0.02 <2 5 2 <20
K931814 <1 <0.01 <10 22.0 842 <1 0.01 2080 10 <2 0.01 <2 8 2 <20
K931815 <1 <0.01 <10 22.3 882 <1 0.02 2120 20 <2 0.01 <2 7 2 <20
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 PGM-ICP23 PGM-ICP23 PGM-ICP23
Ti Tl U V W Zn Au Pt Pd
% ppm ppm ppm ppm ppm ppm ppm ppm

0.01 10 10 1 10 2 0.001 0.005 0.001

K931801 <0.01 <10 <10 7 <10 20 <0.001 <0.005 0.002
K931802 <0.01 <10 <10 1 <10 28 <0.001 <0.005 0.001
K931803 <0.01 <10 <10 13 <10 24 0.001 0.007 0.005
K931804 <0.01 <10 <10 11 <10 15 <0.001 0.008 0.007
K931805 <0.01 <10 <10 2 <10 2 <0.001 <0.005 0.023

K931806 <0.01 <10 <10 8 <10 6 0.002 <0.005 0.002
K931807 <0.01 <10 <10 13 <10 27 0.001 0.005 0.006
K931808 <0.01 <10 <10 19 <10 15 0.002 0.007 0.007
K931809 <0.01 <10 <10 16 <10 15 0.006 <0.005 0.006
K931810 <0.01 <10 <10 2 <10 28 <0.001 <0.005 0.001

K931811 <0.01 <10 <10 16 <10 24 0.001 0.006 0.007
K931812 <0.01 <10 <10 30 <10 26 0.002 0.011 0.015
K931813 <0.01 <10 <10 11 <10 23 0.003 <0.005 0.001
K931814 <0.01 <10 <10 20 <10 27 0.001 0.007 0.006
K931815 <0.01 <10 <10 18 <10 37 0.001 0.008 0.006
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