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CERTIFICATE WH13142582

SAMPLE PREPARATION

To: COUREUR DES BOIS
ATTN: DANIELE HEON
3 RYDER PLACE
WHITEHORSE YT Y1A 5T5

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as

submitted. All pages of this report have been checked and approved for release.

***** See Appendix Page for comments regarding this certificate *****

ALS CODE DESCRIPTION

Project: AB reanalysis WEI-21 Received Sample Weight

P.O. No.: shipment number CDB2013-3 LOG-22 Sample login - Red w/o BarCode

This report is for 17 Pulp samples submitted to our lab in Whitehorse, YT, Canada on SCR-41 Screen to -180um and save both

6-AUG-2013.

The following have access to data associated with this certificate: ANALYTICAL PROCEDURES

DANIELE HEON D. JACOB ALS CODE DESCRIPTION INSTRUMENT

Au-ICP21 Au 30g FA ICP-AES Finish ICP-AES

Signature: "d;'i:’

Colin Ramshaw, Vancouver Laboratory Manager
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Project: AB reanalysis

Minerals
CERTIFICATE OF ANALYSIS WH13142582
Method WEI-21 Au-ICP21
Analyte Recvd Wt. Au

Sample Description units kg ppm

LOR 0.02 0.001
12235059 AB D 63 0.56 0.003
12235056 AB 48 1 0.25 0.001
12235056 AB 41 C 0.38 0.002
12235264 AB 7 A 0.38 0.055
12235260 AB 65 C 0.24 0.004
12235260 AB 68 A 0.24 0.001
12235056 AB 44 A 0.35 0.004
12235260 AB 68 E 0.60 <0.001
12235260 AB 69 F 0.49 0.007
12235059 AB 59 B 0.72 0.004
12235059 AB 60 D 0.55 0.002
12235059 AB 58 D 0.56 0.002
12235263 AB 18 A 0.21 0.015
12235058 AB 54 D 0.37 0.013
12235263 AB 18 B 0.21 0.003
12235263 AB 17 B 0.14 0.017
12235267 AB 15 G 0.35 0.007

%% See Appendix Page for comments regarding this certificate *****
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CERTIFICATE OF ANALYSIS

WH13142582

CERTIFICATE COMMENTS

Applies to Method:

Applies to Method:

LABORATORY ADDRESSES

Processed at ALS Whitehorse located at 78 Mt. Sima Rd, Whitehorse, YT, Canada.
LOG-22 SCR-41 WEI-21

Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
Au-I1CP21
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