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ALS
Minerals
CERTIFICATE WH13137854 SAMPLE PREPARATION

ALS CODE DESCRIPTION

Project: WEI-21 Received Sample Weight

P.O. NO.: LOG-22 Sample login - Rcd w/o BarCode

This report is for 48 Soil samples submitted to our lab in Whitehorse, YT, Canada on SCR-41 Screen to -180um and save both

31-JUL-2013.

The following have access to data associated with this certificate: ANALYTICAL PROCEDURES

DANIELE HEON D. JACOB ALS CODE DESCRIPTION INSTRUMENT

Au-TL43 Trace Level Au - 25g AR ICP-MS

To: COUREUR DES BOIS
ATTN: DANIELE HEON
3 RYDER PLACE
WHITEHORSE YT Y1A 5T5

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as

submitted. All pages of this report have been checked and approved for release.
***** See Appendix Page for comments regarding this certificate *****

Signature: "d;'i:’

Colin Ramshaw, Vancouver Laboratory Manager
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ALS
Minerals
CERTIFICATE OF ANALYSIS WH13137854
Method WEI-21 Au-TL43
Analyte Recvd Wt. Au

Sample Description units k9 ppm

LOR 0.02 0.001
AU 112 0.20 0.003
AU 113 0.13 0.003
AU 26 0.43 0.005
AU 28 0.48 0.003
AU 313 0.30 0.002
AU 314 0.63 0.002
AU 319 0.60 0.002
AU 320 0.49 0.005
AU 322 0.49 0.002
AU 324 0.45 0.003
AU 348 0.27 0.002
AU 349 0.44 0.015
AU 351 0.36 0.005
AU 354 0.41 0.009
AU 355 0.45 0.005
AU 356 0.39 0.004
AU 357 0.38 0.004
AU 358 0.38 0.005
AU 359 0.41 0.002
AU 38 0.70 0.006
AU 39 0.39 0.002
AU 45 0.51 0.002
AU 58 0.24 0.005
AU 59 0.43 0.004
AU 86 0.45 0.002
AU 92 0.45 0.005
AU 121 0.33 0.003
AU 124 0.42 0.003
AU 131 0.33 0.003
AU 137 0.41 0.003
AU 144 0.36 0.002
AU 181 0.19 0.003
AU 195 0.43 0.001
AU 206 0.27 0.001
AU 212 0.39 0.001
AU 226 0.24 0.003
AU 228 0.19 0.004
AU 232 0.31 0.005
AU 238 0.18 0.002
AU 241 0.32 0.001

%% See Appendix Page for comments regarding this certificate *****
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Minerals
CERTIFICATE OF ANALYSIS WH13137854
Method WEI-21 Au-TL43
Analyte Recvd Wt. Au
L Units kg ppm

Sample Description LOR 0.02 0.001
AU 243 0.34 0.003
AU 247 0.41 0.002
AU 271 0.51 0.001
AU 272 0.53 0.001
AU 276 0.50 0.003
AU 11 0.31 0.002
AU 77 0.25 0.008
AU 111 0.20 0.008

%% See Appendix Page for comments regarding this certificate *****
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CERTIFICATE OF ANALYSIS WH13137854

CERTIFICATE COMMENTS

Applies to Method:

Applies to Method:

LABORATORY ADDRESSES

Processed at ALS Whitehorse located at 78 Mt. Sima Rd, Whitehorse, YT, Canada.
LOG-22 SCR-41 WEI-21

Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
Au-TL43
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