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*NOTES

Results relate only to the items tested and to all the items tested



Ag Al As B Ba Be Bi CrCd Ce CoCaAnalyte: FeCu

ppm % ppm ppm ppm ppm ppm ppmppm ppm ppm%Unit: %ppm

Sample Description RDL: 0.2 0.011 5 1 0.5 1 0.01 0.5 1 0.5 0.5 0.50.01

1.3 0.31 10 <5 25 <0.5 <1 18.4<0.5 22 3.69.80RE5529537 18.0 1.33

0.2 0.35 19 <5 23 <0.5 <1 16.7<0.5 8 8.01.72RE5529538 16.1 2.76

<0.2 0.03 2 <5 8 <0.5 <1 5.6<0.5 7 <0.526.9RE5529539 <0.5 0.75

<0.2 0.09 12 <5 15 <0.5 <1 5.9<0.5 7 2.927.3RE5529540 <0.5 1.99

<0.2 0.08 9 <5 17 <0.5 <1 2.7<0.5 5 0.827.3RE5529541 <0.5 0.39

0.2 0.03 85 <5 4 <0.5 <1 28.6<0.5 2 12.62.47RE5529542 12.7 3.56

0.7 0.39 10 <5 99 <0.5 <1 20.4<0.5 27 4.110.4RE5239837 4.0 1.57

<0.2 0.02 1 <5 10 <0.5 <1 4.9<0.5 1 <0.532.0RE5239838 <0.5 0.18

<0.2 0.25 <1 <5 25 <0.5 <1 3.7<0.5 21 1.428.5RE5239839 5.5 0.84

Ga Hg In K La Li Mg PMo Na NiMnAnalyte: RbPb

ppm ppm ppm % ppm ppm % ppmppm % ppmppmUnit: ppmppm

Sample Description RDL: 5 101 0.01 1 1 0.01 1 0.5 0.01 0.5 10 0.51

12 <1 <1 0.09 10 3 3.47 440<0.5 <0.01 8.0264RE5529537 8.4 12

9 <1 <1 0.17 3 2 0.53 1200.6 0.02 18.5981RE5529538 11.5 12

6 <1 <1 <0.01 3 <1 0.41 268<0.5 <0.01 1.6240RE5529539 3.5 <10

8 <1 <1 0.03 4 3 0.39 227<0.5 <0.01 5.11200RE5529540 23.5 <10

9 <1 <1 0.01 4 1 1.70 5121.9 <0.01 2.5223RE5529541 7.6 <10

6 <1 <1 <0.01 <1 <1 0.30 4831.0 <0.01 24.7953RE5529542 51.0 <10

12 <1 <1 0.11 13 5 5.12 347<0.5 <0.01 10.0341RE5239837 7.3 13

7 <1 <1 <0.01 1 <1 0.36 1310.6 <0.01 0.677RE5239838 4.9 <10

9 <1 <1 0.07 11 6 0.46 917<0.5 <0.01 3.21350RE5239839 8.6 <10

Results relate only to the items tested and to all the items tested
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S Sb Sc Se Sn Sr Ta UTh Ti TlTeAnalyte: WV

% ppm ppm ppm ppm ppm ppm ppmppm % ppmppmUnit: ppmppm

Sample Description RDL: 0.005 10.5 10 5 0.5 10 10 5 0.01 0.01 5 0.51

0.007 <1 1.9 <10 <5 151 <10 <5<5 <0.01 0.02<10RE5529537 8.2 <1

<0.005 8 3.1 <10 <5 125 <10 <56 <0.01 1.20<10RE5529538 0.7 <1

0.145 1 0.5 <10 6 1150 <10 <5<5 <0.01 <0.01<10RE5529539 <0.5 <1

1.03 2 0.6 <10 6 1350 <10 <5<5 <0.01 2.15<10RE5529540 <0.5 <1

0.135 6 <0.5 <10 6 848 <10 <5<5 <0.01 0.34<10RE5529541 <0.5 <1

2.67 1 <0.5 <10 <5 103 <10 <5<5 <0.01 1.90<10RE5529542 <0.5 <1

0.021 <1 3.4 <10 <5 359 <10 <57 <0.01 1.10<10RE5239837 12.1 <1

0.023 1 <0.5 <10 7 829 <10 <5<5 <0.01 0.57<10RE5239838 <0.5 <1

<0.005 <1 2.4 <10 6 1860 <10 <5<5 <0.01 0.09<10RE5239839 <0.5 <1

Y Zn ZrAnalyte:

ppm ppm ppmUnit:

Sample Description RDL: 1 50.5

9 33.7 15RE5529537

6 61.8 9RE5529538

4 69.7 <5RE5529539

6 6.6 <5RE5529540

4 9.7 <5RE5529541

3 8.2 <5RE5529542

11 53.5 12RE5239837

2 2.3 <5RE5239838

18 25.9 8RE5239839

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested
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Sample
Login

Weight
AuAnalyte:

kg ppmUnit:

Sample Description RDL: 0.01 0.001

1.12 0.003RE5529537

0.61 0.003RE5529538

0.92 <0.001RE5529539

0.44 <0.001RE5529540

0.72 <0.001RE5529541

0.61 0.005RE5529542

0.61 0.542RE5239837

0.66 0.508RE5239838

0.57 <0.001RE5239839

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested
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Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)

Au 1 3705566 0.003 < 0.001 < 0.001 102% 90% 110%1.55 1.52

 

Aqua Regia Digest - Metals Package, ICP-OES (Low Tl) (201073)

Ag 1 3705566 1.25 1.21 3.3% < 0.2 97% 80% 120%12.6 13.0

Al 1 3705566 0.31 0.32 3.2% < 0.01 80% 120%

As 1 3705566 10 5 < 1 80% 120%

B 1 3705566 < 5 < 5 0.0% < 5 80% 120%

Ba
 

1 3705566 25 26 3.9% < 1 80% 120%

Be 1 3705566 < 0.5 < 0.5 0.0% < 0.5 80% 120%

Bi 1 3705566 < 1 < 1 0.0% < 1 80% 120%

Ca 1 3705566 9.80 10.0 2.0% < 0.01 80% 120%

Cd 1 3705566 < 0.5 < 0.5 0.0% < 0.5 80% 120%

Ce
 

1 3705566 22 22 0.0% < 1 80% 120%

Co 1 3705566 3.61 3.65 1.1% < 0.5 80% 120%

Cr 1 3705566 18.4 18.5 0.5% < 0.5 80% 120%

Cu 1 3705566 18.0 15.4 15.6% < 0.5 87% 80% 120%5270 6000

Fe 1 3705566 1.33 1.33 0.0% < 0.01 80% 120%

Ga
 

1 3705566 12 11 8.7% < 5 80% 120%

Hg 1 3705566 < 1 < 1 0.0% < 1 80% 120%

In 1 3705566 < 1 < 1 0.0% < 1 80% 120%

K 1 3705566 0.09 0.09 0.0% < 0.01 80% 120%

La 1 3705566 10 10 0.0% < 1 80% 120%

Li
 

1 3705566 3 4 28.6% < 1 80% 120%

Mg 1 3705566 3.47 3.49 0.6% < 0.01 80% 120%

Mn 1 3705566 264 265 0.4% < 1 80% 120%

Mo 1 3705566 < 0.5 < 0.5 0.0% < 0.5 87% 80% 120%307 350

Na 1 3705566 < 0.01 < 0.01 0.0% < 0.01 80% 120%

Ni
 

1 3705566 8.0 8.0 0.0% < 0.5 80% 120%

P 1 3705566 440 441 0.2% < 10 97% 80% 120%583 600

Pb 1 3705566 8.44 9.64 13.3% < 0.5 80% 120%

Rb 1 3705566 12 11 8.7% < 10 80% 120%

S 1 3705566 0.007 0.007 0.0% < 0.005 80% 120%

Sb
 

1 3705566 < 1 1 < 1 80% 120%

Sc 1 3705566 1.9 1.9 0.0% < 0.5 80% 120%

Se 1 3705566 < 10 < 10 0.0% < 10 80% 120%

Sn 1 3705566 < 5 < 5 0.0% < 5 80% 120%

Sr 1 3705566 151 151 0.0% < 0.5 80% 120%

Ta
 

1 3705566 < 10 < 10 0.0% < 10 105% 80% 120%0.9 0.9

Te 1 3705566 < 10 < 10 0.0% < 10 80% 120%

Th 1 3705566 < 5 < 5 0.0% < 5 80% 120%

Ti 1 3705566 < 0.01 < 0.01 0.0% < 0.01 80% 120%

Tl 1 3705566 0.02 < 0.01 < 0.01 80% 120%

U
 

1 3705566 < 5 < 5 0.0% < 5 80% 120%

V 1 3705566 8.2 7.3 11.6% < 0.5 80% 120%

Results relate only to the items tested and to all the items tested
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W 1 3705566 < 1 < 1 0.0% < 1 80% 120%

Y 1 3705566 9 9 0.0% < 1 100% 80% 120%7 7

Zn 1 3705566 33.7 33.6 0.3% < 0.5 80% 120%

Zr
 

1 3705566 15 15 0.0% < 5 80% 120%

Certified By:

Results relate only to the items tested and to all the items tested
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Method Blank

Solid Analysis (Continued)

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

QUALITY ASSURANCE REPORT (V1) Page 6 of 7



Solid Analysis

Ag MIN-200-12020 ICP/OES

Al MIN-200-12020 ICP/OES

As MIN-200-12020 ICP/OES

B MIN-200-12020 ICP/OES

Ba MIN-200-12020 ICP/OES

Be MIN-200-12020 ICP/OES

Bi MIN-200-12020 ICP/OES

Ca MIN-200-12020 ICP/OES

Cd MIN-200-12020 ICP/OES

Ce MIN-200-12020 ICP/OES

Co MIN-200-12020 ICP/OES

Cr MIN-200-12020 ICP/OES

Cu MIN-200-12020 ICP/OES

Fe MIN-200-12020 ICP/OES

Ga MIN-200-12020 ICP/OES

Hg MIN-200-12020 ICP/OES

In MIN-200-12020 ICP/OES

K MIN-200-12020 ICP/OES

La MIN-200-12020 ICP/OES

Li MIN-200-12020 ICP/OES

Mg MIN-200-12020 ICP/OES

Mn MIN-200-12020 ICP/OES

Mo MIN-200-12020 ICP/OES

Na MIN-200-12020 ICP/OES

Ni MIN-200-12020 ICP/OES

P MIN-200-12020 ICP/OES

Pb MIN-200-12020 ICP/OES

Rb MIN-200-12020 ICP/OES

S MIN-200-12020 ICP/OES

Sb MIN-200-12020 ICP/OES

Sc MIN-200-12020 ICP/OES

Se MIN-200-12020 ICP/OES

Sn MIN-200-12020 ICP/OES

Sr MIN-200-12020 ICP/OES

Ta MIN-200-12020 ICP/OES

Te MIN-200-12020 ICP/OES

Th MIN-200-12020 ICP/OES

Ti MIN-200-12020 ICP/OES

Tl MIN-200-12020 ICP-MS

U MIN-200-12020 ICP/OES

V MIN-200-12020 ICP/OES

W MIN-200-12020 ICP/OES

Y MIN-200-12020 ICP/OES

Zn MIN-200-12020 ICP/OES

Zr MIN-200-12020 ICP/OES

Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006
BUGBEE, E:  A Textbook of Fire 
Assaying

ICP-OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 12Y641686

Method Summary

ATTENTION TO: Yinghua Chen

CLIENT NAME: ANTHILL RESOURCES (YUKON)

PROJECT NO: 

AGAT S.O.P ANALYTICAL TECHNIQUELITERATURE REFERENCEPARAMETER

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

METHOD SUMMARY (V1) Page 7 of 7


