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DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5505073
RES5505074
RE5505075
RE5505076
RES5505077
RE5505078
RE5505079
RE5505080
RE5505081
RE5505082
RE5505083
RE5505084
RE5505085
RE5505086
RE5505087
RE5505088
RE5505089
RE5505090
RE5505091
RE5505092
RE5505093
RE5505220
RES5505221
RES5505222
RE5505223
RES5505224
RES5505225
RE5505226
RES5505227
RE5505228
RE5505229
RES5505234
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Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES finish (201073)

DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5505235
RE5505236
RES5505237
RE5505238
RES5505537
RE5505538
RE5505539
RE5505540
RE5505541
RE5505542
RE5506787
RE5506788
RE5506789
RE5506790
RE5506791
RE5506792
RE5506793
RES5506794
RE5506795
RE5506796
RES5506797
RE5506798
RE5506799
RE5506800
RE5506801
RE5506802
RE5506803
RE5507360
RE5507361
RE5507362
RE5507363
RES5507364
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Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES finish (201073)

DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5507365
RE5507366
RE5505543
RE5505544
RE5505545
RE5505546
RES5505547
RE5505548
RE5505549
RE5505550
RE5505551
RE5505552
RE5505553
RE5505554
RE5505555
RE5505556
RES5505557
RE5505558
RE5505559
RE5505239
RES5505241
RES5505242
RE5505243
RES5505244
RE5505245
RE5505246
RES5507367
RE5507368
RE5507369
RE5507370
RE5507371
RES5507372
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES finish (201073)

DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RES5507373
RES5507374
RE5507375
RE5507376
RES507377
RES5507378
RE5506804
RE5506805
RE5506806
RE5506807
RE5506808
RE5506809
RE5507060
RE5507061
RE5507062
RE5507063
RE5507064
RE5507065
RE5507066
RE5507067
RE5507068
RE5507069
RE5506811
RE5506812
RE5506813
RE5506814
RE5506815
RE5506816
RE5506817
RE5506818
RE5506819
RE5506820
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES finish (201073)

DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5506821
RE5506822
RE5506823
RE5506824
RE5506825
RE5506826
RE5506827
RE5506828
RE5506829
RE5506830
RE5506831
RE5506832
RE5506833
RE5506834
RE5506835
RE5506836
RE5506837
RE5506838
RE5506839
RE5506840
RE5506841
RE5506842
RE5506843
RE5506844
RE5506845
RE5506846
RE5506847
RE5506848
RE5506849
RE5506850
RE5506851
RE5506852
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

CLIENT NAME: ANTHILL RESOURCES

http://www.agatlabs.com

ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES finish (201073)

DATE SAMPLED: Jun 25, 2012

DATE RECEIVED: Jun 25, 2012 DATE REPORTED: SAMPLE TYPE: Rock

Analyte: Y

Unit: ppm
Sample Description RDL: 1

Zn Zr

ppm ppm
0.5 5

RE5506853
RE5506854
RE5506855
RE5506856
RE5506857
RE5506858
RE5506859
RE5506860
RE5506861

Comments: RDL - Reported Detection Limit

ZML é&fa’{fdﬂ/é/

Certified By:
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Page 24 of 30
Results relate only to the items tested and to all the items tested



5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: Jul 03, 2012 SAMPLE TYPE: Rock
Analyte: Au
Unit: ppm
Sample Description RDL: 0.001
RES5505073 0.050
RES5505074 0.006
RES5505075 0.004
RES5505076 <0.001
RES5505077 0.010
RES5505078 0.001
RES5505079 0.046
RES5505080 0.002
RES5505081 0.033
RES5505082 <0.001
RES5505083 0.001
RES5505084 <0.001
RES5505085 0.006
RES5505086 0.002
RES5505087 0.001
RES5505088 0.004
RES5505089 0.001
RES5505090 0.009
RES5505091 0.002
RES5505092 0.001
RES5505093 0.063
RES5505220 0.002
RES5505221 <0.001
RES5505222 0.001
RE5505223 <0.001
RES5505224 0.001
RES5505225 0.038
RE5505226 0.001
RES5505227 <0.001
RES5505228 0.001
RES5505229 <0.001
RES5505234 <0.001
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5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: Jul 03, 2012 SAMPLE TYPE: Rock
Analyte: Au
Unit: ppm
Sample Description RDL: 0.001
RES5505235 0.046
RE5505236 0.002
RE5505237 0.005
RES5505238 <0.001
RES5505537 <0.001
RES5505538 0.059
RES5505539 0.002
RES5505540 0.004
RES5505541 <0.001
RES5505542 <0.001
RES5506787 0.045
RES5506788 0.002
RES5506789 0.002
RES5506790 <0.001
RES5506791 <0.001
RES5506792 0.002
RES5506793 0.027
RES5506794 0.001
RES5506795 0.063
RES5506796 <0.001
RES5506797 0.001
RES5506798 0.001
RES5506799 2.47
RES5506800 0.003
RES5506801 0.046
RES5506802 0.509
RES5506803 0.007
RES5507360 0.011
RES5507361 0.003
RES5507362 0.001
RES5507363 <0.001
RES5507364 0.002
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5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: Jul 03, 2012 SAMPLE TYPE: Rock
Analyte: Au
Unit: ppm
Sample Description RDL: 0.001
RES5507365 0.003
RES5507366 0.003
RES5505543 0.001
RES5505544 0.001
RES5505545 0.011
RES5505546 0.001
RES5505547 <0.001
RES5505548 0.002
RES5505549 0.002
RES5505550 0.001
RES5505551 0.004
RES5505552 0.008
RES5505553 0.002
RES5505554 <0.001
RES5505555 0.002
RES5505556 0.001
RES5505557 <0.001
RES5505558 <0.001
RES5505559 <0.001
RES5505239 0.011
RES5505241 <0.001
RES5505242 0.002
RES5505243 0.034
RES5505244 0.001
RE5505245 0.001
RES5505246 0.011
RES5507367 <0.001
RES5507368 0.002
RES5507369 <0.001
RES5507370 <0.001
RES5507371 0.001
RES5507372 0.001
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5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: Jul 03, 2012 SAMPLE TYPE: Rock
Analyte: Au
Unit: ppm
Sample Description RDL: 0.001
RES5507373 0.015
RES5507374 0.003
RES5507375 0.003
RES5507376 <0.001
RES507377 0.060
RES5507378 0.002
RES5506804 0.005
RES5506805 0.007
RE5506806 <0.001
RES5506807 <0.001
RES5506808 0.018
RES5506809 0.009
RES5507060 0.011
RES5507061 0.001
RES5507062 0.001
RES5507063 0.008
RES5507064 0.002
RES5507065 0.027
RES5507066 0.030
RES5507067 0.191
RES5507068 0.383
RES5507069 0.004
RES5506811 0.002
RES5506812 <0.001
RES5506813 0.004
RES5506814 0.012
RES5506815 0.008
RES5506816 0.002
RES5506817 0.130
RES5506818 0.002
RES5506819 0.008
RES5506820 <0.001
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5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: Jul 03, 2012 SAMPLE TYPE: Rock
Analyte: Au
Unit: ppm
Sample Description RDL: 0.001
RES5506821 <0.001
RES5506822 0.001
RES5506823 <0.001
RES5506824 0.001
RES5506825 0.002
RE5506826 <0.001
RES5506827 0.015
RES5506828 0.001
RE5506829 <0.001
RES5506830 <0.001
RES5506831 <0.001
RE5506832 0.004
RES5506833 <0.001
RES5506834 <0.001
RES5506835 <0.001
RE5506836 <0.001
RES5506837 <0.001
RES5506838 <0.001
RES5506839 <0.001
RES5506840 0.002
RES5506841 0.004
RES5506842 0.003
RES5506843 <0.001
RES5506844 <0.001
RES5506845 0.011
RE5506846 0.001
RES5506847 0.001
RE5506848 <0.001
RES5506849 241
RES5506850 <0.001
RES5506851 0.009
RES5506852 0.020
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 127613679 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 25, 2012 DATE RECEIVED: Jun 25, 2012 DATE REPORTED: Jul 03, 2012 SAMPLE TYPE: Rock
Analyte: Au
Unit: ppm
Sample Description RDL: 0.001
RE5506853 0.003
RE5506854 0.002
RE5506855 <0.001
RE5506856 <0.001
RE5506857 <0.001
RE5506858 0.023
RE5506859 0.005
RE5506860 <0.001
RE5506861 0.003
Comments: RDL - Reported Detection Limit
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