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RE5507091
RE5507092
RE5507093
RES5507094
RE5507095
RE5507096
RES5507097
RE5507098
RE5507099
RE5507100
RE5507101
RE5507102
RE5507103
RE5507104
RE5507105
RE5507106
RE5507107
RE5507108
RE5507109
RE5510560
RES5505247
RES5505248
RE5505249
RE5505250
RE5505251
RE5505252
RE5505253
RES5505254
RE5505255
RE5505256
RE5505257

Certified By:

NVAANS-

EGE T CERTIFICATE OF ANALYSIS (V1)

Results relate only to the items tested and to all the items tested
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@ @ @ 'ﬁ Laboratories

Certificate of Analysis

AGAT WORK ORDER: 12Y615538
PROJECT NO:

CLIENT NAME: ANTHILL RESOURCES

ATTENTION TO: Yinghua Chen

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012

DATE RECEIVED: Jun 29, 2012

DATE REPORTED: Jul 09, 2012

SAMPLE TYPE: Rock

Analyte: S
Unit: %
Sample Description RDL: 0.005

Sb
ppm

Sc

ppm
0.5

Se Sn Sr Ta Te

ppm ppm ppm ppm ppm
10 5 0.5 10 10

Th

ppm
5

Ti
%
0.01

Tl

ppm
0.01

U
ppm

\Y Y
ppm ppm
0.5 1

RE5505258
RE5505259
RE5510110
RE5510111
RES5510112
RE5510113
RES5510114
RE5510115
RE5510116
RE5510118
RE5510119
RE5510120
RE5510121
RE5510122
RE5510123
RES5510124
RE5510125
RE5510126
RES5510128
RE5510130
RE5510131
RE5510132
RES5507407
RE5507408
RE5507409
RE5509610
RE5509611
RE5509612
RE5509613
RE5509614
RE5506862
RE5506863

Certified By:

NVAANS-

EGE T CERTIFICATE OF ANALYSIS (V1)

Results relate only to the items tested and to all the items tested
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@ @ @ 'ﬁ Laboratories

Certificate of Analysis

AGAT WORK ORDER: 12Y615538
PROJECT NO:

CLIENT NAME: ANTHILL RESOURCES

ATTENTION TO: Yinghua Chen

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012

DATE RECEIVED: Jun 29, 2012

DATE REPORTED: Jul 09, 2012

SAMPLE TYPE: Rock

Analyte: S
Unit: %
Sample Description RDL: 0.005

Sb
ppm

Sc

ppm
0.5

Se Sn Sr Ta Te

ppm ppm ppm ppm ppm
10 5 0.5 10 10

Th

ppm
5

Ti
%
0.01

Tl

ppm
0.01

U
ppm

\Y Y
ppm ppm
0.5 1

RE5506864
RE5506865
RE5506866
RE5506867
RE5506868
RE5506869
RE5506870
RE5506871
RE5506872
RE5506873
RE5506874
RE5506875
RE5506876
RES5506877
RE5506878
RE5506879
RE5506880
RE5506881
RE5506882
RE5506883
RE5506884
RE5506885
RE5506886
RE5506887
RE5506888
RE5506889
RE5506890
RE5506891
RE5506892
RE5506893
RE5506894
RE5506895

Certified By:

NVAANS-

EGE T CERTIFICATE OF ANALYSIS (V1)

Results relate only to the items tested and to all the items tested

Page 20 of 38




@ @ @ 'ﬁ Laboratories

Certificate of Analysis

AGAT WORK ORDER: 12Y615538
PROJECT NO:

CLIENT NAME: ANTHILL RESOURCES

ATTENTION TO: Yinghua Chen

5623 McADAM ROAD
MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012

DATE RECEIVED: Jun 29, 2012

DATE REPORTED: Jul 09, 2012

SAMPLE TYPE: Rock

Analyte: S
Unit: %
Sample Description RDL: 0.005

Sb
ppm

Sc

ppm
0.5

Se Sn Sr Ta Te

ppm ppm ppm ppm ppm
10 5 0.5 10 10

Th

ppm
5

Ti
%
0.01

Tl

ppm
0.01

U
ppm

\Y Y
ppm ppm
0.5 1

RE5506896
RE5506897
RE5506898
RE5506899
RE5506900
RE5506901
RE5506902
RE5506903
RE5506904
RE5506905
RE5506906
RE5506907
RE5506908
RE5506909
RE5506910
RE5510561
RE5510562
RE5510563
RES5510564
RE5510565
RE5510566
RE5510567
RE5510568
RE5510569
RE5510570
RE5510571
RES5510572
RE5510573
RES5510574
RE5510575
RE5510576
RES5510577

Certified By:

NVAANS-

EGE T CERTIFICATE OF ANALYSIS (V1)

Results relate only to the items tested and to all the items tested
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; o . 5623 MCADAM ROAD
Certificate of Analysis MISSISSAUGA, ONTARIO

ﬁ |: CANADA L4Z 1N9

@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Analyte: S Sb Sc Se Sn Sr Ta Te Th Ti Tl U \% Wi
Unit: % ppm ppm ppm ppm ppm ppm ppm ppm % ppm ppm ppm ppm
Sample Description RDL: 0.005 1 0.5 10 5 0.5 10 10 5 0.01 0.01 5 0.5 1
RES5510578

Certified By: (v

EGE T CERTIFICATE OF ANALYSIS (V1) Page 22 of 38

Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

CLIENT NAME: ANTHILL RESOURCES

http://www.agatlabs.com

ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012

DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock

Analyte: Y
Unit: ppm
Sample Description RDL: 1

Zn Zr

ppm ppm
0.5 5

RE5507389
RE5507390
RE5507391
RE5507392
RE5507393
RES5507394
RE5507395
RE5507396
RES5507397
RE5507398
RE5507399
RE5507400
RE5507379
RE5507380
RE5507381
RE5507382
RE5507383
RE5507384
RE5507385
RE5507386
RE5507387
RE5507388
RE5507401
RES5507402
RE5507403
RES5507404
RE5507405
RE5507406
RE5505094
RE5505095
RE5505096
RE5505097

’ fo

Certified By:

EGE T CERTIFICATE OF ANALYSIS (V1)
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Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5505098
RE5505099
RE5505100
RE5505101
RE5505102
RE5505103
RE5505104
RE5505105
RE5505106
RE5505107
RE5505108
RE5505109
RE5507070
RE5507071
RE5507072
RE5507073
RES5507074
RE5507075
RE5507076
RES5507077
RE5507078
RE5507079
RE5507080
RE5507081
RE5507082
RE5507083
RE5507084
RE5507085
RE5507086
RE5507087
RE5507088
RE5507089

Certified By: (v
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Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5507090
RE5507091
RE5507092
RE5507093
RE5507094
RE5507095
RE5507096
RE5507097
RE5507098
RE5507099
RE5507100
RE5507101
RE5507102
RE5507103
RE5507104
RE5507105
RE5507106
RES5507107
RE5507108
RE5507109
RE5510560
RES5505247
RE5505248
RE5505249
RE5505250
RE5505251
RE5505252
RE5505253
RES5505254
RE5505255
RE5505256
RES5505257

Certified By: (v
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Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5505258
RE5505259
RE5510110
RES5510111
RES5510112
RE5510113
RES5510114
RE5510115
RE5510116
RE5510118
RE5510119
RE5510120
RE5510121
RES5510122
RE5510123
RES5510124
RE5510125
RE5510126
RE5510128
RE5510130
RE5510131
RES5510132
RE5507407
RE5507408
RE5507409
RE5509610
RE5509611
RE5509612
RE5509613
RE5509614
RE5506862
RE5506863

Certified By: (v

EGE T CERTIFICATE OF ANALYSIS (V1) Page 26 of 38

Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5506864
RE5506865
RE5506866
RE5506867
RE5506868
RE5506869
RE5506870
RE5506871
RE5506872
RE5506873
RE5506874
RE5506875
RE5506876
RE5506877
RE5506878
RE5506879
RE5506880
RE5506881
RE5506882
RE5506883
RE5506884
RE5506885
RE5506886
RE5506887
RE5506888
RE5506889
RE5506890
RE5506891
RE5506892
RE5506893
RE5506894
RE5506895

Certified By: (v
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Results relate only to the items tested and to all the items tested




5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

. FAX (905)501-0589
PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock

Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5

RE5506896
RE5506897
RE5506898
RE5506899
RE5506900
RE5506901
RE5506902
RE5506903
RE5506904
RE5506905
RE5506906
RE5506907
RE5506908
RE5506909
RE5506910
RE5510561
RE5510562
RES5510563
RE5510564
RE5510565
RE5510566
RES5510567
RE5510568
RE5510569
RE5510570
RES5510571
RES5510572
RE5510573
RES5510574
RE5510575
RE5510576
RES5510577

Certified By: (v
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Results relate only to the items tested and to all the items tested




| Certificate of Analysis
@ @ @ '-F Laboratories AGAT WORK ORDER: 12Y615538

PROJECT NO:

CLIENT NAME: ANTHILL RESOURCES

ATTENTION TO: Yinghua Chen

5623 McADAM ROAD

MISSISSAUGA, ONTARIO

CANADA L4Z 1N9
TEL (905)501-9998
FAX (905)501-0589

http://www.agatlabs.com

Aqua Regia Digest - Metals Package, ICP-OES (Low TI) (201073)

DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Analyte: Y Zn Zr
Unit: ppm ppm ppm
Sample Description RDL: 1 0.5 5
RE5510578
Comments: RDL - Reported Detection Limit

Certified By: (v

b s~

EGE T CERTIFICATE OF ANALYSIS (V1)

Results relate only to the items tested and to all the items tested

Page 29 of 38



5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

FAX (905)501-0589

PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5507389 1.42 0.027
RE5507390 1.15 0.003
RE5507391 1.13 <0.001
RE5507392 1.77 <0.001
RE5507393 1.67 0.028
RE5507394 1.88 <0.001
RE5507395 1.63 0.020
RE5507396 1.59 0.003
RES5507397 0.86 <0.001
RE5507398 1.60 0.008
RE5507399 1.09 0.030
RES5507400 1.35 0.164
RES5507379 0.95 0.107
RE5507380 1.16 0.013
RE5507381 1.15 0.008
RE5507382 1.23 0.008
RE5507383 1.22 0.024
RE5507384 1.51 <0.001
RE5507385 1.12 0.125
RE5507386 1.26 0.010
RES5507387 1.70 0.004
RE5507388 1.17 0.012
RE5507401 1.55 <0.001
RES5507402 0.90 <0.001
RE5507403 1.14 <0.001
RES5507404 1.04 <0.001
RES5507405 1.13 0.001
RES5507406 1.07 <0.001
RE5505094 1.18 0.038
RE5505095 0.93 0.042
RE5505096 0.79 0.004

Certified By: (v
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

FAX (905)501-0589

PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5505097 0.91 0.016
RE5505098 0.96 0.011
RE5505099 0.14 2.37
RE5505100 0.44 0.001
RE5505101 1.26 0.043
RE5505102 0.92 0.026
RE5505103 0.14 0.002
RE5505104 1.48 0.019
RE5505105 1.11 0.004
RE5505106 1.22 0.144
RE5505107 1.39 <0.001
RE5505108 1.35 0.015
RE5505109 0.39 0.008
RES5507070 1.17 <0.001
RE5507071 1.38 <0.001
RES5507072 1.35 9.27
RE5507073 1.24 4.63
RES5507074 1.10 0.089
RES5507075 1.56 0.103
RES5507076 1.11 0.003
RES5507077 1.36 0.059
RE5507078 1.56 0.025
RE5507079 0.91 0.010
RES5507080 1.25 <0.001
RE5507081 1.07 0.003
RE5507082 1.04 0.019
RE5507083 1.25 0.009
RE5507084 1.25 0.019
RE5507085 1.29 0.004
RE5507086 1.20 0.005
RE5507087 1.02 0.006

Certified By: (v
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

FAX (905)501-0589

PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5507088 121 0.004
RE5507089 1.45 0.022
RES5507090 1.44 0.007
RES5507091 1.49 0.076
RE5507092 1.58 0.021
RE5507093 1.60 0.009
RE5507094 1.03 0.033
RE5507095 1.89 <0.001
RE5507096 0.86 <0.001
RES5507097 0.64 <0.001
RES5507098 0.66 <0.001
RE5507099 0.14 2.38
RE5507100 1.00 0.001
RE5507101 1..10 <0.001
RES5507102 1.24 <0.001
RE5507103 1.50 <0.001
RE5507104 0.73 0.002
RE5507105 1.12 0.411
RES5507106 1.20 0.054
RES5507107 1.45 <0.001
RE5507108 1.43 0.002
RE5507109 1.26 0.002
RE5510560 1.25 <0.001
RE5505247 0.54 <0.001
RE5505248 0.60 <0.001
RE5505249 0.15 2.48
RE5505250 0.54 <0.001
RE5505251 0.64 <0.001
RE5505252 0.67 <0.001
RE5505253 0.64 <0.001
RE5505254 0.78 <0.001

Certified By: (v
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

FAX (905)501-0589

PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5505255 0.82 0.005
RE5505256 0.59 0.014
RE5505257 0.59 0.017
RE5505258 0.80 0.016
RE5505259 0.55 0.011
RE5510110 0.66 0.017
RE5510111 0.48 0.081
RE5510112 0.58 <0.001
RE5510113 0.51 <0.001
RE5510114 0.58 <0.001
RE5510115 0.59 <0.001
RE5510116 0.57 0.012
RE5510118 0.58 <0.001
RE5510119 0.78 <0.001
RE5510120 0.48 <0.001
RE5510121 0.56 <0.001
RE5510122 0.51 <0.001
RE5510123 0.40 <0.001
RE5510124 0.54 <0.001
RE5510125 0.53 <0.001
RE5510126 0.50 <0.001
RE5510128 0.66 0.001
RE5510130 0.71 <0.001
RE5510131 0.72 <0.001
RE5510132 0.90 <0.001
RES5507407 1.34 <0.001
RE5507408 1.93 0.003
RES5507409 1.48 0.001
RE5509610 1.51 0.001
RE5509611 1.75 0.002
RE5509612 1.62 <0.001
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5623 McADAM ROAD

| Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ |: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

FAX (905)501-0589

PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5509613 1.74 <0.001
RE5509614 2.01 <0.001
RE5506862 0.90 0.014
RE5506863 0.88 0.001
RE5506864 1.07 <0.001
RE5506865 0.94 <0.001
RE5506866 1.26 <0.001
RE5506867 0.97 0.008
RE5506868 0.90 <0.001
RE5506869 0.79 0.001
RE5506870 0.83 0.032
RE5506871 0.78 0.008
RE5506872 1.07 0.001
RE5506873 0.91 0.163
RE5506874 0.67 0.002
RE5506875 0.84 <0.001
RE5506876 0.87 <0.001
RE5506877 0.76 <0.001
RE5506878 0.79 <0.001
RE5506879 0.75 0.014
RE5506880 0.80 <0.001
RE5506881 1.01 <0.001
RE5506882 0.79 <0.001
RE5506883 0.83 <0.001
RE5506884 0.79 <0.001
RE5506885 0.75 <0.001
RE5506886 0.83 <0.001
RE5506887 0.64 <0.001
RE5506888 0.74 <0.001
RE5506889 1.01 <0.001
RE5506890 0.97 <0.001

Certified By: (v
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5623 McADAM ROAD

Certificate of Analysis MISSISSAUGA, ONTARIO
ﬁ l: CANADA L4Z 1N9
@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

FAX (905)501-0589

PROJECT NO: http://www.agatlabs.com
CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5506891 0.95 <0.001
RE5506892 0.88 <0.001
RE5506893 0.84 <0.001
RE5506894 0.93 <0.001
RE5506895 0.92 <0.001
RE5506896 0.77 0.006
RE5506897 0.80 0.001
RE5506898 0.72 <0.001
RE5506899 0.14 2.35
RE5506900 0.55 <0.001
RE5506901 0.69 <0.001
RE5506902 0.73 0.008
RE5506903 0.72 <0.001
RE5506904 0.81 <0.001
RES5506905 0.61 <0.001
RE5506906 0.67 <0.001
RES5506907 0.76 <0.001
RE5506908 0.71 <0.001
RE5506909 1.15 <0.001
RE5506910 0.77 <0.001
RE5510561 0.94 0.002
RE5510562 1.35 0.005
RE5510563 1.18 0.010
RE5510564 1.30 0.002
RE5510565 1.55 <0.001
RE5510566 1.51 0.001
RE5510567 2.20 <0.001
RE5510568 1.23 <0.001
RE5510569 1.62 <0.001
RE5510570 0.81 0.006
RE5510571 1.41 <0.001
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@ @ @ L.aboratories AGAT WORK ORDER: 12Y615538 TEL (905)501-9998

PROJECT NO: FAX (905)501-0589

http://www.agatlabs.com

CLIENT NAME: ANTHILL RESOURCES ATTENTION TO: Yinghua Chen
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
DATE SAMPLED: Jun 29, 2012 DATE RECEIVED: Jun 29, 2012 DATE REPORTED: Jul 09, 2012 SAMPLE TYPE: Rock
Sample
Analyte: Login Au
Weight
Unit: kg ppm
Sample Description RDL: 0.01 0.001
RE5510572 1.63 <0.001
RE5510573 2.80 <0.001
RE5510574 1.81 0.005
RE5510575 1.58 <0.001
RE5510576 1.40 0.006
RE5510577 2.24 <0.001
RE5510578 2.00 0.017
Comments: RDL - Reported Detection Limit
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AGAT WORK ORDER: 12Y615538
ATTENTION TO: Yinghua Chen

CLIENT NAME: ANTHILL RESOURCES
PROJECT NO:

5623 McADAM ROAD
MISSISSAUGA, ONTARIO
CANADA L4Z 1N9

TEL (905)501-9998

FAX (905)501-0589
http://www.agatlabs.com

Solid Analysis

RPT Date: Jul 09, 2012

REPLICATE

REFERENCE MATERIAL

Method Blank Acceptable Limits
PARAMETER Batch Sample Id Original Rep #1 RPD l?/eslult E\;(r?ect Recovery
alue alue Lower | Upper
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472264 0.027 <0.001 <0.001 0.266 0.263 101% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472277 0.013 0.014 7.4% <0.001 1.55 1.52 102% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472289 <0.001 <0.001 0.0% <0.001 0.265 0.263 101% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472302 0.0190 0.0196 3.1% <0.001 0.264 0.263 100% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472314 0.003 0.001 <0.001 1.55 1.52 102% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472327 0.004 0.004 0.0% <0.001 1.52 1.52 100% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472340 <0.001 0.009 <0.001 1.51 1.52 99% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472353 <0.001 <0.001 0.0% <0.001 0.265 0.263 101% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472365 <0.001 <0.001 0.0% <0.001 0.269 0.263 102% 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472379 0.001 <0.001 <0.001 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472390 <0.001 <0.001 0.0% <0.001 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472403 0.002 0.001 <0.001 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472415 <0.001 <0.001 0.0% <0.001 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472427 <0.001 <0.001 0.0% <0.001 90% 110%
Fire Assay - Trace Au, ICP-OES finish (202552) (50g charge)
Au 1 3472440 0.002 <0.001 <0.001 90% 110%
/
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Method Summary

CLIENT NAME: ANTHILL RESOURCES AGAT WORK ORDER: 12Y615538
PROJECT NO: ATTENTION TO: Yinghua Chen
PARAMETER | AGAT S.O.P | LITERATURE REFERENCE ANALYTICAL TECHNIQUE
Solid Analysis
Ag MIN-200-12020 ICP/OES
Al MIN-200-12020 ICP/OES
As MIN-200-12020 ICP/OES
B MIN-200-12020 ICP/OES
Ba MIN-200-12020 ICP/OES
Be MIN-200-12020 ICP/OES
Bi MIN-200-12020 ICP/OES
Ca MIN-200-12020 ICP/OES
Cd MIN-200-12020 ICP/OES
Ce MIN-200-12020 ICP/OES
Co MIN-200-12020 ICP/OES
Cr MIN-200-12020 ICP/OES
Cu MIN-200-12020 ICP/OES
Fe MIN-200-12020 ICP/OES
Ga MIN-200-12020 ICP/OES
Hg MIN-200-12020 ICP/OES
In MIN-200-12020 ICP/OES
K MIN-200-12020 ICP/OES
La MIN-200-12020 ICP/OES
Li MIN-200-12020 ICP/OES
Mg MIN-200-12020 ICP/OES
Mn MIN-200-12020 ICP/OES
Mo MIN-200-12020 ICP/OES
Na MIN-200-12020 ICP/OES
Ni MIN-200-12020 ICP/OES
P MIN-200-12020 ICP/OES
Pb MIN-200-12020 ICP/OES
Rb MIN-200-12020 ICP/OES
S MIN-200-12020 ICP/OES
Sb MIN-200-12020 ICP/OES
Sc MIN-200-12020 ICP/OES
Se MIN-200-12020 ICP/OES
Sn MIN-200-12020 ICP/OES
Sr MIN-200-12020 ICP/OES
Ta MIN-200-12020 ICP/OES
Te MIN-200-12020 ICP/OES
Th MIN-200-12020 ICP/OES
Ti MIN-200-12020 ICP/OES
Tl MIN-200-12020 ICP-MS
U MIN-200-12020 ICP/OES
\% MIN-200-12020 ICP/OES
W MIN-200-12020 ICP/OES
Y MIN-200-12020 ICP/OES
Zn MIN-200-12020 ICP/OES
Zr MIN-200-12020 ICP/OES
Sample Login Weight MIN-12009 BALANCE
Au MIN-200-12006 2‘;;555' E: ATextbookofFire 0p og
@ G@T METHOD SUMMARY (V1) Page 38 of 38

Results relate only to the items tested and to all the items tested




