Certificate of Analysis
Work Order : VC151436

[Report File No.: 0000011884]
Date: July 21, 2015

To: Kendra Johnston P.O. No.: SHIP YK15-05/ E862286-353
INDEPENDENCE GOLD CORP. Project No.: BP-90503-05
1410-650 WEST GEORGIA STREET Samples: 68
VACOUVER BC V6B 4N8 Received: Jul 3, 2015

Pages: Page 1to 16
(Inclusive of Cover Sheet)

Methods Summary

No. Of Samples Method Code Description

68 G_LOGO02 Pre-preparation processing, sorting, logging, boxing

68 G_WGH79 Weighing of samples and reporting of weights

64 G_PRP89 Weigh, dry,(up t03.0 kg) crush to 75% passing 2 mm, split 250 g, pulverize to
68 GE_ICP14B Aqua Regia digestion/ICP-AES package

68 GE_IC14M Aqua Regia digestion/ICP-MS finish

68 GE_FAA313 @Au, FAS, AAS, 30g-5mi(FINAL-WT)

Certified By :

__Cam-efiang

Assistant Operations Manager

SGS Minerals Services Geochemistry Vancouver conforms to the requirements of ISO/IEC 17025 for specific tests as listed on their scope of
accreditation which can be found at http://www.scc.ca/en/search/palcan/sgs

Report Footer: L.N.R. = Listed not received I.S. = Insufficient Sample
n.a. = Not applicable - = No result
*INF = Composition of this sample makes detection impossible by this method

M after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

Methods marked with an asterisk (e.g. “NAAO8V) were subcontracted
Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of
liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s
direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin
or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement
purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .
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E862286
E862287
E862288
E862289
E862290
E862291
E862292
E862293
E862294
E862295
E862296
E862297
E862298
E862299
E862300
E862301
E862302
E862303
E862304
E862305
E862306
E862307
E862308
E862309
E862310
E862311
E862312
E862313
E862314
E862315
E862316
E862317
E862318
E862319
E862320
E862321
E862322
E862323
E862324
E862325

Element WitKg
Method G_WGHT79
Det.Lim. 0.01

Units kg

1.345
0.545
1.030
1.560
0.110
1.685
1.415
1.640
1.605
1.240
1.450
1.830
2.165
2.010
2.265
1.485
1.280
1.625
1.640
1.645
1.445
1.695
1.770
1.735
1.755
1.355
1.580
1.480
1.870
1.870
2.510
2.190
1.835
2.145
0.110
1.665
2.225
2.080
2.005
1.810

A@
GE_ICP14B
0.01

%

2.28
1.74
1.42
1.10
2.40
2.63
3.67
3.55
4.28
3.88
3.03
1.32
2.81
3.41
3.84
1.86
2.26
2.37
4.33
3.46
0.86
1.35
0.58
0.49
1.83
2.62
2.98
1.72
1.23
2.67
3.22
0.55
0.38
0.94
1.67
0.65
0.49
3.30
3.61
3.62

As@
GE_ICP14B
3

ppm

38
10
10

114

Ba@
GE_ICP14B
5

ppm

457
255
221
249
180
287
290
359
490
434
181

61
332
432
509
237
256
255
598
504
298
330
306
389
465
331
432
392
353
326
306
232
219
473
17
371
373
585
367
364

Be@
GE_ICP14B
0.5

ppm

0.7
0.9
1.0
0.6
<0.5
1.2
1.2
0.8
0.6
0.6
0.8
0.6
1.1
1.1
0.8
<0.5
0.7
0.7
0.7
1.4
0.8
1.1
0.6
<0.5
<0.5
<0.5
<0.5
<0.5
0.5
1.0
<0.5
0.7
0.5
0.7
<0.5
<0.5
<0.5
<0.5
<0.5
<0.5

Bi@
GE_ICP14B
5

ppm

<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5

8
<5
<5

8
12
<5
<5
<5
<5
<5
<5
<5
<5
<5

Ca@
GE_ICP14B
0.01

%

0.88
1.33
0.75
0.76
1.40
1.65
2.33
2.30
2.72
2.38
2.02
5.56
5.90
3.11
3.10
1.39
1.77
2.66
3.20
2.23
1.13
1.34
0.97
0.99
2.26
2.05
2.60
2.01
1.59
2.72
2.88
1.95
1.4
2.31
1.05
1.59
1.00
2.86
3.28
2.74
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Cd@
GE_ICP14B
1

ppm
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1

<1

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of
liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s
direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin
or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .
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E862326
E862327
E862328
E862329
E862330
E862331
E862332
E862333
E862334
E862335
E862336
E862337
E862338
E862339
E862340
E862341
E862342
E862343
E862344
E862345
E862346
E862347
E862348
E862349
E862350
E862351
E862352
E862353
*Rep E862303
*Rep E862334
*Rep E862336
*Std CH4

*Std OREAS902

Element
Method
Det.Lim.
Units

WitKg
G_WGH79
0.01
kg
1.855
2.340
1.745
1.535
0.110
1.800
2.145
1.815
1.990
1.700
1.895
1.695
1.565
1.860
2.150
1.955
2.080
1.890
2.725
1.950
2475
2.580
2.610
2.190
0.110
0.685
2.000
2.135

A@
GE_ICP14B
0.01

%

3.67
3.15
4.37
4.70
2.46
1.59
2.46
1.15
2.09
1.67
1.89
2.60
3.34
417
240
1.41
1.70
2.67
3.53
2.18
3.92
3.39
3.45
3.09
1.55
6.06
2.89
2.33
2.36
212
1.91
1.85
0.60

As@
GE_ICP14B
3

ppm

7
6
8
21
39

-

N
©® 0o A NN o s S s N

—
N

26

Ba@
GE_ICP14B
5

ppm

564
437
514
835
180
698
759
529
793
786
916
804
1000
891
687
251
465
943
945
707
1040
1010
1160
618
121
857
107
370
256
810
928
295
21

Be@
GE_ICP14B
0.5

ppm

<0.5
0.9
<0.5
0.6
<0.5
<0.5
0.7
<0.5
0.5
0.5
0.5
0.7
0.9
0.9
0.6
0.7
<0.5
0.7
1.1
0.8
1.3
1.1
0.9
0.7
<0.5
1.3
0.7
0.7
0.7
0.6
0.5
<0.5
1.0

Bi@
GE_ICP14B
5

ppm

<5
<5

7

8
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5

6
<5
<5
<5
<5

7

Ca@
GE_ICP14B
0.01

%

248
2.38
2.90
3.31
1.42
0.78
0.97
1.97
0.70
1.06
0.84
0.89
1.77
1.67
1.21
1.12
0.78
0.87
1.06
1.42
247
1.96
1.27
212
0.93
3.21
3.69
1.69
2.66
0.71
0.84
0.62
4.03
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Cd@
GE_ICP14B
1

ppm
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1

<1

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of
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Element
Method
Det.Lim.
Units
*Std OREAS920
*Blk BLANK
*Blk BLANK
*Blk BLANK

A@
GE_ICP14B

0.01

%

2.51
<0.01
<0.01
<0.01

As@
GE_ICP14B
3

ppm

"
<3
<3
<3

Ba@
GE_ICP14B
5

ppm

98
<5
<5
<5

Be@
GE_ICP14B
05

ppm

0.7
<0.5
<0.5
<0.5

Bi@
GE_ICP14B
5

ppm

<5
<5
<5
<5

Ca@
GE_ICP14B
0.01

%

0.35

<0.01

<0.01

<0.01

Ccd@
GE_ICP14B
1

ppm
<1
<1
<1
<1
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Element Co@

Method GE_ICP14B

Det.Lim. 1

Units ppm

E862286 9
E862287 3
E862288 2
E862289 2
E862290 14
E862291 4
E862292 13
E862293 14
E862294 23
E862295 17
E862296 24
E862297 24
E862298 19
E862299 19
E862300 21
E862301 10
E862302 10
E862303 12
E862304 16
E862305 12
E862306 2
E862307 3
E862308 2
E862309 1
E862310 11
E862311 19
E862312 29
E862313 11
E862314 6
E862315 13
E862316 23
E862317 3
E862318 1
E862319 6
E862320 8
E862321 3
E862322 2
E862323 19
E862324 46
E862325 22

Cr@
GE_ICP14B
1

ppm
49

105

110
106
101

Cu@
GE_ICP14B
0.5

ppm

46.7
27.8
27.8
26.7
103
16.9
52.4
38.3
64.2
24.7
44.5
63.0
48.1
52.1
57.1
45.2
443
44.4
29.5
26.6
20.2
26.8
13.1
13.8
32.1
46.7
80.9
31.8
17.9
36.9
48.1
19.4
13.1
44.9
65.3
19.3
1.7
33.5
43.4
59.8

Fe@
GE_ICP14B
0.01

%

2.35
1.18
1.21
1.11
421
1.12
2.31
2.54
3.67
3.05
4.37
4.84
4.49
3.60
3.73
2.25
2.37
2.28
3.09
2.54
1.13
1.31
0.97
0.92
2.14
2.88
3.48
1.99
1.47
2.14
2.60
1.36
1.08
1.80
2.55
1.27
0.98
242
2.60
2.68

Ho@
GE_ICP14B
1

ppm
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1

<1

K@
GE_ICP14B
0.01

%

0.48
0.24
0.31
0.26
0.36
0.36
0.52
0.87
1.16
1.31
0.55
0.03
0.47
0.87
1.11
0.61
0.60
0.41
1.1
0.83
0.18
0.20
0.16
0.20
0.43
0.53
0.70
0.49
0.34
0.47
0.50
0.23
0.18
0.33
0.19
0.24
0.21
0.69
0.50
0.65

La@
GE_ICP14B
0.5

ppm

16.2
22.1
17.8
14.5
8.1
13.6
19.6
10.5
79
224
13.1
10.5
13.4
18.6
11.0
9.8
8.1
6.8
7.5
23.2
38.2
34.8
36.5
36.6
17.0
45
2.1
17.3
28.0
14.6
5.1
276
31.9
235
6.6
30.5
34.3
8.3
1.6
28
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Element Co@
Method GE_ICP14B
Det.Lim. 1
Units ppm
E862326 16
E862327 13
E862328 20
E862329 19
E862330 14
E862331 9
E862332 12
E862333 9
E862334
E862335
E862336 8
E862337 10
E862338 14
E862339 18
E862340
E862341
E862342 7
E862343 12
E862344 16
E862345 11
E862346 17
E862347 14
E862348 13
E862349 18
E862350 8
E862351 23
E862352 57
E862353 12
*Rep E862303 12
*Rep E862334 9
*Rep E862336
*Std CH4 22
*Std OREAS902 895

Cr@
GE_ICP14B
1

ppm

109
60
89

113
95
51
58
34
48
55
54
59
63
82
57
40
40
76
56
62

109
75
55
63
"

131
39
50
62
49
55

103
23

Cu@
GE_ICP14B
0.5

ppm

45.6
85.0
57.5
69.0

106
83.3

106
87.7
64.5
56.7
58.0
70.8
71.2
79.0
53.6
63.9
56.5
88.9
45.3
58.4
64.0
85.8
48.2
92.5
62.9
66.7

518
64.1
42.8
64.4
59.5
2010
3230

Fe@
GE_ICP14B
0.01

%

2.50
2.77
2.70
3.24
4.16
2.26
3.15
2.66
244
217
240
2.93
3.25
4.00
2.14
1.72
2.10
3.33
3.72
2.49
2.96
3.16
3.00
3.12
2.56
3.97
>15.0
2.62
2.29
248
241
4.45
2.92

Ho@
GE_ICP14B
1

ppm
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1
<1

<1

K@
GE_ICP14B
0.01

%

0.79
0.55
0.59
0.94
0.37
0.53
0.94
0.54
0.85
0.58
0.66
0.87
1.00
1.44
0.62
0.23
0.56
1.12
1.41
0.53
0.80
0.85
1.20
0.80
0.19
1.58
0.71
0.29
0.41
0.86
0.67
1.41
0.31

La@
GE_ICP14B
0.5

ppm

4.4
10.9
25
6.3
79
9.1
12.2
12.9
14.3
10.1
1.3
13.9
12.1
9.5
79
6.4
9.0
12.5
234
1.7
9.7
13.2
18.4
16.2
71
79
9.4
5.9
6.5
14.2
1.5
14.2
17.9
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Element
Method
Det.Lim.
Units
*Std OREAS920
*Blk BLANK
*Blk BLANK
*Blk BLANK

Co@
GE_ICP14B
1

ppm
14
<1
<1

<1

Cr@
GE_ICP14B
1

ppm
46
<1
<1

<1

Cu@
GE_ICP14B
0.5

ppm

106
<0.5
<0.5
<0.5

Fe@
GE_ICP14B
0.01

%

347

<0.01

<0.01

<0.01

Ho@
GE_ICP14B
1

ppm
<1
<1
<1

<1

K@
GE_ICP14B
0.01

%

0.50

<0.01

<0.01

<0.01

La@
GE_ICP14B
0.5

ppm

38.3
<0.5
<0.5
<0.5

Page 7 of 16

L@
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1

ppm
21
<1
<1

<1
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Element Mo@ Mn@ Mo@ Na@ Ni@ P@ Pb@ S@

Method GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B

Det.Lim. 0.01 2 1 0.01 1 0.01 2 0.01

Units % ppm ppm % ppm % ppm %

E862286 0.65 445 1 0.15 28 0.05 7 0.06
E862287 0.25 370 <1 0.20 7 0.01 0.15
E862288 0.27 372 1 0.11 6 0.01 6 0.08
E862289 0.18 245 1 0.10 5 <0.01 0.13
E862290 1.16 608 6 0.29 43 0.07 41 0.06
E862291 0.39 265 <1 0.36 8 0.01 3 0.09
E862292 0.68 401 2 0.47 23 0.03 3 0.47
E862293 1.18 424 <1 0.47 31 0.03 2 0.38
E862294 1.62 566 <1 0.43 43 0.04 <2 0.67
E862295 1.55 420 <1 0.45 34 0.04 2 0.34
E862296 1.18 458 <1 0.15 36 0.04 4 0.57
E862297 1.95 1400 2 0.02 33 0.05 7 0.35
E862298 2.44 1130 2 0.13 33 0.04 4 0.51
E862299 1.40 686 2 0.37 35 0.04 4 0.73
E862300 1.70 675 2 0.36 39 0.05 5 0.86
E862301 0.80 316 6 0.15 44 0.08 3 0.50
E862302 0.82 383 7 0.18 36 0.06 4 0.57
E862303 0.79 514 4 0.24 33 0.05 2 0.59
E862304 1.49 598 1 0.46 25 0.03 2 0.39
E862305 1.01 461 1 0.34 9 0.03 3 0.34
E862306 0.17 232 1 0.09 5 0.01 7 0.15
E862307 0.17 228 2 0.16 4 <0.01 8 0.32
E862308 0.13 180 1 0.05 4 <0.01 8 0.16
E862309 0.10 160 2 0.06 4 <0.01 9 0.16
E862310 0.79 426 2 0.23 28 0.03 6 0.49
E862311 1.15 439 1 0.31 41 0.05 <2 0.55
E862312 1.50 513 <1 0.31 45 0.04 3 0.86
E862313 0.68 345 1 0.21 17 0.02 3 0.35
E862314 0.37 254 2 0.15 9 0.01 8 0.28
E862315 0.64 317 1 0.33 19 0.02 9 0.59
E862316 1.20 400 1 0.37 36 0.04 3 0.44
E862317 0.31 319 1 0.04 5 0.01 12 0.50
E862318 0.17 244 2 0.04 4 <0.01 11 0.26
E862319 0.40 387 1 0.09 11 0.01 14 0.62
E862320 0.71 399 1 0.20 5 0.06 3 <0.01
E862321 0.21 265 1 0.07 7 <0.01 10 0.37
E862322 0.09 185 2 0.06 5 <0.01 8 0.14
E862323 1.14 405 2 0.34 41 0.03 2 0.24
E862324 1.23 429 1 0.34 40 0.04 <2 0.33
E862325 1.11 359 2 0.39 44 0.04 <2 0.54
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E862326
E862327
E862328
E862329
E862330
E862331
E862332
E862333
E862334
E862335
E862336
E862337
E862338
E862339
E862340
E862341
E862342
E862343
E862344
E862345
E862346
E862347
E862348
E862349
E862350
E862351
E862352
E862353
*Rep E862303
*Rep E862334
*Rep E862336
*Std CH4

*Std OREAS902

Element
Method
Det.Lim.
Units

M@
GE_ICP14B
0.01

%

1.18
0.75
1.07
1.55
1.18
0.72
1.26
0.70
0.99
0.77
0.85
1.20
1.36
1.77
0.83
0.38
0.77
1.32
1.41
0.82
1.22
1.15
1.40
1.02
0.73
2.02
0.92
0.45
0.79
1.01
0.86
1.17
2.29

Mn@
GE_ICP14B
2

ppm

358
383
318
513
605
296
444
503
317
348
365
432
514
506
320
259
321
447
585
379
473
519
601
527
388
725
478
282
515
321
366
315
459

Mo@
GE_ICP14B
1

E=}
k=]
RS R R N R N S T N N N N N N SRS W N R S R PN N =1

—
N B BB oD W N DS

—
o

Na@
GE_ICP14B
0.01

%

0.36
0.18
0.55
0.38
0.29
0.07
0.12
0.03
0.12
0.09
0.09
0.13
0.22
0.25
0.13
0.09
0.11
0.17
0.16
0.11
0.19
0.19
0.19
0.18
0.17
0.30
0.13
0.17
0.24
0.12
0.09
0.08
0.02

N@
GE_ICP14B
1

ppm

115

P@
GE_ICP14B
0.01

%

0.04
0.04
0.05
0.05
0.08
0.03
0.07
0.04
0.04
0.07
0.05
0.04
0.04
0.07
0.03
0.04
0.04
0.04
0.04
0.03
0.04
0.04
0.04
0.12
0.06
0.07
0.07
0.04
0.05
0.04
0.05
0.06
0.07

Pb@
GE_ICP14B
2

ppm
<2
<2
<2
2
40
<2

<2
<2
<2
<2
<2

<2
<2

<2

<2

<2

<2
<2

1

Page 9 of 16

S@
GE_ICP14B
0.01

%

0.54
1.09
0.65
0.68
0.06
0.75
1.06
1.1
0.64
0.59
0.63
0.79
0.93
1.03
0.60
0.58
0.56
1.02
0.46
0.92
0.98
0.98
0.55
1.07
<0.01
1.02
>5.00
1.18
0.58
0.62
0.66
0.65
1.76
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Element
Method
Det.Lim.
Units
*Std OREAS920
*Blk BLANK
*Blk BLANK
*Blk BLANK

M@
GE_ICP14B
0.01

%

1.08

<0.01

<0.01

<0.01

Mn@
GE_ICP14B
2

ppm

518
<2
<2
<2

Mo@
GE_ICP14B
1

ppm
<1
<1
<1

<1

Na@
GE_ICP14B
0.01

%

0.03

0.01

0.01

0.01

N@
GE_ICP14B
1

ppm
39
<1
<1

<1

P@
GE_ICP14B
0.01

%

0.07

<0.01

<0.01

<0.01

Pb@
GE_ICP14B
2

ppm

22
<2
<2
<2
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S@
GE_ICP14B
0.01

%

0.03

<0.01

<0.01

<0.01
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Element Sb@ Sc@ Sn@ Sr@ T@ V@ w@ Y@

Method GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B

Det.Lim. 5 0.5 10 5 0.01 1 10 0.5

Units ppm ppm ppm ppm % ppm ppm ppm

E862286 <5 5.9 <10 48 0.11 55 <10 7.7
E862287 <5 1.9 <10 59 0.01 5 <10 4.5
E862288 <5 1.6 <10 27 <0.01 6 <10 4.2
E862289 <5 1.2 <10 26 <0.01 3 <10 3.1
E862290 5 4.4 <10 103 0.21 115 20 6.3
E862291 <5 2.2 <10 60 0.03 9 <10 3.6
E862292 <5 4.5 <10 N 0.11 40 <10 5.7
E862293 <5 71 <10 81 0.17 76 <10 6.9
E862294 <5 7.8 <10 94 0.26 109 <10 8.1
E862295 <5 8.3 <10 79 0.24 107 <10 6.3
E862296 6 12.8 <10 45 0.12 103 <10 9.5
E862297 9 21.9 <10 55 <0.01 120 <10 17.7
E862298 5 20.5 <10 188 0.03 127 <10 13.7
E862299 <5 14.9 <10 121 0.09 105 <10 11.5
E862300 <5 15.1 <10 98 0.14 124 <10 9.6
E862301 <5 5.8 <10 39 0.07 106 <10 9.0
E862302 <5 6.2 <10 59 0.10 95 <10 8.5
E862303 <5 7.8 <10 67 0.10 89 <10 9.6
E862304 <5 10.9 <10 87 0.19 106 <10 9.7
E862305 <5 6.6 <10 7 0.13 68 <10 6.4
E862306 <5 1.7 <10 22 <0.01 4 <10 4.8
E862307 <5 1.7 <10 43 <0.01 3 <10 4.2
E862308 <5 1.1 <10 14 <0.01 2 <10 3.7
E862309 <5 1.0 <10 29 <0.01 1 <10 3.8
E862310 <5 5.0 <10 56 0.12 51 <10 6.8
E862311 <5 7.8 <10 60 0.26 88 <10 9.4
E862312 <5 9.2 <10 65 0.22 97 <10 7.6
E862313 <5 5.1 <10 54 0.13 49 <10 6.8
E862314 <5 2.7 <10 50 0.06 24 <10 4.6
E862315 <5 4.2 <10 86 0.11 51 <10 6.1
E862316 <5 9.7 <10 88 0.20 N <10 8.2
E862317 6 2.2 <10 55 <0.01 8 <10 4.9
E862318 <5 1.3 <10 32 <0.01 2 <10 4.1
E862319 10 4.6 <10 57 0.02 24 <10 5.3
E862320 <5 27 <10 81 0.15 94 <10 5.0
E862321 <5 2.1 <10 39 <0.01 10 <10 4.0
E862322 <5 1.1 <10 20 <0.01 1 10 3.7
E862323 <5 8.7 <10 76 0.21 7 <10 7.5
E862324 <5 10.3 <10 95 0.22 88 290 8.0
E862325 <5 8.3 <10 82 0.21 85 <10 74
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E862326
E862327
E862328
E862329
E862330
E862331
E862332
E862333
E862334
E862335
E862336
E862337
E862338
E862339
E862340
E862341
E862342
E862343
E862344
E862345
E862346
E862347
E862348
E862349
E862350
E862351
E862352
E862353
*Rep E862303
*Rep E862334
*Rep E862336
*Std CH4

*Std OREAS902

Element Sb@
Method GE_ICP14B
Det.Lim. 5

Units ppm

<5
<5
<5
<5

6
<5
<5

6
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5
<5

Sc@
GE_ICP14B
05

ppm

5.6
4.8
7.5
10.0
4.8
4.0
7.2
3.6
4.7
4.8
4.5
5.4
9.2
11.9
5.4
24
3.4
5.5
6.3
54
8.9
74
6.2
6.1
24
11.5
3.7
3.7
7.6
4.8
4.7
7.6
25

Sn@
GE_ICP14B
10

ppm

<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10

Sr@
GE_ICP14B
5

ppm

57
48
95
88

108
2
40
18
29
2
32
39
63
85
44
35
30
44
44
80
95
86
52
71
71

114
90
82
67
29
33
10
20

T@
GE_ICP14B
0.01

%

0.16
0.10
0.25
0.21
0.22
0.04
0.07
0.03
0.05
0.04
0.06
0.08
0.09
0.17
0.06
0.03
0.04
0.09
0.14
0.06
0.13
0.11
0.13
0.10
0.13
0.21
0.10
0.05
0.10
0.05
0.06
0.22
<0.01

Ve
GE_ICP14B
1

ppm

we
GE_ICP14B
10

ppm

<10

20
<10
<10

20
<10
<10
<10
<10
<10
<10
<10
<10
<10
<10

20
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Y@
GE_ICP14B
05

ppm

6.4
111
8.6
9.9
6.8
53
7.2
6.0
6.8
74
6.1
6.1
8.1
8.5
6.0
7.1
4.9
4.9
71
7.5
9.4
9.3
6.5
10.8
4.7
9.3
6.9
7.7
9.4
7.0
6.5
5.6
7.2
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Element Sb@ Sc@ Sn@ Sr@ T@ V@ w@ Y@

Method GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B GE_ICP14B

Det.Lim. 5 0.5 10 5 0.01 1 10 0.5

Units ppm ppm ppm ppm % ppm ppm ppm

*Std OREAS920 <5 2.9 <10 17 0.18 27 <10 20.8
*Blk BLANK <5 <0.5 <10 <5 <0.01 <1 <10 <0.5
*Blk BLANK <5 <0.5 <10 <5 <0.01 <1 <10 <0.5
*Blk BLANK <5 <0.5 <10 <5 <0.01 <1 <10 <0.5
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Element n@ Zr@ Ag@ @Au

Method GE_ICP14B GE_ICP14B|  GE_ICM14B  GE_FAA313

Det.Lim. 1 0.5 0.01 5

Units ppm ppm ppm ppb

E862286 63 6.2 0.11 9
E862287 25 3.1 0.11 10
E862288 27 5.1 0.17 <5
E862289 26 44 0.12 <5
E862290 70 5.0 0.80 5530
E862291 29 2.6 0.06 <5
E862292 44 2.1 0.15 <5
E862293 65 2.1 0.13 9
E862294 77 2.5 0.19 24
E862295 62 1.7 0.10 14
E862296 76 21 0.16 20
E862297 86 1.8 0.14 28
E862298 94 2.3 0.13 9
E862299 82 1.6 0.15 <5
E862300 95 2.0 0.22 67
E862301 46 2.1 0.14 8
E862302 56 2.0 0.14 <5
E862303 61 2.3 0.13 9
E862304 76 1.8 0.09 11
E862305 78 1.8 0.08 <5
E862306 37 1.0 0.05 5
E862307 30 1.0 0.06 <5
E862308 28 0.9 0.05 <5
E862309 24 0.7 0.08 8
E862310 52 1.8 0.15 36
E862311 46 2.0 0.11 26
E862312 52 2.0 0.23 106
E862313 36 1.8 0.09 19
E862314 34 1.3 0.16 50
E862315 39 1.9 0.62 259
E862316 39 2.1 0.20 103
E862317 29 14 0.41 288
E862318 30 1.3 0.19 40
E862319 37 1.9 0.82 130
E862320 37 2.8 0.05 <5
E862321 29 1.2 0.24 37
E862322 24 1.2 0.05 1
E862323 42 1.9 0.07 10
E862324 38 2.0 0.11 9
E862325 42 1.9 0.12 7
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Element n@

Method GE_ICP14B

Det.Lim. 1

Units ppm

E862326 44
E862327 42
E862328 36
E862329 50
E862330 72
E862331 30
E862332 48
E862333 47
E862334 36
E862335 43
E862336 50
E862337 48
E862338 51
E862339 61
E862340 36
E862341 22
E862342 33
E862343 58
E862344 63
E862345 35
E862346 46
E862347 44
E862348 60
E862349 46
E862350 39
E862351 69
E862352 42
E862353 27
*Rep E862302
*Rep E862332
*Std OXH97
*Std AMIS0351
*Std AMIS0265
*Std OXN117
*Blk BLANK
*Rep E862303 61
*Rep E862334 38
*Rep E862336 50
*Std CH4 198
*Std OREAS902 6

r@
GE_ICP14B
0.5

ppm

1.8
1.8
2.1
2.0
5.8
1.5
2.1
23
1.8
1.3
1.5
1.9
1.9
1.9
1.3
1.6
1.5
2.6
1.4
1.6
1.9
1.8
1.3
1.9
2.6
1.9
5.1
2.0

2.1
1.8
1.6
19.4
15.6

AJ@
GE_ICM14B
0.01

ppm

0.09
0.19
0.15
0.15
0.95
0.14
0.15
0.28
0.07
0.07
0.10
0.09
0.15
0.15
0.08
0.10
0.10
0.15
0.05
0.14
0.15
0.16
0.07
0.23
0.06
0.17
0.79
0.17

0.12
0.08
0.10
212
0.30

@Au
GE_FAA313
5

ppb

8

12
89
82
5200

1300
252
544

7890

<5
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Element n@ YA(@) Ag@

Method GE_ICP14B GE_ICP14B  GE_ICM14B

Det.Lim. 1 0.5 0.01

Units ppm ppm ppm

*Std OREAS920 106 31.8 0.09
*Blk BLANK <1 <0.5 <0.01
*Blk BLANK <1 <0.5 <0.01
*Blk BLANK 2 <0.5 <0.01
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