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Methods Summary

No. Of Samples Method Code Description

2 G_LOG02 Pre-preparation processing, sorting, logging, boxing
2 GO_FAS31_K Pulp Metalics plus fraction Grav/AAS/ICP (with 4 portions possible)

Storage: Pulp & Reject 

RETURN AFTER 90 DAYSPULP STORAGE :
STORE FOR 30 DAYSREJECT STORAGE :

Certified By  : __________________________________

Cam  Chiang

Assistant Operations Manager

SGS Minerals Services Geochemistry Vancouver conforms to the requirements of ISO/IEC 17025 for specific tests as listed on their scope of 

accreditation which can be found at http://www.scc.ca/en/search/palcan/sgs

M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

= Composition of this sample makes detection impossible by this method

= Insufficient Sample

= No result

I.S.

--

= Listed not received

= Not applicable

L.N.R.

n.a.

*INF

Report Footer:

Methods marked with an asterisk (e.g. *NAA08V) were subcontracted

Elements marked with the @ symbol (e.g. @Cu) denote assays performed using accredited test methods

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample (s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law .

Member of the SGS Group (Société Générale de Surveillance)

SGS Canada Inc. Mineral Services  Suite E - 3260 Production Way   Burnaby   BC  t(604) 638-2349  f(604) 444-5486  www.ca.sgs.com
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total wt

GO_FAS31K

0

g

Au +150 wt

GO_FAS31K

0.01

g

Au MET

GO_FAS31K

0.5

g/t

Au -150 A

GO_FAS31K

0.01

g/t

Au -150 B

GO_FAS31K

0.01

g/t

Au -150 Avg.

GO_FAS31K

0.01

g/t

Au +150

GO_FAS31K

0.5

g/t

B00312068 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312069 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312070 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312071 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312072 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312073 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312074 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312075 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312076 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312077 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312078 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312079 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312080 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312081 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312082 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312083 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312084 707 9.29 27.9 7.50 7.29 7.40 1570

B00312085 667 49.6 2.1 0.38 0.41 0.40 23.4

B00312086 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312087 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312088 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312089 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312090 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312091 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312092 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312093 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312094 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312095 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312096 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312097 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312098 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312099 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312100 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312101 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312102 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312103 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312104 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312105 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312106 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312107 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

Element

Method

Det.Lim.

Units
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B00312108 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312109 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312110 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312111 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312112 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312113 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312114 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312115 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312116 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312117 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312118 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312119 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312120 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312121 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312122 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312123 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312124 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312125 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312126 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312127 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312128 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312129 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312130 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312131 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312132 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312133 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312134 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312135 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312136 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312137 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312138 N.A. N.A. N.A. N.A. N.A. N.A. N.A.

B00312139 N.A. N.A. N.A. N.A. N.A. N.A. N.A.
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