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CERTIFICATE OF ANALYSIS    WH17219132 

Sample Description

Method
Analyte
Units
LOD 

WEI-21 Au-ICP21 ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L

Recvd Wt. Au Au Ag Al As B Ba Be Bi Ca Cd Ce Co Cr

kg ppm ppm ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm

0.02 0.001 0.0002 0.001 0.01 0.01 10 0.5 0.01 0.001 0.01 0.001 0.003 0.001 0.01

AU434 0.36 0.004 0.0041 0.112 1.07 6.03 <10 321 0.22 0.160 0.09 0.122 25.6 4.42 15.95
AU261  PERMA FROST  TICK MOSS Empty Bag

AU264  PERMA FROST Empty Bag
AU264  PERMA FROST  TICK MOSS Empty Bag

AU265 0.16 0.010 0.0010 0.107 1.03 4.58 <10 258 0.23 0.172 0.15 0.266 36.4 3.71 16.15

AU281 0.64 0.001 0.0010 0.043 1.06 4.93 <10 372 0.28 0.283 0.16 0.169 46.3 4.40 16.30

TOP154 0.30 0.001 0.0010 0.125 1.21 4.98 <10 250 0.27 0.222 0.13 0.229 31.7 4.26 16.45

TOP159 0.28 0.013 0.0014 0.149 1.32 6.10 <10 171.5 0.30 0.285 0.10 0.174 29.8 4.64 17.40

TOP160 0.30 0.002 0.0007 0.151 1.24 7.19 <10 190.0 0.26 0.263 0.10 0.210 32.0 3.67 17.30

TOP161 0.27 <0.001 0.0009 0.177 1.20 6.22 <10 311 0.29 0.294 0.12 0.210 36.5 5.64 15.85
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Sample Description

Method
Analyte
Units
LOD 

ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L

Cs Cu Fe Ga Ge Hf Hg In K La Li Mg Mn Mo Na

ppm ppm % ppm ppm ppm ppm ppm % ppm ppm % ppm ppm %

0.005 0.01 0.001 0.004 0.005 0.002 0.004 0.005 0.01 0.002 0.1 0.01 0.1 0.01 0.001

AU434 0.262 9.37 1.670 3.31 0.044 0.027 0.024 0.017 0.06 15.05 7.0 0.26 165.5 0.73 0.011
AU261  PERMA FROST  TICK MOSS

AU264  PERMA FROST
AU264  PERMA FROST  TICK MOSS

AU265 0.446 9.04 1.400 3.20 0.050 0.009 0.055 0.016 0.05 16.10 7.4 0.24 90.5 0.48 0.014

AU281 0.249 20.3 1.860 3.31 0.067 0.152 0.039 0.033 0.06 22.2 8.8 0.47 224 0.76 0.014

TOP154 0.480 12.65 1.650 3.65 0.047 0.005 0.078 0.019 0.05 15.20 9.4 0.29 89.4 0.64 0.011

TOP159 0.470 15.10 1.860 4.04 0.054 0.006 0.055 0.018 0.06 16.75 10.1 0.30 118.5 0.86 0.011

TOP160 0.523 14.70 2.04 4.01 0.051 0.003 0.051 0.020 0.06 16.25 9.0 0.27 96.2 0.80 0.011

TOP161 0.415 14.55 1.880 3.71 0.055 0.010 0.041 0.022 0.06 17.60 8.8 0.28 243 0.95 0.011
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Sample Description

Method
Analyte
Units
LOD 

ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L

Nb Ni P Pb Pd Pt Rb Re S Sb Sc Se Sn Sr Ta

ppm ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm

0.002 0.04 0.001 0.005 0.001 0.002 0.005 0.001 0.01 0.005 0.005 0.1 0.01 0.01 0.005

AU434 0.678 10.10 0.037 14.95 <0.001 <0.002 8.10 <0.001 0.01 0.386 1.850 0.1 0.34 11.55 <0.005
AU261  PERMA FROST  TICK MOSS

AU264  PERMA FROST
AU264  PERMA FROST  TICK MOSS

AU265 0.583 10.90 0.057 18.85 <0.001 <0.002 8.77 0.001 0.05 0.292 1.710 0.2 0.34 16.50 <0.005

AU281 0.573 10.40 0.029 15.60 <0.001 <0.002 7.23 <0.001 0.03 0.408 2.97 0.3 0.40 18.50 <0.005

TOP154 0.640 10.60 0.048 18.90 <0.001 <0.002 9.12 <0.001 0.04 0.349 1.810 0.3 0.38 14.30 <0.005

TOP159 0.680 10.20 0.044 20.2 <0.001 <0.002 9.60 0.001 0.03 0.580 1.840 0.3 0.43 11.30 <0.005

TOP160 0.582 9.75 0.053 17.35 <0.001 <0.002 9.91 <0.001 0.04 0.339 1.390 0.5 0.36 11.40 <0.005

TOP161 0.729 10.50 0.042 15.50 <0.001 0.002 9.01 <0.001 0.04 0.376 2.05 0.3 0.37 14.00 <0.005
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Sample Description

Method
Analyte
Units
LOD 

ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L ME-MS41L

Te Th Ti Tl U V W Y Zn Zr

ppm ppm % ppm ppm ppm ppm ppm ppm ppm

0.01 0.002 0.001 0.002 0.005 0.1 0.001 0.003 0.1 0.01

AU434 0.01 3.60 0.040 0.057 0.672 31.6 0.135 5.00 33.6 1.21
AU261  PERMA FROST  TICK MOSS

AU264  PERMA FROST
AU264  PERMA FROST  TICK MOSS

AU265 0.01 1.060 0.027 0.067 0.938 23.7 0.391 7.67 48.8 0.27

AU281 0.01 7.10 0.053 0.064 1.495 27.1 0.118 10.95 87.0 7.57

TOP154 0.02 1.290 0.028 0.079 1.045 29.7 0.626 6.35 50.6 0.25

TOP159 0.02 2.00 0.031 0.086 1.240 31.9 0.166 6.07 55.2 0.32

TOP160 0.02 0.729 0.030 0.085 1.165 34.4 0.144 6.15 46.4 0.18

TOP161 0.02 2.83 0.033 0.071 1.250 32.0 0.250 7.10 44.5 0.41
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CERTIFICATE COMMENTS

ANALYTICAL COMMENTS

Gold determinations by this method are semi-quantitative due to the small sample weight used (0.5g).

ME-MS41LApplies to Method:

LABORATORY ADDRESSES

Processed at ALS Whitehorse located at 78 Mt. Sima Rd, Whitehorse, YT, Canada.

LOG-22Applies to Method: SCR-41 WEI-21

Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.

Au-ICP21Applies to Method: ME-MS41L


