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Method

Code

Code Description Report 
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 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

MIXP Mix pulps on arrival279 VAN

3B 3B Soil 50gm ________ES Completed50279 VAN

 ADDITIONAL COMMENTS

Jodie GibsonCC:

Invoice To:

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.

Acme does not accept responsibility for samples left at the laboratory after 90 

days without prior written instructions for sample storage or return.

Store After 90 days Invoice for StorageSTOR-PLP

279

White Gold

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL
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 CERTIFICATE OF ANALYSIS                     VAN09002807.1

MDL

Unit

Analyte

Method 3B

Au

ppb

2

H275073 Rock Pulp 3416

H275077 Rock Pulp 2977

H275083 Rock Pulp >5000

H275087 Rock Pulp >5000

H275093 Rock Pulp >5000

H275127 Rock Pulp 2851

H275137 Rock Pulp 1646

H275143 Rock Pulp 3853

H275147 Rock Pulp 2076

H275153 Rock Pulp 3219

H275075 Rock Pulp 2880

H275085 Rock Pulp >5000

H275095 Rock Pulp 1703

H275125 Rock Pulp 1546

H275145 Rock Pulp 1620

H275014 Rock Pulp 1182

H275066 Rock Pulp 337

H275096 Rock Pulp 762

H275106 Rock Pulp 593

H275112 Rock Pulp 359

H275132 Rock Pulp 118

H275142 Rock Pulp 166

H275156 Rock Pulp 218

H275098 Rock Pulp 94

H275008 Rock Pulp 17

H275018 Rock Pulp 66

H275178 Rock Pulp 8

H275188 Rock Pulp <2

H275028 Rock Pulp 9

H275048 Rock Pulp <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit
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Method 3B

Au

ppb

2

H275058 Rock Pulp <2

H275213 Rock Pulp 4197

H275223 Rock Pulp >5000

H275227 Rock Pulp >5000

H275233 Rock Pulp >5000

H275237 Rock Pulp >5000

H275225 Rock Pulp >5000

H275235 Rock Pulp >5000

H275222 Rock Pulp 701

H275266 Rock Pulp 260

H275302 Rock Pulp 204

H275312 Rock Pulp 88

H275326 Rock Pulp 255

H275248 Rock Pulp 125

H275218 Rock Pulp 98

H275328 Rock Pulp 16

H275298 Rock Pulp 6

H275208 Rock Pulp 3

H275198 Rock Pulp <2

H275288 Rock Pulp <2

H275338 Rock Pulp <2

H275348 Rock Pulp <2

H275503 Rock Pulp 1273

H275507 Rock Pulp >5000

H275527 Rock Pulp 3590

H275533 Rock Pulp 2481

H275567 Rock Pulp >5000

H275577 Rock Pulp >5000

H275583 Rock Pulp 1715

H275587 Rock Pulp >5000

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B

Au

ppb

2

H275593 Rock Pulp 3651

H275597 Rock Pulp >5000

H275505 Rock Pulp >5000

H275535 Rock Pulp >5000

H275545 Rock Pulp 3264

H275585 Rock Pulp >5000

H275595 Rock Pulp 3119

H275605 Rock Pulp 2619

H275496 Rock Pulp 199

H275526 Rock Pulp 506

H275546 Rock Pulp 418

H275552 Rock Pulp 132

H275556 Rock Pulp 110

H275602 Rock Pulp 525

H275518 Rock Pulp 43

H275393 Rock Pulp 4338

H275396 Rock Pulp 207

H275416 Rock Pulp 218

H275422 Rock Pulp 203

H275452 Rock Pulp 252

H275398 Rock Pulp 16

H275418 Rock Pulp 30

H275448 Rock Pulp 27

H275718 Rock Pulp 33

H275688 Rock Pulp 22

H275708 Rock Pulp 18

H275438 Rock Pulp 9

H275488 Rock Pulp <2

H275698 Rock Pulp <2

H275658 Rock Pulp <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit
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Method 3B

Au

ppb

2

H275767 Rock Pulp >5000

H275827 Rock Pulp 1776

H275833 Rock Pulp 1710

H275837 Rock Pulp >5000

H275843 Rock Pulp >5000

H275847 Rock Pulp 3919

H275853 Rock Pulp >5000

H275765 Rock Pulp >5000

H275815 Rock Pulp 3246

H275825 Rock Pulp 716

H275835 Rock Pulp 2317

H275855 Rock Pulp >5000

H275752 Rock Pulp 147

H275802 Rock Pulp 124

H275812 Rock Pulp 222

H275816 Rock Pulp 550

H275822 Rock Pulp 4517

H275856 Rock Pulp 673

H275862 Rock Pulp 448

H275768 Rock Pulp 70

H275798 Rock Pulp 31

H275758 Rock Pulp <2

H275878 Rock Pulp <2

H275947 Rock Pulp >5000

H275953 Rock Pulp 1606

H275946 Rock Pulp 440

H275928 Rock Pulp 33

H275958 Rock Pulp 36

H275898 Rock Pulp 18

H275908 Rock Pulp <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B

Au

ppb

2

H276307 Rock Pulp 2750

H276353 Rock Pulp >5000

H276383 Rock Pulp 1872

H276073 Rock Pulp 4633

H276077 Rock Pulp 1739

H276087 Rock Pulp 4499

H276075 Rock Pulp 2925

H276095 Rock Pulp 2353

H276172 Rock Pulp 66

H276182 Rock Pulp 117

H276232 Rock Pulp 175

H276312 Rock Pulp 148

H276356 Rock Pulp 202

H276386 Rock Pulp 174

H276036 Rock Pulp 99

H276082 Rock Pulp 593

H276452 Rock Pulp 1811

H276456 Rock Pulp 183

H276388 Rock Pulp 316

H276048 Rock Pulp 495

H276088 Rock Pulp 649

H276428 Rock Pulp 117

H276278 Rock Pulp 76

H276368 Rock Pulp 85

H276288 Rock Pulp 49

H276028 Rock Pulp 55

H276078 Rock Pulp 46

H276298 Rock Pulp 40

H276328 Rock Pulp 41

H276178 Rock Pulp 26

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B

Au

ppb

2

H276268 Rock Pulp <2

H276538 Rock Pulp 15

H276218 Rock Pulp 9

H276358 Rock Pulp 6

H276248 Rock Pulp 2

H276158 Rock Pulp <2

H276258 Rock Pulp <2

H276813 Rock Pulp 3075

H276827 Rock Pulp 1322

H276712 Rock Pulp 113

H276716 Rock Pulp 444

H276752 Rock Pulp 638

H276766 Rock Pulp 122

H276772 Rock Pulp 463

H276796 Rock Pulp 919

H276812 Rock Pulp 288

H276718 Rock Pulp 659

H276838 Rock Pulp 448

H276608 Rock Pulp 63

H276728 Rock Pulp 31

H276798 Rock Pulp 20

H276828 Rock Pulp 12

H276818 Rock Pulp 2

H276578 Rock Pulp <2

H276738 Rock Pulp <2

H276903 Rock Pulp 4190

H276977 Rock Pulp 2079

H276987 Rock Pulp 1768

H276993 Rock Pulp >5000

H276997 Rock Pulp 2886

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B

Au

ppb

2

H277143 Rock Pulp 1165

H277167 Rock Pulp 4117

H277177 Rock Pulp >5000

H277073 Rock Pulp >5000

H277263 Rock Pulp 1440

H276905 Rock Pulp 3107

H276925 Rock Pulp 3467

H276995 Rock Pulp 1944

H277105 Rock Pulp 2620

H277165 Rock Pulp 4884

H277055 Rock Pulp 1554

H276902 Rock Pulp 934

H276906 Rock Pulp 470

H276926 Rock Pulp 347

H276876 Rock Pulp 212

H276892 Rock Pulp 98

H276896 Rock Pulp 231

H276972 Rock Pulp 875

H277002 Rock Pulp 172

H277006 Rock Pulp 894

H277142 Rock Pulp 341

H277162 Rock Pulp 210

H277176 Rock Pulp 899

H277182 Rock Pulp 405

H277346 Rock Pulp 167

H277056 Rock Pulp 520

H277072 Rock Pulp 306

H277076 Rock Pulp 216

H277216 Rock Pulp 500

H277266 Rock Pulp 758

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Unit
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Method 3B

Au

ppb

2

H276848 Rock Pulp 281

H276888 Rock Pulp 98

H276958 Rock Pulp 41

H276978 Rock Pulp 616

H277258 Rock Pulp 85

H276868 Rock Pulp 78

H277268 Rock Pulp 60

H277138 Rock Pulp 50

H277118 Rock Pulp 2

H276858 Rock Pulp 27

H276908 Rock Pulp 37

H276948 Rock Pulp 58

H277278 Rock Pulp 30

H277128 Rock Pulp 57

H277338 Rock Pulp 28

H277298 Rock Pulp 17

H277148 Rock Pulp 20

H277348 Rock Pulp 9

H277058 Rock Pulp 11

H277198 Rock Pulp 6

H722636 Rock Pulp 381

H722662 Rock Pulp 181

H722676 Rock Pulp 240

H722716 Rock Pulp 243

H722628 Rock Pulp 235

H722668 Rock Pulp 82

H722728 Rock Pulp 51

H722598 Rock Pulp 28

H722848 Rock Pulp 21

H722838 Rock Pulp 15

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B

Au

ppb

2

H722828 Rock Pulp 12

H722688 Rock Pulp 8

H722648 Rock Pulp 10

H722903 Rock Pulp 3082

H722947 Rock Pulp >5000

H722886 Rock Pulp 785

H722906 Rock Pulp 599

H723116 Rock Pulp 280

H723162 Rock Pulp 144

H723186 Rock Pulp 182

H723252 Rock Pulp 154

H722918 Rock Pulp 838

H723148 Rock Pulp 308

H723158 Rock Pulp 201

H723248 Rock Pulp 53

H723118 Rock Pulp 32

H723188 Rock Pulp 10

H723078 Rock Pulp 3

H723098 Rock Pulp 4

H723108 Rock Pulp 4

H723238 Rock Pulp 9

H723198 Rock Pulp 18

H723268 Rock Pulp 27

H723487 Rock Pulp >5000

H723493 Rock Pulp 2149

H723553 Rock Pulp 982

H723557 Rock Pulp 4746

H723563 Rock Pulp >5000

H723567 Rock Pulp >5000

H723587 Rock Pulp >5000

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Unit
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Au
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2

H723495 Rock Pulp >5000

H723555 Rock Pulp >5000

H723565 Rock Pulp >5000

H723575 Rock Pulp 2784

H723585 Rock Pulp >5000

H723572 Rock Pulp 548

H723582 Rock Pulp 328

H723596 Rock Pulp 459

H723598 Rock Pulp 5

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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3B

Au

ppb

2

Pulp Duplicates

H275085 Rock Pulp >5000

REP H275085 QC >5000

H275028 Rock Pulp 9

REP H275028 QC <2

H275338 Rock Pulp <2

REP H275338 QC <2

H275438 Rock Pulp 9

REP H275438 QC 17

H276048 Rock Pulp 495

REP H276048 QC 453

H276248 Rock Pulp 2

REP H276248 QC 3

H277167 Rock Pulp 4117

REP H277167 QC 4417

H277348 Rock Pulp 9

REP H277348 QC <2

H722918 Rock Pulp 838

REP H722918 QC 846

H723148 Rock Pulp 308

REP H723148 QC 306

Reference Materials

STD OXE56 Standard 672

STD OXE56 Standard 620

STD OXE56 Standard 653

STD OXE56 Standard 621

STD OXE56 Standard 666

STD OXE56 Standard 664

STD OXE56 Standard 613

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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3B

Au

ppb

2

STD OXE56 Standard 631

STD OXE56 Standard 623

STD OXE56 Standard 631

STD OXE56 Standard 655

STD OXE56 Standard 645

STD OXE56 Standard 669

STD OXE56 Standard 597

STD OXE56 Standard 574

STD OXE56 Standard 627

STD OXE56 Standard 562

STD OXE56 Standard 639

STD OXE56 Standard 653

STD OXE56 Expected 611

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank 15

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank 288

BLK Blank 26

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Au
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BLK Blank <2

BLK Blank <2

BLK Blank <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


