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Method

Code
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 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

No Prep Sorting of samples on arrival and labeling198 VAN

MIXP Mix pulps on arrival198 VAN

3B Fire assay fusion Au by ICP-ES Completed50198 VAN

G6 Grav Fire assay Au by gravimetric finish Completed3014 VAN

 ADDITIONAL COMMENTS

CC:

Invoice To:

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.

Acme does not accept responsibility for samples left at the laboratory after 90 

days without prior written instructions for sample storage or return.

Store After 90 days Invoice for StorageSTOR-PLP

198

White Gold

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL

 CERTIFICATE OF ANALYSIS                               VAN09004220.1
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 CERTIFICATE OF ANALYSIS                     VAN09004220.1

MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

H724709 Core Pulp 8

H724793 Core Pulp 438

H724816 Core Pulp 4158

H724822 Core Pulp 3669

H724805 Core Pulp >5000 6.74

H724812 Core Pulp 3125

H724883 Core Pulp 108

G235819 Core Pulp <2

G235879 Core Pulp 17

H724876 Core Pulp 230

G235859 Core Pulp 61

G235883 Core Pulp 197

G235869 Core Pulp 6

G235839 Core Pulp 2

G235829 Core Pulp <2

H724893 Core Pulp 118

G235903 Core Pulp 364

G235927 Core Pulp 1380

H724889 Core Pulp 309

H724693 Core Pulp 756

H724729 Core Pulp 6

H724699 Core Pulp 795

H724796 Core Pulp 576

H724773 Core Pulp 70

H724802 Core Pulp 4981

H724809 Core Pulp 3664

G236187 Core Pulp 2230

G235599 Core Pulp <2

G236129 Core Pulp 26

G236182 Core Pulp 1503

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

G235019 Core Pulp 17

G235629 Core Pulp 2

G236185 Core Pulp 2112

H130589 Core Pulp 2018

G235179 Core Pulp 3

H130795 Core Pulp <2

G235159 Core Pulp <2

H130779 Core Pulp 382

H130809 Core Pulp 26

H130799 Core Pulp 150

H130819 Core Pulp 63

H130963 Core Pulp 548

H130945 Core Pulp >5000 5.73

H130969 Core Pulp <2

H130972 Core Pulp 3557

H130976 Core Pulp 213

H130923 Core Pulp 551

H130899 Core Pulp 4

H130785 Core Pulp 2665

H130909 Core Pulp 7

H130773 Core Pulp 308

H130936 Core Pulp 363

H130816 Core Pulp 80

H130829 Core Pulp 14

H130836 Core Pulp 502

H130842 Core Pulp I.S.

H130863 Core Pulp 351

H130845 Core Pulp >5000 7.66

H130869 Core Pulp 706

H130876 Core Pulp 711

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

H130889 Core Pulp 4

H130797 Core Pulp 669

G235789 Core Pulp 28

H130553 Core Pulp 264

H130559 Core Pulp 2731

H130557 Core Pulp 1895

H130562 Core Pulp 2353

H130549 Core Pulp 5

H130877 Core Pulp >5000 59.07

H130563 Core Pulp 800

H130555 Core Pulp 2203

H130569 Core Pulp 10

H130879 Core Pulp >5000 15.47

H130872 Core Pulp 2827

H130859 Core Pulp 1807

H130883 Core Pulp 269

H130882 Core Pulp 1339

G235799 Core Pulp 2

G235779 Core Pulp <2

G235809 Core Pulp 4

G236299 Core Pulp 39

G236309 Core Pulp 10

G236419 Core Pulp 269

G236423 Core Pulp 424

G236319 Core Pulp 3

G235079 Core Pulp 60

G235076 Core Pulp 395

G236399 Core Pulp 133

H130709 Core Pulp <2

G236329 Core Pulp 12

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

G235073 Core Pulp 192

G235219 Core Pulp 20

G236396 Core Pulp 113

G236369 Core Pulp 795

G235059 Core Pulp 50

G235069 Core Pulp 64

G235089 Core Pulp 3

G235099 Core Pulp 4

H130719 Core Pulp 3

G235093 Core Pulp 262

G235209 Core Pulp 4

G235289 Core Pulp <2

G235296 Core Pulp 96

G235309 Core Pulp 3

G235299 Core Pulp 13

G235293 Core Pulp 93

G236166 Core Pulp 141

G234869 Core Pulp 200

G235339 Core Pulp 94

G235342 Core Pulp 1471

G235349 Core Pulp 292

G235345 Core Pulp 1353

G235336 Core Pulp 626

G235416 Core Pulp 721

H130543 Core Pulp 812

H130539 Core Pulp 212

H130609 Core Pulp 531

H130613 Core Pulp 522

H130679 Core Pulp <2

H130689 Core Pulp 15

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

H130699 Core Pulp 94

H724696 Core Pulp 267

H724769 Core Pulp >5000 5.71

H724719 Core Pulp 18

H724749 Core Pulp 187

H724807 Core Pulp 2035

H130523 Core Pulp 214

H724979 Core Pulp 97

H724969 Core Pulp 11

H724976 Core Pulp 98

H724959 Core Pulp 18

H724815 Core Pulp >5000 29.64

H724817 Core Pulp 4820

H724779 Core Pulp 159

H724819 Core Pulp 4288

H724689 Core Pulp 16

H724776 Core Pulp 134

H724799 Core Pulp 2602

H724789 Core Pulp 103

H724739 Core Pulp 65

H724989 Core Pulp 1868

H724997 Core Pulp 4463

H724995 Core Pulp 4368

H130505 Core Pulp >5000 3.78

H130517 Core Pulp >5000 3.86

H724999 Core Pulp >5000 9.73

H724987 Core Pulp 1895

H724983 Core Pulp 311

H724982 Core Pulp 3900

H130529 Core Pulp <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

H130513 Core Pulp 830

H130515 Core Pulp 1593

H130509 Core Pulp 284

H130519 Core Pulp 68

H130507 Core Pulp 3281

H724992 Core Pulp >5000 7.76

G236125 Core Pulp 1599

G236115 Core Pulp 1302

G236105 Core Pulp 2705

G235989 Core Pulp >5000 6.06

G236116 Core Pulp 524

H724825 Core Pulp 2881

G236192 Core Pulp 1307

G235149 Core Pulp 10

G236149 Core Pulp 4

G236139 Core Pulp 9

G235609 Core Pulp 4

G235049 Core Pulp 20

G236195 Core Pulp 1299

G235039 Core Pulp 7

G235029 Core Pulp 11

G235139 Core Pulp 15

G235619 Core Pulp <2

G235649 Core Pulp 4220

G235646 Core Pulp 131

H130579 Core Pulp 356

H130916 Core Pulp 317

H130857 Core Pulp 4788

G235169 Core Pulp I.S.

H130915 Core Pulp 2656

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.17

H130789 Core Pulp 13

H130835 Core Pulp 1150

H130939 Core Pulp 10

H130949 Core Pulp 835

H130847 Core Pulp >5000 6.19

H130839 Core Pulp >5000 22.86

H130867 Core Pulp 1368

H130856 Core Pulp 340

H130922 Core Pulp 3427

H130852 Core Pulp 3393

H130865 Core Pulp 3

H130849 Core Pulp 1987

G235009 Core Pulp 140

H130599 Core Pulp 27

H130575 Core Pulp 1550

G235655 Core Pulp 1211

G235639 Core Pulp 301

H130596 Core Pulp 178

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    VAN09004220.1
3B G6

Au Au

ppb gm/mt

2 0.17

Pulp Duplicates

G235869 Core Pulp 6

REP G235869 QC 13

H130842 Core Pulp I.S.

REP H130842 QC I.S.

G236309 Core Pulp 10

REP G236309 QC 14

H724976 Core Pulp 98

REP H724976 QC 106

H724815 Core Pulp >5000 29.64

REP H724815 QC 26.84

H130505 Core Pulp >5000 3.78

REP H130505 QC 4377

H130529 Core Pulp <2

REP H130529 QC <2

H130922 Core Pulp 3427

REP H130922 QC 3112

Reference Materials

STD OXE56 Standard 616

STD OXE56 Standard 608

STD OXE56 Standard 635

STD OXE56 Standard 643

STD OXE56 Standard 636

STD OXE56 Standard 629

STD OXE56 Standard 665

STD OXE56 Standard 617

STD OXH55 Standard 1326

STD OXH55 Standard 1279

STD OXH55 Standard 1356

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    VAN09004220.1
3B G6

Au Au

ppb gm/mt

2 0.17

STD OXH55 Standard 1353

STD OXH55 Standard 1346

STD OXH55 Standard 1301

STD OXP61 Standard 14.84

STD OXP61 Standard 15.07

STD OXP61 Standard 15.00

STD OXP61 Standard 14.63

STD OXH55 Expected 1282

STD OXE56 Expected 611

STD OXP61 Expected 14.917

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank 11

BLK Blank <0.17

BLK Blank <0.17

BLK Blank <0.17

BLK Blank <0.17

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


