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Method

Code

Code Description Report 

Status

 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

No Prep Sorting of samples on arrival and labeling390 VAN

MIXP Mix pulps on arrival390 VAN

3B01 Fire assay fusion Au by ICP-ES Completed30390 VAN

G601 Fire Assay fusion Au by ICP-ES Completed308 VAN

 ADDITIONAL COMMENTS

Rob McLeodCC:

Invoice To:

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.

Acme does not accept responsibility for samples left at the laboratory after 90 

days without prior written instructions for sample storage or return.

Store After 90 days Invoice for StorageSTOR-PLP

390

White Gold

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL

 CERTIFICATE OF ANALYSIS                               VAN09005824.1

 CLIENT JOB INFORMATION

Underworld Resources, Inc.

1500 - 409 Granville Street

Vancouver BC V6C 1T2

Canada
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Acme Analytical Laboratories (Vancouver) Ltd.
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Client: Underworld Resources, Inc.

Acme Analytical Laboratories (Vancouver) Ltd.

 CERTIFICATE OF ANALYSIS                     VAN09005824.1

MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G290377 Rock Pulp 46

G290052 Rock Pulp 656

G290387 Rock Pulp 60

G290212 Rock Pulp 61

G237757 Rock Pulp 53

G237764 Rock Pulp 9

G290057 Rock Pulp 6879

G306254 Rock Pulp <2

H132902 Rock Pulp 167

H132894 Rock Pulp 15

G306134 Rock Pulp 55

H132154 Rock Pulp 11

H132152 Rock Pulp 57

H132122 Rock Pulp 42

H132127 Rock Pulp 176

H132157 Rock Pulp 53

G290024 Rock Pulp 12

G290017 Rock Pulp 111

G236954 Rock Pulp 18

G236964 Rock Pulp 15

G236952 Rock Pulp 75

G236967 Rock Pulp 838

G236947 Rock Pulp 17

G306004 Rock Pulp 5

H132402 Rock Pulp 207

G306034 Rock Pulp 6

G306044 Rock Pulp 11

G306184 Rock Pulp 9

H132454 Rock Pulp 3

H133222 Rock Pulp 79

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 CERTIFICATE OF ANALYSIS                     VAN09005824.1

MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G290517 Rock Pulp 54

G290504 Rock Pulp 8

G290512 Rock Pulp 285

H133022 Rock Pulp 474

H133017 Rock Pulp 2836

H133027 Rock Pulp 2298

H133004 Rock Pulp 17

H132982 Rock Pulp 33

H132984 Rock Pulp <2

H132997 Rock Pulp 97

H132042 Rock Pulp 3340

H132032 Rock Pulp 1655

H132047 Rock Pulp 3695

H132052 Rock Pulp 2348

H132037 Rock Pulp 1225

G290147 Rock Pulp 23

G290314 Rock Pulp 30

G290302 Rock Pulp 38

G290107 Rock Pulp 34

G290104 Rock Pulp 4

G290094 Rock Pulp <2

G290102 Rock Pulp 214

G290087 Rock Pulp 77

G290577 Rock Pulp 96

G237952 Rock Pulp 75

G237947 Rock Pulp 215

G237944 Rock Pulp 5

G237934 Rock Pulp <2

G306687 Rock Pulp 41

G237632 Rock Pulp 3048

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G237637 Rock Pulp 1016

H132267 Rock Pulp 1586

H132262 Rock Pulp 100

H132257 Rock Pulp 6481

H132277 Rock Pulp 1095

H132272 Rock Pulp >10000 10.42

G306324 Rock Pulp 12

G306857 Rock Pulp 2747

G306867 Rock Pulp 2739

G306862 Rock Pulp 554

G306852 Rock Pulp 394

G307042 Rock Pulp 28

G307047 Rock Pulp 9

G307037 Rock Pulp 2188

H132077 Rock Pulp 60

H132072 Rock Pulp 1670

H133347 Rock Pulp 148

H133337 Rock Pulp 8025

H131634 Rock Pulp 21

H132037 Rock Pulp 1436

H131754 Rock Pulp 9

G306894 Rock Pulp 8

G306902 Rock Pulp 39

G306904 Rock Pulp 9

G306907 Rock Pulp 62

G290564 Rock Pulp 24

G306987 Rock Pulp 285

G306992 Rock Pulp 97

G306997 Rock Pulp 79

G307007 Rock Pulp 147

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G307004 Rock Pulp 9

G306994 Rock Pulp 11

H133174 Rock Pulp 3

H133184 Rock Pulp 10

G290594 Rock Pulp 16

G290574 Rock Pulp 32

G290584 Rock Pulp 13

G290434 Rock Pulp 29

G307064 Rock Pulp 11

G307072 Rock Pulp 275

G307067 Rock Pulp 29

G306964 Rock Pulp 22

G306972 Rock Pulp 524

G306962 Rock Pulp 908

G306977 Rock Pulp 174

G306982 Rock Pulp 376

G290262 Rock Pulp 84

G290257 Rock Pulp 96

G290252 Rock Pulp 46

H133114 Rock Pulp 6

H133112 Rock Pulp 22

G307022 Rock Pulp 684

G307032 Rock Pulp 494

H133264 Rock Pulp 4

H133262 Rock Pulp <2

G307262 Rock Pulp 220

G307252 Rock Pulp 925

G307267 Rock Pulp 299

G307184 Rock Pulp 14

G307187 Rock Pulp 333

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G307112 Rock Pulp 33

G307107 Rock Pulp 72

G307127 Rock Pulp 112

H132392 Rock Pulp 146

G237584 Rock Pulp 28

G237577 Rock Pulp 76

H133097 Rock Pulp 120

H133117 Rock Pulp 46

G307277 Rock Pulp 1330

G307282 Rock Pulp 825

G307287 Rock Pulp 1317

G307292 Rock Pulp 87

G307084 Rock Pulp 7

G307094 Rock Pulp <2

G307192 Rock Pulp 726

G307202 Rock Pulp 171

G307182 Rock Pulp 214

G307172 Rock Pulp 82

G307164 Rock Pulp 8

G307162 Rock Pulp 34

G307174 Rock Pulp 26

G307124 Rock Pulp 35

G307104 Rock Pulp <2

G290304 Rock Pulp 4

G290274 Rock Pulp 12

H133217 Rock Pulp 2439

G290242 Rock Pulp 145

G290227 Rock Pulp 79

G290244 Rock Pulp 26

G290232 Rock Pulp 393

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G290237 Rock Pulp 37

G290124 Rock Pulp 8

G290112 Rock Pulp 80

G290132 Rock Pulp 36

G290062 Rock Pulp 144

G290072 Rock Pulp 354

G290077 Rock Pulp 79

G290324 Rock Pulp 5

G290192 Rock Pulp 1013

G290202 Rock Pulp 65

G290067 Rock Pulp 3814

G290197 Rock Pulp 6162

G290352 Rock Pulp 48

G290347 Rock Pulp 89

G290357 Rock Pulp 35

G306957 Rock Pulp 46

G306754 Rock Pulp 8

G290404 Rock Pulp 3

G290214 Rock Pulp 29

G290384 Rock Pulp 14

G290394 Rock Pulp 7

H133372 Rock Pulp 8773

H133362 Rock Pulp 798

H132967 Rock Pulp 48

H133302 Rock Pulp 3260

H133292 Rock Pulp 1473

H133297 Rock Pulp 7226

H133307 Rock Pulp 768

H133287 Rock Pulp 398

H133164 Rock Pulp 25

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

H133154 Rock Pulp 23

H133144 Rock Pulp 8

G306702 Rock Pulp 51

H133122 Rock Pulp 31

H133137 Rock Pulp 42

H133312 Rock Pulp 29

H133314 Rock Pulp <2

H133134 Rock Pulp 6

G290604 Rock Pulp 5

G290614 Rock Pulp 9

G290532 Rock Pulp 40

G290534 Rock Pulp 12

H133387 Rock Pulp 63

H132914 Rock Pulp 10

H133224 Rock Pulp 12

G237037 Rock Pulp 36

G237122 Rock Pulp 455

H132102 Rock Pulp 42

H132252 Rock Pulp 1505

H132247 Rock Pulp 1616

H132112 Rock Pulp 251

H132117 Rock Pulp 293

H132287 Rock Pulp 102

H132297 Rock Pulp 46

H132107 Rock Pulp 155

G290884 Rock Pulp 31

H131697 Rock Pulp 46

H131104 Rock Pulp 30

H132284 Rock Pulp 18

H132234 Rock Pulp 4

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

H132097 Rock Pulp 89

H132237 Rock Pulp 212

H132294 Rock Pulp 3

H132292 Rock Pulp 104

H132282 Rock Pulp 46

G237134 Rock Pulp <2

H132242 Rock Pulp 1125

H131554 Rock Pulp 9

G290837 Rock Pulp 252

H132314 Rock Pulp 4

G290817 Rock Pulp 136

H131702 Rock Pulp 700

H131692 Rock Pulp 85

G291442 Rock Pulp 80

G291497 Rock Pulp 2455

G291507 Rock Pulp 104

G291437 Rock Pulp 258

G291524 Rock Pulp 15

G291492 Rock Pulp 3914

G291482 Rock Pulp 89

G291517 Rock Pulp 879

G291502 Rock Pulp 4121

G291487 Rock Pulp 2865

G290702 Rock Pulp 46

G291087 Rock Pulp 33

G291107 Rock Pulp 100

G291052 Rock Pulp 177

G291057 Rock Pulp 25

G291467 Rock Pulp 171

G291457 Rock Pulp 413

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G291462 Rock Pulp 269

G291472 Rock Pulp 364

G291534 Rock Pulp 8

G291452 Rock Pulp 433

G291447 Rock Pulp 897

G290707 Rock Pulp 31

G291022 Rock Pulp 213

G291034 Rock Pulp 3

G291014 Rock Pulp 3

G291042 Rock Pulp 32

G291047 Rock Pulp 549

G291082 Rock Pulp 95

G291084 Rock Pulp 22

G307652 Rock Pulp 36

G307672 Rock Pulp 89

G307662 Rock Pulp 3954

G307664 Rock Pulp 20

G307654 Rock Pulp 19

G307607 Rock Pulp 1290

G307617 Rock Pulp 3474

H133604 Rock Pulp 16

H133612 Rock Pulp 1888

H133602 Rock Pulp 113

G307554 Rock Pulp 11

G307564 Rock Pulp 12

G307632 Rock Pulp 1399

G307642 Rock Pulp >10000 26.25

G307434 Rock Pulp 2

G307612 Rock Pulp 3534

G307602 Rock Pulp 3195

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 CERTIFICATE OF ANALYSIS                     VAN09005824.1

MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G307622 Rock Pulp 1375

G307572 Rock Pulp 140

G307534 Rock Pulp 36

G307404 Rock Pulp 7

G307372 Rock Pulp 70

G307402 Rock Pulp 51

G307447 Rock Pulp 291

G307464 Rock Pulp 22

G307454 Rock Pulp 6

G307497 Rock Pulp 114

G307427 Rock Pulp 113

G307432 Rock Pulp 556

G290834 Rock Pulp 25

H131117 Rock Pulp 12

H131122 Rock Pulp 76

H131132 Rock Pulp 344

G237507 Rock Pulp 451

G237084 Rock Pulp <2

H132387 Rock Pulp 766

H132382 Rock Pulp 749

H132394 Rock Pulp 6

H132374 Rock Pulp 24

G236972 Rock Pulp 4781

G290882 Rock Pulp 49

G237117 Rock Pulp 41

G237107 Rock Pulp 765

H132364 Rock Pulp 28

H131847 Rock Pulp 74

G307044 Rock Pulp 12

H131854 Rock Pulp 5

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G236994 Rock Pulp 2

G307034 Rock Pulp 26

G236984 Rock Pulp 24

G306944 Rock Pulp <2

H133677 Rock Pulp 3242

H133872 Rock Pulp 3815

H133882 Rock Pulp 5951

H133742 Rock Pulp 220

H133784 Rock Pulp 11

H133777 Rock Pulp 59

H133587 Rock Pulp 234

H133584 Rock Pulp 10

H133574 Rock Pulp 14

H133702 Rock Pulp 41

H133712 Rock Pulp 71

H133714 Rock Pulp 118

H133697 Rock Pulp 7504

H133662 Rock Pulp 718

H133652 Rock Pulp 380

H133807 Rock Pulp 352

H133832 Rock Pulp 197

H133824 Rock Pulp 5

H133822 Rock Pulp 84

H133877 Rock Pulp 776

H133887 Rock Pulp 1102

H133892 Rock Pulp 243

G291282 Rock Pulp 47

H133844 Rock Pulp 11

H133857 Rock Pulp 294

H133752 Rock Pulp 71

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

H133704 Rock Pulp 28

H133692 Rock Pulp 35

H133667 Rock Pulp 245

H133622 Rock Pulp 102

H133634 Rock Pulp 6

G307592 Rock Pulp 2879

G307577 Rock Pulp 202

G307587 Rock Pulp 503

G307697 Rock Pulp 90

G307597 Rock Pulp 2875

G307682 Rock Pulp 38

G307692 Rock Pulp 2941

G307582 Rock Pulp 228

G291274 Rock Pulp 9

G291234 Rock Pulp 5

G291154 Rock Pulp <2

G291167 Rock Pulp 140

G291187 Rock Pulp 155

H133617 Rock Pulp 303

H133607 Rock Pulp 388

G307627 Rock Pulp 8608

G307647 Rock Pulp 40

G307637 Rock Pulp 6102

H133672 Rock Pulp 40

G307687 Rock Pulp 150

G307684 Rock Pulp 17

H133657 Rock Pulp >10000 15.73

G291284 Rock Pulp 15

G291304 Rock Pulp 11

G291347 Rock Pulp 210

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method 3B G6

Au Au

ppb gm/mt

2 0.01

G291344 Rock Pulp 16

G291302 Rock Pulp 175

H133457 Rock Pulp 827

H133452 Rock Pulp 4589

H133447 Rock Pulp 9026

H133467 Rock Pulp 4464

H133462 Rock Pulp 8683

H133414 Rock Pulp 5

H133407 Rock Pulp 42

G307324 Rock Pulp 4

G307327 Rock Pulp 76

G307352 Rock Pulp 262

G234064 Rock Pulp >10000 15.13

G234062 Rock Pulp >10000 14.14

G234058 Rock Pulp >10000 80.71

G234065 Rock Pulp >10000 12.21

G234054 Rock Pulp 11

G234059 Rock Pulp >10000 36.51

H133562 Rock Pulp 73

G290924 Rock Pulp 4

H133437 Rock Pulp 58

G290854 Rock Pulp 17

H133424 Rock Pulp 13

G307302 Rock Pulp 66

H133442 Rock Pulp 6208

G290857 Rock Pulp 58

H133432 Rock Pulp 449

G290864 Rock Pulp 6

G307312 Rock Pulp 320

H131044 Rock Pulp 9

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Acme Analytical Laboratories (Vancouver) Ltd.

 QUALITY CONTROL REPORT                    VAN09005824.1
3B G6

Au Au

ppb gm/mt

2 0.01

Pulp Duplicates

G290212 Rock Pulp 61

REP G290212 QC 60

H132267 Rock Pulp 1586

REP H132267 QC 1579

G290594 Rock Pulp 16

REP G290594 QC 13

G306982 Rock Pulp 376

REP G306982 QC 379

G290404 Rock Pulp 3

REP G290404 QC 3

H131104 Rock Pulp 30

REP H131104 QC 25

H131122 Rock Pulp 76

REP H131122 QC 83

H133887 Rock Pulp 1102

REP H133887 QC 1014

G290857 Rock Pulp 58

REP G290857 QC 49

Reference Materials

STD OXD73 Standard 387

STD OXD73 Standard 405

STD OXD73 Standard 393

STD OXD73 Standard 416

STD OXD73 Standard 414

STD OXD73 Standard 388

STD OXD73 Standard 396

STD OXD73 Standard 383

STD OXD73 Standard 393

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    VAN09005824.1
3B G6

Au Au

ppb gm/mt

2 0.01

STD OXD73 Standard 406

STD OXD73 Standard 408

STD OXD73 Standard 380

STD OXD73 Standard 386

STD OXD73 Standard 387

STD OXD73 Standard 390

STD OXH55 Standard 1230

STD OXH55 Standard 1291

STD OXH55 Standard 1176

STD OXH55 Standard 1334

STD OXH55 Standard 1212

STD OXH55 Standard 1223

STD OXH55 Standard 1158

STD OXH55 Standard 1247

STD OXH55 Standard 1277

STD OXH55 Standard 1260

STD OXH55 Standard 1246

STD OXH55 Standard 1226

STD OXH55 Standard 1.15

STD OXH55 Standard 1209

STD OXH55 Standard 1.23

STD OXH55 Standard 1.24

STD OXH55 Standard 1250

STD OXK69 Standard 3.52

STD OXK69 Standard 3.49

STD OXK69 Standard 3.45

STD OXK69 Expected 3.583

STD OXD73 Expected 416

STD OXH55 Expected 1282 1.282

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    VAN09005824.1
3B G6

Au Au

ppb gm/mt

2 0.01

BLK Blank <2

BLK Blank 4

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank 5

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <2

BLK Blank <0.01

BLK Blank <0.01

BLK Blank <2

BLK Blank <2
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Au Au

ppb gm/mt

2 0.01

BLK Blank <0.01

BLK Blank <0.01

BLK Blank <0.01

BLK Blank <0.01

BLK Blank <2

BLK Blank <2
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