
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight
LOG-22 Sample login - Rcd w/o BarCode
SCR-41 Screen to -180um and save both

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-AA23 AASAu 30g FA-AA finish
ME-MS41 51 anal. aqua regia ICPMS
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CERTIFICATE OF ANALYSIS    WH11188315 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-AA23 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Recvd Wt. Au Ag Al As Au B Ba Be Bi Ca Cd Ce Co Cr

kg ppb ppm % ppm ppm ppm ppm ppm ppm % ppm ppm ppm ppm
0.02 5 0.01 0.01 0.1 0.2 10 10 0.05 0.01 0.01 0.01 0.02 0.1 1

L575562 0.18 <5 0.09 1.62 16.6 <0.2 <10 200 0.47 0.16 0.24 0.10 28.2 10.0 24
L575563 0.18 <5 0.12 0.83 7.3 <0.2 <10 100 0.21 0.15 0.12 0.10 12.65 3.7 13
L575564 0.14 <5 0.16 0.94 11.0 <0.2 <10 100 0.24 0.13 0.21 0.11 11.10 7.6 12
L575565 0.16 <5 0.06 1.44 9.4 <0.2 <10 100 0.26 0.17 0.14 0.05 12.60 7.8 19
L575566 0.26 <5 0.05 1.28 7.7 <0.2 <10 60 0.17 0.18 0.14 0.05 11.50 7.1 14

L575567 0.20 <5 0.07 1.23 3.2 <0.2 <10 220 0.19 0.14 0.36 0.34 13.35 6.3 16
L575568 0.16 <5 0.12 1.38 6.7 <0.2 <10 180 0.43 0.14 1.72 0.81 20.8 8.5 23
L575569 0.30 <5 0.09 1.97 7.2 <0.2 <10 250 0.34 0.19 0.56 0.22 19.60 8.7 34
L575570 0.30 <5 0.10 1.62 6.5 <0.2 <10 230 0.36 0.18 0.12 0.08 30.2 7.0 31
L575571 0.28 <5 0.04 3.72 1.7 <0.2 <10 460 0.29 0.04 0.36 0.02 6.36 30.3 37

L575572 0.28 <5 0.09 2.03 3.0 <0.2 <10 270 0.22 0.06 0.38 0.05 3.99 16.9 44
L575573 0.22 <5 0.08 1.76 1.8 <0.2 <10 280 0.21 0.05 0.31 0.05 5.20 15.9 20
L575574 0.18 <5 0.13 1.18 2.9 <0.2 <10 290 0.20 0.15 0.28 0.16 9.23 9.8 19
L575575 0.30 <5 0.14 1.35 2.4 <0.2 <10 210 0.19 0.11 0.37 0.09 17.70 8.9 12
L575576 0.10 21 0.09 0.48 1.9 <0.2 <10 230 0.09 0.13 0.19 0.17 7.28 3.4 11

L575577 0.18 <5 0.18 1.75 0.9 <0.2 <10 940 0.17 0.02 0.29 0.02 18.90 9.5 14
L575578 0.18 <5 0.15 2.30 3.8 <0.2 <10 500 0.35 0.10 0.33 0.05 11.10 14.8 68
L575579 0.18 <5 0.11 3.05 2.6 <0.2 <10 570 0.32 0.05 0.42 0.05 22.0 24.3 97
L575580 0.16 <5 0.12 1.49 5.0 <0.2 <10 190 0.24 0.12 0.21 0.06 10.05 8.8 20
L575581 0.18 <5 0.12 1.57 5.3 <0.2 <10 440 0.36 0.17 0.30 0.10 15.95 15.3 25

L575582 0.20 5 0.14 2.11 3.1 <0.2 <10 590 0.35 0.11 0.31 0.08 31.8 12.6 67
L575583 0.20 11 0.28 1.48 3.0 <0.2 <10 460 0.37 0.07 0.41 0.15 37.9 8.0 12
L575584 0.24 5 0.08 0.96 1.2 <0.2 <10 300 0.17 0.03 0.21 0.03 13.80 6.1 11
L575585 0.16 <5 0.21 1.79 2.4 <0.2 <10 440 0.27 0.06 0.11 0.03 12.00 7.0 21
L575586 0.44 <5 0.17 1.32 1.1 <0.2 <10 380 0.20 0.02 0.14 0.02 9.80 5.9 5

L575587 0.32 <5 0.14 1.83 1.1 <0.2 <10 870 0.23 0.04 0.25 0.03 77.6 10.5 23
L575588 0.22 5 0.11 2.15 2.9 <0.2 <10 430 0.40 0.09 0.24 0.06 47.0 12.9 36
L575589 0.36 <5 0.14 2.56 2.0 <0.2 <10 1160 0.38 0.05 0.64 0.05 47.0 13.6 9
L575590 0.22 6 0.21 1.89 2.3 <0.2 <10 840 0.41 0.12 0.40 0.10 17.10 15.9 24
L575591 0.26 <5 0.10 2.22 1.3 <0.2 <10 880 0.32 0.06 0.68 0.14 6.41 18.0 18

L575592 0.14 <5 0.18 1.35 3.3 <0.2 <10 950 0.36 0.12 0.58 0.12 15.20 10.4 19
L575593 0.20 5 0.15 1.46 3.7 <0.2 <10 590 0.32 0.14 0.46 0.08 14.60 11.3 23
L575594 0.16 <5 0.12 1.74 4.1 <0.2 <10 360 0.36 0.13 0.39 0.13 19.70 11.0 24
L575595 0.16 5 0.17 1.30 3.6 <0.2 <10 530 0.36 0.15 0.48 0.15 14.05 17.1 22
L575596 0.24 7 0.10 1.71 7.7 <0.2 <10 300 0.54 0.15 0.61 0.21 32.7 10.2 29

L575597 0.12 5 0.07 1.76 7.3 <0.2 <10 350 0.56 0.13 0.65 0.09 26.1 10.5 31
L575598 0.22 <5 0.05 1.54 5.6 <0.2 <10 190 0.24 0.12 0.36 0.08 16.75 6.4 20
L575599 0.22 <5 0.09 1.76 2.9 <0.2 <10 420 0.46 0.09 0.75 0.09 37.9 9.6 16
L575600 0.28 <5 0.09 1.57 1.8 <0.2 <10 320 0.41 0.04 0.94 0.05 55.5 9.0 11
L566201 0.24 <5 0.09 2.00 3.2 <0.2 <10 300 0.62 0.06 1.14 0.07 30.3 9.4 14

***** See Appendix Page for comments regarding this certificate *****
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Sample Description

Method
Analyte
Units
LOR 

ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Cs Cu Fe Ga Ge Hf Hg In K La Li Mg Mn Mo Na

ppm ppm % ppm ppm ppm ppm ppm % ppm ppm % ppm ppm %
0.05 0.2 0.01 0.05 0.05 0.02 0.01 0.005 0.01 0.2 0.1 0.01 5 0.05 0.01

L575562 1.69 23.4 2.21 5.06 0.07 0.03 0.04 0.021 0.10 13.9 13.0 0.69 363 0.69 0.02
L575563 0.71 14.1 1.30 3.75 0.10 <0.02 0.04 0.011 0.04 6.5 4.3 0.21 188 0.61 0.01
L575564 1.34 14.0 1.08 4.48 0.10 <0.02 0.03 0.012 0.10 6.1 7.4 0.56 463 0.65 0.01
L575565 1.35 11.4 1.75 5.65 0.10 <0.02 0.06 0.014 0.08 6.6 10.6 0.67 293 0.60 <0.01
L575566 1.19 5.5 1.91 6.49 0.10 <0.02 0.04 0.009 0.08 5.8 10.3 0.75 265 0.73 <0.01

L575567 1.05 8.8 1.74 5.50 0.10 0.02 0.05 0.015 0.14 6.2 15.6 0.77 1040 0.91 0.01
L575568 0.72 33.0 2.08 3.90 0.13 0.06 0.05 0.021 0.06 10.2 13.0 0.65 609 0.53 0.02
L575569 1.00 14.2 2.68 6.54 0.09 0.02 0.06 0.022 0.04 8.4 13.3 0.70 543 0.83 0.01
L575570 1.70 22.4 2.89 7.12 0.11 <0.02 0.03 0.021 0.18 15.4 12.7 0.46 235 0.96 0.01
L575571 16.15 4.2 3.50 9.94 0.22 <0.02 0.01 0.009 2.25 3.4 42.1 4.07 757 0.18 0.02

L575572 1.68 19.6 2.28 6.48 0.11 <0.02 0.03 0.005 0.36 2.2 22.4 1.69 426 0.36 0.01
L575573 1.45 12.5 1.70 5.08 0.10 0.03 0.02 0.006 0.40 2.9 19.9 1.54 315 0.30 0.02
L575574 1.06 13.7 1.89 4.66 0.10 <0.02 0.04 0.011 0.15 4.8 8.8 0.58 859 0.68 0.01
L575575 0.95 54.4 1.75 4.92 0.11 <0.02 0.02 0.014 0.15 8.3 8.5 0.56 527 0.50 0.03
L575576 0.34 5.9 1.02 3.19 0.09 <0.02 0.05 0.007 0.04 3.6 1.9 0.10 690 0.63 0.01

L575577 1.51 2.4 2.19 6.58 0.14 <0.02 0.01 0.018 0.88 7.8 6.4 1.17 507 0.19 0.03
L575578 1.73 9.6 3.07 7.74 0.11 0.03 0.03 0.014 0.64 5.4 13.1 1.69 884 0.59 0.02
L575579 2.81 6.4 3.57 10.40 0.15 0.02 0.02 0.018 1.20 11.0 21.0 2.96 707 0.31 0.02
L575580 0.58 8.6 2.33 6.03 0.11 <0.02 0.02 0.013 0.18 5.3 9.6 0.78 298 0.76 0.01
L575581 0.56 12.0 2.54 5.49 0.10 0.02 0.04 0.022 0.07 6.9 9.9 0.55 1520 0.79 0.01

L575582 1.17 27.1 2.92 8.20 0.12 0.04 0.01 0.026 0.54 13.5 9.8 1.27 917 0.63 0.02
L575583 0.63 6.1 2.20 5.05 0.10 <0.02 0.03 0.017 0.20 10.3 8.5 0.61 1200 0.50 0.01
L575584 0.57 2.9 1.46 4.05 0.11 0.02 0.01 0.013 0.32 5.9 4.8 0.61 354 0.27 0.04
L575585 0.91 107.0 3.19 6.88 0.13 0.06 <0.01 0.020 0.82 6.1 6.4 1.01 457 1.72 0.02
L575586 0.61 3.0 1.98 6.09 0.15 0.03 0.01 0.014 0.53 5.4 5.7 0.73 312 0.22 0.03

L575587 0.93 56.9 3.06 7.95 0.24 0.05 0.01 0.023 1.07 45.4 7.1 0.98 506 0.26 0.02
L575588 1.45 10.0 3.57 9.90 0.16 0.04 0.01 0.025 0.73 23.7 9.8 1.19 851 0.51 0.02
L575589 1.28 3.6 4.28 11.65 0.22 0.02 <0.01 0.029 1.28 17.2 11.8 1.54 984 0.28 0.03
L575590 0.69 11.2 3.07 7.37 0.12 0.02 <0.01 0.023 0.17 7.4 9.1 1.00 1960 0.60 0.03
L575591 1.20 9.1 3.33 7.69 0.16 0.02 0.01 0.011 0.74 3.2 11.1 1.35 1320 0.39 0.04

L575592 0.63 9.2 2.13 5.32 0.13 <0.02 0.03 0.017 0.26 7.7 8.7 0.46 1220 0.70 0.02
L575593 0.59 10.2 2.57 5.76 0.13 0.02 0.01 0.016 0.19 7.1 8.8 0.59 1120 0.68 0.02
L575594 0.47 28.1 2.98 7.64 0.11 0.04 0.02 0.020 0.12 9.0 8.9 0.53 1010 0.85 0.02
L575595 0.49 15.0 2.28 5.12 0.10 0.02 0.01 0.016 0.06 7.0 7.2 0.33 2050 0.86 0.02
L575596 0.50 32.6 2.85 5.78 0.16 0.15 0.04 0.021 0.08 18.0 11.4 0.54 386 0.72 0.03

L575597 0.47 22.7 2.79 6.16 0.12 0.06 0.03 0.018 0.12 13.1 12.4 0.59 547 0.68 0.03
L575598 0.47 37.5 2.44 7.33 0.13 <0.02 <0.01 0.018 0.10 9.2 7.8 0.44 223 0.64 0.02
L575599 0.52 6.3 2.74 6.84 0.14 0.04 0.01 0.019 0.33 23.9 9.1 0.62 558 0.42 0.04
L575600 0.43 4.5 2.68 6.86 0.16 0.07 0.01 0.019 0.46 32.1 7.5 0.71 560 0.34 0.06
L566201 0.42 8.1 3.05 8.30 0.11 0.05 0.01 0.021 0.14 17.7 7.7 0.68 865 0.72 0.04

***** See Appendix Page for comments regarding this certificate *****
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Sample Description

Method
Analyte
Units
LOR 

ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Nb Ni P Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th

ppm ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm
0.05 0.2 10 0.2 0.1 0.001 0.01 0.05 0.1 0.2 0.2 0.2 0.01 0.01 0.2

L575562 0.69 17.3 560 9.9 15.7 <0.001 0.01 0.46 3.3 0.7 0.4 20.1 <0.01 0.04 0.6
L575563 0.29 7.8 400 7.0 6.9 <0.001 0.02 0.36 0.4 0.5 0.4 14.1 <0.01 0.04 <0.2
L575564 0.34 7.8 710 7.0 16.5 0.001 0.02 0.35 1.1 0.3 0.4 14.6 <0.01 0.02 <0.2
L575565 0.54 11.3 320 9.4 13.0 0.002 0.01 0.36 1.2 0.3 0.6 13.6 <0.01 0.02 <0.2
L575566 0.95 8.1 290 8.6 9.8 0.001 <0.01 0.34 1.4 0.5 0.6 17.4 <0.01 0.03 0.4

L575567 1.01 9.9 250 7.0 17.6 0.001 0.01 0.30 3.2 <0.2 0.7 24.9 <0.01 0.03 1.1
L575568 0.75 19.4 890 7.8 11.4 0.001 0.06 0.43 2.6 1.0 0.4 42.2 <0.01 0.02 0.8
L575569 1.08 21.1 340 10.1 6.7 <0.001 0.01 0.35 3.9 0.4 0.6 23.0 <0.01 0.04 1.4
L575570 1.71 14.1 330 8.9 21.1 <0.001 0.01 0.35 3.5 0.7 0.8 13.7 <0.01 0.02 2.0
L575571 0.37 32.8 940 2.4 108.5 <0.001 <0.01 0.12 6.3 0.4 0.4 20.6 <0.01 0.04 0.6

L575572 1.23 22.5 710 3.8 21.7 0.001 <0.01 0.20 1.7 0.4 0.4 44.0 <0.01 0.03 0.2
L575573 0.48 16.0 920 2.6 19.4 0.001 <0.01 0.16 2.0 <0.2 0.4 24.4 <0.01 0.01 0.5
L575574 1.04 13.0 870 6.6 14.6 0.002 0.01 0.30 1.7 0.2 0.5 30.6 <0.01 0.02 0.8
L575575 0.73 10.0 1060 5.8 10.6 0.001 <0.01 0.23 3.1 0.3 0.4 28.5 <0.01 0.02 1.4
L575576 0.38 5.8 360 5.0 6.5 <0.001 0.01 0.31 0.6 0.2 0.4 19.5 <0.01 0.01 <0.2

L575577 1.14 6.1 1020 2.2 44.7 0.003 <0.01 0.10 6.5 0.2 0.8 98.7 <0.01 0.01 2.9
L575578 1.61 28.6 700 8.1 44.3 0.001 <0.01 0.23 4.3 0.5 0.5 53.1 <0.01 0.04 1.4
L575579 0.79 44.7 1400 5.3 51.6 0.001 <0.01 0.18 4.5 0.5 0.4 20.8 <0.01 0.02 1.6
L575580 1.23 11.7 600 6.2 13.4 0.001 <0.01 0.29 2.3 <0.2 0.5 24.4 <0.01 0.03 0.8
L575581 1.10 18.1 460 7.3 8.7 0.001 0.01 0.41 3.1 <0.2 0.5 29.5 <0.01 0.02 1.2

L575582 2.74 34.9 790 4.6 35.5 <0.001 <0.01 0.21 5.0 0.6 0.8 25.3 <0.01 0.14 4.2
L575583 1.09 8.1 750 7.2 14.2 0.001 0.01 0.23 2.4 0.3 0.5 52.4 <0.01 <0.01 4.0
L575584 1.91 7.6 650 2.5 18.5 <0.001 <0.01 0.11 2.8 0.4 0.5 25.1 <0.01 0.01 1.7
L575585 1.00 7.7 370 4.3 38.1 0.001 0.15 0.20 8.3 0.4 0.6 34.1 <0.01 0.03 2.6
L575586 1.31 3.7 440 3.8 29.7 0.001 <0.01 0.12 4.6 0.4 0.6 13.5 <0.01 0.01 2.4

L575587 1.87 10.4 1070 1.7 58.5 0.001 <0.01 0.11 8.4 0.8 1.3 16.6 <0.01 <0.01 26.0
L575588 5.89 18.7 580 4.7 41.3 0.001 <0.01 0.23 7.8 0.4 1.6 21.5 <0.01 0.01 7.6
L575589 3.80 5.8 2220 4.0 58.7 0.001 <0.01 0.18 10.2 0.7 1.2 42.6 <0.01 0.02 5.8
L575590 1.97 15.5 580 5.7 10.1 0.001 <0.01 0.30 5.7 0.3 0.6 33.9 <0.01 0.03 1.3
L575591 1.12 10.4 1130 3.5 39.2 0.001 <0.01 0.21 4.6 0.2 0.5 51.2 <0.01 0.02 0.8

L575592 1.57 13.3 700 5.9 17.0 0.001 0.01 0.43 3.1 0.3 0.6 91.1 <0.01 <0.01 1.1
L575593 1.43 15.4 460 6.7 15.0 0.001 <0.01 0.37 4.0 <0.2 0.5 42.2 <0.01 0.04 1.4
L575594 1.63 16.6 540 7.2 8.2 0.001 <0.01 0.42 5.2 0.3 0.7 35.6 <0.01 0.03 2.1
L575595 1.07 16.6 540 7.6 6.6 0.001 <0.01 0.44 2.5 0.2 0.6 47.8 <0.01 0.02 1.3
L575596 1.38 20.0 910 8.1 7.1 <0.001 <0.01 0.60 5.5 0.6 0.5 54.8 <0.01 0.03 4.5

L575597 1.13 21.3 660 7.1 8.6 0.001 <0.01 0.55 5.7 0.4 0.5 51.5 <0.01 0.01 3.1
L575598 0.72 10.9 860 6.0 8.0 0.001 <0.01 0.35 2.3 0.3 0.6 40.0 <0.01 0.06 0.4
L575599 1.18 10.1 1660 4.4 18.0 0.002 <0.01 0.29 4.3 0.3 0.6 64.7 <0.01 0.02 5.9
L575600 0.91 5.9 2190 2.3 23.4 0.001 <0.01 0.19 5.3 0.3 0.5 76.1 <0.01 0.02 7.8
L566201 1.01 9.5 1560 5.7 6.3 <0.001 0.01 0.25 5.7 0.2 0.5 79.7 <0.01 0.01 3.1

***** See Appendix Page for comments regarding this certificate *****
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Sample Description

Method
Analyte
Units
LOR 

ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Ti Tl U V W Y Zn Zr
% ppm ppm ppm ppm ppm ppm ppm

0.005 0.02 0.05 1 0.05 0.05 2 0.5

L575562 0.067 0.11 0.90 49 0.33 7.86 64 0.5
L575563 0.029 0.05 0.36 31 0.21 3.60 28 <0.5
L575564 0.047 0.05 0.35 26 0.49 2.74 50 <0.5
L575565 0.073 0.09 0.39 45 0.17 2.12 48 <0.5
L575566 0.105 0.07 0.31 61 0.25 1.92 47 <0.5

L575567 0.106 0.07 0.34 55 0.37 3.45 50 0.6
L575568 0.052 0.06 1.18 45 0.15 10.65 48 1.7
L575569 0.062 0.09 0.43 70 0.23 3.91 51 0.7
L575570 0.113 0.11 0.61 61 0.21 7.88 46 0.7
L575571 0.293 0.40 0.13 118 0.55 2.02 201 0.6

L575572 0.199 0.08 0.11 75 0.26 0.92 56 <0.5
L575573 0.131 0.07 0.09 65 0.61 0.89 61 0.7
L575574 0.090 0.07 0.18 50 0.27 1.29 43 <0.5
L575575 0.083 0.06 0.31 48 0.32 2.34 40 <0.5
L575576 0.045 0.05 0.16 29 1.48 0.91 41 <0.5

L575577 0.191 0.16 0.22 68 2.96 5.10 76 <0.5
L575578 0.215 0.17 0.23 96 0.49 2.30 88 1.1
L575579 0.276 0.20 0.32 127 0.18 2.65 144 0.7
L575580 0.122 0.07 0.17 66 1.05 1.77 54 <0.5
L575581 0.076 0.07 0.25 60 0.25 1.98 48 0.5

L575582 0.226 0.18 0.44 76 0.81 5.67 72 1.6
L575583 0.044 0.06 0.22 38 1.36 4.70 83 <0.5
L575584 0.107 0.07 0.16 32 3.76 5.20 38 0.7
L575585 0.193 0.17 0.41 98 0.75 2.70 85 1.7
L575586 0.145 0.13 0.28 44 3.22 3.99 62 1.4

L575587 0.286 0.21 1.44 83 2.35 17.10 56 2.0
L575588 0.188 0.20 0.50 79 0.77 8.09 96 1.5
L575589 0.354 0.24 0.37 85 1.24 23.2 136 1.0
L575590 0.141 0.07 0.25 71 0.18 2.49 88 0.6
L575591 0.240 0.09 0.15 96 0.10 1.70 89 0.5

L575592 0.082 0.09 0.21 45 0.57 2.89 49 0.5
L575593 0.101 0.07 0.24 58 0.20 2.47 45 0.6
L575594 0.124 0.08 0.30 65 0.21 3.51 59 1.1
L575595 0.055 0.08 0.23 49 0.19 1.75 52 0.6
L575596 0.104 0.07 0.94 62 0.33 8.23 66 5.7

L575597 0.099 0.07 0.75 62 0.24 7.36 56 2.8
L575598 0.088 0.08 0.32 61 0.19 2.53 47 <0.5
L575599 0.135 0.11 0.37 62 0.58 5.33 74 1.6
L575600 0.151 0.12 0.41 62 0.89 7.54 69 1.7
L566201 0.091 0.05 0.48 67 0.52 6.12 86 1.2
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Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-AA23 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Recvd Wt. Au Ag Al As Au B Ba Be Bi Ca Cd Ce Co Cr

kg ppb ppm % ppm ppm ppm ppm ppm ppm % ppm ppm ppm ppm
0.02 5 0.01 0.01 0.1 0.2 10 10 0.05 0.01 0.01 0.01 0.02 0.1 1

L566202 0.26 <5 0.10 1.68 5.3 <0.2 <10 340 0.41 0.14 0.40 0.09 20.0 10.2 25
L566203 0.24 <5 0.16 1.78 2.7 <0.2 <10 260 0.33 0.10 0.60 0.08 18.90 9.4 13
L566204 0.28 5 0.14 2.01 3.1 <0.2 <10 280 0.49 0.06 0.77 0.06 31.8 11.1 11
L566205 0.22 <5 0.07 2.64 2.4 <0.2 <10 200 1.05 0.05 1.60 0.06 26.0 8.7 8
L566206 0.32 <5 0.09 1.81 5.6 <0.2 <10 370 0.52 0.12 0.72 0.07 26.2 9.2 23

L566207 0.24 <5 0.20 1.93 1.1 <0.2 <10 140 0.68 0.03 1.41 0.04 24.6 9.1 9
L566208 0.26 5 0.10 1.57 4.2 <0.2 <10 390 0.38 0.12 0.45 0.10 20.1 8.6 26
L566209 0.26 <5 0.07 1.71 2.4 <0.2 <10 150 0.51 0.05 1.00 0.05 32.2 8.1 12
L566210 0.30 5 0.13 1.56 5.6 <0.2 <10 380 0.50 0.13 0.52 0.09 27.7 10.8 24
L566211 0.26 <5 0.12 1.64 3.2 <0.2 <10 250 0.35 0.09 0.48 0.07 13.35 7.0 17

L566212 0.36 <5 0.13 1.53 4.7 <0.2 <10 410 0.46 0.13 0.54 0.10 21.8 10.1 24
L566213 0.26 <5 0.14 1.68 5.2 <0.2 <10 380 0.52 0.12 0.66 0.10 24.7 10.4 21
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Sample Description

Method
Analyte
Units
LOR 

ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Cs Cu Fe Ga Ge Hf Hg In K La Li Mg Mn Mo Na

ppm ppm % ppm ppm ppm ppm ppm % ppm ppm % ppm ppm %
0.05 0.2 0.01 0.05 0.05 0.02 0.01 0.005 0.01 0.2 0.1 0.01 5 0.05 0.01

L566202 0.44 11.9 2.67 5.65 0.10 <0.02 0.02 0.019 0.09 9.7 9.4 0.44 643 0.93 0.02
L566203 0.81 8.5 3.14 9.50 0.12 <0.02 <0.01 0.018 0.26 13.3 6.9 0.63 387 0.71 0.03
L566204 0.54 6.6 3.50 9.32 0.16 0.03 <0.01 0.021 0.57 21.6 13.4 0.84 586 0.43 0.04
L566205 0.38 5.3 2.53 11.80 0.22 0.06 <0.01 0.018 0.09 13.3 6.8 0.68 601 0.33 0.04
L566206 0.38 10.7 2.77 6.69 0.11 0.03 <0.01 0.018 0.22 11.5 9.8 0.53 620 0.57 0.02

L566207 0.18 4.7 2.64 9.66 0.21 0.05 <0.01 0.013 0.11 16.1 6.7 0.70 586 0.44 0.05
L566208 0.40 11.1 2.43 5.26 0.09 0.02 <0.01 0.019 0.07 8.2 8.6 0.42 603 0.64 0.02
L566209 0.36 4.7 2.58 7.93 0.18 0.04 <0.01 0.013 0.13 19.3 7.4 0.55 484 0.39 0.05
L566210 0.52 14.0 2.66 6.01 0.14 0.03 0.01 0.017 0.11 11.8 10.0 0.46 1040 0.77 0.02
L566211 0.47 7.6 2.73 7.53 0.11 0.02 <0.01 0.018 0.16 7.6 7.8 0.46 288 0.62 0.02

L566212 0.37 13.2 2.55 5.25 0.10 0.03 0.01 0.019 0.10 9.7 8.0 0.42 1220 0.69 0.02
L566213 0.45 10.9 2.56 6.04 0.12 0.02 0.01 0.020 0.07 11.8 8.5 0.44 873 0.64 0.03
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Sample Description

Method
Analyte
Units
LOR 

ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Nb Ni P Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th

ppm ppm ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm
0.05 0.2 10 0.2 0.1 0.001 0.01 0.05 0.1 0.2 0.2 0.2 0.01 0.01 0.2

L566202 0.93 16.2 590 6.9 7.2 <0.001 <0.01 0.42 3.4 0.2 0.5 33.1 <0.01 0.01 1.0
L566203 0.98 7.6 1620 5.1 28.9 <0.001 <0.01 0.31 3.2 0.4 0.6 49.2 <0.01 0.01 1.2
L566204 1.12 7.3 2230 4.9 31.0 0.001 <0.01 0.25 4.3 0.2 0.6 40.0 <0.01 0.03 5.0
L566205 1.04 6.4 1710 6.4 3.9 0.001 <0.01 0.18 4.6 0.2 0.5 129.5 <0.01 0.01 3.7
L566206 1.15 15.0 1240 6.4 10.8 0.001 0.01 0.41 4.8 0.3 0.5 84.6 <0.01 0.01 2.8

L566207 0.92 4.5 2030 4.5 2.7 0.001 <0.01 0.18 4.4 0.4 0.5 94.0 <0.01 0.01 4.0
L566208 0.93 14.9 550 6.4 5.3 0.001 <0.01 0.35 4.1 0.2 0.5 35.3 <0.01 0.03 1.5
L566209 0.71 6.7 1870 3.7 7.4 0.002 <0.01 0.20 4.1 0.2 0.5 85.5 0.01 0.02 4.4
L566210 1.14 16.1 770 7.0 8.5 0.001 <0.01 0.44 4.9 0.3 0.5 50.0 <0.01 0.02 2.6
L566211 1.12 9.4 970 5.2 10.3 0.002 <0.01 0.29 3.1 0.4 0.5 61.2 <0.01 0.02 1.3

L566212 1.04 16.4 580 6.8 6.8 0.001 0.01 0.43 4.2 <0.2 0.5 48.6 <0.01 0.02 1.7
L566213 0.97 14.0 1090 6.5 4.8 <0.001 <0.01 0.40 4.0 0.3 0.5 80.0 <0.01 0.01 1.6
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Sample Description

Method
Analyte
Units
LOR 

ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41 ME-MS41
Ti Tl U V W Y Zn Zr
% ppm ppm ppm ppm ppm ppm ppm

0.005 0.02 0.05 1 0.05 0.05 2 0.5

L566202 0.072 0.07 0.31 57 0.26 2.61 52 <0.5
L566203 0.143 0.11 0.39 78 0.21 3.95 68 0.6
L566204 0.185 0.14 0.52 85 0.72 4.97 85 0.8
L566205 0.108 0.03 0.75 57 1.14 4.78 70 1.4
L566206 0.099 0.07 0.46 58 0.39 4.60 76 1.2

L566207 0.120 <0.02 0.42 59 1.51 7.27 73 1.4
L566208 0.065 0.07 0.26 52 0.21 2.58 56 0.6
L566209 0.132 0.04 0.47 65 1.13 6.13 65 1.5
L566210 0.084 0.07 0.39 57 0.22 5.19 64 1.3
L566211 0.121 0.08 0.30 67 0.44 2.40 53 0.6

L566212 0.078 0.06 0.29 53 0.17 4.00 61 0.9
L566213 0.077 0.06 0.42 58 0.37 4.34 61 0.5
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Method
CERTIFICATE COMMENTS

Gold determinations by this method are semi-quantitative due to the small sample weight used (0.5g).ME-MS41
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