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 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

R200-250 Crush, split and pulverize 250 g rock to 200 mesh119 WHI

G601 Lead Collection Fire - Assay Fusion - AAS Finish Completed30123 VAN

7TD1 4-acid Digestion ICP-ES Finish Completed0.5123 VAN

G6Gr Lead collection fire assay 30G fusion -  Grav finish Completed300 VAN

 ADDITIONAL COMMENTS

Bruce Otto

Mike Maslowski

Gilles Dessureau

Jack CoteCC:

Invoice To:

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.

Acme does not accept responsibility for samples left at the laboratory after 90 

days without prior written instructions for sample storage or return.
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Return

RTRN-RJT

RTRN-PLP

123
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MDL

Unit

Analyte

Method WGHT G6 7TD

Wgt Au Ag

kg ppm gm/t

0.01 0.005 2

1292439 Drill Core 1.42 0.029 <2

1292440 Drill Core 4.84 0.013 <2

1292441 Drill Core 4.20 0.006 <2

1292442 Drill Core 3.65 0.014 <2

1292443 Rock Pulp 0.11 1.612 <2

1292444 Drill Core 4.67 0.046 <2

1292445 Drill Core 5.18 0.020 <2

1292446 Drill Core 5.60 0.049 <2

1292447 Drill Core 5.91 0.111 <2

1292448 Drill Core 5.18 0.045 <2

1292449 Drill Core 4.11 0.014 <2

1292450 Drill Core 4.58 0.013 <2

1292451 Drill Core 7.98 0.016 <2

1292452 Drill Core 8.05 0.049 <2

1292453 Rock 0.61 0.011 <2

1292454 Drill Core 4.41 0.011 <2

1292455 Drill Core 5.88 0.024 <2

1292456 Drill Core 6.01 0.011 <2

1292457 Drill Core 10.30 0.014 <2

1292458 Drill Core 7.18 0.012 <2

1292459 Drill Core 7.25 0.017 <2

1292460 Drill Core 8.25 0.015 <2

1292461 Drill Core 6.54 0.035 <2

1292462 Drill Core 4.79 0.041 <2

1292463 Drill Core 4.90 0.023 <2

1292464 Drill Core 7.28 0.181 <2

1292465 Drill Core 5.58 0.450 <2

1292466 Drill Core 4.97 0.065 <2

1292467 Drill Core 7.34 0.342 <2

1292468 Drill Core 7.37 0.027 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method WGHT G6 7TD

Wgt Au Ag

kg ppm gm/t

0.01 0.005 2

1292469 Drill Core 9.74 0.569 36

1292470 Drill Core 5.84 1.511 20

1292471 Drill Core 4.59 1.450 33

1292472 Drill Core 5.57 1.494 16

1292473 Rock Pulp 0.11 4.835 104

1292474 Drill Core 5.19 1.196 7

1292475 Drill Core 4.40 1.118 2

1292476 Drill Core 4.80 1.029 8

1292477 Drill Core 5.13 1.314 12

1292478 Drill Core 5.10 1.116 3

1292479 Drill Core 4.69 0.767 <2

1292480 Drill Core 5.41 1.904 9

1292481 Drill Core 4.80 0.655 6

1292482 Drill Core 4.94 0.292 5

1292483 Rock 0.53 0.006 <2

1292484 Drill Core 4.75 0.315 <2

1292485 Drill Core 4.56 0.409 <2

1292486 Drill Core 5.18 0.675 <2

1292487 Drill Core 4.83 0.301 <2

1292488 Drill Core 5.25 0.134 <2

1292489 Drill Core 5.41 1.041 <2

1292490 Drill Core 6.18 1.391 3

1292491 Drill Core 4.67 0.970 <2

1292492 Drill Core 2.14 1.069 <2

1292493 Drill Core 2.22 0.660 <2

1292494 Drill Core 5.09 3.301 <2

1292495 Drill Core 4.77 0.244 <2

1292496 Drill Core 4.75 0.067 <2

1292497 Drill Core 5.10 0.012 <2

1292498 Drill Core 5.38 <0.005 <2
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MDL

Unit

Analyte

Method WGHT G6 7TD

Wgt Au Ag

kg ppm gm/t

0.01 0.005 2

1292499 Drill Core 4.51 0.157 <2

1292500 Drill Core 5.15 <0.005 <2

1292501 Drill Core 4.41 <0.005 <2

1292502 Drill Core 4.70 <0.005 <2

1292503 Rock Pulp 0.11 1.331 <2

1292504 Drill Core 5.75 0.007 <2

1292505 Drill Core 6.47 <0.005 <2

1292506 Drill Core 6.47 <0.005 <2

1292507 Drill Core 7.14 <0.005 <2

1292508 Drill Core 6.33 <0.005 <2

1292509 Drill Core 6.96 0.028 2

1292510 Drill Core 7.07 0.128 5

1292511 Drill Core 4.40 <0.005 <2

1292512 Drill Core 4.16 0.006 <2

1292513 Rock 0.96 <0.005 <2

1292514 Drill Core 2.00 <0.005 <2

1292515 Drill Core 5.98 <0.005 <2

1292516 Drill Core 7.14 <0.005 <2

1292517 Drill Core 6.24 0.006 <2

1292518 Drill Core 6.77 0.024 <2

1292519 Drill Core 7.37 <0.005 <2

1292520 Drill Core 6.30 <0.005 <2

1292521 Drill Core 7.42 <0.005 <2

1292522 Drill Core 2.79 0.006 <2

1292523 Drill Core 3.73 0.011 2

1292524 Drill Core 5.77 0.014 2

1292525 Drill Core 3.90 <0.005 <2

1292526 Drill Core 5.98 <0.005 <2

1292527 Drill Core 5.87 0.007 <2

1292528 Drill Core 6.08 0.011 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method WGHT G6 7TD

Wgt Au Ag

kg ppm gm/t

0.01 0.005 2

1292529 Drill Core 6.27 0.014 <2

1292530 Drill Core 6.36 <0.005 <2

1292531 Drill Core 6.16 0.018 20

1292532 Drill Core 5.81 <0.005 <2

1292533 Rock Pulp 0.11 1.260 <2

1292534 Drill Core 7.27 0.021 7

1292535 Drill Core 4.72 0.323 <2

1292536 Drill Core 4.51 <0.005 <2

1292537 Drill Core 3.79 <0.005 <2

1292538 Drill Core 5.46 0.011 <2

1292539 Drill Core 4.39 <0.005 <2

1292540 Drill Core 5.29 0.011 <2

1292541 Drill Core 4.32 0.029 11

1292542 Drill Core 4.52 <0.005 <2

1292543 Rock 0.97 <0.005 <2

1292544 Drill Core 5.85 <0.005 <2

1292545 Drill Core 5.64 <0.005 <2

1292546 Drill Core 5.71 <0.005 <2

1292547 Drill Core 6.29 <0.005 <2

1292548 Drill Core 6.52 <0.005 <2

1292549 Drill Core 7.02 <0.005 <2

1292550 Drill Core 6.18 <0.005 <2

1292551 Drill Core 6.48 <0.005 <2

1292552 Drill Core 2.89 <0.005 <2

1292553 Drill Core 3.26 <0.005 <2

1292554 Drill Core 6.06 <0.005 <2

1292555 Drill Core 4.62 0.013 4

1292556 Drill Core 4.23 <0.005 <2

1292557 Drill Core 4.16 <0.005 <2

1292558 Drill Core 4.45 <0.005 <2
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MDL

Unit

Analyte

Method WGHT G6 7TD

Wgt Au Ag

kg ppm gm/t

0.01 0.005 2

1292559 Drill Core 7.30 <0.005 <2

1292560 Drill Core 6.11 <0.005 <2

1292561 Drill Core 8.39 <0.005 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI11001714.1
WGHT G6 7TD G6Gr

Wgt Au Ag Au

kg ppm gm/t gm/t

0.01 0.005 2 0.9

Pulp Duplicates

REP G1 QC <2

1292454 Drill Core 4.41 0.011 <2

REP 1292454 QC 0.016

1292476 Drill Core 4.80 1.029 8

REP 1292476 QC 8

1292489 Drill Core 5.41 1.041 <2

REP 1292489 QC 1.023

1292519 Drill Core 7.37 <0.005 <2

REP 1292519 QC <0.005

1292533 Rock Pulp 0.11 1.260 <2

REP 1292533 QC <2

1292554 Drill Core 6.06 <0.005 <2

REP 1292554 QC <2

1292558 Drill Core 4.45 <0.005 <2

REP 1292558 QC <0.005

Core Reject Duplicates

1292458 Drill Core 7.18 0.012 <2

DUP 1292458 QC 0.014 <2

1292493 Drill Core 2.22 0.660 <2

DUP 1292493 QC 0.867 <2 <0.9

1292528 Drill Core 6.08 0.011 <2

DUP 1292528 QC 0.010 <2

Reference Materials

STD AGPROOF Standard <0.9

STD CDN-ME-3 Standard 9.8

STD OREAS131B Standard 34

STD OREAS153A Standard <2

STD OREAS131B Standard 35

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI11001714.1
WGHT G6 7TD G6Gr

Wgt Au Ag Au

kg ppm gm/t gm/t

0.01 0.005 2 0.9

STD OREAS153A Standard <2

STD OREAS131B Standard 33

STD OREAS153A Standard <2

STD OREAS131B Standard 36

STD OREAS153A Standard <2

STD OXH82 Standard 1.279

STD OXH82 Standard 1.224

STD OXH82 Standard 1.189

STD OXH82 Standard 1.322

STD OXH82 Standard 1.279

STD OXH82 Standard 1.283

STD OXK79 Standard 3.543

STD OXK79 Standard 3.403

STD OXK79 Standard 3.229

STD OXK79 Standard 3.426

STD OXK79 Standard 3.461

STD OXK79 Standard 3.639

STD SU-1B Standard 6

STD SU-1B Standard 7

STD SU-1B Standard 5

STD SU-1B Standard 7

STD OREAS131B Expected 33.3

STD SU-1B Expected 6.4

STD OXH82 Expected 1.278

STD OXK79 Expected 3.532

STD CDN-ME-3 Expected 9.77

STD AGPROOF Expected 0

BLK Blank <2

BLK Blank <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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WGHT G6 7TD G6Gr

Wgt Au Ag Au

kg ppm gm/t gm/t

0.01 0.005 2 0.9

BLK Blank <2

BLK Blank <2

BLK Blank <0.005

BLK Blank 0.009

BLK Blank <0.005

BLK Blank <0.005

BLK Blank <0.005

BLK Blank <0.005

BLK Blank <0.005

BLK Blank <0.005

BLK Blank <0.005

BLK Blank 0.005

BLK Blank <0.005

BLK Blank 0.006

BLK Blank <0.9

BLK Blank <0.9

Prep Wash

G1 Prep Blank <0.005 <2

G1 Prep Blank <0.005

G1 Prep Blank <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


