Client: Golden Predator Canada Corp.
11th Floor, 888 Dunsmuir Street

“ u I_ I Vancouver BC V6C 3K4 Canada
c me a S Acme Analytical Laboratories (Vancouver) Ltd. Submitted By: M. Burke

1020 Cordova St. East Vancouver BC V6A 4A3 Canada Receiving Lab:  Canada-Whitehorse
Received: October 17, 2011
www.acmelab.com Report Date: October 31, 2011
Page: 10f5
CLIENT JOB INFORMATION SAMPLE PREPARATION AND ANALYTICAL PROCEDURES
Project: Brewery Creek Method Number of  Code Description Test Report Lab
Shipment ID: BRC-2011-AC-1968 Code Samples Wagt (g) Status
P.O. Number R200-250 94 Crush, split and pulverize 250 g rock to 200 mesh WHI
Number of Samples: 97 G601 97 Lead Collection Fire - Assay Fusion - AAS Finish 30 Completed VAN
7TD1 97 4-acid Digestion ICP-ES Finish 0.5 Completed VAN
SAMPLE DISPOSAL G6Gr 2 Lead collection fire assay 30G fusion - Grav finish 30 Completed VAN
RTRN-PLP Return ADDITIONAL COMMENTS
RTRN-RJT Return

Acme does not accept responsibility for samples left at the laboratory after 90
days without prior written instructions for sample storage or return.

Invoice To: Golden Predator Canada Corp.
11th Floor, 888 Dunsmuir Street
Vancouver BC V6C 3K4
Canada

CC: Jack Cote CLARENCE LEONG
Gilles Dessureau GENERAL MANAGER
Mike Maslowski
Bruce Otto

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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CERTIFICATE OF ANALYSIS WHI11001774.1

Method| WGHT G6 7TD  G6Grj

Analyte Wgt Au Ag Au

Unit kg ppm gm/t gm/t]

MDL 0.01  0.005 2 0.9
1292680 Drill Core 2.76 0.038 <2
1292681 Drill Core 10.00 0.111 <2
1292682 Drill Core 9.16  0.038 <2
1292683 Drill Core 4.64 0.048 <2
1292684 Drill Core 551 0.041 <2
1292685 Drill Core 7.55 0.083 4
1292686 Drill Core 8.78 0.111 11
1292687 Drill Core 6.51 0.132 4
1292688 Drill Core 7.27 0.076 3
1292689 Drill Core 9.03 0.141 17
1292690 Drill Core 576 0.079 3
1292691 Drill Core 7.84 0117 <2
1292692 Drill Core 5.27 0.068 <2
1292693 Drill Core 9.91 0.012 <2
1292694 Rock Pulp 0.10 0.449 <2
1292695 Drill Core 7.66 0.031 <2
1292696 Drill Core 9.98 0.010 <2
1292697 Drill Core 845 0.074 <2
1292698 Drill Core 11.27  0.111 <2
1292699 Drill Core 8.70 0.194 <2
1292700 Drill Core 10.62 0.011 <2
1292701 Drill Core 1047 0.011 <2
1292702 Drill Core 12.14 0.015 <2
1292703 Drill Core 8.60 0.032 <2
1292704 Rock 1.46 <0.005 <2
1292705 Drill Core 6.56 0.873 16
1292706 Drill Core 949 1.996 28
1292707 Drill Core 7.86 1.188 23
1292708 Drill Core 599 1.319 65
1292709 Drill Core 9.55 1.699 73

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS WHI11001774.1

Method| WGHT G6 7TD  G6Grj

Analyte Wgt Au Ag Au

Unit kg ppm gm/t gm/t]

MDL 0.01 0.005 2 0.9|
1292710 Drill Core 570 0.875 9
1292711 Drill Core 592 0.895 15
1292712 Drill Core 6.43 1.550 22
1292713 Drill Core 243 1.608 12
1292714 Drill Core 223 1573 8
1292715 Drill Core 587 1.527 11
1292716 Drill Core 535 1.335 7
1292717 Drill Core 421 1.638 6
1292718 Drill Core 6.10 2.172 2
1292719 Drill Core 6.38 1.169 5
1292720 Drill Core 526 0.823 8
1292721 Drill Core 6.27 0.904 3

1292722 Drill Core 4.43 >10 13 20.6
1292723 Drill Core 563 1.305 4
1292724 Rock Pulp 0.11  4.913 106
1292725 Drill Core 411 4782 14

1292726 Drill Core 7.12 >10 22 12.8]
1292727 Drill Core 524 3.319 15
1292728 Drill Core 6.91 0.823 <2
1292729 Drill Core 498 0.115 <2
1292730 Drill Core 544 0.048 <2
1292731 Drill Core 6.57 0.016 <2
1292732 Drill Core 578 0.013 <2
1292733 Drill Core 6.19 0.420 <2
1292734 Rock 1.56 0.006 <2
1292735 Drill Core 6.33  0.007 <2
1292736 Drill Core 6.90 0.010 <2
1292737 Drill Core 7.19 0.008 <2
1292738 Drill Core 7.55 0.007 <2
1292739 Drill Core 9.26 0.040 2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS WHI11001774.1

Method| WGHT G6 7TD  G6Grj

Analyte Wgt Au Ag Au

Unit kg ppm gm/t gm/t]

MDL 0.01 0.005 2 0.9|
1292740 Drill Core 7.26 0.027 <2
1292741 Drill Core 8.07 0.015 <2
1292742 Drill Core 6.06 0.006 <2
1292743 Drill Core 293 0.007 <2
1292744 Drill Core 293 0.007 <2
1292745 Drill Core 6.47 0.007 <2
1292746 Drill Core 6.08 <0.005 <2
1292747 Drill Core 745 0.008 <2
1292748 Drill Core 6.94 <0.005 <2
1292749 Drill Core 5.96 <0.005 <2
1292750 Drill Core 5.85 <0.005 <2
1292751 Drill Core 4.50 <0.005 <2
1292752 Drill Core 6.48 0.005 <2
1292753 Drill Core 6.60 0.010 <2
1292754 Rock Pulp 0.11  1.407 <2
1292755 Drill Core 7.19 <0.005 <2
1292756 Drill Core 7.05 0.006 <2
1292757 Drill Core 6.39 <0.005 <2
1292758 Drill Core 5.91 <0.005 <2
1292759 Drill Core 7.77 0.068 <2
1292760 Drill Core 6.67 <0.005 <2
1292761 Drill Core 7.61 0.006 <2
1292762 Drill Core 7.24 0.007 <2
1292763 Drill Core 6.13  0.009 <2
1292764 Rock 1.01 <0.005 <2
1292765 Drill Core 542 0.015 <2
1292766 Drill Core 6.44 0.198 <2
1292767 Drill Core 6.06 0.393 <2
1292768 Drill Core 7.04 0.144 <2
1292769 Drill Core 7.29 0.025 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS WHI11001774.1

Method| WGHT G6 7TD  G6Grj

Analyte Wgt Au Ag Au

Unit kg ppm gm/t gm/t]

MDL 0.01 0.005 2 0.9|
1292770 Drill Core 6.23 0.029 <2
1292771 Drill Core 7.19  0.006 <2
1292772 Drill Core 3.57 0.005 <2
1292773 Drill Core 2.73 <0.005 <2
1292774 Drill Core 2.81 0.006 <2
1292775 Drill Core 5.12 <0.005 <2
1292776 Drill Core 6.73 0.005 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT WHI11001774.1

Method | WGHT G6 7TD  G6Gr|
Analyte Wgt Au Ag Au
Unit kg ppm gm/t gm/t}
MDL 0.01  0.005 2 0.9
Pulp Duplicates
1292700 Drill Core 10.62 0.011 <2
REP 1292700 QC <2
1292701 Drill Core 10.47  0.011 <2
REP 1292701 QC 0.010
1292714 Drill Core 223 1.573 8
REP 1292714 QC 6
REP 1292730 QC 0.047
1292769 Drill Core 7.29 0.025 <2
REP 1292769 QC <2
1292773 Drill Core 2.73 <0.005 <2
REP 1292773 QC 0.008
Core Reject Duplicates
1292695 Drill Core 7.66 0.031 <2
DUP 1292695 QC 0.023 <2
1292730 Drill Core 5.44 0.048 <2
DUP 1292730 QC 0.046 <2
1292765 Drill Core 542 0.015 <2
DUP 1292765 QC 0.016 <2
Reference Materials
STD AGPROOF Standard <0.9
STD CDN-ME-3 Standard 9.2
STD OREAS131B Standard 33
STD OREAS153A Standard <2
STD OREAS131B Standard 35
STD OREAS153A Standard 2
STD OREAS131B Standard 34
STD OREAS153A Standard <2
STD OXH82 Standard 1.271

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.



| Ac me I_a b S Acme Analytical Laboratories (Vancouver) Ltd.

1020 Cordova St. East Vancouver BC V6A 4A3 Canada
Phone (604) 253-3158 Fax (604) 253-1716

QUALITY CONTROL REPORT

WGHT G6 7TD  G6Gr|
Wgt Au Ag Aul
kg ppm gm/t gm/t
0.01  0.005 2 0.9|
STD OXH82 Standard 1.270
STD OXH82 Standard 1.286
STD OXK79 Standard 3.607
STD OXK79 Standard 3.590
STD OXK79 Standard 3.612
STD SU-1B Standard 6
STD SU-1B Standard 7
STD SU-1B Standard 7
STD OXH82 Expected 1.278
STD OXK79 Expected 3.532
STD OREAS131B Expected 333
STD SU-1B Expected 6.4
STD CDN-ME-3 Expected 9.77
STD AGPROOF Expected 0
BLK Blank <2
BLK Blank 0.008
BLK Blank <0.005
BLK Blank 0.005
BLK Blank <0.005
BLK Blank 0.006
BLK Blank <0.005
BLK Blank <2
BLK Blank <2
BLK Blank <0.9|
BLK Blank <0.9|
Prep Wash
G1 Prep Blank 0.007 <2
G1 Prep Blank 0.007 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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