Client: Golden Predator Canada Corp.
11th Floor, 888 Dunsmuir Street
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CERTIFICATE OF ANALYSIS WHI11001868.1
CLIENT JOB INFORMATION SAMPLE PREPARATION AND ANALYTICAL PROCEDURES
Project: Brewery Creek Method Number of  Code Description Test Report Lab
Shipment ID: BRC-2011-JC-1995 Code Samples Wagt (g) Status
P.O. Number R200-250 76 Crush, split and pulverize 250 g rock to 200 mesh WHI
Number of Samples: 78 G601 78 Lead Collection Fire - Assay Fusion - AAS Finish 30 Completed VAN
7TD1 78 4-acid Digestion ICP-ES Finish 0.5 Completed VAN
SAMPLE DISPOSAL
ADDITIONAL COMMENTS
RTRN-PLP Return
RTRN-RJT Return

Acme does not accept responsibility for samples left at the laboratory after 90
days without prior written instructions for sample storage or return.

Invoice To: Golden Predator Canada Corp.
11th Floor, 888 Dunsmuir Street
Vancouver BC V6C 3K4
Canada

CC: Jack Cote

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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CERTIFICATE OF ANALYSIS WHI11001868.1

Method| WGHT G6 7TD|

Analyte Wgt Au Ag

Unit kg ppm gm/t

MDL 0.01 0.005 2]

1340407 Drill Core 7.99 0.007 <2
1340408 Drill Core 8.13 0.012 <2
1340409 Drill Core 8.37 0.012 <2
1340410 Drill Core 6.93 0.013 <2
1340411 Drill Core 8.01 0.012 <2
1340412 Drill Core 6.83 0.014 <2
1340413 Drill Core 6.52 0.014 <2
1340414 Drill Core 585 0.011 <2
1340415 Drill Core 490 0.033 <2
1340416 Rock 1.62 0.008 <2
1340417 Drill Core 4.74 0.085 <2
1340418 Drill Core 6.18 0.010 3]
1340419 Drill Core 6.43 0.011 3]
1340420 Drill Core 7.10 0.053 5)
1340421 Drill Core 6.81 0.166 4
1340422 Drill Core 7.86 0.037 4
1340423 Drill Core 5.58 0.905 <2
1340424 Drill Core 6.13 6.085 <2
1340425 Drill Core 277 0.189 <2
1340426 Rock Pulp 0.11  0.438 <2
1340427 Drill Core 7.86 0.090 <2
1340428 Drill Core 6.40 0.016 <2
1340429 Drill Core 6.02 0.008 <2
1340430 Drill Core 3.78 0.007 <2
1340431 Drill Core 9.29 <0.005 <2
1340432 Drill Core 4.64 0.005 <2
1340433 Drill Core 6.81 0.226 <2
1340434 Drill Core 712 1618 <2
1340435 Drill Core 4.66 0.008 2
1340436 Drill Core 3.38 0.056 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS WHI11001868.1

Method| WGHT G6 7TD|

Analyte Wgt Au Ag

Unit kg ppm gm/t

MDL 0.01 0.005 2]

1340437 Drill Core 6.15 1.860 <2
1340438 Drill Core 9.01 0.038 <2
1340439 Drill Core 6.80 0.118 <2
1340440 Drill Core 6.07 0.726 <2
1340441 Drill Core 7.57 0.080 <2
1340442 Drill Core 6.78 0.026 <2
1340443 Drill Core 6.88 0.029 <2
1340444 Drill Core 6.81  0.007 <2
1340445 Drill Core 6.96 0.011 <2
1340446 Rock 122 0.102 <2
1340447 Drill Core 4.82 0.015 <2
1340448 Drill Core 5.60 0.009 <2
1340449 Drill Core 4.60 0.007 <2
1340450 Drill Core 472 0.012 <2
1340451 Drill Core 4.61 0.010 <2
1340452 Drill Core 6.93 0.006 <2
1340453 Drill Core 6.64 <0.005 <2
1340454 Drill Core 5.72 <0.005 <2
1340455 Drill Core 4.31 0.007 <2
1340456 Rock Pulp 0.11 0472 <2
1340457 Drill Core 6.20 0.012 <2
1340458 Drill Core 5.52  0.009 <2
1340459 Drill Core 6.98 <0.005 <2
1340460 Drill Core 6.29 <0.005 <2
1340461 Drill Core 5.50 <0.005 <2
1340462 Drill Core 5.61 <0.005 <2
1340463 Drill Core 6.07 0.005 <2
1340464 Drill Core 571 0.007 <2
1340465 Drill Core 3.33 0.011 <2
1340466 Drill Core 3.19  0.009 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method| WGHT G6 7TD|

Analyte Wgt Au Ag

Unit kg ppm gm/t

MDL 0.01 0.005 2]

1340467 Drill Core 6.61 0.012 <2
1340468 Drill Core 4.79 0.006 <2
1340469 Drill Core 4.31 <0.005 <2
1340470 Drill Core 4.79 0.010 <2
1340471 Drill Core 4.16  0.009 <2
1340472 Drill Core 5.95 0.009 <2
1340473 Drill Core 5.66 0.006 <2
1340474 Drill Core 5.24 0.009 <2
1340475 Drill Core 5.15 0.010 <2
1340476 Rock 0.60 0.005 <2
1340477 Drill Core 7.65 0.009 <2
1340478 Drill Core 5.36 0.016 <2
1340479 Drill Core 599 0.012 <2
1340480 Drill Core 6.85 0.016 <2
1340481 Drill Core 5,50 0.020 <2
1340482 Drill Core 571 0.010 <2
1340483 Drill Core 6.61 0.017 <2
1340484 Drill Core 6.60 0.021 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT WHI11001868.1

Method | WGHT G6 7TD|
Analyte Wgt Au Ag
Unit kg ppm gm/
MDL 0.01  0.005 2
Pulp Duplicates
1340424 Drill Core 6.13 6.085 <2
REP 1340424 QC 6.123
1340450 Drill Core 472 0.012 <2
REP 1340450 QC <2
1340475 Drill Core 5.15 0.010 <2
REP 1340475 QC 0.012
1340482 Drill Core 5.71 0.010 <2
REP 1340482 QC <2
Core Reject Duplicates
1340413 Drill Core 6.52 0.014 <2
DUP 1340413 QC 0.009 <2
1340448 Drill Core 5.60 0.009 <2
DUP 1340448 QC 0.010 <2
1340483 Drill Core 6.61 0.017 <2
DUP 1340483 QC 0.015 <2
Reference Materials
STD OREAS131B Standard 33
STD OREAS153A Standard <2
STD OREAS131B Standard 34
STD OREAS153A Standard <2
STD OREAS131B Standard 34
STD OREAS153A Standard 2
STD OXH82 Standard 1.371
STD OXH82 Standard 1.341
STD OXH82 Standard 1.261
STD OXH82 Standard 1.267
STD OXK79 Standard 3.876
STD OXK79 Standard 3.703

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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WGHT G6 7TD|
Wgt Au Ag
kg ppm gm/
0.01 0.005 2
STD OXK79 Standard 3.515
STD OXK79 Standard 3.299
STD SU-1B Standard 5)
STD SU-1B Standard 12
STD SU-1B Standard 8|
STD OREAS131B Expected 33.3]
STD SU-1B Expected 6.4
STD OXH82 Expected 1.278
STD OXK79 Expected 3.532
BLK Blank <2
BLK Blank <2
BLK Blank <0.005
BLK Blank 0.005
BLK Blank <0.005
BLK Blank 0.007
BLK Blank <0.005
BLK Blank <0.005
BLK Blank <2
BLK Blank 0.009
BLK Blank 0.007
Prep Wash
G1 Prep Blank <0.005 <2
G1 Prep Blank 0.009 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.



