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CLIENT JOB INFORMATION SAMPLE PREPARATION AND ANALYTICAL PROCEDURES
Project: Brewery Creek Method Number of  Code Description Test Report Lab
Shipment ID: BRC-2011-AC-2002 Code Samples Wgt(g)  Status
P.O. Number G601 31 Lead Collection Fire - Assay Fusion - AAS Finish 30 Completed VAN
Number of Samples: 31

ADDITIONAL COMMENTS

SAMPLE DISPOSAL
RTRN-PLP Return
RTRN-RJT Return

Acme does not accept responsibility for samples left at the laboratory after 90
days without prior written instructions for sample storage or return.

Invoice To: Golden Predator Canada Corp.
11th Floor, 888 Dunsmuir Street
Vancouver BC V6C 3K4
Canada

CC: Jack Cote CLARENCE LEONG
GENERAL MANAGER

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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CERTIFICATE OF ANALYSIS WHI11001878R.1

Method G6

Analyte Aul

Unit ppm

MDL 0.005

1268115 Rock Pulp 4.503
1268116 Drill Core 4.854
1268117 Drill Core 3.302
1268118 Drill Core 1.725
1268119 Drill Core 2.031
1268120 Drill Core 1.402
1268121 Drill Core 1.787
1268122 Drill Core 2.724
1268123 Drill Core 3.888|
1268124 Drill Core 0.453]
1268125 Rock 0.020]
1268126 Drill Core 0.333]
1268127 Drill Core 0.599
1268128 Drill Core 0.186
1268129 Drill Core 0.066|
1268130 Drill Core 0.010]
1268131 Drill Core 0.009
1268132 Drill Core 0.009
1268133 Drill Core 0.010]
1268134 Drill Core 0.173]
1268135 Drill Core 0.213]
1268136 Drill Core 0.226
1268137 Drill Core 0.013]
1268138 Drill Core 0.035)
1268139 Drill Core 0.021
1268140 Drill Core 2.383]
1268141 Drill Core 2.086
1268142 Drill Core 1.068
1268143 Drill Core 1.752
1268144 Drill Core 1.387

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT WHI11001878R.1

Method G6
Analyte Au
Unit ppm
MDL 0.005)

Reference Materials
STD OXH82 Standard 1.240]
STD OXH82 Standard 1.334
STD OXK79 Standard 3.512]
STD OXK79 Standard 3.585]
STD OXH82 Expected 1.278|
STD OXK79 Expected 3.532
BLK Blank <0.005
BLK Blank 0.006
BLK Blank 0.008|
BLK Blank 0.006|

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.



