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SGS Minerals Services Geochemistry Vancouver conforms to the requirements of ISO/IEC 17025 for specific tests as listed on their scope of 

accreditation which can be found at http://www.scc.ca/en/search/palcan/sgs

M  after a result denotes ppb to ppm conversion, % denotes ppm to % conversion

= Composition of this sample makes detection impossible by this method

= Insufficient Sample

= No result

I.S.

--

= Listed not received

= Not applicable

L.N.R.

n.a.

*INF

Report Footer:

Methods marked with an asterisk (e.g. *NAA08V) were subcontracted

Methods marked with the @ symbol (e.g. @AAS21E) denote accredited tests

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of 

liability, indemnification and jurisdiction issues defined therein.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was (were) drawn and / or provided by the Client or by a third party acting at the Client’s 

direction. The Findings constitute no warranty of the sample’s representativity of the goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin 

or source from which the sample(s) is/are said to be extracted. The findings report on the samples provided by the client and are not intended for commercial or contractual settlement 

purposes. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Member of the SGS Group (Société Générale de Surveillance)

SGS Canada Inc. Mineral Services  8282 Sherbrooke Street   Vancouver   BC  t(604) 327-3436  f(604) 327-3423  www.ca.sgs.com
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L400781 0.380 5 <2 3.27 18 <0.5 0.25 274 <5 <1

L400782 0.285 <5 <2 3.14 38 <0.5 0.18 461 <5 <1

L400783 0.235 <5 <2 2.10 9 <0.5 0.28 183 <5 <1

L400784 0.350 <5 <2 2.21 15 <0.5 0.51 235 <5 <1

L400785 0.175 <5 <2 0.85 7 <0.5 0.06 45 <5 <1

L400786 0.185 <5 <2 1.63 51 <0.5 0.25 104 <5 <1

L400787 0.220 <5 <2 1.29 12 <0.5 0.15 102 <5 <1

L400788 0.340 <5 <2 2.08 68 <0.5 0.35 187 <5 <1

L400789 0.150 <5 <2 0.76 5 <0.5 0.11 74 <5 <1

L400790 0.135 38 <2 0.74 13 <0.5 0.14 76 <5 <1

Element

Method

Det.Lim.

Units
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L400781 13 65 53.8 4.62 2 0.35 31.7 22 0.90 535

L400782 20 51 56.5 4.97 3 0.84 34.9 26 0.94 813

L400783 9 44 49.1 3.34 2 0.32 18.4 19 1.02 389

L400784 10 45 88.5 3.81 2 0.09 21.8 14 0.74 423

L400785 2 13 31.3 1.42 <1 0.03 5.8 2 0.12 77

L400786 12 34 37.4 4.03 <1 0.08 12.9 12 0.44 701

L400787 4 26 24.4 3.01 <1 0.05 11.8 5 0.19 204

L400788 14 39 67.2 4.18 3 0.14 22.5 16 0.67 876

L400789 2 13 22.8 1.26 <1 0.03 6.1 2 0.09 55

L400790 3 17 38.0 1.40 <1 0.05 9.1 2 0.16 106

Element

Method

Det.Lim.

Units
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L400781 2 0.03 42 0.06 14 0.04 <5 6.0 <10 26.9

L400782 3 0.02 60 0.05 26 0.02 <5 5.5 <10 15.4

L400783 2 0.03 24 0.05 6 0.12 <5 5.0 <10 38.4

L400784 2 0.03 40 0.08 9 0.01 <5 7.2 <10 43.1

L400785 1 0.03 6 0.04 <2 0.02 <5 1.1 <10 8.5

L400786 4 0.03 30 0.09 23 0.04 <5 3.4 <10 25.8

L400787 2 0.02 11 0.05 11 0.02 6 2.3 <10 16.3

L400788 4 0.03 40 0.10 12 0.06 <5 5.0 <10 32.9

L400789 <1 0.03 7 0.09 <2 0.08 <5 <0.5 <10 12.8

L400790 2 0.03 11 0.05 2 0.05 <5 <0.5 <10 15.6

Element

Method

Det.Lim.

Units
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L400781 0.17 99 <10 9.8 123 3.5

L400782 0.20 83 <10 13.0 173 4.6

L400783 0.17 85 <10 6.1 99 3.4

L400784 0.17 103 <10 16.6 85 3.8

L400785 0.06 34 <10 2.1 29 0.7

L400786 0.14 102 <10 6.0 130 2.5

L400787 0.14 97 <10 2.7 50 2.0

L400788 0.13 97 <10 10.5 196 1.8

L400789 0.03 26 <10 3.1 21 0.5

L400790 0.04 40 <10 3.9 39 0.6
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Units
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