
ALS CODE DESCRIPTION

SAMPLE PREPARATION

LOG-21 Sample logging - ClientBarCode
WEI-21 Received Sample Weight
SPLIT-Z Pulp split for send out
LOG-23 Pulp Login - Rcvd with Barcode
CRU-QC Crushing QC Test
CRU-31 Fine crushing  - 70% <2mm
PUL-QC Pulverizing QC Test
SPL-21 Split sample - riffle splitter
PUL-31 Pulverize split to 85% <75 um

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-ICP21 ICP-AESAu 30g FA ICP-AES Finish

CERTIFICATE   WH12071182

This report is for 48 Percussion samples submitted to our lab in Whitehorse, YT, 
Canada on 2-APR-2012.

Project: Coffee
P.O. No.: KGC-12-1020

The following have access to data associated with this certificate:
TOM BOKENFOHR JAMES SCOTT TIM SMITH

KAMINAK GOLD CORPORATION
ATTN: ALS MINERALS

 

To:

    Page:  1
Finalized Date: 11-APR-2012

This copy reported on 
2-NOV-2012

Account: KAMGOL

KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager
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Finalized Date: 11-APR-2012
Account: KAMGOL

ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:

Project: Coffee

CERTIFICATE OF ANALYSIS    WH12071182 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21
Recvd Wt. Au

kg ppm
0.02 0.001

K930589 2.44 0.536
K930590 0.06 0.266
K930591 2.59 0.649
K930592 1.91 0.023
K930593 2.29 0.017

K930594 2.03 0.013
K930595 2.07 0.004
K930596 1.82 0.010
K930597 2.07 0.009
K930598 1.95 0.006

K930599 2.05 0.006
K930600 0.06 0.004
K930601 2.28 0.018
K930602 2.33 0.016
K930603 2.50 0.011

K930604 2.10 0.196
K930605 1.95 0.382
K930606 2.04 0.024
K930607 1.91 2.69
K930608 2.37 0.559

K930609 1.74 0.059
K930610 0.06 9.84
K930611 2.12 0.040
K930612 2.07 0.006
K930613 2.54 0.003

K930614 2.38 0.001
K930615 2.20 0.001
K930616 2.43 0.001
K930617 2.11 0.002
K930618 2.60 0.001

K930619 2.55 <0.001
K930620 0.06 0.007
K930621 2.08 0.003
K930622 2.33 0.002
K930623 2.00 <0.001

K930624 1.81 <0.001
K930625 2.23 <0.001
K930626 1.98 0.002
K930627 2.02 <0.001
K930628 1.78 <0.001
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Account: KAMGOL

ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:

Project: Coffee

CERTIFICATE OF ANALYSIS    WH12071182 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21
Recvd Wt. Au

kg ppm
0.02 0.001

K930629 2.05 <0.001
K930630 0.06 2.69
K930631 2.15 0.003
K930632 1.86 <0.001
K930633 1.99 <0.001

K930634 1.96 <0.001
K930635 1.73 2.78
K930636 2.05 0.003
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