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All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:

Sample Description RDL: 0.01 0.01

1.20 0.10E5542251

1.68 <0.01E5542252

1.09 0.22E5542253

0.58 <0.01E5649581

0.64 <0.01E5649582

0.70 <0.01E5649583

0.60 <0.01E5649584

0.39 0.01E5649585

0.68 <0.01E5649586

0.61 <0.01E5649587

0.63 <0.01E5649588

0.60 <0.01E5649589

0.47 0.01E5649590

0.64 <0.01E5649591

0.51 <0.01E5649592

0.83 <0.01E5649593

0.93 <0.01E5649594

0.87 0.10E5649595

0.85 <0.01E5649596

0.61 <0.01E5542617

0.50 0.02E5542618

0.62 <0.01E5542619

0.70 <0.01E5542620

0.65 <0.01E5542621

0.64 <0.01E5542622

0.48 <0.01E5542623

0.77 <0.01E5542624

0.65 <0.01E5542625

0.65 <0.01E5542626

0.94 <0.01E5542627

0.85 <0.01E5542628

Results relate only to the items tested and to all the items tested

DATE RECEIVED: Jul 25, 2012
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Sample
Login

Weight
AuAnalyte:

kg ppmUnit:

Sample Description RDL: 0.01 0.01

0.87 <0.01E5542629

0.91 0.12E5542630

0.62 <0.01E5542631

0.70 <0.01E5542632

0.57 <0.01E5542633

0.42 <0.01E5542634

0.56 <0.01E5542635

0.46 <0.01E5542636

0.50 <0.01E5542637

0.90 <0.01E5649737

0.64 <0.01E5649738

1.70 <0.01E5649739

0.48 <0.01E5649740

1.13 <0.01E5649741

0.27 <0.01E5649742

0.55 <0.01E5649743

1.42 <0.01E5649752

0.79 <0.01E5649753

2.22 <0.01E5649754

0.69 0.24E5649755

0.98 <0.01E5649756

1.00 <0.01E5649757

1.98 <0.01E5649758

1.83 <0.01E5649759

0.82 <0.01E5649760

1.30 <0.01E5649761

0.72 <0.01E5649762

1.05 <0.01E5649763

0.88 <0.01E5649747

1.26 <0.01E5649748

0.97 <0.01E5649749

Results relate only to the items tested and to all the items tested
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Sample
Login

Weight
AuAnalyte:

kg ppmUnit:

Sample Description RDL: 0.01 0.01

1.05 <0.01E5649750

1.45 <0.01E5650121

1.82 <0.01E5650122

0.84 <0.01E5650123

1.10 <0.01E5650124

0.99 <0.01E5650125

1.39 <0.01E5650126

0.83 <0.01E5650127

RDL - Reported Detection LimitComments:

Results relate only to the items tested and to all the items tested
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Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555825 < 0.01 < 0.01 0.0% < 0.01 98% 80% 120%1.49 1.52

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555767 < 0.01 < 0.01 0.0% < 0.01 101% 80% 120%0.806 0.792

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555781 < 0.01 < 0.01 0.0% < 0.01 101% 80% 120%4.15 4.075

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555794 < 0.01 < 0.01 0.0% < 0.01 80% 120%

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555806 0.243 0.250 2.8% < 0.01 80% 120%

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555821 < 0.01 < 0.01 0.0% < 0.01 80% 120%

 

Certified By:

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 12Y624438

Result
Value

Quality Assurance

ATTENTION TO: LUCY ZHANG

CLIENT NAME: GOLDSTRIKE RESOURCES LTD.

PROJECT NO: PS_Rock_6_July19_2012

Rep #1 RPD
Lower Upper

Acceptable Limits
Recovery

Expect
Value

REFERENCE MATERIAL

BatchPARAMETER Sample Id Original

RPT Date: Aug 31, 2012 REPLICATE

Method Blank

Solid Analysis
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Solid Analysis

Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006
BUGBEE, E:  A Textbook of Fire 
Assaying

ICP/OES

Results relate only to the items tested and to all the items tested

AGAT WORK ORDER: 12Y624438

Method Summary
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