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All samples are stored at no charge for 90 days. Please contact the lab if you require additional sample storage time.

*NOTES

Results relate only to the items tested and to all the items tested



Sample
Login

Weight
AuAnalyte:

kg ppmUnit:

Sample Description RDL: 0.01 0.01

0.82 <0.01E5542247

0.90 <0.01E5542248

1.20 <0.01E5542249

1.09 0.01E5542250

0.49 0.02E5542493

0.73 <0.01E5542494

0.57 <0.01E5542495

0.69 <0.01E5649573

0.79 <0.01E5649574

1.29 <0.01E5649575

0.92 <0.01E5649576

1.25 <0.01E5649577

0.83 0.01E5649578

0.66 <0.01E5649579

0.63 <0.01E5649580

0.45 <0.01E5542611

0.65 <0.01E5542612

0.53 <0.01E5542613

0.51 0.02E5542614

0.73 <0.01E5542615

0.78 <0.01E5542616

0.77 <0.01E5242371

1.10 <0.01E5242372

1.20 <0.01E5242373

1.74 <0.01E5242374

1.04 <0.01E5649717

1.52 <0.01E5649718

1.28 <0.01E5649720

1.29 <0.01E5649721

1.61 <0.01E5542910

1.83 0.02E5542911

Results relate only to the items tested and to all the items tested
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Sample
Login

Weight
AuAnalyte:

kg ppmUnit:

Sample Description RDL: 0.01 0.01

1.75 <0.01E5542912

0.99 0.02E5542913

0.73 <0.01E5649734

0.56 <0.01E5649735

1.26 <0.01E5649727

0.59 <0.01E5649728

0.88 <0.01E5649729

0.39 0.03E5649730

1.51 <0.01E5649731

1.35 <0.01E5649732

RDL - Reported Detection LimitComments:
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Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555854 < 0.01 < 0.01 0.0% < 0.01 94% 80% 120%0.569 0.607

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555867 < 0.01 < 0.01 0.0% < 0.01 93% 80% 120%1.42 1.52

 

Fire Assay - Au Ore Grade, ICP-OES finish (202062)

Au 1 3555879 < 0.01 0.02 < 0.01 80% 120%

 

Certified By:

Results relate only to the items tested and to all the items tested
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Result
Value

Quality Assurance
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PROJECT NO: PS_Rock_5_July15_2012

Rep #1 RPD
Lower Upper

Acceptable Limits
Recovery

Expect
Value

REFERENCE MATERIAL

BatchPARAMETER Sample Id Original

RPT Date: Aug 23, 2012 REPLICATE

Method Blank

Solid Analysis
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Solid Analysis

Sample Login Weight MIN-12009 BALANCE

Au MIN-200-12006
BUGBEE, E:  A Textbook of Fire 
Assaying

ICP/OES

Results relate only to the items tested and to all the items tested
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