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 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

M150 Crush, Pulverize and Sieve 500g, save +150 and -150 mesh fractions for metallics2 VAN

M150 Weight Total fraction by metallics screen 150# ty2 VAN

G602-G612 Metallic Au by Grav Finish Completed302 VAN

 ADDITIONAL COMMENTS

Email Distribution ListCC:

Invoice To:

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.

Acme does not accept responsibility for samples left at the laboratory after 90 

days without prior written instructions for sample storage or return.

Dispose of Reject After 90 days

Dispose of Pulp After 90 days

DISP-RJT

DISP-PLP

2

NA-10337

PS_Rock_15_Aug15_201

Plateau South

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL
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 CERTIFICATE OF ANALYSIS                     WHI12000763M.1

MDL

Unit

Analyte

Method M150 G6.ME G6.ME G6.ME G6.ME

TotWt + Wt + Au - Au Tot Au

g g mg gm/t gm/t

1 0.01 0.005 0.01 0.01

G1-WHI Prep Blank 555 24.41 <0.005 <0.01 <0.01

1246144 Rock 661 24.30 14.77 30.02 51.27

1246149 Rock 336 24.76 82.82 305.9 529.9

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI12000763M.1
M150 G6.ME G6.ME G6.ME G6.ME

TotWt + Wt + Au - Au Tot Au

g g mg gm/t gm/t

1 0.01 0.005 0.01 0.01

1246149 Rock 336 24.76 82.82 305.9 529.9

Reference Materials

STD SP49 Standard 30.32 0.551

BLK Blank 30.00 <0.005

Prep Wash

G1-WHI Prep Blank 555 24.41 <0.005 <0.01 <0.01

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


