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 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

M150 Crush, Pulverize and Sieve 500g, save +150 and -150 mesh fractions for metallics11 VAN

G602 Metallics Fire Assay Completed3011 VAN

 ADDITIONAL COMMENTS

Email Distribution ListCC:

Invoice To:

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.

Acme does not accept responsibility for samples left at the laboratory after 90 

days without prior written instructions for sample storage or return.

Dispose of Reject After 90 days

Dispose of Pulp After 90 days

DISP-RJT

DISP-PLP

11

NA-10337

PS_Rock_17_Aug27_201

Plateau South

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL

 CERTIFICATE OF ANALYSIS                               WHI12000793M.1

 CLIENT JOB INFORMATION

Goldstrike Resources Ltd.

1300 - 1111 West Georgia Street

Vancouver BC V6E 4M3

Canada
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 CERTIFICATE OF ANALYSIS                     WHI12000793M.1

MDL

Unit

Analyte

Method M150 G6 G6.ME G6.ME G6.ME

TotWt -Au +Au +Wt TotAu

g gm/t mg g gm/t

1 0.005 0.005 0.01 0.01

G1-WHI Prep Blank 502 <0.005 <0.005 19.13 <0.01

1245760 Rock 658 0.452 0.010 23.33 0.45

1245761 Rock 530 0.220 0.006 22.51 0.22

1245762 Rock 598 2.211 0.072 22.65 2.25

1245763 Rock 543 0.101 0.007 23.84 0.11

1245764 Rock 592 1.319 0.034 23.60 1.32

1245765 Rock 140 0.007 <0.005 23.14 <0.01

1245766 Rock 598 0.653 0.017 24.72 0.65

1245767 Rock 491 1.259 0.041 23.27 1.28

1245768 Rock 715 0.013 <0.005 23.95 0.01

1245769 Rock 669 0.149 <0.005 25.52 0.15

1245770 Rock 606 0.801 0.014 22.77 0.79

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI12000793M.1
M150 G6 G6.ME G6.ME G6.ME

TotWt -Au +Au +Wt TotAu

g gm/t mg g gm/t

1 0.005 0.005 0.01 0.01

Reference Materials

STD OXP91 Standard 0.457 30.02

STD OXP91 Standard 0.448 29.99

BLK Blank <0.005 30.00

BLK Blank <0.005 30.00

Prep Wash

G1-WHI Prep Blank 502 <0.005 <0.005 19.13 <0.01

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


