
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight
LOG-22 Sample login - Rcd w/o BarCode
CRU-31 Fine crushing  - 70% <2mm
CRU-QC Crushing QC Test
SPL-21 Split sample - riffle splitter
PUL-QC Pulverizing QC Test
PUL-31 Pulverize split to 85% <75 um

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-AA24 AASAu 50g FA AA finish
ME-OG62 ICP-AESOre Grade Elements - Four Acid
ME-MS61 48 element four acid ICP-MS
Ag-OG62 VARIABLEOre Grade Ag - Four Acid
Pb-OG62 VARIABLEOre Grade Pb - Four Acid
Zn-OG62 VARIABLEOre Grade Zn - Four Acid
W-XRF05 XRFTrace Level  W XRF Analysis
Sn-XRF05 XRFSn-Trace Level XRF Analysis
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CERTIFICATE OF ANALYSIS    WH12183395 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-AA24 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Recvd Wt. Au Ag Al As Ba Be Bi Ca Cd Ce Co Cr Cs Cu

kg ppm ppm % ppm ppm ppm ppm % ppm ppm ppm ppm ppm ppm
0.02 0.005 0.01 0.01 0.2 10 0.05 0.01 0.01 0.02 0.01 0.1 1 0.05 0.2

L840654 0.16 0.006 14.35 0.58 >10000 110 0.12 15.95 0.17 3.41 6.31 7.2 10 1.04 1655
L840655 0.37 0.009 >100 2.91 1300 270 1.89 402 2.31 5.11 43.7 0.6 47 2.14 485
L840656 0.60 <0.005 >100 2.51 >10000 80 1.76 20.3 5.34 130.0 39.5 3.0 43 0.76 282
L840657 0.18 0.023 >100 4.50 494 90 2.56 150.5 6.85 166.5 37.8 2.8 33 0.51 2460
L840658 0.39 <0.005 >100 1.80 2300 280 0.51 138.5 1.80 13.65 32.6 0.6 36 3.41 359

L840659 0.34 <0.005 >100 1.63 4650 340 0.70 87.7 4.26 375 33.1 7.7 34 1.78 871
L840660 0.36 0.013 86.9 0.15 >10000 40 0.20 101.5 0.28 21.0 0.46 31.1 <1 1.32 79.4
L840661 0.24 <0.005 51.2 0.48 >10000 110 0.14 49.5 0.25 39.2 7.39 5.3 10 1.67 858
L840662 0.63 0.008 >100 1.29 >10000 100 1.77 132.0 0.66 372 24.5 1.2 18 3.22 3650
L840663 0.58 <0.005 >100 0.69 >10000 140 0.15 153.0 0.71 226 21.4 1.0 17 2.21 4510

L840670 0.40 0.196 >100 1.09 >10000 280 0.23 79.8 0.03 11.65 16.20 5.8 19 0.66 212
L840671 0.23 0.007 13.75 2.56 2220 490 1.23 4.02 0.07 18.90 57.3 5.4 36 2.56 193.0
L840672 Not Recvd
L840673 0.25 0.165 >100 0.85 >10000 330 0.31 74.4 0.03 6.10 20.9 1.7 15 0.68 57.3
L840674 0.05 1.045 64.7 0.88 >10000 240 0.36 10.50 0.01 3.78 3.27 4.9 15 0.46 89.6

***** See Appendix Page for comments regarding this certificate *****
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Sample Description

Method
Analyte
Units
LOR 

ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Fe Ga Ge Hf In K La Li Mg Mn Mo Na Nb Ni P
% ppm ppm ppm ppm % ppm ppm % ppm ppm % ppm ppm ppm

0.01 0.05 0.05 0.1 0.005 0.01 0.5 0.2 0.01 5 0.05 0.01 0.1 0.2 10

L840654 25.9 2.51 2.00 0.2 0.453 0.10 3.5 9.4 0.19 108 9.41 0.02 1.2 40.5 370
L840655 7.92 9.89 1.22 2.0 9.53 1.00 29.0 95.7 1.29 4280 9.17 0.03 6.0 5.5 3530
L840656 10.40 11.45 1.63 1.0 2.90 0.04 23.1 109.5 2.48 4900 3.46 0.06 4.8 17.8 1620
L840657 4.49 22.2 1.26 1.1 7.59 0.05 26.8 19.4 0.39 1640 7.17 0.01 4.9 5.6 2680
L840658 4.74 6.48 0.81 1.2 4.14 0.43 19.2 83.4 0.92 566 4.85 0.19 4.1 3.9 3080

L840659 2.76 7.55 1.27 1.2 5.78 0.53 19.0 112.0 1.77 1760 4.59 0.05 3.7 18.7 2840
L840660 29.8 0.69 1.20 <0.1 0.348 0.03 <0.5 2.7 0.14 125 9.03 <0.01 0.6 40.9 20
L840661 21.8 1.92 1.64 0.2 0.692 0.16 3.8 15.1 0.21 165 9.25 0.01 1.2 8.6 580
L840662 20.5 10.20 3.33 0.7 16.00 0.14 13.3 78.7 1.03 1180 6.61 <0.01 2.3 16.3 1250
L840663 13.35 5.46 2.20 0.7 7.81 0.23 13.4 32.2 0.46 378 6.39 0.01 2.1 10.9 1520

L840670 7.80 3.10 3.70 0.4 9.17 1.11 13.1 3.8 0.06 31 6.97 0.02 2.1 16.4 310
L840671 6.83 5.54 0.18 1.8 4.46 0.73 27.3 11.9 0.27 700 1.05 0.03 11.2 97.1 1130
L840672
L840673 5.80 1.38 1.24 0.2 0.299 0.86 14.1 5.5 0.02 43 20.4 0.02 1.2 4.5 220
L840674 17.75 1.63 0.88 0.3 0.623 0.77 1.7 2.2 0.03 36 16.15 0.01 1.5 6.7 4120
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Sample Description

Method
Analyte
Units
LOR 

ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61
Pb Rb Re S Sb Sc Se Sn Sr Ta Te Th Ti Tl U

ppm ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm % ppm ppm
0.5 0.1 0.002 0.01 0.05 0.1 1 0.2 0.2 0.05 0.05 0.2 0.005 0.02 0.1

L840654 785 7.6 0.002 >10.0 216 0.9 493 49.3 14.0 0.07 28.8 0.9 0.031 0.22 0.9
L840655 >10000 84.8 0.002 0.58 26.8 3.5 365 379 58.8 0.48 1.60 5.3 0.204 1.29 4.1
L840656 >10000 3.7 0.003 5.55 161.5 4.1 447 >500 64.6 0.36 10.15 4.3 0.152 0.33 2.8
L840657 >10000 2.6 0.003 2.75 28.7 2.7 373 277 30.4 0.38 1.56 4.3 0.159 0.72 3.1
L840658 >10000 27.9 0.002 0.47 74.1 2.5 231 180.5 73.1 0.33 1.54 3.9 0.143 0.69 3.0

L840659 >10000 35.2 0.005 1.78 140.5 2.4 386 218 98.7 0.30 2.28 4.1 0.128 0.61 2.7
L840660 >10000 8.2 0.011 >10.0 178.5 0.4 226 39.8 23.3 <0.05 19.50 <0.2 <0.005 0.55 0.1
L840661 7270 14.3 0.002 >10.0 165.5 1.4 380 80.7 29.8 0.07 26.5 1.1 0.030 0.38 1.0
L840662 >10000 10.9 <0.002 9.29 261 2.4 889 436 30.8 0.18 30.4 2.6 0.069 0.91 1.9
L840663 >10000 17.2 <0.002 6.04 156.0 1.5 622 363 36.2 0.17 20.0 2.0 0.067 0.89 2.2

L840670 >10000 42.4 0.003 3.66 1435 2.5 >1000 110.0 43.1 0.16 54.7 2.3 0.056 1.07 4.1
L840671 2130 81.0 <0.002 0.13 165.0 7.7 18 58.1 24.3 0.45 0.57 19.2 0.111 1.16 4.9
L840672
L840673 >10000 29.3 0.002 0.70 916 1.3 381 27.2 34.7 0.08 38.5 2.2 0.034 0.57 2.2
L840674 2610 30.5 0.002 3.67 1025 5.5 202 103.0 22.2 0.07 73.3 32.7 0.035 0.91 6.7
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Sample Description

Method
Analyte
Units
LOR 

ME-MS61 ME-MS61 ME-MS61 ME-MS61 ME-MS61 Ag-OG62 Pb-OG62 Zn-OG62 W-XRF05 Sn-XRF05
V W Y Zn Zr Ag Pb Zn W Sn

ppm ppm ppm ppm ppm ppm % % ppm ppm
1 0.1 0.1 2 0.5 1 0.001 0.001 10 5

L840654 35 0.2 7.4 117 6.3
L840655 142 85.1 34.5 1740 65.1 267 3.07
L840656 69 75.2 22.9 8810 34.1 122 3.11 604
L840657 74 4.3 26.6 5970 39.1 189 2.95
L840658 51 104.5 21.6 1500 37.9 141 2.32

L840659 64 590 21.5 >10000 39.7 170 3.23 2.18 710
L840660 14 22.5 0.6 281 1.3 1.090
L840661 21 27.0 10.4 2190 7.6
L840662 76 7.2 17.5 >10000 23.1 238 4.53 1.820
L840663 46 3.4 16.2 >10000 20.6 221 3.16 1.210

L840670 70 0.7 1.9 381 12.7 1330 10.85
L840671 95 2.2 30.0 4490 66.3
L840672
L840673 39 0.8 2.7 176 8.5 707 4.44
L840674 49 1.7 1.9 153 11.4
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Method
CERTIFICATE COMMENTS

REE's may not be totally soluble in this method.ME-MS61
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