
ALS CODE DESCRIPTION

SAMPLE PREPARATION

FND-02 Find Sample for Addn Analysis

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-AA24 AASAu 50g FA AA finish

CERTIFICATE   WH12013521

This report is for 51 Drill Core samples submitted to our lab in Whitehorse, YT, 
Canada on 20-JAN-2012.

Project: STRGOL_WH11263231
P.O. No.: 

The following have access to data associated with this certificate:
SUZANNE BYRON AUDREY CHEN RICHARD ELIASON

BILL KEATS

STRATAGOLD CORPORATION
ATTN: SUZANNE BYRON
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8 
 

To:

    Page:  1
Finalized Date: 5-FEB-2012

This copy reported on 
13-FEB-2012

Account: STRGOL

STRATAGOLD CORPORATION
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8 
 

To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager
Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH11263231.**
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Project: STRGOL_WH11263231

CERTIFICATE OF ANALYSIS    WH12013521 

Sample Description

Method
Analyte
Units
LOR 

Au-AA24
Au

ppm
0.005

L833896 1.030
L833897 0.212
L833898 0.038
L833899 0.100
L833900 0.177

L833901 0.628
L833902 0.059
L833903 0.073
L833904 0.517
L833905 0.165

L833906 0.073
L833907 0.418
L833908 5.04
L833909 0.327
L833910 0.872

L833911 0.588
L833912 0.776
L833913 0.253
L833914 0.233
L833915 0.298

L833916 <0.005
L833917 0.656
L833918 0.700
L833919 0.075
L833920 0.077

L833921 0.081
L833922 0.072
L833923 0.031
L833924 0.025
L833925 0.099

L833926 0.085
L833927 0.115
L833928 0.051
L833929 0.067
L833930 0.039

L833931 0.036
L833932 0.052
L833933 0.061
L833934 0.032
L833935 0.052

Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH11263231.**
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CERTIFICATE OF ANALYSIS    WH12013521 

Sample Description

Method
Analyte
Units
LOR 

Au-AA24
Au

ppm
0.005

L833936 0.012
L833937 0.034
L833938 0.087
L833939 0.047
L833940 0.105

L833941 0.026
L833942 0.041
L833943 0.075
L833944 0.789
L833945 0.152

L833946 0.058

Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH11263231.**
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