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ALS
Minerals
CERTIFICATE WH12026839 SAMPLE PREPARATION

ALS CODE DESCRIPTION

Project: WEI-21 Received Sample Weight

P.O. No.: EGP12-025 LOG-22 Sample login - Rcd w/o BarCode

This report is for 117 Drill Core samples submitted to our lab in Whitehorse, YT,

Canada on 10-FEB-2012. ANALYTICAL PROCEDURES

The following have access to data associated with this certificate: ALS CODE DESCRIPTION

SUZANNE BYRON AUDREY CHEN RICHARD ELIASON
BILL KEATS OA-GRAO9A Bulk Density - Paraffin Coat

To: STRATAGOLD CORPORATION
ATTN: SUZANNE BYRON
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as /
submitted. All pages of this report have been checked and approved for release. Signatu re: e el
C.olin Ramshaw, Vancouver Laboratory Manager

Comments: Unable to run OA-GRAO9A for sample K519939; sample crumbles when placed in water depite of the wax coating.
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Minerals
CERTIFICATE OF ANALYSIS WH12026839
Method WEI-21  OA-GRAO9A
Analyte Recvd Wt. B.D.
Sample Description Units k9 g/em3
LOR 0.02 0.01
L831461 0.74 2.45
L831462 0.96 2.51
L831463 1.18 2.54
L831464 1.16 2.52
L831465 0.94 2.53
L831466 1.30 2.51
L831467 0.86 2.69
L831468 1.32 2.52
L831469 1.44 2.60
L831470 1.02 2.49
L831471 1.10 2.58
L831472 1.10 2.54
L831473 1.18 2.61
L831474 1.58 2.58
L831475 0.82 2.58
L831476 0.96 2.58
L831477 0.88 2.67
L831478 0.88 2.64
L831479 1.26 2.51
L831480 1.10 2.52
L831481 1.34 2.62
L831482 0.98 2.56
K519937 0.74 2.47
K519938 0.66 2.42
K519939 0.68
K519940 0.74 2.47
K519941 0.92 2.41
K519942 0.90 2.51
K519943 1.40 2.62
K519944 0.80 2.39
K519945 0.74 2.43
K519946 1.18 2.68
K519947 0.76 2.30
K519948 0.84 2.48
K519949 1.24 2.56
L831483 1.12 2.54
L831484 0.82 2.52
L831485 1.18 2.65
L831486 1.02 2.52
L831487 1.14 2.47

Comments: Unable to run OA-GRAQO9A for sample K519939; sample crumbles when placed in water depite of the wax coating.
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CERTIFICATE OF ANALYSIS WH12026839
Method WEI-21  OA-GRAO9A

Analyte Recvd Wt. B.D.
Sample Description Units k9 g/em3
LOR 0.02 0.01
L831488 1.14 2.56
L831489 1.06 2.44
L831490 0.94 2.59
L831491 1.14 2.57
L831492 1.00 2.53
L831493 0.92 2.43
L831494 1.26 2.52
L831495 1.04 2.59
L831496 1.30 2.59
L831497 0.98 251
L831498 0.76 2.59
L831499 1.28 2.63
L831500 1.50 2.53
M364872 1.52 2.77
M364873 1.44 2.56
M364874 1.18 2.51
M364875 1.18 2.56
M364901 1.14 2.57
M364902 0.90 2.53
M364903 1.16 2.64
M364904 1.30 2.65
M364905 1.08 2.56
M364906 1.00 2.59
M364907 1.38 2.57
M364908 1.30 2.57
M364909 1.10 2.59
M364910 0.76 2.56
M364911 0.90 2.55
M364912 0.96 2.61
M364913 1.10 2.50
M364914 1.42 2.60
M364915 1.14 2.63
M364916 1.50 2.62
M364917 1.12 2.53
M364918 1.00 2.47
M364919 0.66 2.54
M364920 1.10 2.52
M364921 1.20 2.47
M364922 0.64 2.50
M364923 1.22 2.55

Comments: Unable to run OA-GRAQO9A for sample K519939; sample crumbles when placed in water depite of the wax coating.
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Method WEI-21  OA-GRAO9A

Analyte Recvd Wt. B.D.
Sample Description Units k9 g/em3
LOR 0.02 0.01
M364924 1.32 2.59
M364925 1.56 2.59
M364926 1.26 2.61
M364927 0.88 2.47
M364928 0.76 2.52
M364929 0.88 2.51
M364930 0.84 2.60
M364931 0.84 2.65
M364932 1.36 2.60
M364933 1.36 2.67
M364934 1.24 2.58
M364935 1.12 2.49
M364936 0.96 2.57
M364937 1.60 2.65
M364938 0.82 2.67
M364939 1.18 2.35
M364940 0.66 2.56
M364941 0.52 2.75
M364942 1.20 2.57
M364943 1.16 2.61
M364944 1.50 2.51
M364945 1.72 2.68
M364946 0.82 2.65
M364947 1.04 2.45
M364948 1.06 2.48
M364949 1.16 2.57
M364950 0.92 2.48
M364951 1.12 2.46
M364952 1.46 2.61
M364953 0.96 2.49
M364954 1.16 2.50
M364955 1.26 2.57
M364956 1.36 2.55
M364957 1.54 2.59
M364958 1.14 2.52
M364959 1.34 2.59
M364960 1.26 2.55

Comments: Unable to run OA-GRAQO9A for sample K519939; sample crumbles when placed in water depite of the wax coating.
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