
ALS CODE DESCRIPTION

SAMPLE PREPARATION

FND-02 Find Sample for Addn Analysis

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-AA24 AASAu 50g FA AA finish

CERTIFICATE   WH12210709

This report is for 50 Drill Core samples submitted to our lab in Whitehorse, YT, 
Canada on 10-SEP-2012.

Project: STRGOL_WH12192097
P.O. No.: 

The following have access to data associated with this certificate:
AUDREY CHEN RICHARD ELIASON JOANNA ETTLINGER

HELENA KUIKKA

STRATAGOLD CORPORATION
ATTN: HELENA KUIKKA
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8 
 

To:

    Page:  1
Finalized Date: 12-SEP-2012

This copy reported on 
13-SEP-2012

Account: STRGOL

STRATAGOLD CORPORATION
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8 
 

To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager
Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH12192097.**
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CERTIFICATE OF ANALYSIS    WH12210709 

Sample Description

Method
Analyte
Units
LOR 

Au-AA24
Au

ppm
0.005

L858851 0.038
L858852 0.140
L858853 0.081
L858854 <0.005
L858855 0.020

L858856 <0.005
L858857 0.037
L858858 0.035
L858859 <0.005
L858860 0.011

L858861 0.006
L858862 0.008
L858863 0.011
L858864 0.008
L858865 0.013

L858866 0.205
L858867 0.213
L858868 0.282
L858869 0.474
L858870 0.182

L858871 0.104
L858872 0.450
L858873 0.514
L858874 0.090
L858875 0.441

L858876 0.034
L858877 1.450
L858878 0.321
L858879 1.495
L858880 1.010

L858881 0.170
L858882 1.665
L858883 0.163
L858884 0.347
L858885 0.493

L858886 0.423
L858887 0.471
L858888 2.10
L858889 1.085
L858890 0.821

Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH12192097.**
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CERTIFICATE OF ANALYSIS    WH12210709 

Sample Description

Method
Analyte
Units
LOR 

Au-AA24
Au

ppm
0.005

L858891 0.652
L858892 0.237
L858893 1.985
L858894 0.647
L858895 1.445

L858896 <0.005
L858897 1.855
L858898 2.57
L858899 0.328
L858900 2.09

Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH12192097.**
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