
ALS CODE DESCRIPTION

SAMPLE PREPARATION

FND-02 Find Sample for Addn Analysis

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-AA24 AASAu 50g FA AA finish
Au-GRA22 WST-SIMAu 50 g FA-GRAV finish

CERTIFICATE   WH12212131

This report is for 50 Drill Core samples submitted to our lab in Whitehorse, YT, 
Canada on 10-SEP-2012.

Project: STRGOL_WH12190679
P.O. No.: 

The following have access to data associated with this certificate:
AUDREY CHEN RICHARD ELIASON JOANNA ETTLINGER

HELENA KUIKKA

STRATAGOLD CORPORATION
ATTN: HELENA KUIKKA
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8 
 

To:

    Page:  1
Finalized Date: 12-SEP-2012

This copy reported on 
13-SEP-2012

Account: STRGOL

STRATAGOLD CORPORATION
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8 
 

To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager
Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH12190679.**
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Project: STRGOL_WH12190679

CERTIFICATE OF ANALYSIS    WH12212131 

Sample Description

Method
Analyte
Units
LOR 

Au-AA24 Au-GRA22
Au Au

ppm ppm
0.005 0.05

N816751 0.562
N816752 0.215
N816753 0.498
N816754 0.094
N816755 0.032

N816756 <0.005
N816757 0.017
N816758 0.013
N816759 0.031
N816760 0.080

N816761 0.016
N816762 0.011
N816763 0.368
N816764 0.617
N816765 0.033

N816766 0.014
N816767 0.020
N816768 0.032
N816769 0.071
N816770 0.051

N816771 0.094
N816772 0.024
N816773 0.040
N816774 0.721
N816775 0.016

N816776 0.105
N816777 8.88
N816778 0.434
N816779 >10.0 10.30
N816780 2.44

N816781 0.886
N816782 0.429
N816783 1.700
N816784 0.736
N816785 0.296

N816786 1.010
N816787 1.095
N816788 0.106
N816789 0.031
N816790 1.070

Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH12190679.**
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STRATAGOLD CORPORATION
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CERTIFICATE OF ANALYSIS    WH12212131 

Sample Description

Method
Analyte
Units
LOR 

Au-AA24 Au-GRA22
Au Au

ppm ppm
0.005 0.05

N816791 0.163
N816792 0.117
N816793 0.203
N816794 0.224
N816795 0.269

N816796 <0.005
N816797 0.437
N816798 0.766
N816799 1.400
N816800 0.511

Comments: **Re-analysis Results for Samples Originally Reported on Certificate WH12190679.**
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