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CERTIFICATE WH12198523 SAMPLE PREPARATION
ALS CODE DESCRIPTION
Project: Eagle Gold WEI-21 Received Sample Weight
P.O. No.: EGP12-220 LOG-21 Sample logging - ClientBarCode
This report is for 19 Drill Core samples submitted to our lab in Whitehorse, YT,
Canada on 22-AUG-2012. ANALYTICAL PROCEDURES
The following have access to data associated with this certificate: ALS CODE DESCRIPTION
AUDREY CHEN RICHARD ELIASON JOANNA ETTLINGER
HELENA KUIKKA OA-GRAO9A Bulk Density - Paraffin Coat

To: STRATAGOLD CORPORATION
ATTN: HELENA KUIKKA
SUITE 584 - 1055 DUNSMUIR STREET
PO BOX 49215
VANCOUVER BC V7X 1K8

This is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as /
submitted. All pages of this report have been checked and approved for release. Signatu re: e el
C.olin Ramshaw, Vancouver Laboratory Manager
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Project: Eagle Gold

Minerals
CERTIFICATE OF ANALYSIS WH12198523
Method WEI-21  OA-GRAO9A
Analyte Recvd Wt. B.D.

. Units kg g/cm3
Sample Description LOR 0.02 0.01
N820876 0.88 2.58
N820877 1.38 2.50
N820878 1.04 2.49
N820879 0.82 2.49
N820880 0.96 2.48
N820881 1.26 2.49
N820882 0.90 2.52
N820883 1.48 2.55
N820884 1.34 2.56
N820885 1.08 2.58
N820886 1.06 2.64
N820887 0.94 2.46
N820888 1.24 2.53
N820889 1.68 2.52
N820890 0.96 2.61
N820891 0.90 2.51
N820892 1.00 2.56
N820893 1.38 2.53
N820894 1.00 2.51
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