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 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

M150 Crush, Pulverize and Sieve 500g, save +150 and -150 mesh fractions for metallics4 VAN
RIFL Split samples by riffle splitter4 WHI
M150 Weight Total fraction by metallics screen 150# ty4 VAN
G602-G612 Metallic Au by Grav Finish Completed304 VAN

 ADDITIONAL COMMENTS

CC:

Invoice To:

Dispose of Reject After 90 days

Dispose of Pulp After 90 days

4

PLAS_ROCK_2013_5

Plateau South

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL

 CERTIFICATE OF ANALYSIS                               WHI13000087M.1

 CLIENT JOB INFORMATION

Goldstrike Resources Ltd.

1300 - 1111 West Georgia Street

Vancouver BC V6E 4M3

CANADA

1 of 2

August 23, 2013

Goldstrike Resources Ltd.

Acme Analytical Laboratories (Vancouver) Ltd.

www.acmelab.com

Acme does not accept responsibility for samples left at the laboratory after 90
days without prior written instructions for sample storage or return.

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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 CERTIFICATE OF ANALYSIS                     WHI13000087M.1

MDL

Unit

Analyte

Method M150 G6.ME G6.ME G6.ME G6.ME

TotWt - Au + Wt + Au Tot Au

g gm/t g mg gm/t

1 0.01 0.01 0.005 0.01

1241805 Rock 523.9 10.47 24.88 14.59 37.82

1233080 Rock 460.6 15.06 26.61 0.436 15.14

1233082 Rock 186.1 11.21 23.88 0.110 10.37

1233083 Rock 403.2 9.54 25.70 0.331 9.75

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI13000087M.1
M150 G6.ME G6.ME G6.ME G6.ME

TotWt - Au + Wt + Au Tot Au

g gm/t g mg gm/t

1 0.01 0.01 0.005 0.01

Reference Materials

STD AGPROOF Standard <0.005

STD CDN-ME-6 Standard 29.72 0.009

STD SP49 Standard 30.10 0.553

BLK Blank 30.00 <0.005

Prep Wash

G1-WHI Prep Blank 527.7 <0.01 24.48 <0.005 <0.01

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


