
ALS CODE DESCRIPTION

SAMPLE PREPARATION

WEI-21 Received Sample Weight
PUL-QC Pulverizing QC Test
LOG-21 Sample logging - ClientBarCode
LOG-23 Pulp Login - Rcvd with Barcode
PUL-31 Pulverize split to 85% <75 um

ALS CODE DESCRIPTION INSTRUMENT

ANALYTICAL PROCEDURES

Au-ICP21 ICP-AESAu 30g FA ICP-AES Finish
Au-GRA21 WST-SIMAu 30g FA-GRAV finish
Au-AA13 AASAu by cyanide leach and AAS

CERTIFICATE   VA14198237

This report is for 139 Reject samples submitted to our lab in Vancouver, BC, Canada 
on 22-DEC-2014.

Project: Reject Reruns
P.O. No.: KGC-14-0022

The following have access to data associated with this certificate:
TOM BOKENFOHR ERIC BUITENHUIS JAMES SCOTT

TIM SMITH

KAMINAK GOLD CORPORATION
ATTN: TIM SMITH
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:

    Page:  1
Total # Pages: 5  (A)

Plus Appendix Pages
Finalized Date: 23-JAN-2015

Account: KAMGOL

KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:ALS Canada Ltd.

2103 Dollarton Hwy
North Vancouver BC V7H 0A7 
Phone: 604 984 0221       Fax: 604 984 0218    www.alsglobal.com

This is the Final Report and supersedes any preliminary report with this certificate number.  Results apply to samples as 
submitted.  All pages of this report have been checked and approved for release. Signature:

Colin Ramshaw, Vancouver Laboratory Manager***** See Appendix Page for comments regarding this certificate *****
Comments: **Corrected copy for Au-ICP21 and Au-AA13 on sample R510719**
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KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:

Project: Reject Reruns

CERTIFICATE OF ANALYSIS    VA14198237 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21 Au-GRA21 Au-AA13
Recvd Wt. Au Au Au

kg ppm ppm ppm
0.02 0.001 0.05 0.03

R298526 0.22 6.71 6.59
R298527 0.22 >10.0 11.35 11.25
R298452 0.22 5.15 5.33
R298453 0.22 6.90 7.32
R512246 0.24 8.89 8.67

R512247 0.24 2.42 2.38
R275053 0.22 6.19 6.65
R275054 0.22 9.14 9.58
R510537 0.22 3.73 3.75
BL-10-1 0.06 0.003

R510718 0.22 1.090 1.02
R510719 0.22 2.18 1.53
R285296 0.20 1.135 1.15
R285297 0.22 1.460 1.45
R270818 0.22 8.21 8.63

R270819 0.22 3.06 2.90
R276402 0.26 4.73 4.85
R276403 0.26 6.07 1.05
GS-3L-1 0.06 3.20 3.01
R289988 0.34 2.19 0.31

Q034196 0.28 1.450 1.20
R290669 0.32 2.26 2.44
R277442 0.22 >10.0 11.65 11.95
R291091 0.30 0.768 0.78
R294439 0.30 4.57 4.42

R294441 0.26 2.53 2.40
R272158 0.26 1.935 1.99
R272159 0.24 1.615 1.60
BL-10-2 0.06 0.003
R271892 0.26 0.363 0.36

R271893 0.24 0.715 0.73
Q036179 0.24 2.34 2.54
Q036181 0.24 1.745 1.89
Q036388 0.26 5.92 5.62
Q036389 0.26 0.360 0.35

Q036683 0.24 6.31 0.28
Q037062 0.24 0.387 0.37
Q037063 0.24 0.679 0.67
GS-6D-1 0.06 5.80 3.64
Q039417 0.26 5.39 5.64

Comments: **Corrected copy for Au-ICP21 and Au-AA13 on sample R510719**

***** See Appendix Page for comments regarding this certificate *****
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KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:

Project: Reject Reruns

CERTIFICATE OF ANALYSIS    VA14198237 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21 Au-GRA21 Au-AA13
Recvd Wt. Au Au Au

kg ppm ppm ppm
0.02 0.001 0.05 0.03

Q039418 0.26 3.85 3.93
Q037553 0.24 1.660 1.65
Q037571 0.24 6.63 6.79
Q040119 0.24 8.00 7.98
Q040121 0.26 3.55 3.47

Q038089 0.24 0.554 0.38
Q037941 0.24 0.600 0.61
Q038218 0.24 3.78 1.29
BL-10-3 0.06 0.002
Q040943 0.24 2.94 0.08

Q041578 0.24 5.59 4.23
Q041129 0.26 4.17 3.50
Q041185 0.26 1.325 0.88
R270051 0.24 3.17 3.01
R270222 0.26 8.85 6.26

Q033724 0.24 5.51 5.26
Q033725 0.24 2.40 1.78
R289565 0.28 5.27 3.90
GS-1L-1 0.06 1.250 1.13
R289637 0.24 0.818 0.80

R289638 0.24 1.070 1.09
R270585 0.24 2.02 1.96
Q033271 0.24 3.84 0.11
Q033388 0.26 5.38 3.62
Q033389 0.26 6.47 4.53

R276499 0.24 1.420 1.43
R276501 0.26 6.03 5.95
R278054 0.22 7.40 0.06
BL-10-4 0.06 0.001
R277156 0.24 0.693 0.66

R290609 0.24 1.370 1.38
R271725 0.24 2.41 2.46
R276028 0.26 1.610 1.55
R296024 0.24 9.40 6.02
R296061 0.24 1.065 0.17

R296062 0.24 1.965 0.52
R291599 0.24 8.59 5.94
R297569 0.26 4.26 0.19
GS-P7K 0.06 0.754 0.62
R297753 0.26 1.120 <0.03

Comments: **Corrected copy for Au-ICP21 and Au-AA13 on sample R510719**

***** See Appendix Page for comments regarding this certificate *****
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Project: Reject Reruns

CERTIFICATE OF ANALYSIS    VA14198237 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21 Au-GRA21 Au-AA13
Recvd Wt. Au Au Au

kg ppm ppm ppm
0.02 0.001 0.05 0.03

R274122 0.24 2.04 1.79
R274123 0.24 4.83 4.45
R279306 0.24 2.65 2.74
R279307 0.26 7.44 7.44
R279632 0.24 2.80 2.98

R279633 0.24 3.92 4.00
R279634 0.24 0.691 0.67
R511192 0.24 4.65 4.49
BL-10-5 0.06 0.003
R282476 0.24 1.610 1.57

R278325 0.24 2.26 0.21
R291152 0.26 0.610 0.58
R272867 0.24 3.09 3.10
R272868 0.24 6.50 6.54
R272869 0.24 5.91 6.02

R272871 0.24 >10.0 17.10 18.00
R273205 0.24 6.03 6.06
R273206 0.24 3.92 3.95
GS-3L-2 0.06 3.42 3.12
R273207 0.24 2.16 2.26

R296421 0.24 >10.0 13.25 0.13
R296422 0.24 >10.0 13.35 0.12
R273522 0.24 0.932 0.93
R273523 0.24 4.60 4.61
R278732 0.24 6.12 6.15

R278734 0.26 1.330 1.31
R296285 0.24 3.15 1.17
R297089 0.24 2.75 2.40
BL-10-6 0.06 0.001
R273333 0.24 1.205 1.16

R273334 0.24 2.12 1.97
R273936 0.24 2.78 2.69
R297458 0.24 2.35 0.22
R511406 0.26 >10.0 14.20 13.25
R298077 0.24 2.89 2.77

R288407 0.24 3.96 3.77
R288408 0.24 2.26 1.28
R511768 0.24 1.395 1.43
GS-6D-2 0.06 6.03 3.43
R288543 0.24 0.496 0.50

Comments: **Corrected copy for Au-ICP21 and Au-AA13 on sample R510719**

***** See Appendix Page for comments regarding this certificate *****
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KAMINAK GOLD CORPORATION
1020 - 800 WEST PENDER STREET
VANCOUVER BC V6C 2V6 
 

To:

Project: Reject Reruns

CERTIFICATE OF ANALYSIS    VA14198237 

Sample Description

Method
Analyte
Units
LOR 

WEI-21 Au-ICP21 Au-GRA21 Au-AA13
Recvd Wt. Au Au Au

kg ppm ppm ppm
0.02 0.001 0.05 0.03

R288544 0.24 2.17 2.23
R275596 0.24 9.71 8.10
R275597 0.24 5.66 3.87
R512789 0.24 3.42 3.48
Q035649 0.26 8.69 8.45

R280464 0.24 9.60 9.30
R293754 0.26 1.715 1.60
R293922 0.26 7.89 7.85
BL-10-7 0.06 0.003
R293923 0.18 5.08 5.11

R299246 0.24 2.31 2.36
R299247 0.24 1.020 1.01
R299092 0.24 4.44 4.46
R514416 0.24 3.43 3.58
R514421 0.24 7.07 6.92

R514639 0.24 7.23 6.68
R286249 0.24 5.91 6.25
R286251 0.26 1.585 1.65
GS-1L-2 0.06 1.145 1.18

Comments: **Corrected copy for Au-ICP21 and Au-AA13 on sample R510719**

***** See Appendix Page for comments regarding this certificate *****
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Project: Reject Reruns

CERTIFICATE OF ANALYSIS    VA14198237 

CERTIFICATE COMMENTS

LABORATORY ADDRESSES
Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
Au-AA13Applies to Method: Au-GRA21 Au-ICP21 LOG-21
LOG-23 PUL-31 PUL-QC WEI-21
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