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CERTIFICATE OF ANALYSIS    WH14190549 

Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Ag Al As B Ba Be Bi Ca Cd Co Cr Cu Fe Ga Hg

ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm % ppm ppm
0.2 0.01 2 10 10 0.5 2 0.01 0.5 1 1 1 0.01 10 1

R512962 <0.2 1.00 32 <10 170 0.9 <2 0.38 0.8 6 9 10 1.78 <10 <1
R512963 <0.2 0.73 11 <10 210 0.8 <2 1.62 <0.5 5 19 38 1.41 <10 <1
R512964 <0.2 2.04 9 <10 340 1.8 <2 0.59 <0.5 18 112 18 3.73 10 <1
R512965 <0.2 1.56 18 <10 230 0.8 <2 1.16 <0.5 13 76 14 2.46 <10 <1
R512966 <0.2 1.97 14 <10 670 1.3 <2 3.29 <0.5 22 154 15 3.48 10 <1

R512967 <0.2 1.90 11 <10 280 <0.5 <2 1.86 <0.5 18 119 7 2.48 10 1
R512968 <0.2 2.28 10 <10 420 0.5 <2 1.63 <0.5 20 86 9 3.11 10 1
R512969 <0.2 1.62 6 <10 280 0.9 <2 0.91 <0.5 16 75 10 2.77 10 <1
R512971 <0.2 1.45 6 <10 160 0.7 <2 0.67 <0.5 12 111 4 1.92 <10 <1
R512972 <0.2 1.28 4 <10 160 0.7 <2 1.64 <0.5 9 43 4 1.67 <10 <1

R512973 0.2 0.57 20 <10 150 0.7 2 1.11 1.0 5 15 6 1.22 <10 <1
R512974 <0.2 2.25 7 <10 420 1.1 <2 2.67 <0.5 18 121 6 2.83 10 1
R512975 <0.2 1.68 12 <10 280 0.8 <2 3.12 <0.5 12 71 4 2.00 <10 1
R512976 <0.2 2.99 6 <10 740 0.8 2 4.65 <0.5 26 159 10 4.20 10 1
R512977 <0.2 1.67 6 <10 280 0.6 3 2.02 <0.5 14 66 9 2.20 10 <1

R512978 <0.2 2.30 3 <10 380 0.7 <2 3.05 <0.5 20 131 11 2.85 10 1
R512979 <0.2 1.94 7 <10 350 0.7 <2 1.63 <0.5 16 73 2 2.93 10 1
R512981 <0.2 2.01 4 <10 180 <0.5 <2 2.92 <0.5 18 280 5 2.37 10 <1
R512982 <0.2 2.79 13 <10 80 0.5 <2 2.45 <0.5 34 992 1 2.45 10 1
R512983 <0.2 2.29 28 <10 80 0.5 <2 1.11 <0.5 24 189 24 3.19 10 <1

R512984 <0.2 1.96 34 <10 70 0.5 <2 0.87 <0.5 24 183 19 2.81 10 <1
R512985 <0.2 2.08 47 <10 80 0.6 <2 1.29 <0.5 25 234 14 2.96 10 1
R512986 <0.2 1.90 130 <10 180 1.3 <2 3.03 <0.5 23 248 6 3.65 10 <1
R512987 <0.2 1.22 118 <10 120 0.8 <2 0.42 <0.5 14 100 8 2.49 <10 <1
R512988 <0.2 0.75 162 <10 80 0.7 <2 0.18 <0.5 9 63 4 2.07 <10 <1

R512989 0.5 0.43 774 <10 90 0.9 2 0.31 <0.5 14 30 20 3.22 <10 1
R512991 1.6 0.49 2410 <10 370 0.9 <2 0.17 <0.5 16 21 15 3.33 <10 1
R512992 0.6 0.67 3930 10 370 1.6 2 4.90 <0.5 20 62 9 3.81 <10 1
R512993 <0.2 1.18 70 <10 40 1.2 2 7.0 <0.5 18 86 12 3.91 <10 <1
R512994 <0.2 1.75 40 <10 170 1.6 <2 4.08 <0.5 18 117 10 3.41 10 <1

R512995 <0.2 1.31 13 <10 200 0.7 2 2.59 <0.5 11 102 3 2.11 10 1
R512996 <0.2 1.69 16 <10 230 <0.5 <2 3.08 <0.5 16 123 8 2.36 10 1
R512997 <0.2 2.20 5 <10 250 0.6 2 2.58 <0.5 19 164 10 2.85 10 <1
R512998 <0.2 2.35 6 <10 380 0.6 <2 4.16 <0.5 25 222 12 3.22 10 <1
R512999 <0.2 1.97 9 <10 260 0.5 <2 2.75 <0.5 13 96 9 2.47 10 <1

R510001 <0.2 1.87 103 <10 360 0.7 <2 4.74 <0.5 16 87 8 2.98 10 <1
R510002 <0.2 2.37 76 <10 290 1.1 <2 4.35 <0.5 19 138 7 3.64 10 <1
R510003 <0.2 2.48 33 <10 310 0.8 <2 4.35 <0.5 22 123 5 3.55 10 1
R510004 <0.2 2.47 30 <10 220 0.7 2 5.67 <0.5 22 162 9 3.57 10 <1
R510005 <0.2 2.24 15 <10 350 0.7 <2 2.68 <0.5 21 139 12 3.06 10 <1
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CERTIFICATE OF ANALYSIS    WH14190549 

Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
K La Mg Mn Mo Na Ni P Pb S Sb Sc Sr Th Ti
% ppm % ppm ppm % ppm ppm ppm % ppm ppm ppm ppm %

0.01 10 0.01 5 1 0.01 1 10 2 0.01 2 1 1 20 0.01

R512962 0.33 40 0.19 451 <1 0.02 7 390 34 <0.01 <2 2 15 20 0.02
R512963 0.51 30 0.26 425 <1 0.04 8 460 7 <0.01 <2 3 127 20 0.03
R512964 1.42 30 1.66 753 <1 0.04 30 640 5 <0.01 <2 9 85 <20 0.16
R512965 0.87 40 1.04 402 <1 0.05 14 430 7 <0.01 <2 5 27 20 0.10
R512966 1.07 10 1.59 598 2 0.02 30 690 4 <0.01 <2 8 50 <20 0.15

R512967 1.04 10 1.68 380 2 0.06 35 790 2 <0.01 <2 3 48 <20 0.23
R512968 1.34 10 1.90 548 2 0.04 27 790 3 <0.01 <2 3 69 <20 0.23
R512969 0.93 10 1.35 595 2 0.04 26 970 8 <0.01 <2 3 140 <20 0.23
R512971 0.92 20 1.27 501 2 0.04 66 430 4 <0.01 <2 2 58 20 0.13
R512972 0.90 30 0.98 405 3 0.05 20 350 2 <0.01 <2 3 44 30 0.08

R512973 0.27 50 0.18 284 2 0.05 6 270 54 <0.01 3 2 33 30 0.01
R512974 1.55 20 2.05 631 3 0.04 48 520 7 <0.01 <2 6 84 <20 0.17
R512975 0.87 30 1.09 545 2 0.02 38 360 7 <0.01 <2 4 56 20 0.07
R512976 1.77 10 2.89 1105 2 0.03 31 910 6 <0.01 3 10 78 <20 0.19
R512977 0.85 30 1.39 457 2 0.03 32 500 3 <0.01 <2 3 48 20 0.11

R512978 1.31 10 2.31 658 3 0.03 66 590 4 0.03 <2 4 63 <20 0.22
R512979 1.12 20 1.72 645 3 0.04 67 460 3 <0.01 <2 4 42 <20 0.13
R512981 0.68 10 2.35 457 3 0.02 213 440 4 <0.01 <2 3 64 <20 0.15
R512982 0.48 10 5.07 324 2 <0.01 679 120 3 <0.01 <2 2 22 <20 0.08
R512983 0.44 10 2.16 506 2 0.02 99 610 4 <0.01 4 6 54 <20 0.19

R512984 0.29 10 1.75 469 2 0.02 71 590 3 <0.01 6 5 55 <20 0.18
R512985 0.26 10 1.86 499 2 0.02 137 560 3 <0.01 9 5 59 <20 0.16
R512986 0.45 30 1.74 752 2 0.02 213 680 7 <0.01 27 11 31 <20 0.04
R512987 0.18 30 0.49 461 2 0.01 68 360 6 <0.01 22 6 32 20 <0.01
R512988 0.16 20 0.39 417 3 <0.01 47 270 6 <0.01 16 4 25 <20 <0.01

R512989 0.18 10 0.10 350 3 <0.01 53 960 11 <0.01 62 3 75 <20 <0.01
R512991 0.27 20 0.07 708 3 <0.01 42 200 22 <0.01 37 5 52 <20 <0.01
R512992 0.26 20 1.92 720 2 0.01 76 450 15 0.07 14 11 122 <20 <0.01
R512993 0.20 20 2.59 756 2 0.01 46 680 20 0.16 2 12 124 <20 0.01
R512994 0.75 30 2.15 592 3 0.02 58 510 7 0.08 2 12 93 <20 0.05

R512995 0.56 20 1.41 489 4 0.05 41 510 7 0.10 <2 6 62 <20 0.11
R512996 0.43 10 1.90 475 3 0.03 35 530 4 0.07 <2 6 73 <20 0.14
R512997 0.82 10 2.16 520 2 0.04 50 620 10 0.12 <2 5 80 <20 0.20
R512998 1.11 10 2.65 772 3 0.05 48 560 48 0.27 <2 6 96 <20 0.14
R512999 0.80 20 1.67 639 4 0.05 27 460 20 0.02 <2 5 63 <20 0.10

R510001 0.83 40 1.46 925 2 0.02 25 670 34 <0.01 12 7 44 <20 0.05
R510002 0.98 30 1.78 970 2 0.02 41 520 18 <0.01 10 11 64 <20 0.06
R510003 0.94 20 2.18 941 2 0.03 30 570 15 <0.01 4 10 69 <20 0.08
R510004 0.72 20 2.13 861 2 0.03 38 570 21 <0.01 3 11 66 <20 0.06
R510005 1.11 10 2.18 795 2 0.03 38 550 16 <0.01 2 5 89 <20 0.20
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Tl U V W Zn

ppm ppm ppm ppm ppm
10 10 1 10 2

R512962 <10 <10 15 <10 57
R512963 <10 <10 27 <10 21
R512964 <10 <10 82 <10 53
R512965 <10 <10 38 <10 24
R512966 <10 <10 62 <10 44

R512967 <10 <10 47 <10 32
R512968 <10 <10 57 <10 46
R512969 <10 <10 69 <10 50
R512971 <10 <10 33 <10 35
R512972 <10 <10 28 <10 26

R512973 <10 <10 16 <10 64
R512974 <10 <10 55 <10 54
R512975 <10 <10 28 <10 44
R512976 <10 <10 99 <10 67
R512977 <10 <10 34 <10 37

R512978 <10 <10 43 <10 59
R512979 <10 <10 40 <10 47
R512981 <10 <10 26 <10 36
R512982 <10 <10 22 <10 35
R512983 <10 <10 53 <10 45

R512984 <10 <10 42 <10 43
R512985 <10 <10 40 <10 52
R512986 <10 <10 55 <10 57
R512987 <10 <10 31 <10 33
R512988 <10 <10 23 <10 26

R512989 <10 <10 29 <10 45
R512991 <10 <10 23 <10 36
R512992 <10 <10 32 <10 40
R512993 <10 <10 74 <10 59
R512994 <10 <10 68 <10 38

R512995 <10 <10 39 <10 30
R512996 <10 <10 52 <10 39
R512997 <10 <10 62 <10 67
R512998 <10 <10 67 <10 92
R512999 <10 <10 45 <10 53

R510001 <10 <10 42 <10 66
R510002 <10 <10 79 <10 67
R510003 <10 <10 74 <10 76
R510004 <10 <10 71 <10 73
R510005 <10 <10 64 <10 69
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Ag Al As B Ba Be Bi Ca Cd Co Cr Cu Fe Ga Hg

ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm % ppm ppm
0.2 0.01 2 10 10 0.5 2 0.01 0.5 1 1 1 0.01 10 1

R510006 <0.2 2.46 6 <10 410 <0.5 <2 2.49 <0.5 20 140 16 3.36 10 <1
R510007 <0.2 2.70 3 <10 390 0.5 <2 2.46 <0.5 21 137 12 3.50 10 1
R510008 <0.2 2.89 10 <10 350 0.6 2 2.86 <0.5 21 149 12 3.83 10 <1
R510009 <0.2 2.40 32 <10 270 0.7 <2 4.16 <0.5 19 133 6 3.52 10 1
R510011 <0.2 3.06 16 <10 90 0.6 <2 3.30 <0.5 24 136 7 3.89 10 <1

R510012 <0.2 2.38 11 <10 510 0.6 2 2.45 <0.5 20 128 13 2.99 10 <1
R510013 <0.2 0.45 14 <10 110 <0.5 <2 1.02 <0.5 3 15 7 0.89 <10 <1
R510014 <0.2 2.31 21 <10 120 0.6 2 3.03 <0.5 21 195 13 3.20 10 <1
R510015 <0.2 2.69 16 <10 220 0.9 <2 1.86 <0.5 22 128 8 3.24 10 <1
R510016 <0.2 1.93 11 <10 110 0.6 <2 1.29 <0.5 17 131 12 2.40 10 <1

R510017 <0.2 1.39 4 <10 210 <0.5 <2 1.33 <0.5 18 141 7 1.90 <10 <1
R510018 <0.2 2.48 10 <10 430 0.7 2 1.30 <0.5 23 132 16 3.29 10 1
R510019 <0.2 1.46 14 <10 160 0.6 2 0.93 <0.5 11 87 15 1.81 <10 <1
R510021 <0.2 0.58 8 <10 70 <0.5 3 0.50 <0.5 4 14 3 1.00 <10 <1
R510022 <0.2 0.77 16 <10 70 <0.5 <2 0.23 <0.5 7 11 7 1.02 <10 <1

R510023 <0.2 2.46 15 <10 230 0.7 2 1.60 <0.5 23 116 20 3.19 10 <1
R510024 <0.2 3.17 10 <10 190 0.5 <2 3.07 <0.5 25 167 9 4.09 10 <1
R510025 <0.2 2.42 39 <10 240 0.8 <2 3.15 <0.5 17 125 5 3.19 10 1
R510026 <0.2 2.42 5 <10 320 0.6 2 2.37 <0.5 21 149 4 3.21 10 <1
R510027 <0.2 3.15 24 <10 330 0.8 2 4.16 <0.5 23 238 8 3.98 10 1

R510028 <0.2 2.89 18 <10 170 0.6 <2 2.20 0.5 28 94 6 4.14 10 1
R510029 <0.2 2.28 16 <10 200 0.6 <2 2.26 <0.5 20 114 6 3.17 10 <1
R510031 <0.2 1.70 12 <10 120 0.6 <2 2.33 <0.5 16 81 10 2.58 10 <1
R510032 <0.2 2.44 12 <10 190 0.6 <2 4.00 <0.5 20 164 6 3.57 10 <1
R510033 <0.2 2.77 8 <10 320 0.8 <2 3.64 <0.5 25 167 11 4.05 10 <1

R510034 <0.2 2.52 6 <10 350 0.7 <2 2.42 <0.5 20 105 9 3.21 10 <1
R510035 <0.2 1.83 6 <10 790 0.7 <2 2.59 <0.5 17 99 5 2.73 10 <1
R510036 3.0 1.22 42 <10 110 1.5 6 4.47 0.6 16 50 3 3.21 <10 <1
R510037 <0.2 2.05 54 <10 160 1.7 <2 6.22 <0.5 28 138 5 4.09 10 1
R510038 <0.2 2.73 7 <10 620 1.0 2 3.78 <0.5 22 132 9 3.65 10 <1

R510039 <0.2 2.50 4 <10 640 0.9 <2 3.01 <0.5 18 101 4 3.29 10 <1
R510041 <0.2 1.19 4 <10 60 <0.5 <2 1.02 <0.5 10 17 4 1.95 10 <1
R510042 <0.2 1.35 107 <10 230 0.7 <2 0.55 <0.5 8 14 6 2.34 10 <1
R510043 <0.2 1.64 243 <10 270 1.1 <2 0.34 <0.5 11 14 5 2.89 10 <1
R510044 <0.2 1.24 44 <10 70 0.7 2 0.50 <0.5 7 10 2 1.72 <10 <1

R510045 <0.2 1.74 130 <10 80 0.7 2 0.28 <0.5 8 13 9 2.22 10 1
R510046 <0.2 0.98 11 <10 600 0.5 4 0.76 <0.5 7 11 4 1.67 <10 <1
R510047 <0.2 1.58 16 <10 380 0.7 2 1.19 <0.5 13 38 11 2.48 10 <1
R510048 <0.2 2.18 10 <10 300 1.1 4 1.56 <0.5 17 50 15 3.02 10 1
R510049 <0.2 1.70 15 <10 90 1.0 4 1.37 <0.5 13 21 9 2.52 10 1
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CERTIFICATE OF ANALYSIS    WH14190549 

Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
K La Mg Mn Mo Na Ni P Pb S Sb Sc Sr Th Ti
% ppm % ppm ppm % ppm ppm ppm % ppm ppm ppm ppm %

0.01 10 0.01 5 1 0.01 1 10 2 0.01 2 1 1 20 0.01

R510006 1.19 10 2.44 726 3 0.05 37 690 40 0.10 <2 5 57 <20 0.24
R510007 1.37 10 2.63 648 2 0.05 25 630 13 0.06 <2 5 54 <20 0.29
R510008 0.91 10 2.90 930 3 0.04 26 570 59 <0.01 <2 7 91 <20 0.22
R510009 0.79 20 2.22 980 2 0.03 22 610 38 <0.01 3 8 260 <20 0.14
R510011 0.34 20 3.11 883 2 0.04 57 490 12 <0.01 3 15 69 <20 0.05

R510012 0.93 20 2.44 708 2 0.05 40 610 13 <0.01 <2 7 56 <20 0.14
R510013 0.18 40 0.15 202 4 0.07 4 140 5 <0.01 2 1 28 30 <0.01
R510014 0.66 20 2.50 688 3 0.05 41 490 23 <0.01 2 8 68 <20 0.09
R510015 1.00 10 2.87 580 3 0.04 37 630 14 <0.01 <2 5 65 <20 0.19
R510016 0.90 20 1.92 396 2 0.06 37 500 5 <0.01 <2 3 74 <20 0.22

R510017 0.43 10 1.33 249 3 0.07 39 670 5 <0.01 <2 3 74 <20 0.28
R510018 1.21 10 2.55 513 2 0.06 61 960 5 <0.01 <2 4 122 <20 0.27
R510019 0.63 30 1.33 306 3 0.08 30 550 3 <0.01 <2 3 43 30 0.10
R510021 0.20 40 0.33 159 3 0.06 4 200 3 <0.01 <2 1 26 30 0.02
R510022 0.26 30 0.50 160 3 0.07 4 230 5 <0.01 2 1 13 30 0.02

R510023 1.03 20 2.57 616 3 0.05 32 550 14 <0.01 <2 5 56 <20 0.16
R510024 0.67 10 3.65 676 2 0.06 44 730 9 <0.01 <2 11 92 <20 0.22
R510025 0.67 20 2.51 725 2 0.05 33 580 10 <0.01 4 8 75 <20 0.10
R510026 0.77 10 2.55 668 3 0.08 47 630 8 <0.01 <2 6 52 <20 0.14
R510027 0.68 10 3.59 1000 3 0.04 97 680 7 <0.01 3 9 82 <20 0.07

R510028 0.62 20 3.11 807 3 0.06 32 660 10 <0.01 3 9 60 <20 0.11
R510029 0.75 10 2.38 643 3 0.07 38 630 7 <0.01 2 6 70 <20 0.13
R510031 0.57 10 1.70 530 3 0.05 28 530 4 <0.01 <2 7 107 <20 0.09
R510032 0.64 20 2.61 781 2 0.06 50 720 17 <0.01 <2 9 245 <20 0.17
R510033 1.12 20 2.96 855 3 0.05 50 830 11 0.21 <2 10 126 <20 0.14

R510034 1.16 20 2.52 633 3 0.05 51 700 10 0.04 <2 6 91 <20 0.15
R510035 0.60 30 1.75 589 4 0.06 44 540 7 0.35 <2 6 113 20 0.07
R510036 0.42 40 1.54 617 5 0.02 26 550 411 0.99 6 6 88 20 0.01
R510037 0.95 30 2.04 952 3 0.03 45 770 21 0.93 4 11 187 <20 0.07
R510038 1.18 20 2.82 811 2 0.04 61 730 13 0.14 <2 9 306 <20 0.14

R510039 1.02 30 2.54 695 4 0.05 47 690 6 0.08 <2 8 122 <20 0.09
R510041 0.11 50 1.00 354 3 0.07 8 330 5 <0.01 <2 3 38 20 0.01
R510042 0.19 60 0.67 341 3 0.05 7 540 5 <0.01 16 4 34 30 0.01
R510043 0.31 50 0.52 731 3 0.01 7 810 9 <0.01 29 5 19 20 0.01
R510044 0.29 50 0.38 296 3 0.01 5 330 7 <0.01 3 2 14 30 0.01

R510045 0.25 70 0.64 311 3 0.01 6 460 7 <0.01 2 2 19 40 0.01
R510046 0.36 50 0.57 312 2 0.06 4 300 2 0.01 2 1 36 30 0.03
R510047 0.65 50 1.14 523 2 0.06 14 470 2 <0.01 2 4 49 20 0.07
R510048 0.72 40 1.54 481 1 0.03 20 600 <2 <0.01 3 6 43 20 0.05
R510049 0.30 50 0.75 355 5 0.02 15 340 4 <0.01 3 3 27 30 0.01
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Tl U V W Zn

ppm ppm ppm ppm ppm
10 10 1 10 2

R510006 <10 <10 66 <10 75
R510007 <10 <10 67 <10 65
R510008 <10 <10 73 <10 98
R510009 <10 <10 68 <10 67
R510011 <10 <10 96 <10 68

R510012 <10 <10 68 <10 71
R510013 <10 <10 7 <10 5
R510014 <10 <10 54 <10 67
R510015 <10 <10 59 <10 61
R510016 <10 <10 42 <10 41

R510017 <10 <10 41 <10 27
R510018 <10 <10 68 <10 63
R510019 <10 <10 36 <10 27
R510021 <10 <10 6 <10 10
R510022 <10 <10 5 <10 14

R510023 <10 <10 60 <10 70
R510024 <10 <10 94 <10 59
R510025 <10 <10 67 <10 51
R510026 <10 <10 54 <10 63
R510027 <10 <10 77 <10 86

R510028 <10 <10 70 <10 136
R510029 <10 <10 55 <10 55
R510031 <10 <10 49 <10 37
R510032 <10 <10 70 <10 58
R510033 <10 <10 76 <10 71

R510034 <10 <10 61 <10 60
R510035 <10 <10 40 <10 53
R510036 <10 <10 29 <10 74
R510037 <10 <10 61 <10 84
R510038 <10 <10 79 <10 67

R510039 <10 <10 57 <10 68
R510041 <10 <10 20 <10 34
R510042 <10 <10 24 <10 34
R510043 <10 <10 35 <10 39
R510044 <10 <10 10 <10 27

R510045 <10 <10 17 <10 33
R510046 <10 <10 8 <10 24
R510047 <10 <10 34 <10 32
R510048 10 <10 56 <10 39
R510049 <10 <10 17 <10 41
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Ag Al As B Ba Be Bi Ca Cd Co Cr Cu Fe Ga Hg

ppm % ppm ppm ppm ppm ppm % ppm ppm ppm ppm % ppm ppm
0.2 0.01 2 10 10 0.5 2 0.01 0.5 1 1 1 0.01 10 1

R510051 <0.2 2.28 14 <10 610 1.5 2 3.44 <0.5 26 145 12 3.83 10 <1
R510052 <0.2 2.01 <2 <10 1400 1.1 <2 4.84 <0.5 16 120 6 2.86 10 1
R510053 0.2 2.36 145 <10 380 1.2 3 1.18 <0.5 21 70 16 3.27 10 1
R510054 <0.2 1.70 57 <10 130 0.7 3 0.24 <0.5 6 12 9 1.60 10 <1
R510055 <0.2 1.39 35 <10 100 0.7 2 0.23 <0.5 6 13 7 1.86 10 <1

R510056 <0.2 2.33 32 <10 150 1.2 4 0.82 <0.5 12 35 17 2.81 10 <1
R510057 <0.2 2.10 12 <10 320 1.6 6 4.46 <0.5 22 64 40 3.05 10 <1
R510058 <0.2 2.58 <2 <10 190 1.4 2 4.93 <0.5 18 90 14 3.40 10 1
R510059 <0.2 1.37 3 <10 90 0.8 3 2.38 <0.5 12 66 17 2.35 <10 <1
R510061 <0.2 1.29 10 <10 160 0.9 2 1.25 <0.5 14 81 14 2.42 10 <1

R510062 <0.2 2.51 119 <10 240 1.7 <2 2.91 <0.5 23 164 16 4.31 10 2
R510063 0.2 1.28 157 <10 120 1.4 <2 11.5 <0.5 20 116 14 3.99 <10 <1
R510064 <0.2 1.82 191 <10 140 1.3 2 2.90 <0.5 39 216 6 4.38 10 1
R510065 <0.2 1.54 84 <10 60 1.0 3 3.76 <0.5 20 76 14 2.88 10 2
R510066 <0.2 1.66 103 <10 50 1.1 2 2.75 <0.5 18 85 7 2.86 10 1

R510067 <0.2 1.62 271 <10 240 1.0 2 1.29 <0.5 20 68 13 3.42 <10 <1
R510068 0.2 1.54 246 <10 140 1.1 4 0.56 <0.5 19 110 11 3.99 10 <1
R510069 0.2 1.26 137 <10 90 0.7 4 0.41 <0.5 10 24 6 2.49 <10 1
R510071 <0.2 1.19 162 <10 100 0.7 2 0.41 <0.5 6 18 3 1.85 <10 1
R510072 <0.2 1.29 1000 <10 230 1.3 2 3.74 <0.5 18 15 9 4.73 <10 2

R510073 <0.2 1.59 515 <10 240 1.2 2 2.53 <0.5 12 15 7 3.55 10 1
R510074 <0.2 1.15 42 <10 100 0.7 <2 0.67 <0.5 5 14 5 1.97 <10 <1
R510075 <0.2 1.00 79 <10 100 0.7 4 0.73 <0.5 6 10 5 1.97 <10 <1
R510076 <0.2 1.50 21 <10 120 0.9 2 1.56 <0.5 7 18 5 2.24 10 1
R510077 <0.2 1.09 24 <10 100 0.7 2 0.78 <0.5 5 13 6 2.06 <10 <1

R510078 <0.2 0.99 18 <10 130 0.5 2 0.64 <0.5 5 13 8 1.66 <10 <1
R510079 <0.2 0.88 24 <10 100 0.5 4 0.55 <0.5 6 18 4 2.02 <10 1
R510081 <0.2 1.63 14 <10 150 0.8 3 1.75 <0.5 9 39 5 2.52 10 <1
R510082 <0.2 0.82 20 <10 120 0.5 3 0.51 <0.5 4 15 7 1.91 <10 <1
R510083 <0.2 2.94 9 <10 180 0.5 <2 3.18 <0.5 24 162 8 3.87 10 1

R510084 <0.2 1.76 188 <10 140 1.2 3 2.60 <0.5 39 204 6 4.29 10 1
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
K La Mg Mn Mo Na Ni P Pb S Sb Sc Sr Th Ti
% ppm % ppm ppm % ppm ppm ppm % ppm ppm ppm ppm %

0.01 10 0.01 5 1 0.01 1 10 2 0.01 2 1 1 20 0.01

R510051 0.55 20 1.61 617 3 0.04 66 650 7 0.02 4 8 71 <20 0.08
R510052 0.34 10 1.58 574 2 0.04 53 710 12 0.15 3 8 137 <20 0.08
R510053 0.50 50 1.25 930 1 0.01 38 900 36 <0.01 12 8 33 20 0.03
R510054 0.30 70 0.48 222 1 0.01 5 430 6 <0.01 4 2 13 30 0.01
R510055 0.32 70 0.65 308 1 0.01 6 470 5 <0.01 2 2 12 30 0.01

R510056 0.77 50 1.13 571 1 0.01 17 480 7 <0.01 <2 5 21 30 0.05
R510057 0.57 40 1.26 741 4 0.01 30 660 45 0.03 2 5 77 <20 0.02
R510058 0.67 20 1.67 552 2 0.02 45 810 7 0.01 <2 7 84 <20 0.10
R510059 0.32 30 0.96 400 3 0.05 34 540 4 0.02 2 4 45 20 0.06
R510061 0.31 30 0.73 322 4 0.08 60 340 <2 0.03 4 4 36 30 0.03

R510062 0.62 40 1.50 821 1 0.01 141 760 11 0.01 6 11 58 <20 0.03
R510063 0.20 30 0.65 1185 1 0.01 126 580 39 0.10 5 10 125 <20 0.01
R510064 0.20 30 0.97 1005 3 <0.01 208 860 19 0.03 4 17 36 <20 0.01
R510065 0.16 30 1.08 651 2 <0.01 55 980 13 0.23 5 12 103 <20 0.01
R510066 0.13 30 1.07 542 1 <0.01 77 830 13 0.09 3 11 69 <20 0.01

R510067 0.19 30 0.48 1385 2 <0.01 60 760 20 0.01 4 9 20 <20 0.01
R510068 0.22 40 0.47 866 2 <0.01 77 700 26 0.01 4 8 16 <20 0.01
R510069 0.27 60 0.17 267 2 0.01 17 390 14 0.01 4 3 12 20 0.01
R510071 0.33 50 0.20 268 2 0.01 13 420 8 <0.01 4 3 12 30 0.01
R510072 0.35 20 1.13 754 1 0.01 17 1230 19 1.29 32 6 76 <20 0.01

R510073 0.51 30 0.90 537 2 0.01 13 950 18 0.66 17 5 56 <20 0.02
R510074 0.52 60 0.36 250 1 0.04 7 360 8 0.12 2 3 22 20 0.04
R510075 0.37 60 0.19 378 2 0.02 6 370 12 0.08 3 2 15 30 0.02
R510076 0.67 50 0.73 385 2 0.03 10 540 9 0.13 <2 4 40 20 0.05
R510077 0.61 60 0.39 316 2 0.04 6 370 5 0.06 3 3 17 30 0.06

R510078 0.58 60 0.41 280 2 0.06 6 400 11 0.10 <2 2 19 20 0.06
R510079 0.47 50 0.37 265 3 0.05 8 340 6 0.15 2 2 20 30 0.04
R510081 0.84 40 1.02 421 2 0.05 18 400 <2 0.25 2 5 43 20 0.07
R510082 0.41 50 0.32 296 2 0.06 5 350 3 0.15 3 2 18 30 0.04
R510083 0.61 10 3.53 653 <1 0.05 37 780 7 <0.01 <2 11 90 <20 0.20

R510084 0.19 30 0.91 956 2 0.01 199 820 18 0.03 6 16 33 <20 0.01
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Sample Description

Method
Analyte
Units
LOR 

ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41 ME-ICP41
Tl U V W Zn

ppm ppm ppm ppm ppm
10 10 1 10 2

R510051 <10 <10 48 <10 55
R510052 <10 <10 44 <10 43
R510053 <10 <10 41 <10 60
R510054 <10 <10 11 <10 25
R510055 <10 <10 13 <10 34

R510056 10 <10 36 <10 37
R510057 <10 <10 27 <10 66
R510058 <10 <10 48 <10 47
R510059 <10 <10 31 <10 35
R510061 <10 <10 21 <10 25

R510062 <10 <10 48 <10 49
R510063 <10 <10 42 <10 91
R510064 <10 <10 72 <10 82
R510065 <10 <10 46 <10 68
R510066 <10 <10 41 <10 59

R510067 <10 <10 32 <10 54
R510068 <10 <10 35 <10 59
R510069 <10 <10 11 <10 27
R510071 10 <10 12 <10 27
R510072 10 <10 59 <10 80

R510073 10 <10 46 <10 62
R510074 <10 <10 13 <10 26
R510075 <10 <10 8 <10 25
R510076 <10 <10 20 <10 34
R510077 <10 <10 13 <10 27

R510078 <10 <10 10 <10 23
R510079 <10 <10 12 <10 20
R510081 <10 <10 31 <10 31
R510082 <10 <10 10 <10 19
R510083 <10 <10 95 <10 56

R510084 10 <10 70 <10 82
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CERTIFICATE COMMENTS

LABORATORY ADDRESSES
Processed at ALS Vancouver located at 2103 Dollarton Hwy, North Vancouver, BC, Canada.
FND-02Applies to Method: ME-ICP41
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