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Procedure

Code

Code Description Report 

Status

 SAMPLE PREPARATION AND ANALYTICAL PROCEDURES

Test

Wgt (g)

Number of

Samples

Lab

PRP70-500 Crush, split and pulverize 500g rock to 200 mesh0 WHI

SPTRF Split samples by riffle splitter108 WHI

PUL85 Pulverize to 85% passing 200 mesh108 WHI

SLBHP Sort, label and box pulps0 WHI

FS631 Metallic Sieve 500g to 150 mesh108 WHI

Split +150 mesh Analysis sample split/packet108 WHI

Split -150 Analysis sample split/packet108 WHI

EN002 Environmental disposal charge-Fire assay lead waste108 VAN

FS631 Metallics Fire Assay for Au Completed30108 VAN

SHP01 Per sample shipping charges for branch shipments108 VAN

FA530-Au Lead collection fire assay fusion - Grav finish Completed302 VAN

 ADDITIONAL COMMENTS

Erika Cayer

Peter Tallman

Graeme Joyce

Ian PerryCC:

Invoice To:

Dispose of Reject After 90 days

Dispose of Pulp After 90 days

DISP-RJT

DISP-PLP

108

LS

Number of Samples:

P.O. Number

Shipment ID:

Project:

 SAMPLE DISPOSAL

 CERTIFICATE OF ANALYSIS                               WHI19000569.1

 CLIENT JOB INFORMATION

Klondike Gold Corp.

3123-595 Burrard St.

Vancouver British Columbia V7X 1K8

Canada

1 of 5

October 05, 2019

Klondike Gold Corp.

Bureau Veritas Commodities Canada Ltd.

www.bureauveritas.com/um

Bureau Veritas does not accept responsibility for samples left at the laboratory 
after 90 days without prior written instructions for sample storage or return.

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Bureau Veritas assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“*” asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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 CERTIFICATE OF ANALYSIS                     WHI19000569.1

MDL

Unit

Analyte

Method WGHT M150 FA430 FS600 FS600 FS600 FA530

Wgt TotWt -Au TotAu +Au +Wt -Au

kg g gm/t gm/t gm/t g ppm

0.01 1 0.005 0.01 0.17 0.01 0.9

1798351 Rock Reject 5.50 501 0.438 0.51 1.44 38.19

1798352 Rock Reject 3.77 426 4.574 9.19 55.23 38.75

1798353 Rock Reject 2.74 488 1.138 2.08 14.20 35.34

1798354 Rock Reject 3.46 484 2.539 4.49 26.90 38.88

1798355 Rock Reject 4.21 424 3.339 13.22 108.47 39.90

1798356 Rock Reject 4.44 492 0.345 0.43 1.57 33.77

1798357 Rock Reject 4.37 445 1.599 2.71 14.39 38.79

1798431 Rock Reject 2.74 418 0.637 1.13 5.80 39.84

1798432 Rock Reject 3.15 421 0.067 0.06 <0.17 38.20

1798433 Rock Reject 3.70 406 1.080 3.51 31.22 32.67

1798434 Rock Reject 2.82 484 0.951 0.94 0.82 32.91

1798435 Rock Reject 3.15 488 0.338 0.47 1.97 40.04

1798436 Rock Reject 3.19 438 0.680 0.71 0.97 40.26

1798437 Rock Reject 3.70 457 >10 30.94 162.82 33.08 20.6

1798438 Rock Reject 3.87 443 0.414 0.65 2.96 40.82

1798439 Rock Reject 1.36 372 0.573 0.74 2.37 34.60

1798440 Rock Reject 4.02 459 >10 53.52 413.36 34.81 24.0

1798441 Rock Reject 3.44 499 2.875 5.20 30.75 41.62

1798442 Rock Reject 3.79 476 0.488 1.19 8.73 40.68

1798443 Rock Reject 2.73 426 3.037 4.07 13.49 42.10

1798444 Rock Reject 3.29 431 0.216 0.67 6.37 31.72

1798445 Rock Reject 3.91 392 1.267 2.47 13.11 39.89

1798446 Rock Reject 2.46 470 2.400 6.33 46.91 41.46

1798447 Rock Reject 3.77 415 1.153 1.26 2.56 32.85

1798448 Rock Reject 4.89 429 0.232 0.31 1.07 38.27

1798449 Rock Reject 3.83 431 3.166 8.00 50.86 43.75

1798450 Rock Reject 4.45 431 2.800 4.71 22.63 41.54

1798358 Rock Reject 3.76 411 1.241 2.64 12.85 49.41

1798359 Rock Reject 3.05 457 4.467 8.59 64.61 31.31

1798360 Rock Reject 3.60 427 0.658 0.87 2.99 39.52

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 CERTIFICATE OF ANALYSIS                     WHI19000569.1

MDL

Unit

Analyte

Method WGHT M150 FA430 FS600 FS600 FS600 FA530

Wgt TotWt -Au TotAu +Au +Wt -Au

kg g gm/t gm/t gm/t g ppm

0.01 1 0.005 0.01 0.17 0.01 0.9

1798361 Rock Reject 2.82 459 0.974 1.01 1.37 38.05

1798362 Rock Reject 5.28 486 0.053 0.05 <0.17 38.67

1798363 Rock Reject 3.02 483 1.374 1.62 4.19 42.75

1798364 Rock Reject 3.57 478 1.492 1.79 5.06 39.31

1798365 Rock Reject 2.80 489 0.370 0.37 0.33 30.61

1798366 Rock Reject 2.71 432 0.086 0.08 <0.17 37.57

1798367 Rock Reject 4.01 378 2.340 3.28 14.74 28.76

1798368 Rock Reject 3.91 500 0.138 0.14 <0.17 38.67

1798369 Rock Reject 4.65 474 0.416 0.42 0.47 31.89

1798370 Rock Reject 3.93 442 0.136 0.13 <0.17 33.43

1798371 Rock Reject 3.89 471 0.019 0.02 <0.17 37.24

1798372 Rock Reject 3.65 503 2.575 2.55 2.25 37.85

1798373 Rock Reject 3.34 407 2.876 2.96 3.79 36.40

1798374 Rock Reject 2.78 502 0.157 0.18 0.48 41.28

1798375 Rock Reject 2.29 450 0.232 0.25 0.41 33.98

1798376 Rock Reject 2.96 433 1.813 4.84 41.67 32.95

1798377 Rock Reject 1.96 444 0.345 0.37 0.70 33.01

1798378 Rock Reject 3.92 461 0.367 0.36 0.30 36.69

1798379 Rock Reject 3.98 455 0.424 0.39 <0.17 34.96

1798380 Rock Reject 2.95 437 0.060 0.05 <0.17 35.30

1798381 Rock Reject 4.88 464 0.050 0.05 <0.17 35.71

1798382 Rock Reject 2.62 491 0.800 0.94 2.66 37.66

1798383 Rock Reject 4.74 498 2.266 2.79 8.06 45.06

1798384 Rock Reject 3.66 449 2.873 3.74 12.03 42.65

1798385 Rock Reject 5.95 511 0.049 0.05 <0.17 37.81

1798386 Rock Reject 4.46 470 2.354 3.15 11.32 41.86

1798387 Rock Reject 3.09 485 5.528 6.14 12.67 41.43

1798388 Rock Reject 4.42 465 0.167 0.15 <0.17 37.21

1798389 Rock Reject 3.96 449 0.198 0.18 <0.17 43.16

1798390 Rock Reject 3.07 415 0.120 0.11 <0.17 37.07

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method WGHT M150 FA430 FS600 FS600 FS600 FA530

Wgt TotWt -Au TotAu +Au +Wt -Au

kg g gm/t gm/t gm/t g ppm

0.01 1 0.005 0.01 0.17 0.01 0.9

1798391 Rock Reject 3.72 449 0.029 0.03 <0.17 44.87

1798392 Rock Reject 3.09 465 0.160 0.15 <0.17 39.41

1798393 Rock Reject 4.49 486 1.017 1.25 3.77 41.38

1798394 Rock Reject 3.29 436 0.636 0.61 0.30 37.10

1798395 Rock Reject 3.75 507 2.705 2.77 3.72 34.64

1798396 Rock Reject 4.46 450 0.118 0.11 <0.17 37.70

1798397 Rock Reject 2.87 463 0.328 0.30 <0.17 33.14

1798398 Rock Reject 4.29 486 3.267 3.36 4.45 39.56

1798399 Rock Reject 4.31 454 3.192 4.40 18.89 34.93

1798400 Rock Reject 3.79 477 1.017 1.05 1.37 41.57

1798301 Rock Reject 3.95 429 0.417 0.41 0.35 37.39

1798302 Rock Reject 4.86 506 0.066 0.06 <0.17 36.76

1798303 Rock Reject 3.21 437 0.020 0.02 <0.17 32.40

1798304 Rock Reject 2.50 519 0.120 0.11 <0.17 39.03

1798305 Rock Reject 2.24 500 0.433 0.56 2.16 36.61

1798306 Rock Reject 5.83 494 0.703 0.68 0.44 40.49

1798307 Rock Reject 4.17 496 4.999 5.74 14.44 38.84

1798308 Rock Reject 3.74 445 0.039 0.04 <0.17 37.28

1798309 Rock Reject 5.57 480 1.636 1.97 5.45 41.48

1798310 Rock Reject 2.95 471 2.595 2.75 4.53 36.68

1798311 Rock Reject 4.87 473 2.328 2.78 8.77 32.95

1798312 Rock Reject 2.85 462 0.706 0.68 0.40 34.85

1798313 Rock Reject 3.54 491 0.059 0.05 <0.17 36.64

1798314 Rock Reject 4.02 451 0.723 0.73 0.77 32.48

1798315 Rock Reject 4.13 437 0.259 0.23 <0.17 41.13

1798316 Rock Reject 3.96 438 0.558 0.64 1.52 38.94

1798317 Rock Reject 4.73 495 0.326 0.30 <0.17 38.98

1798318 Rock Reject 2.82 442 0.801 0.73 <0.17 38.67

1798319 Rock Reject 3.30 419 0.025 0.02 <0.17 39.25

1798320 Rock Reject 2.95 477 1.164 1.74 7.73 41.89

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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MDL

Unit

Analyte

Method WGHT M150 FA430 FS600 FS600 FS600 FA530

Wgt TotWt -Au TotAu +Au +Wt -Au

kg g gm/t gm/t gm/t g ppm

0.01 1 0.005 0.01 0.17 0.01 0.9

1798321 Rock Reject 4.17 500 0.698 0.67 0.31 35.12

1798322 Rock Reject 4.35 491 0.929 1.00 1.79 39.18

1798323 Rock Reject 2.82 494 0.288 0.27 <0.17 30.95

1798324 Rock Reject 2.32 415 0.347 0.32 <0.17 35.88

1798325 Rock Reject 2.60 421 0.868 0.86 0.71 32.60

1798326 Rock Reject 3.72 439 0.878 0.99 2.09 40.69

1798327 Rock Reject 4.79 462 0.098 0.09 <0.17 37.41

1482453 Rock Reject 1.12 441 0.008 <0.01 <0.17 37.91

1798328 Rock Reject 4.10 477 0.046 0.04 <0.17 36.77

1798329 Rock Reject 4.30 473 0.234 0.22 <0.17 37.01

1798330 Rock Reject 2.80 489 0.040 0.04 <0.17 30.67

1798451 Rock Reject 5.45 474 2.300 6.61 51.94 41.14

1798452 Rock Reject 4.60 501 2.377 4.69 31.77 39.32

1798453 Rock Reject 5.29 486 1.109 2.43 16.83 40.76

1798454 Rock Reject 6.44 514 1.999 4.09 28.71 40.12

1798175 Rock Reject 1.71 461 1.862 2.36 7.94 38.04

1798176 Rock Reject 1.71 520 2.668 3.05 8.69 32.68

1798177 Rock Reject 1.01 497 2.443 4.12 25.77 35.78

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI19000569.1
WGHT M150 FA430 FS600 FS600 FS600 FA530

Wgt TotWt -Au TotAu +Au +Wt -Au

kg g gm/t gm/t gm/t g ppm

0.01 1 0.005 0.01 0.17 0.01 0.9

Pulp Duplicates

1798369 Rock Reject 4.65 474 0.416 0.42 0.47 31.89

REP 1798369 QC 0.522

1798394 Rock Reject 3.29 436 0.636 0.61 0.30 37.10

REP 1798394 QC 0.601

Core Reject Duplicates

1798440 Rock Reject 4.02 459 >10 53.52 413.36 34.81 24.0

DUP 1798440 QC 497 >10 52.65 381.35 46.37 18.8

1798381 Rock Reject 4.88 464 0.050 0.05 <0.17 35.71

DUP 1798381 QC 473 0.050 0.05 <0.17 39.34

1798315 Rock Reject 4.13 437 0.259 0.23 <0.17 41.13

DUP 1798315 QC 523 0.226 0.21 <0.17 35.36

Reference Materials

STD AGPROOF Standard <0.9

STD OXB130 Standard 0.124

STD OXB130 Standard 0.126

STD OXB130 Standard 0.125

STD OXI138 Standard 1.673

STD OXI138 Standard 1.867

STD OXI138 Standard 1.842

STD OXN134 Standard 7.795

STD OXN134 Standard 7.738

STD OXN134 Standard 7.649

STD OXQ114 Standard 34.8

STD OXQ90 Standard 24.86 29.81

STD OXQ90 Standard 25.02 30.02

STD OXQ90 Standard 24.99 30.09

STD OXQ90 Standard 25.46 30.01

STD OXQ90 Standard 25.31 30.07

MDL

Unit

Analyte

Method

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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 QUALITY CONTROL REPORT                    WHI19000569.1
WGHT M150 FA430 FS600 FS600 FS600 FA530

Wgt TotWt -Au TotAu +Au +Wt -Au

kg g gm/t gm/t gm/t g ppm

0.01 1 0.005 0.01 0.17 0.01 0.9

STD OXQ90 Standard 25.69 30.01

STD OXQ90 Standard 25.27 30.11

STD SP49 Standard 18.5

STD OXQ90 Expected 24.88

BLK Blank <0.17 30.00

BLK Blank <0.005

BLK Blank <0.005

BLK Blank <0.17 30.00

BLK Blank <0.17 30.00

BLK Blank <0.17 30.00

BLK Blank <0.17 30.00

BLK Blank <0.17 30.00

BLK Blank <0.17 30.00

BLK Blank <0.005

BLK Blank <0.005

BLK Blank 0.005

BLK Blank 0.005

BLK Blank <0.9

Prep Wash

ROCK-WHI Prep Blank 466 <0.005 <0.01 <0.17 41.57

ROCK-WHI Prep Blank 438 <0.005 <0.01 <0.17 40.40

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.


